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Change Date Supplier Special Process Spec Reference Changed To Change Reason
1/30/2024 Embee Processing, LLC. (3337) CP10 - ELECTROLESS PLATING, NICKEL LGPS-1108 Not Approved Spec Removed
1/19/2024 UPM Casting SA de CV NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
1/2/2024 Magnetic Inspection Laboratory, Inc. - Annex (10392) CP01 - COATING, CERAMIC METALLIC (SERMETEL®) E.S. 6.185 Approved Spec Added

12/6/2023 National Aerospace Processing, LLC (22453) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
12/4/2023 Alp Aviation (7440) CP10 - ELECTROLESS PLATING, NICKEL LGPS-1104 Conditional Spec Added
12/1/2023 Fukada Netsusyori Kogyo Co., Ltd. (10823) HT - HEAT TREAT AMS-2759/11 Approved Spec Added

11/29/2023 PZL Mielec Sp. z o.o. (8265) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
11/10/2023 Fokker Aerostructures B.V. (4492) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
11/10/2023 Fokker Aerostructures B.V. (4492) CMSP - GRINDING, CHROME MM-4990-5 Approved Spec Added
11/10/2023 Fokker Aerostructures B.V. (4492) CMSP - GRINDING, CHROME LGPS-7000 Approved Spec Added
11/10/2023 Fokker Aerostructures B.V. (4492) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
11/10/2023 Aero Treatment Pvt. Ltd (12045) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Conditional Spec Added
11/7/2023 Goodrich Actuation Systems - Wolverhampton (5918) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Added
11/7/2023 Goodrich Actuation Systems - Wolverhampton (5918) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
11/1/2023 Selmet Inc (3763) NDT - INSPECTION, RADIOGRAPHIC, DIGITAL ASTM 2698 Approved Spec Added
11/1/2023 Selmet Inc (3763) NDT - INSPECTION, RADIOGRAPHIC, DIGITAL AC7114/10 Approved Spec Added

10/30/2023 Magnetic Inspection Laboratory, Inc. (3487) CP01 - COATING, DRY FILM AMS2515 Approved Spec Added
10/23/2023 Alp Aviation (7440) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
10/13/2023 Aero Treatment Pvt. Ltd (12045) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Conditional Spec Added
10/12/2023 SPS Technologies - PCC Fastener Division CP01 - COATING, DRY FILM AS5272 Approved Spec Added
10/9/2023 Isostatic Toll Services-Bilbao (21517) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/9/2023 Isostatic Toll Services-Bilbao (21517) HT - HOT ISOSTATIC PRESSURE E.S.-13.104 Conditional Spec Added
9/29/2023 Aero Treatment Pvt. Ltd (12045) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/29/2023 Aero Treatment Pvt. Ltd (12045) CP12 - PASSIVATION AMS-2700 Conditional Spec Added
9/22/2023 Airtech Supply Inc (4236) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/22/2023 Airtech Supply Inc (4236) HT - HEAT TREAT AMS-2770 Approved Spec Added
9/14/2023 Metal Improvement Co. - Grand Prairie (5535) SE - MANUAL PEENING RPS 15.48 Approved Spec Added
9/14/2023 Metal Improvement Co. - Grand Prairie (5535) SE - SHOT PEEN RPS 15.48 Approved Spec Added
9/8/2023 Metal Improvement Co. - Brampton (5532) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
9/5/2023 Quality Aluminum Forge (4427) NDT - PRE-PENETRANT ETCH AC7108/15 Superceded Spec Modification
9/5/2023 Quality Aluminum Forge (4427) NDT - PRE-PENETRANT ETCH AC7108/02 Approved Spec Modification

8/29/2023 Mistras Services Inc (3242) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
8/29/2023 Asashita Mekki Co., Ltd. (10370) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
8/29/2023 Asashita Mekki Co., Ltd. (10370) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 Approved Spec Modification
8/29/2023 Asashita Mekki Co., Ltd. (10370) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
8/29/2023 Asashita Mekki Co., Ltd. (10370) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-PRF-8625 Approved Spec Modification
8/29/2023 Asashita Mekki Co., Ltd. (10370) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
8/28/2023 Shultz Steel Co. (4392) NDT - INSPECTION, ULTRASONIC AMS 2631 Approved Spec Added
8/3/2023 Mecabrive Industrie (9314) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
8/3/2023 Mecabrive Industrie (9314) CP12 - TITANIUM CLEANING LGPS-8003 Conditional Spec Added

7/28/2023 Sunvair, Inc (8883) CP09 - PLATING, CHROME MIL-STD-1501 Spec Added
7/18/2023 CIL Metal Finishing (3565) CP01 - COATING, PAINT APPLICATION MIL-PRF-23377 Approved Spec Added
7/18/2023 CIL Metal Finishing (3565) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Approved Spec Added
7/13/2023 Elite Metal Finishing (7008) AQS - QUALITY SYSTEM AQS Approved Spec Added
7/13/2023 Elite Metal Finishing (7008) CP01 - COATING, PAINT APPLICATION MIL-PRF-23377 Approved Spec Added
7/13/2023 Elite Metal Finishing (7008) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Approved Spec Added
6/30/2023 B&E Precision Aircraft Components (10458) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
6/30/2023 B&E Precision Aircraft Components (10458) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
6/29/2023 Poly Metal Finishing, Inc. (3705) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 Approved Spec Added
6/29/2023 Valley Plating Inc. (3425) CP09 - PLATING, COPPER AMS-2418 Approved Spec Added
6/19/2023 Goodrich Actuation Systems  (7361) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added
6/1/2023 Wipro Enterprises Private Ltd (23530) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Added
5/5/2023 Ultraspec Finishing Inc. (4686) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Type II Approved Spec Added
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5/5/2023 Techmetals, Inc (4210) CP10 - ELECTROLESS PLATING, NICKEL E.S. 6.118 Approved Spec Added
4/28/2023 U.S. Chrome Corp. of Ohio (3405) CP10 - ELECTROLESS PLATING, NICKEL E.S. 6.118 Approved Spec Added
4/25/2023 Sonic Industries (3786) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
4/25/2023 Sonic Industries (3786) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/25/2023 Sonic Industries (3786) CP12 - PASSIVATION AMS-2700 Approved Spec Added
4/21/2023 Plating Perceptions, Inc. (4563) CP09 - PLATING, CADMIUM (LHE) E.S. 6.18 Approved Spec Added
4/21/2023 SPS Technologies - PCC Fastener Division CP12 - PASSIVATION ES 6.19 Approved Spec Added
4/17/2023 cassavant Assembly and Processing (15205) CP12 - PASSIVATION AMS-2700 Approved Spec Added
4/17/2023 cassavant Assembly and Processing (15205) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
4/17/2023 cassavant Assembly and Processing (15205) CP01 - COATING, DRY FILM MIL-L-46010 Approved Spec Added
4/17/2023 cassavant Assembly and Processing (15205) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
4/17/2023 cassavant Assembly and Processing (15205) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
4/17/2023 cassavant Assembly and Processing (15205) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
4/13/2023 Wipro Enterprises Private Ltd (23530) CP12 - PASSIVATION AMS-2700 Approved Spec Added
4/12/2023 Aubert & Duval (4984) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/12/2023 Aubert & Duval (4984) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
4/7/2023 Aerospace Metal Finishing (4994) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
4/7/2023 Aerospace Metal Finishing (4994) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
4/7/2023 Aerospace Metal Finishing (4994) CP12 - PASSIVATION AMS-2700 Approved Spec Added
4/7/2023 Aerospace Metal Finishing (4994) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
4/7/2023 Aerospace Metal Finishing (4994) CP09 - PLATING, ZINC NICKEL LGPS-1106 Approved Spec Added
4/7/2023 Aerospace Metal Finishing (4994) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Type II Approved Spec Added
4/6/2023 Asko Processing, Inc. (3049) CP02 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Modification
4/5/2023 Mingo Aerospace, LLC. AQS - QUALITY SYSTEM AS 9100 Approved Spec Added

3/30/2023 Onerler Heat Treatment Ltd. (18877) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/30/2023 Onerler Heat Treatment Ltd. (18877) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/30/2023 Onerler Heat Treatment Ltd. (18877) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/30/2023 Onerler Heat Treatment Ltd. (18877) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/23/2023 Omni Metal Finishing Inc. (3241) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Removed
3/23/2023 Omni Metal Finishing Inc. (3241) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Removed
3/23/2023 Omni Metal Finishing Inc. (3241) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Approved Spec Removed
3/23/2023 Omni Metal Finishing Inc. (3241) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Removed
3/23/2023 Omni Metal Finishing Inc. (3241) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/23/2023 Omni Metal Finishing Inc. (3241) CP09 - PLATING, NICKEL AMS-2424 Approved Spec Removed
3/23/2023 Omni Metal Finishing Inc. (3241) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Removed
3/23/2023 Omni Metal Finishing Inc. (3241) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Removed
3/23/2023 Omni Metal Finishing Inc. (3241) CP09 - PLATING, CADMIUM (LHE) AMS-2400 Approved Spec Removed
3/23/2023 Omni Metal Finishing Inc. (3241) CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/23/2023 Omni Metal Finishing Inc. (3241) CP12 - PASSIVATION AMS-QQ-P-35 Approved Spec Added
3/23/2023 Omni Metal Finishing Inc. (3241) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
3/23/2023 Omni Metal Finishing Inc. (3241) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
3/23/2023 Omni Metal Finishing Inc. (3241) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Removed
3/23/2023 Omni Metal Finishing Inc. (3241) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Removed
3/23/2023 Omni Metal Finishing Inc. (3241) CP01 - COATING, DRY FILM MIL-L-46010 Approved Spec Removed
3/23/2023 Omni Metal Finishing Inc. (3241) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
3/17/2023 Aubert & Duval (5258) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/17/2023 Aubert & Duval (5258) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
3/17/2023 Aubert & Duval (5258) NDT - INSPECTION, ULTRASONIC AMS-2631 Approved Spec Added
3/13/2023 Hohman Plating, LLC (3175) CP11 - CONVERSION COATING, ALUMINUM ES- 6.29 Approved Spec Added
3/10/2023 Dioxid Sp. Z o.o. (12271) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Not Approved Spec Removed
3/10/2023 Dioxid Sp. Z o.o. (12271) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Not Approved Spec Removed
2/28/2023 North East Finishing Co (4560) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Inactive Spec Removed
2/28/2023 North East Finishing Co (4560) CP01 - COATING, DRY FILM MIL-L-23398 Inactive Spec Removed
2/28/2023 North East Finishing Co (4560) CP15 - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Removed
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2/28/2023 North East Finishing Co (4560) CP15 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
2/23/2023 Vac-Met Inc. (3422) HT - HEAT TREAT AMS-2759/1 Inactive Spec Removed
2/14/2023 National Aerospace Processing, LLC (22453) CP01 - COATING, PAINT APPLICATION ES-6.189 Approved Spec Added
2/13/2023 Akron Plating Co., Inc. CP09 - PLATING, COPPER AMS-2418 Approved Spec Added
2/11/2023 Cygnus, Inc. (4388) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
2/9/2023 BYTEST Srl (22389) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/9/2023 BYTEST Srl (22389) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
2/9/2023 BYTEST Srl (22389) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
2/9/2023 TAG S.r.l.  (7968) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/9/2023 TAG S.r.l.  (7968) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
2/3/2023 Metalac SPS HT - HEAT TREAT AMS-2759/1 Approved Spec Added
2/3/2023 Metalac SPS HT - HEAT TREAT AMS-2759/3 Approved Spec Added
2/3/2023 Metalac SPS HT - HEAT TREAT AMS-2759/11 Approved Spec Added
2/3/2023 Metalac SPS HT - HEAT TREAT AMS-2769 Not Approved Spec Added

1/26/2023 Davro (11036) CP12 - PASSIVATION ES 6.19 Approved Spec Added
1/20/2023 Schaeffler Aerospace Germany (4375) AQS - QUALITY SYSTEM AS 9100 Conditional Spec Added
1/20/2023 Schaeffler Aerospace Germany (4375) HT - HEAT TREAT AMS-2759/5 Conditional Spec Added
1/19/2023 cassavant Assembly and Processing (15205) CP01 - COATING, PAINT APPLICATION MIL-C-8514 Approved Spec Added
1/19/2023 cassavant Assembly and Processing (15205) CP01 - COATING, PAINT APPLICATION MIL-PRF-22750 Approved Spec Added
1/19/2023 cassavant Assembly and Processing (15205) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2470 Approved Spec Added
1/19/2023 cassavant Assembly and Processing (15205) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2472 Approved Spec Added
1/19/2023 cassavant Assembly and Processing (15205) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Added
1/19/2023 cassavant Assembly and Processing (15205) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Approved Spec Added
1/19/2023 cassavant Assembly and Processing (15205) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Added
1/19/2023 cassavant Assembly and Processing (15205) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Added
1/19/2023 cassavant Assembly and Processing (15205) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 Approved Spec Added
1/19/2023 cassavant Assembly and Processing (15205) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 Approved Spec Added
1/19/2023 cassavant Assembly and Processing (15205) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Added
1/19/2023 cassavant Assembly and Processing (15205) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-2469 Approved Spec Added
1/18/2023 cassavant Assembly and Processing (15205) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
1/18/2023 cassavant Assembly and Processing (15205) CP11 - CONVERSION COATING, ALUMINUM MIL-C-5541 Approved Spec Added
1/18/2023 cassavant Assembly and Processing (15205) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
1/18/2023 cassavant Assembly and Processing (15205) CP11 - CONVERSION COATING, ALUMINUM AMS 2473 Approved Spec Added
1/17/2023 HDI Landing Gear NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
1/16/2023 Vacu-Braze Inc. (20136) AQS - QUALITY SYSTEM AS 9100 Spec Added
1/16/2023 Vacu-Braze Inc. (20136) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
1/16/2023 Vacu-Braze Inc. (20136) HT - HEAT TREAT AMS-H-6875 Approved Spec Added

12/20/2022 Sierra Spray Painting Ltd. (11458) CP01 - COATING, PAINT APPLICATION MM-5748 Approved Spec Added
12/19/2022 National Aerospace Processing, LLC (22453) CP01 - COATING, PAINT APPLICATION ES-6.188 Approved Spec Added
12/16/2022 Spec Plating Inc. (4293) CP09 - PLATING, CADMIUM (LHE) E.S. 6.18 Approved Spec Added
12/6/2022 National Aerospace Processing, LLC (22453) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Added
12/6/2022 National Aerospace Processing, LLC (22453) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
12/6/2022 National Aerospace Processing, LLC (22453) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Type II Approved Spec Added
12/6/2022 National Aerospace Processing, LLC (22453) CP12 - PASSIVATION AMS-2700 Approved Spec Added
12/6/2022 National Aerospace Processing, LLC (22453) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added

11/30/2022 Eaton Corp - Paso Robles CP12 - PASSIVATION AMS-2700 Not Approved Spec Added
11/22/2022 Vijaya Metal Finishers (8870) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Approved Spec Added
11/17/2022 SPS Technologies - PCC Fastener Division HT - HEAT TREAT AMS 5662 Spec Added
11/17/2022 SPS Technologies - PCC Fastener Division HT - HEAT TREAT AMS 5663 Spec Added
10/26/2022 Hi-Tech Metal Finishing, Inc. (11426) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Type II Approved Spec Added
10/26/2022 Wipro Enterprises Private Ltd (23530) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
10/14/2022 Alfe Heat Treating (4594) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
10/14/2022 CPP - Port Hueneme (3608) WLD - WELDING AMS 2694 Approved Spec Added
10/14/2022 CPP - Port Hueneme (3608) WLD - WELDING AWS D 17.1 Approved Spec Added
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10/14/2022 CPP - Port Hueneme (3608) NDT - INSPECTION, RADIOGRAPHIC, DIGITAL ASTM-E-2698 Approved Spec Added
10/14/2022 A-Lab Corporation (3083) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
10/14/2022 A-Lab Corporation (3083) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
10/14/2022 A-Lab Corporation (3083) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
10/14/2022 A-Lab Corporation (3083) AQS - QUALITY SYSTEM ISO 17025 Approved Spec Added
10/14/2022 Astro Manufacturing & Design (10406) CP01 - COATING, PAINT APPLICATION E.S. 6.57 Approved Spec Added
10/14/2022 Astro Manufacturing & Design (10406) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
10/14/2022 Astro Manufacturing & Design (10406) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
10/14/2022 Cooperative Plating (4661) CP12 - PASSIVATION AMS-2700 Approved Spec Added
10/14/2022 Cooperative Plating (4661) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
10/14/2022 Cooperative Plating (4661) CP09 - PLATING, CADMIUM (LHE) E.S. 6.18 Approved Spec Added
10/14/2022 Sullivan Precision Metal Finishing (4707) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
10/14/2022 AMITRONICS PVT LTD (22556) CP09 - PLATING, ZINC NICKEL AMS-2417 Conditional Spec Added
10/14/2022 AMITRONICS PVT LTD (22556) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Conditional Spec Added
9/27/2022 Alp Aviation (7440) CP13 - PLATING, BRUSH ZINC NICKEL LGPS-1107 Approved Spec Added
9/26/2022 BLISS AEROSPACE COMPONENTS PRIVATE LIMITED (9233) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/26/2022 BLISS AEROSPACE COMPONENTS PRIVATE LIMITED (9233) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
9/16/2022 Precision Plate Limited (5373) CP09 - PLATING, COPPER AMS-2418 Approved Spec Added
9/15/2022 Precision Plate Limited (5373) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/8/2022 Southwest United Canada Inc. - CEEL Limited (5208) SE - SHOT PEEN AMS-2430 Approved Spec Added

8/29/2022 Electron Beam Welding AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
8/24/2022 Safran Electrical Components WLD - BRAZING AWS-C3.7 Not Approved Spec Removed
8/24/2022 Safran Electrical Components WLD - WELDING AWS-D17.1 Not Approved Spec Removed
8/24/2022 Precision Control Finishing (14421) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
8/24/2022 Precision Control Finishing (14421) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
8/19/2022 AMITRONICS PVT LTD (22556) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
8/19/2022 AMITRONICS PVT LTD (22556) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
8/19/2022 AMITRONICS PVT LTD (22556) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
8/19/2022 AMITRONICS PVT LTD (22556) NDT - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
8/19/2022 AMITRONICS PVT LTD (22556) CP12 - PASSIVATION AMS-2700 Conditional Spec Added
8/19/2022 AMITRONICS PVT LTD (22556) CP12 - PASSIVATION E.S.6.19 Conditional Spec Added
8/19/2022 AMITRONICS PVT LTD (22556) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Conditional Spec Added
8/19/2022 AMITRONICS PVT LTD (22556) CP11 - CONVERSION COATING, ALUMINUM E.S.6.29 Conditional Spec Added
8/19/2022 AMITRONICS PVT LTD (22556) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Conditional Spec Added
8/19/2022 AMITRONICS PVT LTD (22556) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) E.S.6.45 Conditional Spec Added
8/19/2022 AMITRONICS PVT LTD (22556) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Conditional Spec Added
8/19/2022 AMITRONICS PVT LTD (22556) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S.6.16 Conditional Spec Added
8/16/2022 Aluminum Precision Products - Oxnard (4780) HT - HEAT TREAT AMS-2772 Inactive Spec Removed
8/16/2022 Aluminum Precision Products - Oxnard (4780) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
8/16/2022 Aluminum Precision Products - Oxnard (4780) HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
8/16/2022 Voss Industries (21150) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
8/16/2022 Voss Industries (21150) WLD - WELDING AWS-D17.2 Approved Spec Added
8/16/2022 Wyman-Gordon-SC (12283) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
8/16/2022 Wyman-Gordon-SC (12283) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
8/12/2022 Alp Aviation (7440) CP08 - ANODIZE, TITANIUM AMS-2488 Approved Spec Added
8/10/2022 MAPP Technologies, LLC (10366) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
8/10/2022 MAPP Technologies, LLC (10366) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
8/10/2022 MAPP Technologies, LLC (10366) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
8/10/2022 MAPP Technologies, LLC (10366) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
8/10/2022 Valley Heat Treat Co. HT - HEAT TREAT AMS-H-6875 Approved Spec Added
8/10/2022 Valley Heat Treat Co. HT - HEAT TREAT MIL-H-7199 Approved Spec Added
8/10/2022 Valley Heat Treat Co. HT - HEAT TREAT AMS-2759/1 Approved Spec Added
8/10/2022 Valley Heat Treat Co. AQS - QUALITY SYSTEM AC7004 Approved Spec Added
8/10/2022 Valley Heat Treat Co. HT - HEAT TREAT AMS-2759/3 Approved Spec Added
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8/8/2022 Magellan Aerospace Processing - New York (4250) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
8/8/2022 Magellan Aerospace Processing - New York (4250) CP01 - COATING, PAINT APPLICATION MM-5748 Approved Spec Added

7/29/2022 Art Brass Aerospace Finishing (11279) CP12 - PASSIVATION MIL-S-5002 Approved Spec Added
7/29/2022 Art Brass Aerospace Finishing (11279) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Added
7/22/2022 Tekalia Aeronautik Inc-2 PAINT SHOP (10529) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
7/22/2022 Tekalia Aeronautik Inc-2 PAINT SHOP (10529) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
7/18/2022 Amitronics Pvt. Ltd. (9222) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Not Approved Spec Removed
7/18/2022 Amitronics Pvt. Ltd. (9222) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Not Approved Spec Removed
6/27/2022 Tekalia Aeronautik Inc-2 PAINT SHOP (10529) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
6/22/2022 Incertec (16001) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
6/22/2022 Incertec (16001) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
6/22/2022 Amitronics Pvt. Ltd. (9222) CP02 - PRE-PENETRANT ETCH AC7108/2 Not Approved Spec Removed
6/22/2022 Amitronics Pvt. Ltd. (9222) CP01 - COATING, DRY FILM MIL-PRF46010 Not Approved Spec Removed
6/22/2022 Amitronics Pvt. Ltd. (9222) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) E.S. 6.45 Not Approved Spec Removed
6/22/2022 Amitronics Pvt. Ltd. (9222) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Not Approved Spec Removed
6/22/2022 Amitronics Pvt. Ltd. (9222) CP12 - PASSIVATION E.S. 6.19 Not Approved Spec Removed
6/22/2022 Amitronics Pvt. Ltd. (9222) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Not Approved Spec Removed
6/22/2022 Amitronics Pvt. Ltd. (9222) CP12 - PASSIVATION AMS-2700 Not Approved Spec Removed
6/22/2022 Amitronics Pvt. Ltd. (9222) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Not Approved Spec Removed
6/22/2022 Amitronics Pvt. Ltd. (9222) CP09 - PLATING, ZINC NICKEL AMS-2417 Not Approved Spec Removed
6/22/2022 Amitronics Pvt. Ltd. (9222) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Not Approved Spec Removed
6/22/2022 Amitronics Pvt. Ltd. (9222) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Not Approved Spec Removed
6/22/2022 Amitronics Pvt. Ltd. (9222) CP11 - CONVERSION COATING, ALUMINUM E.S. 6.29 Not Approved Spec Removed
6/22/2022 Valence Los Angeles (4578) - (new Carson) CP01 - COATING, DRY FILM MIL-L-23398 Not Approved Spec Removed
6/22/2022 Valence Los Angeles (4578) - (new Carson) CP01 - COATING, PAINT APPLICATION LGPS-1001 Not Approved Spec Removed
6/22/2022 Valence Los Angeles (4578) - (new Carson) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Not Approved Spec Removed
6/22/2022 Valence Los Angeles (4578) - (new Carson) CP01 - COATING, DRY FILM MIL-PRF-46010 Not Approved Spec Removed
6/22/2022 Valence Los Angeles (4578) - (new Carson) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PF-8625 type 1 Not Approved Spec Removed
6/22/2022 Valence Los Angeles (4578) - (new Carson) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Not Approved Spec Removed
6/22/2022 Valence Los Angeles (4578) - (new Carson) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Not Approved Spec Removed
6/22/2022 Valence Los Angeles (4578) - (new Carson) CP08 - ANODIZE ALUMINUM - HARD with TEFLON AMS-2482 Not Approved Spec Removed
6/22/2022 Valence Los Angeles (4578) - (new Carson) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-2469 Not Approved Spec Removed
6/22/2022 Valence Los Angeles (4578) - (new Carson) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Not Approved Spec Removed
6/22/2022 Valence Los Angeles (4578) - (new Carson) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Not Approved Spec Removed
6/22/2022 Valence Los Angeles (4578) - (new Carson) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Not Approved Spec Removed
6/22/2022 Valence Los Angeles (4578) - (new Carson) CP12 - TITANIUM CLEANING ASTM-B-600 Not Approved Spec Removed
6/22/2022 Valence Los Angeles (4578) - (new Carson) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Not Approved Spec Removed
6/22/2022 Valence Los Angeles (4578) - (new Carson) CP15 - PRE-PENETRANT ETCH AC7108/15 Not Approved Spec Removed
6/22/2022 Wipro Enterprises Private Ltd (23530) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
6/22/2022 Wipro Enterprises Private Ltd (23530) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
6/22/2022 Wipro Enterprises Private Ltd (23530) CP09 - PLATING, CHROME E.S. 6.131 Approved Spec Added
6/20/2022 Valley Heat Treat AQS - QUALITY SYSTEM AC7004 Approved Spec Added
6/20/2022 Valley Heat Treat HT - HEAT TREAT AMS-H-7199 Approved Spec Added
6/20/2022 Valley Heat Treat HT - HEAT TREAT AMS-H-6875 Approved Spec Added
6/20/2022 Valley Heat Treat HT - HEAT TREAT AMS-2759/3 Approved Spec Added
6/20/2022 Valley Heat Treat HT - STRESS RELIEF AMS 2759/11 Approved Spec Added
6/20/2022 Valley Heat Treat HT - HEAT TREAT AMS-2770 Approved Spec Added
6/20/2022 Valley Heat Treat HT - HEAT TREAT AMS-H-6088 Approved Spec Added
6/17/2022 Sierra Spray Painting Ltd. (11458) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
6/17/2022 National Aerospace Processing, LLC (22453) SE - SHOT PEEN AMS-S-13165 Approved Spec Added
6/17/2022 National Aerospace Processing, LLC (22453) SE - SHOT PEEN AMS-2430 Approved Spec Added
6/16/2022 Sullivan Precision Metal Finishing (4707) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
6/16/2022 Sullivan Precision Metal Finishing (4707) CP01 - COATING, DRY FILM MIL-L-23398 Approved Spec Added
6/16/2022 Sullivan Precision Metal Finishing (4707) CP01 - COATING, DRY FILM MIL-L-46010 Approved Spec Added
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6/16/2022 Sullivan Precision Metal Finishing (4707) CP01 - COATING, DRY FILM MIL-L-8937 Approved Spec Added
6/16/2022 Sullivan Precision Metal Finishing (4707) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
6/16/2022 Sullivan Precision Metal Finishing (4707) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Added
6/16/2022 Sullivan Precision Metal Finishing (4707) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-A-8625 Approved Spec Added
6/16/2022 Sullivan Precision Metal Finishing (4707) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 Approved Spec Added
6/16/2022 Sullivan Precision Metal Finishing (4707) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Added
6/16/2022 Sullivan Precision Metal Finishing (4707) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 Approved Spec Added
6/16/2022 Sullivan Precision Metal Finishing (4707) CP08 - ANODIZE ALUMINUM - NON-CHROMIC (TYPE IC) MIL-A-8625 Approved Spec Added
6/16/2022 Sullivan Precision Metal Finishing (4707) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
6/16/2022 Sullivan Precision Metal Finishing (4707) CP12 - PASSIVATION AMS-2700 Approved Spec Added
6/16/2022 Sullivan Precision Metal Finishing (4707) CP12 - PASSIVATION AMS-QQ-P-35 Approved Spec Added
6/16/2022 Sullivan Precision Metal Finishing (4707) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
6/3/2022 E.M.E. Inc. (4111) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
6/3/2022 E.M.E. Inc. (4111) CP15 - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Modification

5/27/2022 Aerospace Metal Finishing (4994) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Approved Spec Added
5/27/2022 Aerospace Metal Finishing (4994) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Added
5/25/2022 LHM Technologies Inc. (10293) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
5/25/2022 White Engineering Surfaces Corp. (9444) CT - HVOF E.S. 6.164 Approved Spec Added
5/25/2022 White Engineering Surfaces Corp. (9444) CT - HVOF AMS-2447 Approved Spec Added
5/25/2022 White Engineering Surfaces Corp. (9444) CT - PLASMA ARC SPRAY AMS-7875 Approved Spec Added
5/24/2022 LHM Technologies Inc. (10293) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/20/2022 Aerospace Metal Finishing (4994) HT - HEAT TREAT AMS-2759/11 Approved Spec Added
5/20/2022 Aerospace Metal Finishing (4994) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
5/20/2022 Aerospace Metal Finishing (4994) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
5/20/2022 Aerospace Metal Finishing (4994) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/20/2022 Aerospace Metal Finishing (4994) CP09 - PLATING, CADMIUM (LHE) AMS-2400 Approved Spec Added
5/19/2022 Hytek Finishes (4508) CP02 - PRE-PENETRANT ETCH AC7108/2 Inactive Spec Removed
5/13/2022 Aerospace Processing India Pvt. Ltd. (API) (9772) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Type II Approved Spec Added
5/12/2022 Voss Industries (21150) CP01 - COATING, PAINT APPLICATION E.S. 6.202 Approved Spec Added
5/6/2022 Weber Metals, Inc. (4218) NDT - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
5/6/2022 Weber Metals, Inc. (4218) NDT - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Modification

4/29/2022 Alp Aviation (7440) CP09 - PLATING, ZINC NICKEL LGPS-1106 Approved Spec Added
4/29/2022 Alp Aviation (7440) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
4/19/2022 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Added
4/14/2022 Goodrich Actuation Systems  (7361) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/14/2022 Goodrich Actuation Systems  (7361) CP12 - PASSIVATION AMS-2700 Approved Spec Added
4/13/2022 Ultraspec Finishing Inc. (4686) CP09 - PLATING, ZINC NICKEL AMS 2417 Approved Spec Added
4/13/2022 Ultraspec Finishing Inc. (4686) CP09 - PLATING, ZINC NICKEL LGPS-1106 Approved Spec Added
4/13/2022 Ultraspec Finishing Inc. (4686) CP09 - PLATING, CADMIUM (LHE) AMS-2400 Approved Spec Added
4/13/2022 Ultraspec Finishing Inc. (4686) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
4/13/2022 Ultraspec Finishing Inc. (4686) CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Approved Spec Added
4/13/2022 Ultraspec Finishing Inc. (4686) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Approved Spec Added
4/8/2022 Baoji Titanium Industry Co., Ltd (11793) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/8/2022 Baoji Titanium Industry Co., Ltd (11793) NDT - INSPECTION, ULTRASONIC SAE-AMS-STD-2154 Approved Spec Added
4/8/2022 Baoji Titanium Industry Co., Ltd (plant #1) (7259) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/8/2022 Baoji Titanium Industry Co., Ltd (plant #1) (7259) NDT - INSPECTION, ULTRASONIC SAE-AMS-STD-2154 Approved Spec Added
4/4/2022 Pioneer Metal Finishing - South Bend AQS - QUALITY SYSTEM ISO9001 Inactive Spec Removed
4/4/2022 Pioneer Metal Finishing - South Bend CP08 - ANODIZE ALUMINUM - HARD with TEFLON E.S. 6.107 Inactive Spec Removed
4/4/2022 WSK „PZL-KALISZ” S.A. (7104) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added

3/31/2022 NMG Aerospace - OH (7197) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
3/31/2022 Toko Tekko Co., Ltd (11776) CMSP - GRINDING, CHROME LGPS-7000 Not Approved Spec Removed
3/31/2022 Toko Tekko Co., Ltd (11776) CMSP - GRINDING, CHROME MIL-STD-866 Not Approved Spec Removed
3/31/2022 Toko Tekko Co., Ltd (11776) AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Removed
3/31/2022 Acuren Inspection, Inc. (3417) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Pulled Spec Removed
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3/31/2022 Acuren Inspection, Inc. (3417) AQS - QUALITY SYSTEM ISO 17025 Inactive Spec Removed
3/31/2022 Acuren Inspection, Inc. (3417) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Pulled Spec Removed
3/31/2022 Acuren Inspection, Inc. (3417) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Pulled Spec Removed
3/29/2022 ESNA Products (9471) HT - STRESS RELIEF AMS-2759/11 Inactive Spec Removed
3/29/2022 Quality Steel Treating LLC (4005) HT - HEAT TREAT AMS-2759/3 Inactive Spec Removed
3/29/2022 Quality Steel Treating LLC (4005) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
3/29/2022 Quality Steel Treating LLC (4005) HT - STRESS RELIEF AMS-2759/11 Inactive Spec Removed
3/25/2022 Kaman Aerostructures - Chihuahua (10715) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
3/25/2022 Kaman Aerostructures - Chihuahua (10715) HT - HEAT TREAT AMS-2770 Inactive Spec Removed
3/25/2022 Aeroprocess TTT SA de CV (12744) HT - STRESS RELIEF AMS-2759/11 Inactive Spec Removed
3/25/2022 Aeroprocess TTT SA de CV (12744) AQS - QUALITY SYSTEM EN9100 Inactive Spec Removed
3/25/2022 Aeroprocess TTT SA de CV (12744) HT - HEAT TREAT AMS-2759/1 Inactive Spec Removed
3/25/2022 Aeroprocess TTT SA de CV (12744) HT - HEAT TREAT AMS-2759/2 Inactive Spec Removed
3/25/2022 Aeroprocess TTT SA de CV (12744) HT - HEAT TREAT AMS-2759/3 Inactive Spec Removed
3/25/2022 Aeroprocess TTT SA de CV (12744) HT - HEAT TREAT AMS-2759/4 Inactive Spec Removed
3/25/2022 Aeroprocess TTT SA de CV (12744) HT - HEAT TREAT AMS-2759/5 Inactive Spec Removed
3/25/2022 Aeroprocess TTT SA de CV (12744) HT - HEAT TREAT AMS-2774 Inactive Spec Removed
3/25/2022 Aeroprocess TTT SA de CV (12744) HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
3/25/2022 Aeroprocess TTT SA de CV (12744) HT - HEAT TREAT AMS-5629 Inactive Spec Removed
3/22/2022 Sunvair, Inc (8883) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Added
3/17/2022 Barry Avenue Plating (3067) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Approved Spec Modification
3/17/2022 Har-Conn Chrome Co (3159) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Approved Spec Modification
3/17/2022 Hytek Finishes (4508) CP09 - PLATING, CHROME CPC-8221 Inactive Spec Removed
3/17/2022 Indo-MIM Pvt.Ltd.(10842) CP08 - ANODIZE ALUMINUM - HARD with TEFLON AMS-2482 Approved Spec Modification
3/17/2022 Vijaya Metal Finishers (8870) CP08 - ANODIZE ALUMINUM - HARD with TEFLON AMS-2482 Approved Spec Added
3/17/2022 Black Oxide Industries Inc (4326) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MIL-DTL-13924 Approved Spec Modification
3/17/2022 Aero Cotec Corporation (9001) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-2469 Approved Spec Modification
3/17/2022 Electrolurgy Inc. (5086) CP08 - ANODIZE ALUMINUM - HARD with TEFLON AMS-2482 Approved Spec Modification
3/17/2022 Cyclone Mfg (5841) NDT - INSPECTION, LIQUID PENETRANT MIL-STD-1907 Approved Spec Removed
3/17/2022 Cyclone Mfg (5841) NDT - INSPECTION, MAGNETIC PARTICLE MIL-STD-1907 Approved Spec Removed
3/14/2022 HDI Landing Gear CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
3/14/2022 HDI Landing Gear CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
3/14/2022 Chrome Plus International (8801) - Valence Wichita CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
3/14/2022 Chrome Plus International (8801) - Valence Wichita CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
3/10/2022 Vac-Aero International -Oakville (3420) HT - HEAT TREAT AMS-2801 Approved Spec Added
3/7/2022 VSMPO-AVISMA Corporation (4653) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/7/2022 VSMPO-AVISMA Corporation (4653) CP12 - TITANIUM CLEANING ASTM-B-600 Approved Spec Added
3/7/2022 VSMPO-AVISMA Corporation (4653) CP12 - TITANIUM CLEANING LGPS-8003 Approved Spec Added
3/7/2022 VSMPO-AVISMA Corporation (4653) HT - HEAT TREAT AMS-2801 Approved Spec Added
3/7/2022 VSMPO-AVISMA Corporation (4653) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
3/7/2022 VSMPO-AVISMA Corporation (4653) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/7/2022 VSMPO-AVISMA Corporation (4653) NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Approved Spec Added
3/7/2022 VSMPO-AVISMA Corporation (4653) NDT - INSPECTION, ULTRASONIC AMS-2631 Approved Spec Added
3/7/2022 VSMPO-AVISMA Corporation (4653) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/7/2022 Kamensk Uralsky Metallurgical Works J.S.Co. (7390) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/7/2022 Kamensk Uralsky Metallurgical Works J.S.Co. (7390) HT - HEAT TREAT AMS-2772 Approved Spec Added
3/7/2022 Kamensk Uralsky Metallurgical Works J.S.Co. (7390) HT - HEAT TREAT E.S. 5.14.26 Approved Spec Added
3/7/2022 Kamensk Uralsky Metallurgical Works J.S.Co. (7390) NDT - INSPECTION, ULTRASONIC ASTM-B-594 Approved Spec Added
3/2/2022 Klinge Enameling Company (3287) CP01 - COATING, PAINT APPLICATION E.S. 6.202 Approved Spec Added
3/2/2022 Sunvair, Inc (8883) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/2/2022 Sunvair, Inc (8883) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
3/2/2022 Sunvair, Inc (8883) CP09 - PLATING, CHROME AMS 2460 Approved Spec Added
3/2/2022 Sunvair, Inc (8883) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Added
3/2/2022 Sunvair, Inc (8883) CP09 - PLATING, NICKEL AMS2424 Approved Spec Added
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3/2/2022 Sunvair, Inc (8883) HT - STRESS RELIEF AMS 2759/11 Approved Spec Added
3/2/2022 Sunvair, Inc (8883) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/2/2022 Sunvair, Inc (8883) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
3/2/2022 Sunvair, Inc (8883) CP09 - PLATING, CHROME AMS 2406 Approved Spec Added
3/2/2022 Sunvair, Inc (8883) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
3/2/2022 Sunvair, Inc (8883) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added

2/28/2022 Bodycote Belgium (5610) HT - HEAT TREAT AMS-2759/1 Inactive Spec Removed
2/28/2022 Bodycote Belgium (5610) HT - HEAT TREAT AMS-2759 Inactive Spec Removed
2/28/2022 Bodycote Belgium (5610) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
2/28/2022 Bodycote Belgium (5610) HT - HEAT TREAT AMS-2759/2 Inactive Spec Removed
2/25/2022 Metal Improvement Co. - Brampton (5532) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/24/2022 Art Brass Aerospace Finishing (11279) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Approved Spec Added
2/24/2022 Aero Mac, Inc (5146) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/24/2022 Aero Mac, Inc (5146) SE - SHOT PEEN AMS 2430 Approved Spec Added
2/22/2022 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP01 - COATING, DRY FILM MIL-PRF-46010 Inactive Spec Removed
2/18/2022 Cyclone Polska sp. z o. o. (15730) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
2/17/2022 National Peening - OH (11488) SE - SHOT PEEN AMS-2430 Approved Spec Added
2/17/2022 National Peening - OH (11488) SE - MANUAL PEENING AMS-2430 Approved Spec Added
2/17/2022 Element Newtown (3659) AQS - QUALITY SYSTEM ISO 17025 Approved Spec Added
2/17/2022 Element Newtown (3659) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
2/17/2022 Element Newtown (3659) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
2/17/2022 Lord Corp-MPD (3474) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/17/2022 Lord Corp-MPD (3474) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
2/17/2022 Lord Corp-MPD (3474) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
2/11/2022 National Peening - NC (4447) AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
2/11/2022 National Peening - NC (4447) SE - SHOT PEEN AMS-2430 Inactive Spec Removed
2/10/2022 Robert Wooler Co (4249) HT - HEAT TREAT AMS-2759/2 Inactive Spec Removed
2/10/2022 Robert Wooler Co (4249) HT - HEAT TREAT AMS-2759/3 Inactive Spec Removed
2/10/2022 Robert Wooler Co (4249) AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
2/10/2022 Robert Wooler Co (4249) HT - HEAT TREAT AMS-2759/1 Inactive Spec Removed
2/10/2022 Vac Developments (5576) WLD - WELDING MMC-131 Inactive Spec Removed
2/4/2022 American Aircraft Parts Mfg. (3332) CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
2/4/2022 American Aircraft Parts Mfg. (3332) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
2/4/2022 American Aircraft Parts Mfg. (3332) CMSP - GRINDING, HVOF LGPS-7010 Inactive Spec Removed
2/4/2022 American Aircraft Parts Mfg. (3332) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
2/4/2022 American Aircraft Parts Mfg. (3332) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
2/4/2022 American Aircraft Parts Mfg. (3332) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Inactive Spec Removed
2/4/2022 American Aircraft Parts Mfg. (3332) NDT - INSPECTION, MAGNETIC PARTICLE MM-5537 Inactive Spec Removed
2/4/2022 American Aircraft Parts Mfg. (3332) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
2/4/2022 American Aircraft Parts Mfg. (3332) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
2/4/2022 American Aircraft Parts Mfg. (3332) CP02 - TEMPER ETCH INSPECTION CP-0350 Inactive Spec Removed
2/4/2022 American Aircraft Parts Mfg. (3332) CP02 - TEMPER ETCH INSPECTION BP-108 Inactive Spec Removed
2/4/2022 American Aircraft Parts Mfg. (3332) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
2/4/2022 American Aircraft Parts Mfg. (3332) HT - STRESS RELIEF AMS-2759/11 Inactive Spec Removed

1/26/2022 GALVAIR srl, (7419) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Not Approved Spec Removed
1/26/2022 GALVAIR srl, (7419) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Not Approved Spec Removed
1/26/2022 GALVAIR srl, (7419) CP12 - PASSIVATION AMS-2700 Not Approved Spec Removed
1/26/2022 GALVAIR srl, (7419) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-A-8625 Not Approved Spec Removed
1/26/2022 GALVAIR srl, (7419) AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Removed
1/26/2022 Mikron Muhendislik Ltd.Sti. (7381) AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Removed
1/26/2022 La Nitruration Moderne SA (7245) AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Removed
1/26/2022 La Nitruration Moderne SA (7245) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Not Approved Spec Removed
1/25/2022 Vijaya Metal Finishers (8870) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
1/12/2022 AeroTek Manufacturing Limited - (4434) CP13 - PLATING, BRUSH ZINC NICKEL LGPS-1107 Approved Spec Added

Page (8) of (95)



Collins Aerospace Landing Systems
Document 200 Approved Processors - Revisions

Printed: 1/30/2024

1/10/2022 Cyclone Mfg (5841) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
1/6/2022 Ultraspec Finishing Inc. (4686) SE - SHOT PEEN AMS-2430 Approved Spec Added
1/4/2022 Advanced Coating Technique (4813) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Modification
1/4/2022 Magellan Aerospace Processing - New York (4250) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Modification
1/3/2022 ATI ZKM Forging sp. z o.o. (8184) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added

12/17/2021 HSM MACHINE WORKS INC CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
12/17/2021 HSM MACHINE WORKS INC CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
12/17/2021 HSM MACHINE WORKS INC CP01 - COATING, PAINT APPLICATION MM-5748 Approved Spec Added
12/8/2021 National Aerospace Processing, LLC (22453) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added

11/30/2021 Aircraft X-Ray Laboratories, Inc. (3314) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
11/30/2021 Aircraft X-Ray Laboratories, Inc. (3314) CP15 - PRE-PENETRANT ETCH AC7108/15 Superceded Spec Removed
11/30/2021 Valence Everett (Blue Streak Finishers) (4405) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Modification
11/30/2021 Mistras Services - Cudahy (3144) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Modification
11/30/2021 Crestview Aerospace (was) Impresa Aerospace, LLC (10372) CP11 - CONVERSION COATING, ALUMINUM MIL-C-5541 Not Approved Spec Removed
11/30/2021 Crestview Aerospace (was) Impresa Aerospace, LLC (10372) CP08 - ANODIZE ALUMINUM - NON-CHROMIC (TYPE IC) MIL-A-8625 Not Approved Spec Removed
11/30/2021 Crestview Aerospace (was) Impresa Aerospace, LLC (10372) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Not Approved Spec Removed
11/30/2021 Crestview Aerospace (was) Impresa Aerospace, LLC (10372) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Not Approved Spec Removed
11/30/2021 Crestview Aerospace (was) Impresa Aerospace, LLC (10372) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Not Approved Spec Removed
11/29/2021 Modern Metal Finishing Inc (8492) CP12 - PASSIVATION E.S 6.19 Inactive Spec Added
11/29/2021 Modern Metal Finishing Inc (8492) CP12 - PASSIVATION AMS-2700 Approved Spec Added
11/22/2021 Cyclone Mfg (5841) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
11/22/2021 Cyclone Mfg (5841) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Added
11/22/2021 Cyclone Mfg (5841) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
11/22/2021 Cyclone Mfg (5841) CP12 - PASSIVATION AMS-2700 Approved Spec Added
11/22/2021 Cyclone Mfg (5841) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
11/22/2021 Cyclone Mfg (5841) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
11/19/2021 Electro Polish Co. CP12 - ELECTROPOLISH ASTM B912 Approved Spec Modification
11/19/2021 Chem Processing Inc (4372) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
11/19/2021 Chem Processing Inc (4372) CP10 - ELECTROLESS PLATING, NICKEL with PTFE AMS 2454 Approved Spec Added
11/18/2021 Protective Coatings, Inc. (4566) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
11/18/2021 Protective Coatings, Inc. (4566) CP02 - PRE-PENETRANT ETCH AC7108/02 Not Approved Spec Removed
11/16/2021 Pacific Magnetic & Penetrant Co., Inc. (3251) CP15 - PRE-PENETRANT ETCH AC7108/15 Superceded Spec Added
11/16/2021 Pacific Magnetic & Penetrant Co., Inc. (3251) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
11/10/2021 Barry Avenue Plating (3067) CP02 - PRE-PENETRANT ETCH AC70108/2 Approved Spec Added
11/10/2021 Electrolurgy Inc. (5086) CP15 - PRE-PENETRANT ETCH AC7108/15 Superceded Spec Modification
11/10/2021 Electrolurgy Inc. (5086) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
11/10/2021 Cyclone Mfg (5841) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP01 - COATING, DRY FILM MMC-155 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP01 - COATING, DRY FILM MIL-PRF-46010 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP01 - COATING, PAINT APPLICATION LGPS-1001 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 type 3 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP09 - PLATING, COPPER AMS-2418 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP09 - PLATING, NICKEL AMS-2424 Inactive Spec Removed
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11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) SE - SHOT PEEN AMS-2430 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) SE - SHOT PEEN CPC-6400 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) HT - STRESS RELIEF AMS-2759/11 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP12 - PASSIVATION ASTM-A-967 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP15 - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP09 - PLATING, ZINC NICKEL LGPS-1106 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP09 - PLATING, ZINC NICKEL AMS 2417 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CT - HVOF AMS-2447 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CT - HVOF LGPS-1301 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CT - STRIPPING, HVOF LGPS-1300 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Inactive Spec Removed
11/9/2021 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Inactive Spec Removed
11/1/2021 Winston Heat Treating Inc. (3910) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification

10/28/2021 Element Middleburg Heights (3243) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Modification
10/27/2021 Lubeco, Inc. (3479) CP01 - COATING, DRY FILM MM-1920 Not Approved Spec Removed
10/27/2021 Lubeco, Inc. (3479) AQS - QUALITY SYSTEM AC7004 Not Approved Spec Removed
10/25/2021 Lubeco, Inc. (3479) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Not Approved Spec Removed
10/15/2021 Ellwood City Forge Co. AQS - QUALITY SYSTEM ISO 17025 Approved Spec Modification
10/5/2021 National Aerospace Processing, LLC (22453) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
10/5/2021 National Aerospace Processing, LLC (22453) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
10/1/2021 Ross Aluminum Castings LLC (3755) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
10/1/2021 Ross Aluminum Castings LLC (3755) HT - HEAT TREAT AMS-2771 Inactive Spec Removed
10/1/2021 Ross Aluminum Castings LLC (3755) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
10/1/2021 Ross Aluminum Castings LLC (3755) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Inactive Spec Removed
9/30/2021 Southwest United Canada Inc.(4197) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 type 1B Approved Spec Modification
9/30/2021 Wyman-Gordon-SC (12283) CP15 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
9/23/2021 Element Middleburg Heights (3243) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
9/23/2021 Element Middleburg Heights (3243) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Approved Spec Modification
9/23/2021 Element Middleburg Heights (3243) CP02 - TEMPER ETCH INSPECTION AMS-2649 Approved Spec Modification
9/23/2021 Element Middleburg Heights (3243) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Modification
9/23/2021 Element Middleburg Heights (3243) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Modification
9/23/2021 Element Middleburg Heights (3243) NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Approved Spec Modification
9/23/2021 Element Middleburg Heights (3243) NDT - INSPECTION, ULTRASONIC CPC-9104 Approved Spec Modification
9/23/2021 Element Middleburg Heights (3243) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
9/23/2021 Element Middleburg Heights (3243) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
9/23/2021 Element Middleburg Heights (3243) NDT - PRE-PENETRANT ETCH AC7108/15 Approved Spec Modification
9/21/2021 AeroTek Manufacturing Limited - (4434) CP01 - COATING, PAINT APPLICATION BR-167 Approved Spec Added
9/9/2021 Element Middleburg Heights (3243) CP02 - TEMPER ETCH INSPECTION BP-108 Pulled Spec Removed
9/9/2021 Element Middleburg Heights (3243) CP02 - TEMPER ETCH INSPECTION CP-0350 Pulled Spec Removed
9/6/2021 SPACENEX AERO PRIVATE LIMITED (18854) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/6/2021 SPACENEX AERO PRIVATE LIMITED (18854) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
9/3/2021 PMI ENGINEERING EXPORTS PVT LTD (12254) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/3/2021 PMI ENGINEERING EXPORTS PVT LTD (12254) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
9/3/2021 PMI ENGINEERING EXPORTS PVT LTD (12254) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
9/2/2021 Bodycote Thermal Processing - Elkhart (8654) HT - HEAT TREAT E.S. 5.14.30 Inactive Spec Removed
9/2/2021 Bodycote Thermal Processing - Elkhart (8654) AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
9/2/2021 Bodycote Thermal Processing - Elkhart (8654) HT - HEAT TREAT AMS-2759/1 Inactive Spec Removed
9/2/2021 Bodycote Thermal Processing - Elkhart (8654) HT - HEAT TREAT AMS-2759/2 Inactive Spec Removed
9/2/2021 Bodycote Thermal Processing - Elkhart (8654) HT - HEAT TREAT AMS-2759/3 Inactive Spec Removed
9/2/2021 Bodycote Thermal Processing - Elkhart (8654) HT - HEAT TREAT AMS-2759/4 Inactive Spec Removed
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9/2/2021 Bodycote Thermal Processing - Elkhart (8654) HT - HEAT TREAT AMS-2759/5 Inactive Spec Removed
9/2/2021 Bodycote Thermal Processing - Elkhart (8654) HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed

8/31/2021 California Metal Processing (4012) CP02 - PRE-PENETRANT ETCH AC7108/02 Approved Spec Modification
8/31/2021 Element Rancho Dominguez (3657) CP15 - PRE-PENETRANT ETCH AC7108/02 Approved Spec Modification
8/30/2021 Applied Process, Inc. (8078) AQS - QUALITY SYSTEM ISO9001 Approved Spec Modification
8/30/2021 Applied Process, Inc. (8078) HT - HEAT TREAT E.S. 5.14.2 Approved Spec Modification
8/27/2021 Golden State Magnetic & Penetrant Lab, Inc. (4729) CP15 - PRE-PENETRANT ETCH AC7108/02 Approved Spec Modification
8/25/2021 Crestview Aerospace LLC - FL (4168) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
8/25/2021 Crestview Aerospace LLC - FL (4168) CP08 - ANODIZE ALUMINUM - NON-CHROMIC (TYPE IC) MIL-A-8625 Type 1C Approved Spec Added
8/25/2021 Crestview Aerospace LLC - FL (4168) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-A-8625 Type 2 Approved Spec Added
8/25/2021 Crestview Aerospace LLC - FL (4168) CP08 - ANODIZE ALUMINUM -Thin Film Sulphuric Acid MIL-A-8625 Type 2B Approved Spec Added
8/25/2021 Crestview Aerospace LLC - FL (4168) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
8/25/2021 Crestview Aerospace LLC - FL (4168) CP12 - PASSIVATION AMS-2700 Approved Spec Added
8/25/2021 Crestview Aerospace LLC - FL (4168) CP15 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
8/25/2021 Crestview Aerospace LLC - FL (4168) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
8/25/2021 Crestview Aerospace LLC - FL (4168) HT - HEAT TREAT AMS-2770 Approved Spec Added
8/25/2021 Crestview Aerospace LLC - FL (4168) WLD - WELDING AWS-D17.1 Approved Spec Added
8/25/2021 Crestview Aerospace LLC - FL (4168) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
8/24/2021 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT ES 5.14.31 Approved Spec Added
8/9/2021 Protective Coatings, Inc. (4566) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
8/9/2021 Protective Coatings, Inc. (4566) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
8/9/2021 Protective Coatings, Inc. (4566) CP08 - ANODIZE ALUMINUM - NON-CHROMIC (TYPE IC) MIL-PRF-8625 Approved Spec Modification
8/7/2021 Chrome Plus International (8801) - Valence Wichita HT - STRESS RELIEF AMS 2759/11 Approved Spec Removed
8/3/2021 Westfield Electroplating (10561) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
8/3/2021 Westfield Electroplating (10561) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
8/2/2021 Southwest United Industries, Inc. (4185) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added

7/29/2021 All Metals Processing of Orange County, LLC (3320) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
7/29/2021 All Metals Processing of Orange County, LLC (3320) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
7/29/2021 All Metals Processing of Orange County, LLC (3320) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Approved Spec Modification
7/29/2021 Valence Lynwood (4110) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
7/26/2021 Aremac Heat Treating (3044) HT - HEAT TREAT AMS-H-81200 Inactive Spec Removed
7/26/2021 Aremac Heat Treating (3044) HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
7/26/2021 Aremac Heat Treating (3044) HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
7/26/2021 Aremac Heat Treating (3044) HT - HEAT TREAT AMS-S-6090 Inactive Spec Removed
7/26/2021 Aremac Heat Treating (3044) HT - HEAT TREAT AMS-2770 Inactive Spec Removed
7/26/2021 Aremac Heat Treating (3044) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
7/26/2021 Aremac Heat Treating (3044) HT - HEAT TREAT AMS-2759/3 Inactive Spec Removed
7/26/2021 Aremac Heat Treating (3044) HT - HEAT TREAT AMS-2759/4 Inactive Spec Removed
7/26/2021 Aremac Heat Treating (3044) HT - HEAT TREAT AMS-2759/5 Inactive Spec Removed
7/26/2021 Aremac Heat Treating (3044) HT - HEAT TREAT AMS-2759/6 Inactive Spec Removed
7/26/2021 Aremac Heat Treating (3044) HT - HEAT TREAT AMS-2759/7 Inactive Spec Removed
7/26/2021 Aremac Heat Treating (3044) HT - STRESS RELIEF AMS-2759/11 Inactive Spec Removed
7/21/2021 Bescast Precision Investment Castings AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/21/2021 Imagineering Finishing Technologies (12220) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
7/16/2021 Aerospace Processing India Pvt. Ltd. (API) (9772) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 Approved Spec Modification
7/16/2021 Aerospace Processing India Pvt. Ltd. (API) (9772) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
7/16/2021 Aerospace Processing India Pvt. Ltd. (API) (9772) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
7/16/2021 Qing An Group Co. Ltd.(8347) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
7/16/2021 Qing An Group Co. Ltd.(8347) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Approved Spec Modification
7/16/2021 Qing An Group Co. Ltd.(8347) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
7/16/2021 Sumitomo Precision Products Co. Ltd. (5058) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
7/16/2021 Sumitomo Precision Products Co. Ltd. (5058) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
7/16/2021 Indo-MIM Pvt.Ltd.(10842) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
7/16/2021 Indo-MIM Pvt.Ltd.(10842) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
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7/16/2021 Hi-Tech Metal Finishing, Inc. (11426) SE - FLAPPER / ROTO PEENING AMS-2590 Approved Spec Added
7/16/2021 Secondo Mona (7808) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 Approved Spec Modification
7/16/2021 McBraida Polska Sp. z o.o. (11513) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/16/2021 McBraida Polska Sp. z o.o. (11513) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
7/15/2021 Spec Plating Inc. (4293) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added
7/9/2021 Electrolurgy Inc. (5086) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
7/9/2021 Electrolurgy Inc. (5086) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-PRF-8625 type 3 Approved Spec Modification
7/9/2021 WSK „PZL-KALISZ” S.A. (7104) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/9/2021 WSK „PZL-KALISZ” S.A. (7104) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
7/9/2021 WSK „PZL-KALISZ” S.A. (7104) CP12 - PASSIVATION AMS-2700 Approved Spec Added
7/8/2021 Asko Processing, Inc. (3049) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
7/8/2021 Asko Processing, Inc. (3049) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MILPRF--8625 type 3 Approved Spec Modification
7/8/2021 Asko Processing, Inc. (3049) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
7/8/2021 ESNA Products (9471) CP12 - PASSIVATION AMS-2700 Inactive Spec Added
7/8/2021 ESNA Products (9471) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Inactive Spec Added
7/8/2021 ESNA Products (9471) CP09 - PLATING, ZINC NICKEL AMS-2417 Inactive Spec Added
7/7/2021 Bowman Plating, Inc (4199) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
7/7/2021 Bowman Plating, Inc (4199) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Approved Spec Modification
7/7/2021 Bowman Plating, Inc (4199) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
7/7/2021 Embee Processing, LLC. (3337) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
7/7/2021 Embee Processing, LLC. (3337) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Approved Spec Modification
7/7/2021 Embee Processing, LLC. (3337) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
7/7/2021 Embee Processing, LLC. (3337) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 type 1B Approved Spec Modification
7/7/2021 Embee Processing, LLC. (3337) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-PRF-8625 type 2B Approved Spec Modification
7/7/2021 E.M.E. Inc. (4111) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
7/7/2021 E.M.E. Inc. (4111) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
7/7/2021 Hixson Metal Finishing (3174) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
7/7/2021 Hixson Metal Finishing (3174) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Approved Spec Modification
7/7/2021 Hixson Metal Finishing (3174) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
7/7/2021 Hixson Metal Finishing (3174) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 type 1B Approved Spec Modification
7/7/2021 Hixson Metal Finishing (3174) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-PRF-8625 type 2B Approved Spec Modification
7/7/2021 Hixson Metal Finishing (3174) CP08 - ANODIZE ALUMINUM - NON-CHROMIC (TYPE IC) MIL-PRF-8625 type 1C Approved Spec Modification
7/7/2021 Kryler Corp. (4377) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 type 1B Approved Spec Modification
7/7/2021 Kryler Corp. (4377) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
7/1/2021 Phoenix Heat Treating, Inc. (3698) AQS - QUALITY SYSTEM AC7004 Approved Spec Added

6/30/2021 Aircraft X-Ray Laboratories, Inc. (3314) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
6/30/2021 Barry Avenue Plating (3067) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
6/30/2021 Barry Avenue Plating (3067) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
6/30/2021 Barry Avenue Plating (3067) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Approved Spec Modification
6/30/2021 Barry Avenue Plating (3067) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
6/30/2021 Hytek Finishes (4508) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
6/30/2021 Hytek Finishes (4508) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Approved Spec Modification
6/30/2021 Hytek Finishes (4508) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
6/30/2021 K&L Anodizing (4908) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
6/30/2021 K&L Anodizing (4908) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Approved Spec Modification
6/30/2021 K&L Anodizing (4908) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
6/30/2021 Metal Finishing Co. - McLean (3499) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Inactive Spec Modification
6/30/2021 Metal Finishing Co. - McLean (3499) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Inactive Spec Modification
6/30/2021 Metal Finishing Co. - McLean (3499) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Inactive Spec Modification
6/30/2021 Wilson-Hurd division of Nelson-Miller (18975) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
6/30/2021 Wilson-Hurd division of Nelson-Miller (18975) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-PRF-8625 Approved Spec Modification
6/29/2021 Taylor Certified Processing, Inc. (5114) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
6/29/2021 Taylor Certified Processing, Inc. (5114) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
6/29/2021 Taylor Certified Processing, Inc. (5114) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-PRF-8625 Approved Spec Modification
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6/29/2021 Tekalia Aeronautik (2010) Inc (7875) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
6/29/2021 Tekalia Aeronautik (2010) Inc (7875) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
6/29/2021 Ultraspec Finishing Inc. (4686) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
6/29/2021 Ultraspec Finishing Inc. (4686) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Approved Spec Modification
6/29/2021 Ultraspec Finishing Inc. (4686) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
6/29/2021 West-Tech Finishing Inc. (11722) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/29/2021 West-Tech Finishing Inc. (11722) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/28/2021 AAA Plating & Inspection, Inc. (4342) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
6/28/2021 AAA Plating & Inspection, Inc. (4342) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Approved Spec Modification
6/28/2021 AAA Plating & Inspection, Inc. (4342) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
6/28/2021 Valence Everett (Blue Streak Finishers) (4405) CP08 - ANODIZE ALUMINUM - NON-CHROMIC (TYPE IC) MIL-PRF-8625 type 1C Approved Spec Modification
6/28/2021 Valence Everett (Blue Streak Finishers) (4405) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
6/28/2021 Southwest United Canada Inc.(4197) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
6/28/2021 Southwest United Canada Inc.(4197) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/28/2021 Southwest United Canada Inc.(4197) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-PRF-8625 Approved Spec Modification
6/23/2021 Marsam Metal Finishing Co. (4164) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) E.S. 6.45 Approved Spec Added
6/22/2021 Asahi Kinzoku Kogyo Co. Ltd. - Anpachi (5018) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
6/22/2021 Asahi Kinzoku Kogyo Co. Ltd. - Anpachi (5018) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Approved Spec Modification
6/22/2021 Alp Aviation (7440) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Alp Aviation (7440) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Alp Aviation (7440) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/22/2021 SURFACE TREATMENT NEDERLAND B.V (6014) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
6/22/2021 SURFACE TREATMENT NEDERLAND B.V (6014) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Approved Spec Modification
6/22/2021 SURFACE TREATMENT NEDERLAND B.V (6014) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
6/22/2021 UMBRAGROUP S.P.A. (5269) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
6/22/2021 UMBRAGROUP S.P.A. (5269) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Samwoo Metal Industries Co. Ltd.(5376) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Samwoo Metal Industries Co. Ltd.(5376) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Samwoo Metal Industries Co. Ltd.(5376) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Dioxid Sp. Z o.o. (12271) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Dioxid Sp. Z o.o. (12271) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Dioxid Sp. Z o.o. (12271) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Techmetals, Inc (4210) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) E.S. 6.45 Approved Spec Added
6/22/2021 Vijaya Metal Finishers (8870) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Vijaya Metal Finishers (8870) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Vijaya Metal Finishers (8870) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Vijaya Metal Finishers (8870) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Mecaer Aviation Group S.p.A. Monteprandone (10208) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/22/2021 Mecaer Aviation Group S.p.A. Monteprandone (10208) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/21/2021 Anodizing & Paint TNM Inc. (4687) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Added
6/21/2021 Anodizing & Paint TNM Inc. (4687) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Added
6/21/2021 Anodizing & Paint TNM Inc. (4687) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Inactive Spec Removed
6/21/2021 Anodizing & Paint TNM Inc. (4687) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
6/21/2021 PAS Technologies - Phoenix (3378) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
6/21/2021 PAS Technologies - Phoenix (3378) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 type 3 Approved Spec Modification
6/21/2021 PAS Technologies - Phoenix (3378) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
6/21/2021 PAS Technologies - Phoenix (3378) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 type 1b Approved Spec Modification
6/21/2021 PAS Technologies - Phoenix (3378) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-PRF-8625 type 2b Approved Spec Modification
6/21/2021 Brampton Processing (4648) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Added
6/21/2021 Brampton Processing (4648) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
6/21/2021 Cygnus, Inc. (4388) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/21/2021 Southwest United Industries, Inc. (4185) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 type 1 Approved Spec Modification
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6/21/2021 Southwest United Industries, Inc. (4185) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 type 1B Approved Spec Modification
6/21/2021 Southwest United Industries, Inc. (4185) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 type 2 Approved Spec Modification
6/21/2021 Hi-Tech Metal Finishing (OLD LOCATION) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 Approved Spec Modification
6/21/2021 Hi-Tech Metal Finishing, Inc. (11426) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/21/2021 Hi-Tech Metal Finishing, Inc. (11426) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 Approved Spec Modification
6/21/2021 Hi-Tech Metal Finishing, Inc. (11426) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/21/2021 Chrome Plus International (8801) - Valence Wichita CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/21/2021 Chrome Plus International (8801) - Valence Wichita CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 Approved Spec Modification
6/21/2021 Chrome Plus International (8801) - Valence Wichita CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/21/2021 Chrome Plus International (8801) - Valence Wichita CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/21/2021 Frontier Group Co. (3142) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/21/2021 Frontier Group Co. (3142) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/21/2021 Anotek Anodizing Inc. (11534) CP08 - ANODIZE ALUMINUM - NON-CHROMIC (TYPE IC) MIL-PRF-8625 Approved Spec Added
6/21/2021 Anotek Anodizing Inc. (11534) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Added
6/21/2021 Aerospace Metal Finishing (22352) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Inactive Spec Removed
6/11/2021 Stack HIP (19875) HT - HOT ISOSTATIC PRESSURE E.S. 13.106 Approved Spec Added
6/11/2021 Stack HIP (19875) HT - HOT ISOSTATIC PRESSURE AMS-4991 Approved Spec Added
6/11/2021 Stack HIP (19875) HT - HOT ISOSTATIC PRESSURE ASTM B-998 Approved Spec Added
6/11/2021 Stack HIP (19875) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
6/11/2021 Stack HIP (19875) HT - HOT ISOSTATIC PRESSURE E.S. 13.105 Approved Spec Added
6/11/2021 Stack HIP (19875) HT - HOT ISOSTATIC PRESSURE E.S. 13.104 Approved Spec Added
6/11/2021 Stack HIP (19875) HT - HOT ISOSTATIC PRESSURE E.S. 13.101 Approved Spec Added
6/11/2021 Kittyhawk Products, LLC (20327) AQS - QUALITY SYSTEM AS9100 Approved Spec Added
6/11/2021 Kittyhawk Products, LLC (20327) HT - HOT ISOSTATIC PRESSURE ES 13-101 Approved Spec Added
6/11/2021 Kittyhawk Products, LLC (20327) HT - HOT ISOSTATIC PRESSURE ES 13-104 Approved Spec Added
6/7/2021 Nassau Chrome Plating (4972) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/7/2021 Nassau Chrome Plating (4972) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/7/2021 3P Processing LLC. (3310) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/7/2021 3P Processing LLC. (3310) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/7/2021 Rosebank Engineering Pty Ltd (5422) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/4/2021 Anoplate Corp. (4719) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/4/2021 Anoplate Corp. (4719) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/4/2021 Anoplate Corp. (4719) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/4/2021 Aerotech Processing Solutions LLC (9356) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/3/2021 Advanced Coating Technique (4813) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/3/2021 Advanced Coating Technique (4813) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/3/2021 Advanced Coating Technique (4813) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/3/2021 Imagineering Finishing Technologies (3203) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/3/2021 Imagineering Finishing Technologies (3203) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/3/2021 Poly Metal Finishing, Inc. (3705) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/3/2021 Poly Metal Finishing, Inc. (3705) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/3/2021 Poly Metal Finishing, Inc. (3705) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/3/2021 Techmetals, Inc (4210) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/3/2021 Techmetals, Inc (4210) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/3/2021 Valley Plating Inc. (3425) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/3/2021 Valley Plating Inc. (3425) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/3/2021 Valley Plating Inc. (3425) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/3/2021 Valley Plating Inc. (3425) CP08 - ANODIZE ALUMINUM - NON-CHROMIC (TYPE IC) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Allen Aircraft Products, Inc. (4339) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Allen Aircraft Products, Inc. (4339) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Anodic Inc. (3038) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Not Approved Spec Modification
6/2/2021 Anodic Inc. (3038) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Not Approved Spec Modification
6/2/2021 Har-Conn Chrome Co (3159) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Har-Conn Chrome Co (3159) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification

Page (14) of (95)



Collins Aerospace Landing Systems
Document 200 Approved Processors - Revisions

Printed: 1/30/2024

6/2/2021 Har-Conn Chrome Co (3159) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Har-Conn Chrome Co (3159) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Hohman Plating, LLC (3175) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Hohman Plating, LLC (3175) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Hohman Plating, LLC (3175) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Hohman Plating, LLC (3175) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Hohman Plating, LLC (3175) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Magellan Aerospace Processing - New York (4250) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Magellan Aerospace Processing - New York (4250) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/2/2021 North East Finishing Co (4560) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/2/2021 North East Finishing Co (4560) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-PRF-8625 Approved Spec Modification
6/2/2021 North East Finishing Co (4560) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Saporito Finishing Co. (4274) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Saporito Finishing Co. (4274) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Saporito Finishing Co. (4274) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Westfield Electroplating (3443) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Westfield Electroplating (3443) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-PRF-8625 Approved Spec Modification
6/2/2021 Westfield Electroplating (3443) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-PRF-8625 Approved Spec Modification
6/2/2021 SPS Technologies - PCC Fastener Division CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Inactive Spec Removed
6/2/2021 SPS Technologies - PCC Fastener Division CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-A-8625 Inactive Spec Removed

5/28/2021 Triumph Actuation Systems - Yakima (3937) AQS - QUALITY SYSTEM AS9110 Approved Spec Added
5/26/2021 Vector Aerospace (dba Cobalt Enterprises) (4455) HT - HEAT TREAT AMS-2770 Inactive Spec Removed
5/26/2021 Vector Aerospace (dba Cobalt Enterprises) (4455) HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
5/26/2021 Vector Aerospace (dba Cobalt Enterprises) (4455) HT - HEAT TREAT AMS-2771 Inactive Spec Removed
5/26/2021 Vector Aerospace (dba Cobalt Enterprises) (4455) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) CP01 - COATING, DRY FILM MIL-PRF-46010 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) CP09 - PLATING, CHROME AMS-2460 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) CP09 - PLATING, NICKEL AMS-QQ-N-290 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) HT - HEAT TREAT AMS-2759/1 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) HT - HEAT TREAT AMS-2759/2 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) HT - HEAT TREAT AMS-2759/3 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) HT - HEAT TREAT AMS-2759/4 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) HT - HEAT TREAT AMS-2759/5 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) HT - HEAT TREAT AMS-2759/6 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) HT - HEAT TREAT AMS-2759/7 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) SE - SHOT PEEN AMS-2430 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) HT - STRESS RELIEF AMS-2759/11 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) CP15 - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Removed
5/26/2021 Blanchard Metals Processing Co. (4569) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Inactive Spec Removed
5/25/2021 UMBRAGROUP S.P.A. (5269) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
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5/21/2021 Active Magnetic Inspection (3099) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
5/19/2021 Aerospace Processing India Pvt. Ltd. (API) (9772) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
5/19/2021 Metal Improvement Co. - Brampton (5532) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
5/18/2021 Horizons, Inc. CP08 - ANODIZE ALUMINUM - OXALIC ACID (TYPE II) MIL-PRF-8625 Approved Spec Modification
5/12/2021 Specialty Steel Treating (3794) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
5/12/2021 Specialty Steel Treating (3794) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
5/12/2021 Specialty Steel Treating (3794) HT - HEAT TREAT E.S. 5.14.2 Approved Spec Added
5/11/2021 PZL Mielec Sp. z o.o. (8265) HT - HEAT TREAT AMS-2770 Approved Spec Added
5/4/2021 Alp Aviation (7440) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
5/4/2021 Chimiderouil Ghlin (20919) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/4/2021 Chimiderouil Ghlin (20919) CP05 - CHEMICAL MILLING E.S. 5.19 Approved Spec Added
5/4/2021 Chimiderouil Ghlin (20919) CP05 - CHEMICAL MILLING E.S. 5.51 Approved Spec Added
5/3/2021 Bodycote Thermal Processing - Worcester (6018) HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
5/3/2021 Bodycote Thermal Processing - Worcester (6018) HT - HEAT TREAT AMS-2759/1 Inactive Spec Removed
5/3/2021 Bodycote Thermal Processing - Worcester (6018) HT - HEAT TREAT AMS-2759/2 Inactive Spec Removed
5/3/2021 Bodycote Thermal Processing - Worcester (6018) HT - HEAT TREAT AMS-2759/3 Inactive Spec Removed
5/3/2021 Bodycote Thermal Processing - Worcester (6018) HT - HEAT TREAT AMS-2759/11 Inactive Spec Removed
5/3/2021 Bodycote Thermal Processing - Worcester (6018) HT - HEAT TREAT E.S. 5.14.2 Inactive Spec Removed
5/3/2021 Bodycote Thermal Processing - Worcester (6018) HT - HEAT TREAT E.S. 5.14.31 Inactive Spec Removed
5/3/2021 Bodycote Thermal Processing - Worcester (6018) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed

4/30/2021 HITEMCO (3173) CP14 - STRIPPING, HVOF LGPS-1300 Approved Spec Added
4/26/2021 C.A.B. Costruzioni Aeronautiche Bertola Crios, Rudi E Sara (17078) AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Removed
4/26/2021 C.A.B. Costruzioni Aeronautiche Bertola Crios, Rudi E Sara (17078) HT - HEAT TREAT AMS-2770 Not Approved Spec Removed
4/26/2021 C.A.B. Costruzioni Aeronautiche Bertola Di Crios, Rudi E Sara (5280) AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Removed
4/26/2021 C.A.B. Costruzioni Aeronautiche Bertola Di Crios, Rudi E Sara (5280) CP01 - COATING, PAINT APPLICATION LGPS-1001 Not Approved Spec Removed
4/26/2021 C.A.B. Costruzioni Aeronautiche Bertola Di Crios, Rudi E Sara (5280) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Not Approved Spec Removed
4/16/2021 AeroTek Manufacturing Limited - (4434) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
4/16/2021 Modern Industries, Inc. - Erie (4319) HT - HEAT TREAT AMS-2759/4 Inactive Spec Removed
4/16/2021 Modern Industries, Inc. - Erie (4319) HT - HEAT TREAT AMS-2759/5 Inactive Spec Removed
4/16/2021 Consolidated Precision Products CPP - Syracuse (3151) NDT - PRE-PENETRANT ETCH AC7108/2 Approved Spec Modification
4/16/2021 Laboratory Testing, Inc (10766) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
4/16/2021 Laboratory Testing, Inc (10766) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
4/16/2021 Laboratory Testing, Inc (10766) AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
4/16/2021 Laboratory Testing, Inc. (3296) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
4/16/2021 Laboratory Testing, Inc. (3296) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
4/16/2021 Laboratory Testing, Inc. (3296) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
4/14/2021 Vac-Aero International -Oakville (3420) HT - HEAT TREAT LGPS-2004 Inactive Spec Removed
4/12/2021 Doncasters Southern Tool (4425) NDT - INSPECTION, RADIOGRAPHIC, DIGITAL ASTM-E-2698 Approved Spec Added
4/7/2021 Strite Precision Machining Ltd. (12234) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/6/2021 Indo-MIM Pvt.Ltd.(10842) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
4/1/2021 Amitronics Pvt. Ltd. (9222) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Inactive Spec Removed
4/1/2021 Amitronics Pvt. Ltd. (9222) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Inactive Spec Removed
4/1/2021 Amitronics Pvt. Ltd. (9222) CP10 - ELECTROLESS PLATING, NICKEL E.S. 6.193 Inactive Spec Removed
4/1/2021 Amitronics Pvt. Ltd. (9222) CP10 - ELECTROLESS PLATING, NICKEL E.S. 6.90 Inactive Spec Removed
4/1/2021 Amitronics Pvt. Ltd. (9222) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.16 Inactive Spec Removed

3/30/2021 Aerospace Processing India Pvt. Ltd. (API) (9772) SE - SHOT PEEN AMS-2430 Approved Spec Added
3/25/2021 Techmetals, Inc (4210) NDT - INSPECTION, MAGNETIC PARTICLE MM-5537 Approved Spec Added
3/25/2021 Aerospace Metal Finishing (22352) CP09 - PLATING, ZINC NICKEL LGPS-1106 Inactive Spec Removed
3/23/2021 PMI Global Technologies Private Limited (16110) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-A-8625 Approved Spec Added
3/22/2021 Taylor Certified Processing, Inc. (5114) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Modification
3/16/2021 Brampton Processing (4648) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
3/16/2021 Brampton Processing (4648) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
3/15/2021 Curtiss-Wright Surface Technologies Poland (18181) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/15/2021 Curtiss-Wright Surface Technologies Poland (18181) SE - SHOT PEEN AMS-2430 Approved Spec Added
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3/9/2021 Ultraspec Finishing Inc. (4686) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
3/8/2021 Bodycote Surface Technology Canada LTD (11369) CT - HVOF LGPS-1301 Approved Spec Added
3/8/2021 Applus RTD Canada - Concord (22294) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Added
3/8/2021 Applus RTD Canada - Concord (22294) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Added
3/8/2021 Applus RTD Canada - Concord (22294) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Added
3/2/2021 Hi-Tech Metal Finishing, Inc. (11426) CP09 - PLATING, ZINC NICKEL LGPS-1106 Approved Spec Added

2/26/2021 Techmetals, Inc (4210) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
2/26/2021 Techmetals, Inc (4210) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Approved Spec Added
2/23/2021 Aerotech Processing Solutions LLC (9356) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
2/22/2021 Bytest srl (5379) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
2/22/2021 Bytest srl (5379) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
2/22/2021 Bytest srl (5379) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
2/22/2021 SPS Technologies - PCC Fastener Division CP09 - PLATING, NICKEL - Cadmium Diffused E.S. 5.18 Approved Spec Added
2/19/2021 Aerospace Processing India Pvt. Ltd. (API) (9772) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
2/19/2021 Aerospace Processing India Pvt. Ltd. (API) (9772) NDT - PRE-PENETRANT ETCH AC7108/2 Approved Spec Modification
2/19/2021 Aerospace Processing India Pvt. Ltd. (API) (9772) CP01 - COATING, PAINT APPLICATION MIL-PRF-23377 Inactive Spec Removed
2/19/2021 Aerospace Processing India Pvt. Ltd. (API) (9772) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Not Approved Spec Removed
2/19/2021 Indo-MIM Pvt.Ltd.(10842) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
2/19/2021 Indo-MIM Pvt.Ltd.(10842) CP01 - COATING, PAINT APPLICATION MIL-PRF-85582 Not Approved Spec Removed
2/19/2021 Indo-MIM Pvt.Ltd.(10842) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Not Approved Spec Removed
2/19/2021 Indo-MIM Pvt.Ltd.(10842) CP01 - COATING, PAINT APPLICATION MIL-P-23377 Not Approved Spec Removed
2/19/2021 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Inactive Spec Removed
2/19/2021 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP01 - COATING, PAINT APPLICATION MIL-PRF-23377 Inactive Spec Removed
2/19/2021 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
2/19/2021 Vijaya Metal Finishers (8870) CP01 - COATING, PAINT APPLICATION MIL-PRF-22750 Inactive Spec Removed
2/19/2021 Vijaya Metal Finishers (8870) CP01 - COATING, PAINT APPLICATION MIL-PRF-85582 Inactive Spec Removed
2/19/2021 Vijaya Metal Finishers (8870) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
2/18/2021 Aero Cotec Corporation (9001) NDT - PRE-PENETRANT ETCH AC7108/2 Approved Spec Modification
2/17/2021 Online Graphics & Finishing (10635) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
2/17/2021 Online Graphics & Finishing (10635) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
2/15/2021 Valence Lynwood (4110) CP15 - PRE-PENETRANT ETCH AC7108/15 Not Approved Spec Removed
2/15/2021 Valence Lynwood (4110) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
2/8/2021 Crestview Aerospace (was) Impresa Aerospace, LLC (10372) NDT - PRE-PENETRANT ETCH AC7108/2 Not Approved Spec Modification
2/5/2021 PCC GTA – Woodbridge DBA Noranco Inc. (12266) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/5/2021 PCC GTA – Woodbridge DBA Noranco Inc. (12266) CMSP - GRINDING, CHROME LGPS-7000 Approved Spec Added
2/5/2021 PCC GTA – Woodbridge DBA Noranco Inc. (12266) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
2/5/2021 Indo-MIM Pvt.Ltd.(10842) CP12 - PASSIVATION AMS-QQ-P-35 Inactive Spec Removed
2/5/2021 Carley Foundry Inc. (3544) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/5/2021 Carley Foundry Inc. (3544) HT - HEAT TREAT AMS 2771 Approved Spec Added
2/5/2021 Carley Foundry Inc. (3544) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
2/5/2021 Carley Foundry Inc. (3544) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
2/2/2021 BS&B Safety Systems, LLC WLD - WELDING AWS-D17.1 Approved Spec Added
2/2/2021 BS&B Safety Systems, LLC AQS - QUALITY SYSTEM AS 9100 Approved Spec Added

1/28/2021 Incertec - Mexico (8902) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
1/27/2021 PMI Global Technologies Private Limited (16110) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
1/26/2021 Hi-Tech Metal Finishing, Inc. (11426) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
1/25/2021 Ultraspec Finishing Inc. (4686) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Modification
1/25/2021 CASTINGPAR S.A. NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
1/18/2021 White Engineering Surfaces Corp. (9444) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
1/15/2021 W Pat Crow Forgings (4177) NDT - PRE-PENETRANT ETCH AC7108/2 Approved Spec Modification
1/15/2021 Wyman-Gordon-SC (12283) CP15 - PRE-PENETRANT ETCH AC7108/15 Not Approved Spec Removed
1/14/2021 Frontier Group Inc. (4914) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
1/12/2021 Mecaer Aviation Group S.p.A. Monteprandone (10208) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
1/12/2021 Mecaer Aviation Group S.p.A. Monteprandone (10208) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
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1/12/2021 Mecaer Aviation Group S.p.A. Monteprandone (10208) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
1/12/2021 Mecaer Aviation Group S.p.A. Monteprandone (10208) CP12 - PASSIVATION AMS-2700 Approved Spec Added
1/4/2021 Cygnus, Inc. (4388) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added

12/15/2020 HTA Los Angeles (15092) HT - HEAT TREAT AMS-2774 Approved Spec Added
12/15/2020 HTA Los Angeles (15092) HT - HEAT TREAT AMS 5663 Approved Spec Added
12/15/2020 HTA Los Angeles (15092) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
12/15/2020 HTA Los Angeles (15092) HT - HEAT TREAT AMS-5343 Approved Spec Added
12/15/2020 HTA Los Angeles (15092) HT - HEAT TREAT AMS-5629 Approved Spec Added
12/15/2020 HTA Los Angeles (15092) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
12/15/2020 HTA Los Angeles (15092) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
12/11/2020 Burbank Steel Treating (4382) HT - HEAT TREAT AMS-2759/7 Approved Spec Added
12/11/2020 Burbank Steel Treating (4382) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
12/11/2020 Burbank Steel Treating (4382) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
12/11/2020 Burbank Steel Treating (4382) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
12/11/2020 Burbank Steel Treating (4382) HT - HEAT TREAT AMS-2801 Approved Spec Added
12/11/2020 Burbank Steel Treating (4382) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
12/11/2020 Burbank Steel Treating (4382) HT - HEAT TREAT AMS-2774 Approved Spec Added
12/11/2020 Burbank Steel Treating (4382) HT - HEAT TREAT AMS-5663 Approved Spec Added
12/11/2020 Burbank Steel Treating (4382) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
12/11/2020 Burbank Steel Treating (4382) HT - HEAT TREAT AMS-2769 Approved Spec Added
12/11/2020 Burbank Steel Treating (4382) HT - HEAT TREAT AMS-H-7199 Approved Spec Added
12/11/2020 Burbank Steel Treating (4382) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
12/11/2020 Burbank Steel Treating (4382) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
12/11/2020 Burbank Steel Treating (4382) HT - HEAT TREAT AMS-2759/6 Approved Spec Added
12/11/2020 Burbank Steel Treating (4382) AQS - QUALITY SYSTEM AS9100 Approved Spec Added
12/10/2020 Jet Processing - Div of PCC (3269) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
12/7/2020 AeroTek Manufacturing Limited - (4434) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
12/7/2020 Anodizing & Paint TNM Inc. (4687) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
12/7/2020 Signature Aerospace (5424) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Inactive Spec Removed
12/7/2020 Southwest United Canada Inc. - CEEL Limited (5208) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
12/7/2020 Southwest United Canada Inc.(4197) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
12/7/2020 Tecnickrome Aeronautique Inc. (4760) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
12/3/2020 PAS Technologies - Phoenix (3378) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
12/3/2020 Hercules Heat Treating Corp (3166) HT - HEAT TREAT AMS-2759/9 Inactive Spec Removed
12/3/2020 Metallurgical Processing, Inc. (3504) HT - HEAT TREAT AMS-2759/9 Inactive Spec Removed
12/3/2020 Art Brass Aerospace Finishing (11279) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
12/2/2020 SPS Technologies - PCC Fastener Division CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
12/2/2020 SPS Technologies - PCC Fastener Division HT - HEAT TREAT AMS-5962 Approved Spec Added

11/30/2020 SURFACE TREATMENT NEDERLAND B.V (6014) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Modification
11/30/2020 Indo-MIM Pvt.Ltd.(10842) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
11/30/2020 Vijaya Metal Finishers (8870) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
11/30/2020 PMI Global Technologies Private Limited (16110) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
11/30/2020 Sheen Electroplaters Pvt. Ltd. (10099) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
11/25/2020 Bodycote Surface Technology Canada LTD (11369) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
11/24/2020 Sumitomo Precision Products Co. Ltd. (5058) CP11 - CONVERSION COATING, ALUMINUM MIL-C-5541 Superceded Spec Removed
11/24/2020 Sumitomo Precision Products Co. Ltd. (5058) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
11/24/2020 Samwoo Metal Industries Co. Ltd.(5376) CP11 - CONVERSION COATING, ALUMINUM MIL-STD-5541 Superceded Spec Removed
11/24/2020 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP11 - CONVERSION COATING, ALUMINUM MIL-C-5541 Superceded Spec Removed
11/23/2020 Wipro Enterprises Limited  (11382) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
11/23/2020 Wipro Enterprises Limited  (11382) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
11/23/2020 Wipro Enterprises Limited  (11382) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
11/23/2020 Wipro Enterprises Limited  (11382) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
11/17/2020 Valence Los Angeles (4572) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
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11/17/2020 Valence Los Angeles (4572) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 type 3 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
11/17/2020 Valence Los Angeles (4572) CP12 - PASSIVATION ASTM-A-967 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-A-8625 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) CP01 - COATING, DRY FILM MIL-L-23398 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) CP01 - COATING, DRY FILM MIL-PRF-46010 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) CP08 - ANODIZE ALUMINUM - HARD with TEFLON AMS-2482 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) CP01 - COATING, PAINT APPLICATION LGPS-1001 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-2469 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) CP12 - TITANIUM CLEANING ASTM-B-600 Inactive Spec Removed
11/17/2020 Valence Los Angeles (4572) CP15 - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Removed
11/16/2020 Metal Technology Co.,Ltd. (5394) HT - HEAT TREAT AMS-2759/3 Inactive Spec Removed
11/16/2020 Metal Technology Co.,Ltd. (5394) AQS - QUALITY SYSTEM JISQ9100 Inactive Spec Removed
11/16/2020 Sumitomo Precision Products Co. Ltd. (5058) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
11/16/2020 Sumitomo Precision Products Co. Ltd. (5058) HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
11/16/2020 Sumitomo Precision Products Co. Ltd. (5058) HT - HEAT TREAT AMS-S-6090 Inactive Spec Removed
11/16/2020 Sumitomo Precision Products Co. Ltd. (5058) HT - HEAT TREAT AMS-2759/6 Inactive Spec Removed
11/16/2020 Sumitomo Precision Products Co. Ltd. (5058) HT - HEAT TREAT MM-5744 Inactive Spec Removed
11/16/2020 Sumitomo Precision Products Co. Ltd. (5058) CP09 - PLATING, CHROME MM-4953 Inactive Spec Removed
11/16/2020 Sumitomo Precision Products Co. Ltd. (5058) CP09 - PLATING, COPPER AMS-2418 Inactive Spec Removed
11/9/2020 CASTINGPAR S.A. NDT - INSPECTION, RADIOGRAPHIC, FILM E.S. 5.141 Approved Spec Added
11/6/2020 Marsam Metal Finishing Co. (4164) CP11 - CONVERSION COATING, ALUMINUM E.S. 6.29 Approved Spec Added
11/5/2020 Aerospace Metal Finishing (22352) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 Inactive Spec Removed
11/5/2020 Aerospace Metal Finishing (22352) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-C-5541 Inactive Spec Removed
11/5/2020 Aerospace Metal Finishing (22352) CP11 - CONVERSION COATING, ALUMINUM MIL-C-5541 Inactive Spec Removed
11/5/2020 Aerospace Metal Finishing (22352) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Removed
11/5/2020 Aerospace Metal Finishing (22352) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Inactive Spec Removed
11/5/2020 Aerospace Metal Finishing (22352) CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
11/5/2020 Aerospace Metal Finishing (22352) CP12 - PASSIVATION ASTM-A-967 Inactive Spec Removed
11/5/2020 Aerospace Metal Finishing (22352) CP12 - PASSIVATION AMS-QQ-P-35 Inactive Spec Removed
11/5/2020 Aerospace Metal Finishing (22352) HT - STRESS RELIEF AMS-2759/11 Inactive Spec Removed
11/5/2020 Aerospace Metal Finishing (22352) CP15 - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Removed
11/4/2020 Aerospace Metal Finishing (22352) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
11/3/2020 PMI Global Technologies Private Limited (16110) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Not Approved Spec Removed
11/3/2020 West-Tech Finishing Inc. (11722) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
11/3/2020 West-Tech Finishing Inc. (11722) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-C-5541 Approved Spec Added
11/2/2020 Phoenix Heat Treating, Inc. (3698) HT - HEAT TREAT AMS-2771 Approved Spec Added
11/2/2020 Phoenix Heat Treating, Inc. (3698) HT - HEAT TREAT AMS-2772 Approved Spec Added
11/2/2020 Phoenix Heat Treating, Inc. (3698) HT - HEAT TREAT AMS-H-6088 Approved Spec Added

10/27/2020 Tecnickrome Aeronautique Inc. (4760) CP10 - ELECTROLESS PLATING, NICKEL AMS-2405 Inactive
10/27/2020 Electrolurgy Inc. (5086) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-C-5541 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP11 - CONVERSION COATING, ALUMINUM MIL-C-5541 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP10 - ELECTROLESS PLATING, NICKEL ASTM-B-733 Approved Spec Added

Page (19) of (95)



Collins Aerospace Landing Systems
Document 200 Approved Processors - Revisions

Printed: 1/30/2024

10/27/2020 Electrolurgy Inc. (5086) CP10 - ELECTROLESS PLATING, NICKEL MIL-C02074 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP11 - CONVERSION COATING, ALUMINUM AMS-2417 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP12 - PASSIVATION AMS-QQ-P-35 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP12 - PASSIVATION AMS-2700 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, DRY FILM MIL-P-53022 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, PAINT APPLICATION MIL-P-53030 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, PAINT APPLICATION MIL-P-85582 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, PAINT APPLICATION MIL-C-22750 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, PAINT APPLICATION TT-P-28 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, PAINT APPLICATION MIL-C-53039 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, PAINT APPLICATION MIL-C-8514 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, PAINT APPLICATION MIL-C-85285 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, PAINT APPLICATION MIL-DTL-53022 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, PAINT APPLICATION MIL-DTL-53030 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, PAINT APPLICATION MIL-DTL-53039 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, PAINT APPLICATION MIL-PRF-22750 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, DRY FILM MIL-L-23398 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, DRY FILM MIL-L-46010 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, DRY FILM MIL-L-8937 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2472 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-A-8625 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP08 - ANODIZE ALUMINUM - HARD with TEFLON AMS -2469 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP12 - PASSIVATION FED-QQ-P-35 Approved Spec Added
10/27/2020 Electrolurgy Inc. (5086) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
10/26/2020 Anotek Anodizing Inc. (11534) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Inactive Spec Modification
10/26/2020 Anotek Anodizing Inc. (11534) CP08 - ANODIZE ALUMINUM - NON-CHROMIC (TYPE IC) MIL-A-8625 Inactive Spec Modification
10/21/2020 Aerospace Welding Inc. - California (4473) AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
10/21/2020 Aerospace Welding Inc. - California (4473) WLD - WELDING ISO 15614-13 Inactive Spec Removed
10/21/2020 Aerospace Welding Inc. - California (4473) WLD - WELDING AWS-D17.2 Inactive Spec Removed
10/21/2020 Aerospace Welding Inc. - California (4473) WLD - WELDING MIL-W-6873 Inactive Spec Removed
10/21/2020 GOODRICH AEROSPACE POLAND SP. Z O.O. RZESZOW (11317) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
10/20/2020 O'Fallon Casting LLC (3172) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
10/20/2020 O'Fallon Casting LLC (3172) NDT - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
10/8/2020 Har-Conn Chrome Co (3159) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) E.S. 6.45 Approved Spec Added
10/8/2020 Techmetals, Inc (4210) CP10 - ELECTROLESS PLATING, NICKEL LGPS-1108 Approved Spec Added
10/7/2020 Anotek Anodizing Inc. (11534) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
10/5/2020 Bodycote Thermal Processing - Melrose Park HT - STRESS RELIEF AMS-2759/11 Inactive Spec Removed
10/5/2020 Bodycote Thermal Processing - Melrose Park AQS - QUALITY SYSTEM ISO9000 Inactive Spec Removed
10/5/2020 Diamond Chrome Plating, Inc. (3618) CP09 - PLATING, CADMIUM-TITANIUM MIL-STD-1500 Inactive Spec Removed
10/5/2020 Diamond Chrome Plating, Inc. (3618) CP09 - PLATING, CADMIUM-TITANIUM LGPS-1103 Inactive Spec Removed
10/5/2020 H&S Inspection Service Inc. (3154) AQS - QUALITY SYSTEM AS 9100 Approved Spec Removed
10/2/2020 Pyrotek (4587) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
9/30/2020 Qing An Group Co.Ltd.(10938) NM - EDM (Electro Discharge Machining) N/A Inactive Spec Removed
9/29/2020 Alphacasting Inc. (5168) HT - HEAT TREAT AMS-2759/4 Approved Spec Modification
9/29/2020 Alphacasting Inc. (5168) HT - HEAT TREAT AMS-2759/5 Approved Spec Modification
9/29/2020 Alphacasting Inc. (5168) HT - HEAT TREAT AMS-2759/3 Approved Spec Modification
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9/28/2020 Alp Aviation (7440) CP09 - PLATING, CHROME E.S. 6.131 Approved Spec Added
9/28/2020 Alp Aviation (7440) CP10 - ELECTROLESS PLATING, NICKEL E.S. 6.118 Approved Spec Added
9/28/2020 Alp Aviation (7440) HT - HEAT TREAT E.S. 5.14.25 Approved Spec Added
9/28/2020 Alp Aviation (7440) HT - HEAT TREAT E.S. 5.14.30 Approved Spec Added
9/24/2020 West-Tech Finishing Inc. (11722) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 Inactive Spec Removed
9/24/2020 West-Tech Finishing Inc. (11722) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Inactive Spec Removed
9/21/2020 Klinge Enameling Company (3287) CP01 - COATING, CERAMIC METALLIC (SERMETEL®) E.S. 6.185 Approved Spec Added
9/16/2020 AeroTek Manufacturing Limited - (4434) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
9/16/2020 Qing An Group Co. Ltd.(8347) NM - EDM (Electro Discharge Machining) N/A Inactive Spec Added
9/16/2020 Qing An Group Co. Ltd.(8347) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Added
9/16/2020 West-Tech Finishing Inc. (11722) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/9/2020 Embee Processing, LLC. (3337) CP09 - PLATING, ZINC NICKEL LGPS-1106 Approved Spec Added
9/2/2020 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added

8/31/2020 Chrome Plus International (8801) - Valence Wichita CP10 - ELECTROLESS PLATING, NICKEL LGPS-1108 Approved Spec Added
8/21/2020 Solar Atmospheres Southeast Inc (11985) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
8/21/2020 Solar Atmospheres Southeast Inc (11985) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
8/21/2020 Solar Atmospheres Southeast Inc (11985) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
8/21/2020 Solar Atmospheres Southeast Inc (11985) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
8/21/2020 Solar Atmospheres Southeast Inc (11985) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
8/21/2020 Solar Atmospheres Southeast Inc (11985) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
8/21/2020 Solar Atmospheres Southeast Inc (11985) HT - HEAT TREAT AMS-2801 Approved Spec Added
8/20/2020 Frontier Group Inc. (4914) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
8/20/2020 Frontier Group Inc. (4914) CP01 - COATING, DRY FILM MIL-L-46010 Approved Spec Added
8/20/2020 Frontier Group Inc. (4914) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
8/11/2020 Frontier Group Co. (3142) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
8/11/2020 Frontier Group Co. (3142) CP12 - PASSIVATION AMS-2700 Approved Spec Added
8/11/2020 Frontier Group Co. (3142) CP12 - PASSIVATION AMS-QQ-P-35 Approved Spec Added
8/11/2020 Frontier Group Co. (3142) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
8/11/2020 Frontier Group Co. (3142) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
8/11/2020 Frontier Group Co. (3142) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
8/11/2020 Frontier Group Co. (3142) CP15 - PRE-PENETRANT ETCH AC7108/02 Approved Spec Added
8/11/2020 Frontier Group Inc. (4914) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
8/11/2020 Frontier Group Inc. (4914) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
8/11/2020 Frontier Group Inc. (4914) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 Approved Spec Added
8/11/2020 Frontier Group Inc. (4914) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Approved Spec Added
8/11/2020 Frontier Group Inc. (4914) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
8/11/2020 Frontier Group Inc. (4914) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
8/11/2020 Frontier Group Inc. (4914) CP12 - PASSIVATION AMS-2700 Approved Spec Added
8/11/2020 Frontier Group Inc. (4914) CP12 - PASSIVATION AMS-QQ-P-35 Approved Spec Added
8/11/2020 Frontier Group Inc. (4914) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
8/11/2020 Frontier Group Inc. (4914) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
8/7/2020 Frontier Group Co. (3142) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
8/4/2020 Taylor Certified Processing, Inc. (5114) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added

7/31/2020 Metcor Inc. (4781) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
7/31/2020 Vijaya Metal Finishers (8870) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
7/29/2020 Alp Aviation (7440) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
7/23/2020 Therelek Engineers Private Limited (5999) HT - HEAT TREAT E.S. 5.14.2 Inactive Spec Removed
7/23/2020 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-2469 Approved Spec Added
7/23/2020 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
7/23/2020 Techmetals, Inc (4210) CP10 - ELECTROLESS PLATING, NICKEL LGPS-1104 Approved Spec Added
7/23/2020 Vijaya Metal Finishers (8870) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Added
7/23/2020 Vijaya Metal Finishers (8870) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-2469 Approved Spec Added
7/23/2020 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP10 - ELECTROLESS PLATING, NICKEL LGPS-1108 Approved Spec Added
7/23/2020 Hightemp Aerospace Private Limited (10679) HT - HEAT TREAT AMS-2759/11 Approved Spec Added
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7/21/2020 B-D Industries, Inc. (3847) CP01 - COATING, PAINT APPLICATION E.S. 6.123 Approved Spec Added
7/21/2020 B-D Industries, Inc. (3847) CP01 - COATING, PAINT APPLICATION E.S. 6.202 Approved Spec Added
7/16/2020 Aero Cotec Corporation (9001) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Not Approved Spec Removed
7/16/2020 Aero Cotec Corporation (9001) CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Not Approved Spec Removed
7/16/2020 Aero Cotec Corporation (9001) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MIL-DTL-13924 Not Approved Spec Removed
7/16/2020 Aero Cotec Corporation (9001) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Not Approved Spec Removed
7/10/2020 Exactatherm Ltd. (4642) HT - HEAT TREAT AMS-2759/8 Inactive Spec Removed
7/10/2020 Exactatherm Ltd. (4642) HT - HEAT TREAT MMC-282 Inactive Spec Removed
7/2/2020 AeroTek Manufacturing Limited - (4434) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed

6/30/2020 Metal Improvement Co. - Brampton (5532) SE - SHOT PEEN MMC-137 Inactive Spec Removed
6/30/2020 Metal Improvement Co. - Brampton (5532) SE - SHOT PEEN CPC-6400 Inactive Spec Removed
6/24/2020 Final Finish Corp (20156) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
6/23/2020 Brampton Processing (4648) HT - HEAT TREAT CP-0710 Inactive Spec Removed
6/18/2020 Heroux Devtek Laval (4589) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Inactive Spec Removed
6/18/2020 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, CADMIUM (LHE) RI-310 Inactive Spec Removed
6/18/2020 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, CADMIUM (LHE) CPC-8206 Inactive Spec Removed
6/18/2020 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, CADMIUM (LHE) MMC-250 Inactive Spec Removed
6/18/2020 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, CHROME MMC-208 Inactive Spec Removed
6/18/2020 Valence Los Angeles (4578) - (new Carson) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
6/10/2020 Duval Precision Grinding Inc. (12095) CMSP - GRINDING, CHROME MM-4990-5 Approved Spec Added
6/9/2020 Ultraspec Finishing Inc. (4686) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MMC-152 Inactive Spec Removed
6/8/2020 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP09 - PLATING, COPPER MMC-254 Inactive Spec Removed
6/8/2020 Tekalia Aeronautik (2010) Inc (7875) CP09 - PLATING, CHROME E.S. 6.131 Inactive Spec Removed
6/8/2020 Therelek Engineers Private Limited (5999) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
6/5/2020 Metcor Inc. (4781) HT - HEAT TREAT MMC-207 Inactive Spec Removed
6/5/2020 Metcor Inc. (4781) HT - HEAT TREAT CPC-6216 Inactive Spec Removed
6/5/2020 Metcor Inc. (4781) HT - HEAT TREAT MM-5744 Inactive Spec Removed
6/5/2020 Metcor Inc. (4781) HT - HEAT TREAT CPC-6203 Inactive Spec Removed
6/5/2020 Metcor Inc. (4781) HT - HEAT TREAT CPC-6201 Inactive Spec Removed
6/4/2020 Hitchiner Manufacturing Co., Inc. (12210) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added

5/27/2020 Lakshmi Machine Works Limited Advanced Technology Centre (10887), AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/15/2020 Narla Engineering & Imports Ltd (5000) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/15/2020 Narla Engineering & Imports Ltd (5000) CP05 - CHEMICAL MILLING MM-5527 Approved Spec Added
5/13/2020 Samyoung Material Inspection Technology Co., Ltd (20225) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
5/13/2020 Samyoung Material Inspection Technology Co., Ltd (20225) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
5/12/2020 Phoenix Spring Company (3975) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
5/8/2020 Voss Industries (21150) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/8/2020 Voss Industries (21150) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
5/8/2020 Voss Industries (21150) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
5/8/2020 Voss Industries (21150) CP12 - PASSIVATION AMS-2700 Approved Spec Added
5/8/2020 Voss Industries (21150) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
5/8/2020 Voss Industries (21150) CP01 - COATING, DRY FILM MIL-L-23398 Approved Spec Added
5/8/2020 Voss Industries (21150) CP01 - COATING, DRY FILM MIL-PRF-81329 Approved Spec Added
5/8/2020 Voss Industries (21150) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added
5/8/2020 Voss Industries (DO NOT USE) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Added
5/8/2020 Voss Industries (DO NOT USE) WLD - WELDING AWS-D17.2 Inactive Spec Added
5/8/2020 Voss Industries (DO NOT USE) CP01 - COATING, DRY FILM MIL-L-23398 Inactive Spec Added
5/8/2020 Voss Industries (DO NOT USE) CP01 - COATING, DRY FILM MIL-PRF-46010 Inactive Spec Added
5/8/2020 Voss Industries (DO NOT USE) CP01 - COATING, DRY FILM MIL-PRF-81329 Inactive Spec Added
5/8/2020 Voss Industries (DO NOT USE) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Added
5/8/2020 Voss Industries (DO NOT USE) CP12 - PASSIVATION AMS-2700 Inactive Spec Added
5/8/2020 Voss Industries (DO NOT USE) CP12 - PASSIVATION E.S. 6.19 Inactive Spec Added
5/8/2020 Voss Industries (DO NOT USE) CP15 - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Added
5/8/2020 Voss Industries (DO NOT USE) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Added
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5/6/2020 Southwest United de Mexico S.A de C.V (10581) CP08 - ANODIZE ALUMINUM - NON-CHROMIC (TYPE IC) MIL-A-8625 Approved Spec Added
5/5/2020 Techmetals, Inc (4210) CP13 - PLATING, BRUSH ZINC NICKEL LGPS-1107 Approved Spec Added
5/5/2020 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP13 - PLATING, BRUSH ZINC NICKEL LGPS-1107 Approved Spec Added
5/1/2020 General Metal Heat Treating (4457) HT - HEAT TREAT MM-4995 Approved Spec Added

4/30/2020 Hitchiner Manufacturing Co., Inc. (12210) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/30/2020 Hitchiner Manufacturing Co., Inc. (12210) CP12 - PASSIVATION AMS-2700 Approved Spec Added
4/30/2020 Hitchiner Manufacturing Co., Inc. (12210) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
4/30/2020 Hitchiner Manufacturing Co., Inc. (12210) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
4/30/2020 Hitchiner Manufacturing Co., Inc. (12210) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
4/29/2020 Metal Improvement Co. - Addison (5455) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
4/22/2020 Chrome Plus International (8801) - Valence Wichita CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Not Approved Spec Removed
4/20/2020 Techmetals, Inc (4210) CP09 - PLATING, ZINC NICKEL LGPS-1106 Approved Spec Added
4/7/2020 Ellwood Texas Forge - Navasota (12285) HT - HEAT TREAT AMS-H-81200 Not Approved Spec Removed
4/7/2020 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Inactive Spec Removed
4/6/2020 Final Finish Corp (20156) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added

3/24/2020 Parker Stratoflex Products Div. AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Removed
3/24/2020 Parker Stratoflex Products Div. NDT - INSPECTION, RADIOGRAPHIC, DIGITAL P-106-19-3 Not Approved Spec Removed
3/24/2020 Parker Stratoflex Products Div. WLD - WELDING AWS-D17.1 Not Approved Spec Removed
3/24/2020 Parker Stratoflex Products Div. CP12 - PASSIVATION AMS-2700 Not Approved Spec Removed
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-2469 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP09 - PLATING, CADMIUM (LHE) AMS-2400 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP09 - PLATING, CADMIUM (LHE) AMS-2401 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP09 - PLATING, CHROME LGPS-1101 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP10 - ELECTROLESS PLATING, NICKEL AMS-2405 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP12 - PASSIVATION AMS-QQ-P-35 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP12 - TITANIUM CLEANING ASTM-B-600 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
3/23/2020 Chrome Plus International (8801) - Valence Wichita SE - SHOT PEEN AMS-2430 Approved Spec Added
3/13/2020 Duval Precision Grinding Inc. (12095) CMSP - GRINDING, CHROME E.S. 5.127 Approved Spec Added
3/13/2020 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, ZINC NICKEL LGPS-1106 Approved Spec Added
3/13/2020 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CMSP - GRINDING, CHROME E.S. 5.127 Approved Spec Added
3/12/2020 Mecaer America Inc. (12134) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
3/11/2020 Embee Processing, LLC. (3337) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN AMS-2481 Inactive Spec Removed
3/11/2020 Embee Processing, LLC. (3337) CP09 - PLATING, NICKEL AMS-2403 Inactive Spec Removed
3/11/2020 Embee Processing, LLC. (3337) CP09 - PLATING, NICKEL AMS-2424 Inactive Spec Removed
3/6/2020 Hercules Heat Treating Corp (3166) HT - HEAT TREAT AMS-H-81200 Inactive Spec Removed
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3/6/2020 Hercules Heat Treating Corp (3166) HT - HEAT TREAT BP-118 Inactive Spec Removed
3/6/2020 Hercules Heat Treating Corp (3166) HT - HEAT TREAT BP-109 Inactive Spec Removed
3/4/2020 Advanced Coating Technique (4813) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 California Metal Processing (4012) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Diamond Chrome Plating, Inc. (3618) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Embee Processing, LLC. (3337) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Har-Conn Chrome Co (3159) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Hixson Metal Finishing (3174) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Hohman Plating, LLC (3175) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Imagineering Finishing Technologies (3203) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Magellan Aerospace Processing - New York (4250) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Magnetic Inspection Laboratory, Inc. (3487) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Multi-Flex Plating Co. (4618) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 PPI Aerospace LLC (Main) (3840) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Superior Plating Company - CT (4160) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Westfield Electroplating (3443) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Magnetic Inspection Laboratory, Inc. - Annex (10392) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Dioxid Sp. Z o.o. (12271) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Techmetals, Inc (4210) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 U.S. Chrome Corp. of Ohio (3405) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Valley Plating Inc. (3425) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 U.S. Chrome Corp. of Connecticut (7178) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 South West Metal Finishing (3856) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 GOODRICH AEROSPACE POLAND SP. Z O.O. RZESZOW (11317) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/4/2020 Imagineering Finishing Technologies (12220) CP14 - STRIPPING, AS A SUB-CONTRACT PROCESS AC7108/14 Approved Spec Added
3/2/2020 Horizons, Inc. CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.16 Approved Spec Added

2/28/2020 Chrome Plus International (8801) - Valence Wichita AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/26/2020 All Metals Processing of Orange County, LLC (3320) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Approved Spec Added
2/26/2020 Tecnickrome Aeronautique Inc. (4760) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/24/2020 Imagineering Finishing Technologies (3203) CP15 - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Removed
2/24/2020 Imagineering Finishing Technologies (3203) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
2/24/2020 Imagineering Finishing Technologies (3203) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Inactive Spec Removed
2/24/2020 Hoosier Spring Co., Inc (3181) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
2/24/2020 Imagineering Finishing Tech Indianapolis (9809) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
2/24/2020 Imagineering Finishing Tech Indianapolis (9809) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
2/24/2020 Imagineering Finishing Tech Indianapolis (9809) CP12 - PASSIVATION AMS-2700 Approved Spec Added
2/24/2020 Imagineering Finishing Tech Indianapolis (9809) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
2/24/2020 Imagineering Finishing Tech Indianapolis (9809) CP01 - COATING, DRY FILM MIL-L-46010 Approved Spec Added
2/24/2020 Imagineering Finishing Technologies (12220) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
2/24/2020 Imagineering Finishing Technologies (12220) CP01 - COATING, DRY FILM MIL-L-46010 Approved Spec Added
2/24/2020 Imagineering Finishing Technologies (12220) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Added
2/24/2020 Imagineering Finishing Technologies (12220) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
2/24/2020 Imagineering Finishing Technologies (12220) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
2/24/2020 Imagineering Finishing Technologies (12220) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
2/17/2020 Diamond Chrome Plating, Inc. (3618) CP09 - PLATING, CHROME CP-0370 Inactive Spec Removed
2/12/2020 PPI Aerospace LLC (Paint) (8786) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
2/12/2020 PPI Aerospace LLC (Paint) (8786) AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
2/5/2020 Valence Seattle (4200) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
2/4/2020 AAA Plating & Inspection, Inc. (4342) CP12 - PASSIVATION AMS-QQ-P-35 Approved Spec Added
2/4/2020 AAA Plating & Inspection, Inc. (4342) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
2/4/2020 AAA Plating & Inspection, Inc. (4342) CP09 - PLATING, CADMIUM (LHE) AMS-2400 Approved Spec Added
2/4/2020 Weber Metals, Inc. (4218) HT - STRESS RELIEF AMS-2759/11 Inactive Spec Removed
2/4/2020 Aluminum Precision Products - Santa Ana - Susan (7728) HT - HEAT TREAT MIL-H-6088 Approved Spec Added

Page (24) of (95)



Collins Aerospace Landing Systems
Document 200 Approved Processors - Revisions

Printed: 1/30/2024

1/31/2020 Air Industries Machining Corp CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Inactive Spec Removed
1/31/2020 Air Industries Machining Corp CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Inactive Spec Removed
1/29/2020 Pelcoat LLC dba Nation Coating Systems (10545) CT - HVOF E.S. 6.212 Approved Spec Added
1/24/2020 Alp Aviation (7440) CMSP - GRINDING, CHROME E.S. 5.127 Approved Spec Added
1/24/2020 Alp Aviation (7440) CP09 - PLATING, CHROME E.S. 6.194 Approved Spec Added
1/24/2020 Alp Aviation (7440) CP09 - PLATING, NICKEL E.S. 6.193 Approved Spec Added
1/24/2020 Alp Aviation (7440) HT - HEAT TREAT E.S. 5.14.30 Approved Spec Added
1/24/2020 Alp Aviation (7440) SE - SHOT PEEN E.S. 5.30 Approved Spec Added
1/24/2020 ACP Metal Finishing PTE Ltd (5900) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
1/24/2020 ACP Metal Finishing PTE Ltd (5900) CP09 - PLATING, CHROME E.S. 6.131 Approved Spec Added
1/24/2020 ACP Metal Finishing PTE Ltd (5900) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
1/23/2020 Applus RTD Canada - Schomberg (5190) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
1/23/2020 Applus RTD Canada - Schomberg (5190) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
1/23/2020 Applus RTD Canada - Schomberg (5190) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
1/21/2020 SPS Technologies - PCC Fastener Division NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
1/20/2020 SPS Technologies - PCC Fastener Division NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
1/3/2020 ASCO Industries (5321) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
1/3/2020 ASCO Industries (5321) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
1/3/2020 ASCO Industries (5321) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
1/3/2020 ASCO Industries (5321) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
1/3/2020 ASCO Industries (5321) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
1/3/2020 ASCO Industries (5321) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Removed
1/3/2020 ASCO Industries (5321) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
1/3/2020 ASCO Industries (5321) HT - STRESS RELIEF AMS-2759/11 Inactive Spec Removed
1/3/2020 ASCO Industries (5321) CP01 - COATING, PAINT APPLICATION LGPS-1001 Inactive Spec Removed
1/3/2020 ASCO Industries (5321) SE - SHOT PEEN AMS-2430 Inactive Spec Removed
1/3/2020 ASCO Industries (5321) CP12 - TITANIUM CLEANING LGPS-8003 Inactive Spec Removed
1/3/2020 ASCO Industries (5321) CP15 - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Removed
1/3/2020 ASCO Industries (5321) SE - FLAPPER / ROTO PEENING AMS-2590 Inactive Spec Removed
1/2/2020 Multi-Flex Plating Co. (4618) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
1/2/2020 Multi-Flex Plating Co. (4618) CP09 - PLATING, SILVER ASTM-B-700 Approved Spec Added

12/19/2019 PMI Global Technologies Private Limited (16110) CP01 - COATING, DRY FILM MIL-PRF-46010 Not Approved Spec Removed
12/19/2019 PMI Global Technologies Private Limited (16110) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Not Approved Spec Removed
12/11/2019 Metal Improvement Co. - Windsor (4852) SE - SHOT PEEN CPC-6400 Approved Spec Added
12/9/2019 Southwest United Canada Inc. - CEEL Limited (5208) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
12/9/2019 Southwest United Canada Inc. - CEEL Limited (5208) CP09 - PLATING, ZINC NICKEL LGPS-1106 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP12 - PASSIVATION AMS-2700 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-2469 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP09 - PLATING, CHROME AMS 2406 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP09 - PLATING, CHROME MIL-STD-1501 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP09 - PLATING, NICKEL AMS-2424 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
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12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN AMS-2480 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN AMS-2481 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP12 - TITANIUM CLEANING ASTM-B-600 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
12/9/2019 Samwoo Metal Industries Co. Ltd.(5376) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2472 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP09 - PLATING, CHROME AMS-2438 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP09 - PLATING, ZINC NICKEL AMS 2417 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP10 - ELECTROLESS PLATING, NICKEL AMS 2404 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP11 - CONVERSION COATING, ALUMINUM AMS-2473 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP11 - CONVERSION COATING, ALUMINUM AMS-2474 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP12 - PASSIVATION AMS-2700 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP12 - PASSIVATION ASTM-A-380 Approved Spec Removed
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
12/9/2019 Indo-MIM Pvt.Ltd.(10842) CP09 - PLATING, CADMIUM (LHE) AMS-2400 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP08 - ANODIZE, TITANIUM AMS-2488 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP09 - PLATING, ZINC NICKEL AMS 2417 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP09 - PLATING, CHROME AMS-2438 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE AMS 2485 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) AMS-2480 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) AMS-2481 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP12 - PASSIVATION AMS-2700 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
12/9/2019 Aero Cotec Corporation (9001) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
12/6/2019 METAL IMPROVEMENT CO. - Twinsburg (5229) SE - SHOT PEEN E.S. 5.30 Approved Spec Added
12/6/2019 Korea Heat Treatment Co. (7385) HT - HEAT TREAT AMS-2759 Approved Spec Added
12/6/2019 Korea Heat Treatment Co. (7385) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
12/6/2019 Korea Heat Treatment Co. (7385) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
12/6/2019 Korea Heat Treatment Co. (7385) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
12/6/2019 Korea Heat Treatment Co. (7385) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
12/6/2019 Korea Heat Treatment Co. (7385) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
12/6/2019 PMI Global Technologies Private Limited (16110) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
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12/6/2019 PMI Global Technologies Private Limited (16110) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 Approved Spec Added
12/6/2019 PMI Global Technologies Private Limited (16110) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Added
12/6/2019 PMI Global Technologies Private Limited (16110) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Approved Spec Added
12/6/2019 PMI Global Technologies Private Limited (16110) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
12/6/2019 PMI Global Technologies Private Limited (16110) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 Approved Spec Added
12/6/2019 PMI Global Technologies Private Limited (16110) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
12/6/2019 PMI Global Technologies Private Limited (16110) CP12 - PASSIVATION AMS-2700 Approved Spec Added
12/6/2019 PMI Global Technologies Private Limited (16110) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
12/6/2019 PMI Global Technologies Private Limited (16110) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
12/6/2019 PMI Global Technologies Private Limited (16110) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
12/6/2019 PMI Global Technologies Private Limited (16110) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
12/6/2019 Sheen Electroplaters Pvt. Ltd. (10099) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 Approved Spec Added
12/6/2019 Sheen Electroplaters Pvt. Ltd. (10099) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
12/6/2019 Sheen Electroplaters Pvt. Ltd. (10099) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Approved Spec Added
12/6/2019 Sheen Electroplaters Pvt. Ltd. (10099) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
12/6/2019 Sheen Electroplaters Pvt. Ltd. (10099) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Added
12/6/2019 Sheen Electroplaters Pvt. Ltd. (10099) CP09 - PLATING, ZINC AMS-2402 Approved Spec Added
12/6/2019 Sheen Electroplaters Pvt. Ltd. (10099) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
12/6/2019 Sheen Electroplaters Pvt. Ltd. (10099) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
12/6/2019 Sheen Electroplaters Pvt. Ltd. (10099) CP12 - PASSIVATION AMS-2700 Approved Spec Added
12/6/2019 Sheen Electroplaters Pvt. Ltd. (10099) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
12/6/2019 Sheen Electroplaters Pvt. Ltd. (10099) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
12/5/2019 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP12 - PASSIVATION AMS-2700 Approved Spec Added
12/5/2019 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
12/5/2019 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
12/5/2019 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP02 - TEMPER ETCH INSPECTION AMS-2649 Approved Spec Added
12/5/2019 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
12/5/2019 Lakshmi Machine Works Limited Advanced Technology Centre (10887), NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
12/5/2019 Lakshmi Machine Works Limited Advanced Technology Centre (10887), NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
12/5/2019 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
12/5/2019 Lakshmi Machine Works Limited Advanced Technology Centre (10887), CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2470 Approved Spec Added
12/5/2019 Hightemp Aerospace Private Limited (10679) HT - HEAT TREAT AMS-2759 Approved Spec Added
12/5/2019 Hightemp Aerospace Private Limited (10679) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
12/5/2019 Hightemp Aerospace Private Limited (10679) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
12/5/2019 Hightemp Aerospace Private Limited (10679) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
12/5/2019 Hightemp Aerospace Private Limited (10679) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
12/5/2019 Hightemp Aerospace Private Limited (10679) HT - HEAT TREAT AMS-2769 Approved Spec Added
12/5/2019 Hightemp Aerospace Private Limited (10679) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
12/4/2019 Exactatherm Ltd. (4642) HT - STRESS RELIEF AMS 2759/11 Approved Spec Added

11/25/2019 Hi-Tech Metal Finishing, Inc. (11426) CP01 - COATING, DRY FILM AS-5272 Approved Spec Added
11/25/2019 Howmet Global Fasteners & Rings, Inc. - City of Industry (4027) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
11/25/2019 Solar Atmospheres of California (10486) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
11/20/2019 National Process Industries (5091) CP01 - COATING, DRY FILM MIL-L-46010 Approved Spec Added
11/20/2019 National Process Industries (5091) CP01 - COATING, DRY FILM MIL-L-8937 Approved Spec Added
11/20/2019 P B Fasteners (4949) CP09 - PLATING, CADMIUM (LHE) AMS-2401 Approved Spec Added
11/20/2019 P B Fasteners (4949) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
11/20/2019 Incotec Corp (5128) CP01 - COATING, PAINT APPLICATION MIL-C-85614 Approved Spec Added
11/20/2019 Incotec Corp (5128) CP12 - PASSIVATION AMS-2700 Approved Spec Added
11/13/2019 Har-Conn Chrome Co (3159) CP09 - PLATING, ZINC NICKEL E.S. 6.215 Approved Spec Added
11/13/2019 W Pat Crow Forgings (4177) HT - HEAT TREAT AMS-2772 Approved Spec Added
11/7/2019 Nelson-Miller Inc. (5451) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-A-8625 Inactive Spec Removed
11/7/2019 Nelson-Miller Inc. (5451) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
11/7/2019 Nelson-Miller Inc. (5451) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
11/7/2019 Metal Finishing Co. - McLean (3499) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
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11/7/2019 Metal Finishing Co. - McLean (3499) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
11/5/2019 Acuren Industrial Services NA - LABORATORY / TESTING ISO 17025 Inactive Spec Removed
11/5/2019 NSL Metallurgical (4991) NA - LABORATORY / TESTING ISO 17025 Approved Spec Added
11/4/2019 PAS Technologies - Phoenix (3378) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
11/4/2019 Hi-Tech Metal Finishing, Inc. (11426) CP13 - PLATING, BRUSH ZINC NICKEL LGPS-1107 Approved Spec Added
11/1/2019 Plasma Coating Corp (4754) CT - HVOF LGPS-1301 Inactive Spec Removed
11/1/2019 Plasma Coating Corp (4754) CT - GRINDING, HVOF LGPS-7010 Inactive Spec Removed
11/1/2019 Plasma Coating Corp (4754) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
11/1/2019 Plasma Coating Corp (4754) CT - STRIPPING, HVOF LGPS-1300 Inactive Spec Removed
11/1/2019 Plasma Coating Corp (4754) CP01 - COATING, DRY FILM MIL-PRF-46010 Inactive Spec Removed
11/1/2019 Metal Spray Concepts (10719) SE - MANUAL PEENING AMS-2430 Inactive Spec Removed
11/1/2019 Metal Spray Concepts (10719) SE - SHOT PEEN AMS-2430 Inactive Spec Removed
11/1/2019 Metal Spray Concepts (10719) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed

10/30/2019 Aluminum Finishing Co. (5672) AQS - QUALITY SYSTEM AC7004 Pulled Spec Removed
10/30/2019 Aluminum Finishing Co. (5672) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Pulled Spec Removed
10/30/2019 Aluminum Finishing Co. (5672) CP11 - CONVERSION COATING, ALUMINUM E.S. 6.29 Pulled Spec Removed
10/24/2019 Bodycote Heat Treatments Ltd - MacClesfield England (4606) HT - HEAT TREAT AMS-2759/1 Not Approved Spec Removed
10/24/2019 Bodycote Heat Treatments Ltd - MacClesfield England (4606) HT - HEAT TREAT MM-4990 Not Approved Spec Removed
10/24/2019 Bodycote Heat Treatments Ltd - MacClesfield England (4606) AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Removed
10/16/2019 Metal Improvement Co. - Brampton (5532) NDT - INSPECTION, TEMPER ETCH LGPS-3000 Approved Spec Added
10/16/2019 Metal Improvement Co. - Brampton (5532) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
10/16/2019 Metal Improvement Co. - Brampton (5532) NDT - INSPECTION, TEMPER ETCH AMS-2649 Approved Spec Added
10/16/2019 Metal Improvement Co. - Brampton (5532) NDT - INSPECTION, TEMPER ETCH MIL-STD-867 Approved Spec Added
10/15/2019 Tensile Testing Metallurgical Laboratory (4097) NA - LABORATORY / TESTING AC7101 Approved Spec Added
10/14/2019 AeroTek Manufacturing Limited - (4434) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
10/14/2019 American Aircraft Parts Mfg. (3332) HT - STRESS RELIEF CPC-6203 Inactive Spec Removed
10/14/2019 American Aircraft Parts Mfg. (3332) HT - STRESS RELIEF AMS-H-6875 Inactive Spec Removed
10/14/2019 American Aircraft Parts Mfg. (3332) HT - STRESS RELIEF AMS-2759/9 Inactive Spec Removed
10/14/2019 ASCO Industries (5321) HT - STRESS RELIEF AMS-H-6875 Inactive Spec Removed
10/14/2019 ASCO Industries (5321) HT - STRESS RELIEF AMS-2759 Inactive Spec Removed
10/14/2019 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - STRESS RELIEF PS-1001 Inactive Spec Removed
10/14/2019 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - STRESS RELIEF PS-1002 Inactive Spec Removed
10/14/2019 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
10/14/2019 Burton Industries Inc. (4233) HT - STRESS RELIEF PS-1002 Inactive Spec Removed
10/14/2019 Burton Industries Inc. (4233) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
10/14/2019 Diamond Chrome Plating, Inc. (3618) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
10/14/2019 Embee Processing, LLC. (3337) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
10/14/2019 Embee Processing, LLC. (3337) HT - STRESS RELIEF See Note 1 Inactive Spec Removed
10/14/2019 Magnetic Inspection Laboratory, Inc. (3487) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
10/14/2019 Somerville Plating (3785) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
10/14/2019 Southwest United Canada Inc.(4197) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
10/14/2019 Strite Precision Machining Ltd. (12234) HT - STRESS RELIEF AMS-H-6875 Inactive Spec Removed
10/14/2019 Superior Plating Company - CT (4160) HT - STRESS RELIEF AMS-H-6875 Inactive Spec Removed
10/14/2019 Tecnickrome Aeronautique Inc. (4760) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
10/14/2019 Tecnickrome Aeronautique Inc. (4760) HT - STRESS RELIEF AMS-H-6875 Inactive Spec Removed
10/14/2019 Tekalia Aeronautik (2010) Inc (7875) HT - STRESS RELIEF AMS-H-6875 Inactive Spec Removed
10/14/2019 Vac-Met Inc. (3422) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
10/14/2019 Hi-Tech Metal Finishing, Inc. (11426) HT - STRESS RELIEF AMS-2759/1 Inactive Spec Removed
10/14/2019 Hi-Tech Metal Finishing, Inc. (11426) HT - STRESS RELIEF AMS-2759/2 Inactive Spec Removed
10/14/2019 Hi-Tech Metal Finishing, Inc. (11426) HT - STRESS RELIEF AMS-2759/3 Inactive Spec Removed
10/14/2019 Hi-Tech Metal Finishing, Inc. (11426) HT - STRESS RELIEF AMS-H-6875 Inactive Spec Removed
10/14/2019 National Rivet & Mfg Co (7289) HT - STRESS RELIEF AS-7235 Inactive Spec Removed
10/14/2019 General Magnaplate Corp. (4571) CP01 - COATING, DRY FILM MIL-L-23398 Inactive Spec Removed
10/14/2019 General Magnaplate Corp. (4571) AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
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10/14/2019 General Magnaplate Corp. (4571) CP08 - ANODIZE ALUMINUM - HARD with TEFLON E.S. 6.107 Inactive Spec Removed
10/11/2019 Diamond Chrome Plating, Inc. (3618) HT - STRESS RELIEF LGPS-2002 Inactive Spec Removed
10/11/2019 Magellan Aerospace Processing - New York (4250) HT - STRESS RELIEF AMS-2759/3 Inactive Spec Modification
10/11/2019 Magellan Aerospace Processing - New York (4250) HT - STRESS RELIEF AMS-2759/1 Inactive Spec Modification
10/11/2019 Magellan Aerospace Processing - New York (4250) HT - STRESS RELIEF AMS-2759/2 Inactive Spec Modification
10/11/2019 Plating Perceptions, Inc. (4563) HT - STRESS RELIEF AMS-H-6875 Inactive Spec Removed
10/11/2019 Plating Perceptions, Inc. (4563) HT - STRESS RELIEF LGPS-2002 Inactive Spec Removed
10/8/2019 Sifco Forge Group (3777) CP05 - CHEMICAL MILLING MM-5527 Approved Spec Added
10/7/2019 Broadview Instrumentation Service NA - CALIBRATION ISO17025 Inactive Spec Removed
10/7/2019 CALTECH Service Corp NA - CALIBRATION ISO17025 Inactive Spec Removed
10/4/2019 Brampton Processing (4648) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
10/3/2019 Thoni Alutec Sp. z o.o. (10189) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
9/25/2019 Akron Rubber Development Laboratory AQS - QUALITY SYSTEM ISO9000 Inactive Spec Added
9/25/2019 Akron Rubber Development Laboratory NA - CALIBRATION ISO 17025 Inactive Spec Added
9/17/2019 ESNA Products (9471) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Added
9/13/2019 NDE, Inc. (3224) NDT - INSPECTION, ULTRASONIC ASTM-B-594 Approved Spec Added
9/13/2019 Aaxon Labs, Inc. (4574) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
9/13/2019 Aaxon Labs, Inc. (4574) CP12 - PASSIVATION AMS-QQ-P-35 Approved Spec Added
9/13/2019 Aaxon Labs, Inc. (4574) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
9/13/2019 Aaxon Labs, Inc. (4574) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
9/13/2019 METAL IMPROVEMENT CO. - Feuchtwangen (6727) AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Removed
9/13/2019 Vandergriff Technologies NDT Services (4524) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
9/13/2019 Vandergriff Technologies NDT Services (4524) NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Approved Spec Added
9/13/2019 Vandergriff Technologies NDT Services (4524) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
9/13/2019 Praxair Surface Technologies - Biddeford (3769) CP01 - COATING, CERAMIC METALLIC (SERMETEL®) E.S. 6.185 Approved Spec Modification
9/12/2019 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT AMS-2770 Approved Spec Added
9/12/2019 General Dynamics Ordnance & Tactical Systems (4129) HT - HEAT TREAT E.S. 5.14.26 Approved Spec Added
9/12/2019 Radius Aerospace – Ft. Worth (4651) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
9/12/2019 Radius Aerospace – Ft. Worth (4651) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
9/12/2019 W Pat Crow Forgings (4177) HT - HEAT TREAT LGPS-2002 Inactive Spec Removed
9/12/2019 Hi-Tech Metal Finishing, Inc. (11426) CP02 - TEMPER ETCH INSPECTION AMS-2649 Approved Spec Modification
9/12/2019 Hi-Tech Metal Finishing, Inc. (11426) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Modification
9/12/2019 Hi-Tech Metal Finishing, Inc. (11426) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Modification
9/6/2019 Howmet Aerospace (3316) NDT - INSPECTION, ULTRASONIC ASTM-B-594 Approved Spec Added
9/6/2019 Klinge Enameling Company (3287) CP12 - PASSIVATION AMS-2700 Approved Spec Added
9/6/2019 Klinge Enameling Company (3287) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
9/6/2019 Klinge Enameling Company (3287) CP01 - COATING, DRY FILM MIL-L-23398 Approved Spec Added
9/6/2019 Klinge Enameling Company (3287) CP01 - COATING, DRY FILM MIL-PRF-81329 Approved Spec Added
9/6/2019 Klinge Enameling Company (3287) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
9/6/2019 Klinge Enameling Company (3287) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
9/5/2019 Bodycote Thermal Processing - Santa Fe Springs - Romandel Ave (3527) HT - HEAT TREAT AMS-2759/2 Inactive Spec Removed
9/5/2019 CIRCOR Aerospace Inc. (4581) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
9/4/2019 Southwest United Canada Inc. - CEEL Limited (5208) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Added
9/4/2019 RAH Industries (10344) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/4/2019 RAH Industries (10344) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
9/4/2019 RAH Industries (10344) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added

8/29/2019 P M Testing Laboratory Inc (4535) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
8/29/2019 Active Magnetic Inspection (3099) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
8/29/2019 Ellwood City Forge Co. HT - STRESS RELIEF AMS-H-6875 Approved Spec Added
8/28/2019 Advanced Coating Technique (4813) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Modification
8/28/2019 Final Finish Corp (20156) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Modification
8/28/2019 Klinge Enameling Company (3287) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Modification
8/28/2019 Magellan Aerospace Processing - New York (4250) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Modification
8/23/2019 Ducommun LaBarge Ave - Huntsville AR AQS - QUALITY SYSTEM AS 9100 Approved Spec Added

Page (29) of (95)



Collins Aerospace Landing Systems
Document 200 Approved Processors - Revisions

Printed: 1/30/2024

8/23/2019 Ducommun LaBarge Ave - Huntsville AR ETG - CONFORMAL COATING, PARYLENE E.S. 6.214 Approved Spec Added
8/20/2019 Har-Conn Chrome Co (3159) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added
8/20/2019 Marsam Metal Finishing Co. (4164) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
8/20/2019 Marsam Metal Finishing Co. (4164) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 Approved Spec Added
8/20/2019 Marsam Metal Finishing Co. (4164) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
8/20/2019 Marsam Metal Finishing Co. (4164) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/20/2019 Marsam Metal Finishing Co. (4164) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Approved Spec Added
8/17/2019 P M Testing Laboratory Inc (4535) CP08 - ANODIZE ALUMINUM - NON-CHROMIC (TYPE IC) MIL-A-8625 Approved Spec Added
8/17/2019 P M Testing Laboratory Inc (4535) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
8/17/2019 P M Testing Laboratory Inc (4535) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
8/17/2019 P M Testing Laboratory Inc (4535) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
8/17/2019 Protective Coatings, Inc. (4566) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
8/17/2019 Protective Coatings, Inc. (4566) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Added
8/15/2019 Asko Processing, Inc. (3049) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
8/15/2019 Asko Processing, Inc. (3049) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Inactive Spec Removed
8/15/2019 Asko Processing, Inc. (3049) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Inactive Spec Removed
8/15/2019 Asko Processing, Inc. (3049) CP14 - STRIPPING, HVOF LGPS-1300 Approved Spec Modification
8/15/2019 Valence Seattle (4200) CP08 - ANODIZE ALUMINUM - NON-CHROMIC (TYPE IC) MIL-A-8625 Approved Spec Added
8/15/2019 Valence Seattle (4200) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-A-8625 Approved Spec Added
8/15/2019 Valence Seattle (4200) SE - MANUAL PEENING AMS-2430 Approved Spec Added
8/15/2019 Art Brass Aerospace Finishing (11279) CP01 - COATING, PAINT APPLICATION MIL-DTL-18264 Approved Spec Added
8/15/2019 Art Brass Aerospace Finishing (11279) CP01 - COATING, DRY FILM MIL-L-46010 Approved Spec Added
8/15/2019 Art Brass Aerospace Finishing (11279) CP08 - ANODIZE ALUMINUM - NON-CHROMIC (TYPE IC) MIL-PRF-8625 Type 1C Approved Spec Added
8/15/2019 Art Brass Aerospace Finishing (11279) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
8/15/2019 Art Brass Aerospace Finishing (11279) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
8/15/2019 Art Brass Aerospace Finishing (11279) CP02 - PRE-PENETRANT ETCH AC7108/02 Approved Spec Added
8/15/2019 Art Brass Aerospace Finishing (11279) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
8/15/2019 Art Brass Aerospace Finishing (11279) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
8/15/2019 Art Brass Aerospace Finishing (11279) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
8/15/2019 Art Brass Aerospace Finishing (11279) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
8/14/2019 Aero Finishing, LLC (14912) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
8/14/2019 Aero Finishing, LLC (14912) CP08 - ANODIZE ALUMINUM - NON-CHROMIC (TYPE IC) MIL-A-8625 Approved Spec Added
8/14/2019 Aero Finishing, LLC (14912) CP02 - PRE-PENETRANT ETCH AC7108/02 Approved Spec Added
8/14/2019 Aero Finishing, LLC (14912) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/14/2019 Aero Finishing, LLC (14912) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
8/14/2019 Asko Selective Plating (4664) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
8/14/2019 Asko Selective Plating (4664) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Added
8/9/2019 Bodycote Thermal Processing - Laconia (3521) HT - HEAT TREAT AMS-2745 Approved Spec Added
8/9/2019 Praxair Surface Technologies - Biddeford (3769) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
8/8/2019 Klinge Enameling Company (3287) CP01 - COATING, PAINT APPLICATION E.S. 6.123 Approved Spec Added
8/8/2019 Klinge Enameling Company (3287) CP01 - COATING, PAINT APPLICATION E.S. 6.124 Approved Spec Added
8/8/2019 Klinge Enameling Company (3287) CP01 - COATING, PAINT APPLICATION E.S. 6.125 Approved Spec Added
8/8/2019 Klinge Enameling Company (3287) CP01 - COATING, PAINT APPLICATION E.S. 6.129 Approved Spec Added
8/8/2019 Klinge Enameling Company (3287) CP01 - COATING, PAINT APPLICATION E.S. 6.132 Approved Spec Added
8/8/2019 Klinge Enameling Company (3287) CP01 - COATING, PAINT APPLICATION E.S. 6.154 Approved Spec Added
8/8/2019 Klinge Enameling Company (3287) CP01 - COATING, PAINT APPLICATION E.S. 6.188 Approved Spec Added
8/8/2019 Klinge Enameling Company (3287) CP01 - COATING, PAINT APPLICATION E.S. 6.189 Approved Spec Added
8/8/2019 Magnetic Inspection Laboratory, Inc. (3487) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Added
8/8/2019 Magnetic Inspection Laboratory, Inc. (3487) CP02 - TEMPER ETCH INSPECTION AMS-2649 Approved Spec Added
8/8/2019 Magnetic Inspection Laboratory, Inc. (3487) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Added
8/8/2019 Magnetic Inspection Laboratory, Inc. - Annex (10392) SE - SHOT PEEN AMS-2430 Not Approved Spec Added
8/8/2019 Magnetic Inspection Laboratory, Inc. - Annex (10392) SE - SHOT PEEN BP-105 Not Approved Spec Added
8/8/2019 Magnetic Inspection Laboratory, Inc. - Annex (10392) SE - SHOT PEEN CPC-6400 Not Approved Spec Added
8/6/2019 Magnetic Inspection Laboratory, Inc. (3487) CP01 - COATING, DRY FILM AS-5272 Inactive Spec Removed
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8/6/2019 Magnetic Inspection Laboratory, Inc. - Annex (10392) CP01 - COATING, DRY FILM AS-5272 Approved Spec Added
8/5/2019 National Shot Peening Inc. (4558) AQS - QUALITY SYSTEM AC7004 Pulled Spec Removed
8/5/2019 Saporito Finishing Co. (4274) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
8/5/2019 Saporito Finishing Co. (4274) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added

7/29/2019 Alp Aviation (7440) HT - HEAT TREAT LGPS-2001 Approved Spec Added
7/29/2019 MAPP Technologies, LLC (10366) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
7/29/2019 Nitrex Metal Technologies – A Division of Bodycote Heat Treatment Canada Inc. (8772) HT - HEAT TREAT AMS-2759/6 Not Approved Spec Removed
7/29/2019 Nitrex Metal Technologies – A Division of Bodycote Heat Treatment Canada Inc. (8772) HT - HEAT TREAT AMS-2759/10 Not Approved Spec Removed
7/29/2019 Nitrex Metal Technologies – A Division of Bodycote Heat Treatment Canada Inc. (8772) AQS - QUALITY SYSTEM AC7004 Not Approved Spec Removed
7/26/2019 Bodycote Thermal Processing - Cincy (3518) HT - HEAT TREAT AMS-2772 Not Approved Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Added
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) HT - HEAT TREAT AMS-2759/3 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) HT - HEAT TREAT AMS-2759/5 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) HT - HEAT TREAT AMS-2759 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) NA - LABORATORY / TESTING ASTM-B-117 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 type 3 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) CP09 - PLATING, CHROME AMS-2460 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) CP09 - PLATING, CHROME AMS-QQ-C-320 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) CP09 - PLATING, CHROME LGPS-1101 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
7/25/2019 AECC Xi’an Engine Control Technology Co.Ltd. (7151) CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
7/25/2019 Safran Electrical Components USA, Inc. (11313) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/25/2019 Guizhou Aerospace Precision Products Co.,Ltd (9844) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added
7/25/2019 Guizhou Aerospace Precision Products Co.,Ltd (9844) CP12 - PASSIVATION AMS-2700 Approved Spec Added
7/25/2019 Guizhou Aerospace Precision Products Co.,Ltd (9844) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
7/25/2019 Guizhou Aerospace Precision Products Co.,Ltd (9844) CP09 - PLATING, CHROME E.S. 6.131 Approved Spec Removed
7/23/2019 PAC - Rancho / dba Consolidated Precision Products(3569) NDT - PRE-PENETRANT ETCH AC7108/215 Approved Spec Added
7/15/2019 MAPP Technologies, LLC (10366) NDT - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
7/15/2019 U.S. Chrome Corp. of Connecticut (7178) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
7/15/2019 U.S. Chrome Corp. of Connecticut (7178) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
7/11/2019 Cygnus, Inc. (4388) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
7/11/2019 Cygnus, Inc. (4388) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
7/11/2019 Cygnus, Inc. (4388) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
7/11/2019 General Dynamics Ordnance & Tactical Systems (4129) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
7/11/2019 Unitech Composites Inc. (6886) COMP - COMPOSITES N/A Approved Spec Added
7/10/2019 Godrej and Boyce Manufacturing Co. Ltd (8617) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/2/2019 Radius Aerospace – Ft. Worth (4651) COMP - COMPOSITES N/A Approved Spec Added
7/2/2019 Radius Aerospace – Ft. Worth (4651) CP03 - Surface Preparation for Metal Bond N/A Approved Spec Added

6/26/2019 Aerospace Metal Finishing (4994) NDT - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Removed
6/26/2019 AeroTek Manufacturing Limited - (4434) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
6/26/2019 AeroTek Manufacturing Limited - (4434) CP09 - PLATING, ZINC NICKEL LGPS-1106 Approved Spec Added
6/24/2019 General Metal Heat Treating (4457) HT - HEAT TREAT LGPS-2000 Inactive Spec Removed
6/20/2019 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CT - HVOF LGPS-1301 Approved Spec Added
6/10/2019 Valley Plating Inc. (3425) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
6/10/2019 Valley Plating Inc. (3425) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
6/10/2019 Valley Plating Inc. (3425) CP12 - PASSIVATION AMS-2700 Approved Spec Added
6/10/2019 Central Metal Finishing (3548) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
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6/10/2019 Central Metal Finishing (3548) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Added
6/10/2019 Central Metal Finishing (3548) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
6/10/2019 Central Metal Finishing (3548) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
6/10/2019 Central Metal Finishing (3548) CP12 - PASSIVATION AMS-2700 Approved Spec Added
6/10/2019 Dynachrome (9226) CP09 - PLATING, CHROME AMS-2438 Inactive Spec Removed
5/28/2019 Techmetals, Inc (4210) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
5/28/2019 Techmetals, Inc (4210) CP09 - PLATING, CHROME MIL-STD-1501 Approved Spec Added
5/28/2019 Techmetals, Inc (4210) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Added
5/28/2019 Techmetals, Inc (4210) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
5/28/2019 Techmetals, Inc (4210) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
5/28/2019 Techmetals, Inc (4210) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
5/27/2019 Iwamet Sp. z o.o (11639) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/27/2019 Iwamet Sp. z o.o (11639) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
5/27/2019 Iwamet Sp. z o.o (11639) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-2698 Approved Spec Added
5/27/2019 Iwamet Sp. z o.o (11639) HT - HEAT TREAT AMS-2771 Approved Spec Added
5/22/2019 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP14 - STRIPPING, HVOF LGPS-1300 Approved Spec Added
5/20/2019 Cedtech Testing Laboratories (3547) NDT - INSPECTION, LIQUID PENETRANT MM-5753 Not Approved Spec Modification
5/20/2019 Cedtech Testing Laboratories (3547) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/20/2019 Qing An Group Co. Ltd.(8347) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/20/2019 Crestview Aerospace (was) Impresa Aerospace, LLC (10372) NDT - PRE-PENETRANT ETCH AC7108/15 Superceded Spec Added
5/20/2019 Qing An Group Co.Ltd.(10938) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/17/2019 Astro Aluminum Treating Co. (3051) HT - HEAT TREAT E.S. 5.14.26 Approved Spec Added
5/17/2019 H&S Inspection Service Inc. (3154) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
5/17/2019 H&S Inspection Service Inc. (3154) CP12 - PASSIVATION AMS-2700 Approved Spec Added
5/10/2019 Alphacasting Inc. (5168) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/10/2019 Aluminum Precision Products - Santa Ana - Warner (4666) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/10/2019 Kryler Corp. (4377) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/10/2019 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/9/2019 P B Fasteners (4949) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/9/2019 Ankit Fasteners Pvt Ltd (9122) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/7/2019 DRT Aerospace, LLC – Sidney     (formerly DRT Power Systems - Sidney, LLC) CMSP - GRINDING, HVOF AMS-2449 Inactive Spec Removed
5/7/2019 Certified Heat Treating AQS - QUALITY SYSTEM ISO9000 Not Approved Spec Removed
5/7/2019 Certified Heat Treating HT - HEAT TREAT AMS-2770 Not Approved Spec Removed
5/6/2019 Consolidated Industries, Inc. (3587) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/6/2019 Goodrich Landing Systems - Burlington (4420) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/3/2019 Heroux Devtek Laval (4589) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
5/3/2019 Weatherford Aerospace, LLC (4812) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
5/2/2019 Applus RTD Canada - Burlington (4740) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/2/2019 Triumph Actuation Systems - Yakima (3937) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/2/2019 Triumph Actuation Systems - Yakima (3937) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
5/2/2019 NDE, Inc. (3224) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/2/2019 Lite Metals Company (5525) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/2/2019 Progress Services Inc. (4671) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Modification
5/2/2019 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CMSP - GRINDING, HVOF LGPS-7010 Approved Spec Added

4/15/2019 PG Imtech of California, LLC AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/15/2019 Superior Thread Rolling Co. (3944) NA - ROLLER BURNISHING N/A Approved Spec Added
4/15/2019 Superior Thread Rolling Co. (3944) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
4/15/2019 Superior Thread Rolling Co. (3944) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
4/15/2019 Accurate Brazing (3093) HT - BRAZING AMS-2675 Approved Spec Modification
4/15/2019 Galaxy Brazing Inc. (4872) HT - BRAZING AMS-2675 Approved Spec Modification
4/15/2019 Galaxy Brazing Inc. (4872) WLD - BRAZING AWS-C3.4 Approved Spec Added
4/15/2019 Galaxy Brazing Inc. (4872) WLD - BRAZING AWS-C3.5 Approved Spec Added
4/15/2019 Galaxy Brazing Inc. (4872) WLD - BRAZING MIL-B-7883 Approved Spec Added
4/15/2019 Galaxy Brazing Inc. (4872) HT - BRAZING AWS-C3.6 Approved Spec Added
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4/11/2019 X-R-I Testing - Troy (3464) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
4/11/2019 X-R-I Testing - Troy (3464) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
4/11/2019 X-R-I Testing - Troy (3464) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
4/11/2019 X-R-I Testing - Troy (3464) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
4/11/2019 Kowalski Heat Treating Co. (9894) AQS - QUALITY SYSTEM AC7004 Pulled Spec Removed
4/11/2019 Kowalski Heat Treating Co. (9894) HT - HEAT TREAT AMS-5355 Pulled Spec Removed
4/11/2019 Kowalski Heat Treating Co. (9894) HT - HEAT TREAT AMS-H-6875 Pulled Spec Removed
4/11/2019 Kowalski Heat Treating Co. (9894) HT - HEAT TREAT AMS-2759/1 Pulled Spec Removed
4/11/2019 Kowalski Heat Treating Co. (9894) HT - HEAT TREAT AMS-2759/2 Pulled Spec Removed
4/11/2019 Kowalski Heat Treating Co. (9894) HT - HEAT TREAT AMS-2759/3 Pulled Spec Removed
4/11/2019 Kowalski Heat Treating Co. (9894) HT - STRESS RELIEF AMS-2759/11 Pulled Spec Removed
4/10/2019 Black Oxide Industries Inc (4326) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Approved Spec Added
4/10/2019 Kittyhawk Products (6224) HT - HOT ISOSTATIC PRESSURE ASTM-B-998 Approved Spec Added
4/9/2019 Embee Processing, LLC. (3337) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
4/9/2019 Superior Plating Inc - CA (4556) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
4/9/2019 Superior Plating Inc - CA (4556) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
4/9/2019 Superior Plating Inc - CA (4556) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
4/9/2019 Cyclone Polska sp. z o. o. (15730) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
4/5/2019 Allen Aircraft Products, Inc. (4339) CP01 - COATING, PAINT APPLICATION LGPS-1001 Not Approved Spec Removed
4/4/2019 Vac-Met Inc. (3422) HT - BRAZING RI-325 Approved Spec Modification
4/2/2019 ASCO Industries (5321) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Inactive Spec Removed
4/1/2019 HITEMCO (3173) CT - HVOF LGPS-1301 Approved Spec Modification
4/1/2019 Plasma Technology (3703) CT - HVOF LGPS-1301 Approved Spec Added
4/1/2019 Tecnickrome Aeronautique Inc. (4760) CT - HVOF LGPS-1301 Approved Spec Modification

3/29/2019 Embee Processing, LLC. (3337) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Approved Spec Added
3/28/2019 Aubert & Duval (5258) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Pulled Spec Removed
3/28/2019 Aubert & Duval (5258) NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Pulled Spec Removed
3/28/2019 Aubert & Duval (5258) HT - HEAT TREAT AMS-H-6875 Pulled Spec Removed
3/27/2019 Metcor Inc. (4781) HT - HEAT TREAT AMS-2770 Approved Spec Added
3/27/2019 Metcor Inc. (4781) HT - HEAT TREAT AMS-2771 Approved Spec Added
3/27/2019 Metcor Inc. (4781) HT - HEAT TREAT AMS-2772 Approved Spec Added
3/27/2019 Metcor Inc. (4781) HT - HEAT TREAT AMS-H-6088 Approved Spec Added
3/18/2019 PCC Structurals – San Leandro (3456) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
3/18/2019 Wellman Dynamics (3128) WLD - WELDING AWS-D17.1 Approved Spec Added
3/12/2019 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Approved Spec Added
3/12/2019 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, CADMIUM-TITANIUM LGPS-1103 Approved Spec Added
3/11/2019 Safran Cabin Inc. - Marysville (6073) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
3/11/2019 Safran Cabin Inc. - Marysville (6073) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/11/2019 Safran Cabin Inc. - Marysville (6073) COMP - COMPOSITES N/A Approved Spec Added
3/7/2019 Diamond Chrome Plating, Inc. (3618) CP09 - PLATING, CHROME ES-0602 Inactive Spec Removed
3/7/2019 Hohman Plating, LLC (3175) CP09 - PLATING, ZINC ASTM-B-633 Approved Spec Added

2/26/2019 PRAXAIR SURFACE TECH. - North Haven (3708) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/25/2019 Burton Industries Inc. (4233) HT - HEAT TREAT ASTM-B-194/196 Inactive Spec Removed
2/25/2019 Diamond Chrome Plating, Inc. (3618) CP11 - CONVERSION COATING, ALUMINUM ES-0667 Not Approved Spec Removed
2/25/2019 Rex Heat Treat (3749) HT - HEAT TREAT AMS-2772 Inactive Spec Removed
2/25/2019 Rosebank Engineering Pty Ltd (5422) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
2/13/2019 Southwest United Industries, Inc. (4185) CP09 - PLATING, NICKEL AMS-2424 Approved Spec Added
2/13/2019 Southwest United Industries, Inc. (4185) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Added
2/13/2019 Wyman-Gordon-SC (12283) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
2/11/2019 Stack Metallurgical Services, Inc. (3801) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
2/11/2019 Stack Metallurgical Services, Inc. (3801) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
2/11/2019 Stack Metallurgical Services, Inc. (3801) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
2/11/2019 Stack Metallurgical Services, Inc. (3801) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
2/11/2019 Stack Metallurgical Services, Inc. (3801) HT - HEAT TREAT AMS-2759/1 Approved Spec Modification
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2/7/2019 Wyman-Gordon - MA (3454) HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
2/7/2019 Wyman-Gordon - MA (3454) HT - HEAT TREAT AMS-H-81200 Inactive Spec Removed
2/7/2019 Wyman-Gordon - MA (3454) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
2/7/2019 Wyman-Gordon - MA (3454) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
2/7/2019 Wyman-Gordon - MA (3454) HT - HEAT TREAT AMS-2770 Inactive Spec Removed
2/7/2019 Wyman-Gordon - MA (3454) NDT - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Removed
2/6/2019 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, CHROME LGPS-1101 Approved Spec Added
2/5/2019 Ellwood Texas Forge - Navasota (12285) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/5/2019 Ellwood Texas Forge - Navasota (12285) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
2/5/2019 Ellwood Texas Forge - Navasota (12285) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
2/5/2019 Magellan Aerospace Processing - New York (4250) CP09 - PLATING, ZINC NICKEL LGPS-1106 Inactive Spec Removed
2/5/2019 Magellan Aerospace Processing - New York (4250) CP13 - PLATING, BRUSH ZINC NICKEL LGPS-1107 Inactive Spec Removed
2/5/2019 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Added
2/5/2019 Aero Finishing, LLC (14912) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/5/2019 Aero Finishing, LLC (14912) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Approved Spec Added
2/5/2019 Aero Finishing, LLC (14912) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
2/5/2019 Aero Finishing, LLC (14912) CP12 - PASSIVATION AMS-2700 Approved Spec Added
2/5/2019 Aero Finishing, LLC (14912) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
2/5/2019 Aero Finishing, LLC (14912) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
2/4/2019 PAS Technologies - Phoenix (3378) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Modification
2/4/2019 PAS Technologies - Phoenix (3378) CMSP - GRINDING, CHROME LGPS-7000 Approved Spec Modification
2/4/2019 Globe Grinding Corp (5871) CMSP - GRINDING, CHROME E.S. 5.127 Approved Spec Added
2/1/2019 Art Brass Aerospace Finishing (11279) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added

1/31/2019 Dip Braze, Inc. (3620) HT - BRAZING AWS-C3.7 Approved Spec Added
1/31/2019 Dip Braze, Inc. (3620) HT - HEAT TREAT AMS-2770 Approved Spec Added
1/24/2019 Saporito Finishing Co. (4274) CP09 - PLATING, CHROME AMS-2460 Inactive Spec Removed
1/24/2019 Saporito Finishing Co. (4274) CP09 - PLATING, CHROME AMS-2406 Inactive Spec Removed
1/18/2019 P B Fasteners (4949) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
1/17/2019 Plasma Technology (3703) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
1/17/2019 Southwest United Industries, Inc. (4185) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 type 3 Inactive Spec Removed
1/17/2019 Southwest United Industries, Inc. (4185) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Inactive Spec Removed
1/17/2019 Southwest United Industries, Inc. (4185) CP10 - ELECTROLESS PLATING, NICKEL LGPS-1104 Inactive Spec Removed
1/17/2019 Southwest United Industries, Inc. (4185) CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Inactive Spec Removed
1/17/2019 Weatherford Aerospace, LLC (4812) CP05 - CHEMICAL MILLING AMS-C-81769 Approved Spec Added
1/17/2019 Weatherford Aerospace, LLC (4812) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
1/17/2019 Wilson-Hurd division of Nelson-Miller (18975) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
1/16/2019 Jet Processing - Div of PCC (3269) CP15 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
1/16/2019 Jet Processing - Div of PCC (3269) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
1/15/2019 Imagineering Finishing Technologies (3203) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
1/15/2019 Imagineering Finishing Technologies (3203) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Inactive Spec Removed
1/15/2019 Imagineering Finishing Technologies (3203) CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
1/15/2019 Imagineering Finishing Technologies (3203) CP12 - PASSIVATION E.S. 6.19 Inactive Spec Removed
1/15/2019 Unitech Composites Inc. (6886) NDT - INSPECTION, ULTRASONIC ASTM-B-594 Approved Spec Added
1/15/2019 Imagineering Finishing Technologies (12220) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
1/15/2019 Imagineering Finishing Technologies (12220) CP12 - PASSIVATION AMS-2700 Approved Spec Added
1/15/2019 Imagineering Finishing Technologies (12220) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added
1/15/2019 Imagineering Finishing Technologies (12220) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
1/15/2019 Imagineering Finishing Technologies (12220) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
1/15/2019 Imagineering Finishing Technologies (12220) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Approved Spec Added
1/14/2019 Aluminum Precision Products - Santa Ana - Warner (4666) NDT - INSPECTION, ULTRASONIC ASTM-B-594 Approved Spec Added
1/14/2019 Bodycote Thermal Processing - Westminster (3516) HT - HEAT TREAT E.S. 5.14.26 Approved Spec Added
1/14/2019 Element Rancho Dominguez (3657) NDT - INSPECTION, ULTRASONIC ASTM-B-594 Approved Spec Added
1/14/2019 Tiodize Co., Inc. AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Removed
1/14/2019 Tiodize Co., Inc. CP08 - ANODIZE, TITANIUM AMS-2488 Not Approved Spec Removed
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1/11/2019 CASTINGPAR S.A. NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-2698 Conditional Spec Added
1/11/2019 CASTINGPAR S.A. WLD - WELDING E.S. 13.104 Approved Spec Added
1/11/2019 CASTINGPAR S.A. WLD - WELDING AMS-2694 Approved Spec Added
1/8/2019 MinebeaMitsumi Inc. - Fujisawa (5406) NDT - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added

12/19/2018 Peen-Rite Inc (5311) SE - MANUAL PEENING LGPS-1501 Approved Spec Added
12/19/2018 Liberty Inspection (4226) CP12 - PASSIVATION AMS-2700 Approved Spec Added
12/19/2018 Liberty Inspection (4226) CP01 - COATING, DRY FILM MIL-L-46010 Approved Spec Added
12/19/2018 Liberty Inspection (4226) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) HT - HEAT TREAT AMS-2759/6 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) HT - HEAT TREAT AMS-2759/7 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) HT - HEAT TREAT AMS-2759/10 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) HT - HEAT TREAT AMS-2801 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) HT - HEAT TREAT AMS-2774 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) HT - HEAT TREAT AMS-5663 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) HT - HEAT TREAT AMS-5962 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
12/13/2018 Accurate Steel Treating Inc (9860) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
12/12/2018 Active Magnetic Inspection (3099) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
12/12/2018 Active Magnetic Inspection (3099) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
12/12/2018 Active Magnetic Inspection (3099) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
12/12/2018 Active Magnetic Inspection (3099) CP12 - PASSIVATION AMS-2700 Approved Spec Added
11/29/2018 Anodic Inc. (3038) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) E.S. 6.45 Not Approved Spec Added
11/29/2018 DCI Aerotech Div. of Detroit Chrome Inc. (3616) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
11/29/2018 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, CADMIUM-TITANIUM MIL-STD-1500 Approved Spec Modification
11/29/2018 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, CADMIUM (LHE) AMS-2400 Approved Spec Modification
11/29/2018 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Modification
11/29/2018 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Approved Spec Modification
11/29/2018 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Modification
11/29/2018 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, NICKEL AMS-2424 Approved Spec Modification
11/29/2018 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Modification
11/29/2018 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Modification
11/29/2018 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Approved Spec Modification
11/29/2018 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
11/29/2018 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CMSP - GRINDING, CHROME LGPS-7000 Approved Spec Added
11/29/2018 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
11/28/2018 Asko Processing, Inc. (3049) CP09 - PLATING, TIN MIL-T-10727 Approved Spec Added
11/28/2018 Asko Processing, Inc. (3049) CP09 - PLATING, TIN ASTM-B-545 Approved Spec Added
11/27/2018 Bodycote Hot Isostatic Pressing (11031) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
11/27/2018 Bodycote Hot Isostatic Pressing (11031) HT - HOT ISOSTATIC PRESSURE E.S. 13.104 Approved Spec Added
11/27/2018 BODYCOTE Western Europe (6820) HT - HEAT TREAT E.S. 13.104 Approved Spec Added
11/27/2018 BODYCOTE Western Europe (6820) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
11/27/2018 BODYCOTE Western Europe (6820) AQS - QUALITY SYSTEM AS 9100 Approved Spec Removed
11/27/2018 Art Brass Aerospace Finishing (11279) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
11/27/2018 Art Brass Aerospace Finishing (11279) CP12 - PASSIVATION AMS-2700 Approved Spec Added
11/9/2018 TM Stewart Inc NA - COATING, VACUUM IMPREGNATED CHROME CPC-8220 Inactive Spec Removed
11/9/2018 TM Stewart Inc NA - COATING, VACUUM IMPREGNATED CHROME MIL-STD-276 Inactive Spec Removed
11/9/2018 TM Stewart Inc AQS - QUALITY SYSTEM MIL-I-45208 Inactive Spec Removed
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10/22/2018 BODYCOTE Western Europe (5241) HT - HEAT TREAT E.S. 21.9 Approved Spec Added
10/5/2018 Hi-Tech Metal Finishing, Inc. (11426) CP12 - TITANIUM CLEANING LGPS-8003 Approved Spec Added
10/4/2018 Groupe DCM Inc. - Montreal Site(4625) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Added
10/4/2018 Groupe DCM Inc. - Montreal Site(4625) NM - EDM (Electro Discharge Machining) N/A Inactive Spec Added
10/3/2018 Aerospace Metal Finishing (4994) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-A-8625 Inactive Spec Removed
9/27/2018 All Metals Processing of Orange County, LLC (3320) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Added
9/27/2018 All Metals Processing of Orange County, LLC (3320) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Added
9/19/2018 Davro (11036) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/19/2018 Davro (11036) CP12 - PASSIVATION AMS-2700 Approved Spec Added
9/12/2018 E.M.E. Inc. (4111) CP08 - ANODIZE, TITANIUM AMS-2488 Approved Spec Added
9/12/2018 ILCO Industries (5334) WLD - WELDING AWS-D17.1 Approved Spec Modification
9/12/2018 Industrial Tectonics Bearings Inc. (4100) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
9/12/2018 Industrial Tectonics Bearings Inc. (4100) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
9/12/2018 Industrial Tectonics Bearings Inc. (4100) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
9/12/2018 Industrial Tectonics Bearings Inc. (4100) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
9/12/2018 Industrial Tectonics Bearings Inc. (4100) HT - HEAT TREAT AMS-2759/1 Approved Spec Modification
9/11/2018 TFC Manufacturing, Inc. (5570) WLD - WELDING AWS-D17.2 Approved Spec Added
9/11/2018 TFC Manufacturing, Inc. (5570) HT - HEAT TREAT AMS-2770 Approved Spec Added
9/11/2018 TFC Manufacturing, Inc. (12866) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/11/2018 TFC Manufacturing, Inc. (12866) WLD - WELDING AWS-D17.1 Approved Spec Added
9/11/2018 TFC Manufacturing, Inc. (12866) WLD - WELDING AWS-D17.2 Approved Spec Added
9/3/2018 SURFACE TREATMENT NEDERLAND B.V (6014) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added

8/31/2018 Hohman Plating, LLC (3175) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/31/2018 Imagineering Finishing Technologies (3203) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
8/31/2018 International Hardcoat Inc. (3259) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/31/2018 Magnetic Inspection Laboratory, Inc. (3487) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/31/2018 Poly Metal Finishing, Inc. (3705) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/31/2018 Westfield Electroplating (3443) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
8/31/2018 Westfield Electroplating (3443) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/31/2018 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/31/2018 REM Surface Engineering AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
8/31/2018 REM Surface Engineering NA - ISOTROPIC SUPERFINISHING E.S. 6.206 Approved Spec Added
8/30/2018 AAA Plating & Inspection, Inc. (4342) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/30/2018 Asko Processing, Inc. (3049) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/30/2018 PAS Technologies - Phoenix (3378) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Modification
8/30/2018 PAS Technologies - Phoenix (3378) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/30/2018 Barry Avenue Plating (3067) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/30/2018 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT LGPS-2002 Approved Spec Added
8/30/2018 Embee Processing, LLC. (3337) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Modification
8/30/2018 Embee Processing, LLC. (3337) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/30/2018 Hixson Metal Finishing (3174) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/30/2018 K&L Anodizing (4908) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/29/2018 S&L Aerospace Metals LLC (3756) CMSP - GRINDING, CHROME LGPS-7000 Pulled Spec Removed
8/29/2018 S&L Aerospace Metals LLC (3756) CMSP - GRINDING, CHROME MIL-STD-866 Pulled Spec Removed
8/27/2018 Metal Finishing Co. - Murdock (8500) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
8/24/2018 Nassau Chrome Plating (4972) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Added
8/24/2018 Nassau Chrome Plating (4972) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
8/24/2018 Nassau Chrome Plating (4972) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
8/24/2018 Nassau Chrome Plating (4972) CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
8/24/2018 Nassau Chrome Plating (4972) CP09 - PLATING, THIN DENSE CHROME AMS-2438 Approved Spec Added
8/24/2018 Nassau Chrome Plating (4972) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
8/24/2018 Nassau Chrome Plating (4972) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
8/24/2018 Nassau Chrome Plating (4972) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Added
8/24/2018 Nassau Chrome Plating (4972) CP09 - PLATING, NICKEL AMS-2424 Approved Spec Added

Page (36) of (95)



Collins Aerospace Landing Systems
Document 200 Approved Processors - Revisions

Printed: 1/30/2024

8/24/2018 Nassau Chrome Plating (4972) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Added
8/24/2018 Nassau Chrome Plating (4972) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
8/24/2018 Nassau Chrome Plating (4972) CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Approved Spec Added
8/24/2018 Nassau Chrome Plating (4972) CP11 - CONVERSION COATING, ALUMINUM MIL-C-5541 Approved Spec Added
8/24/2018 Nassau Chrome Plating (4972) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
8/24/2018 Nassau Chrome Plating (4972) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Added
8/24/2018 Nassau Chrome Plating (4972) CP12 - PASSIVATION AMS-2700 Approved Spec Added
8/21/2018 E/M Coating Services (3640) CP08 - ANODIZE, TITANIUM AMS-2488 Approved Spec Modification
8/20/2018 Babcock Welding Co., Inc. (5469) AQS - QUALITY SYSTEM AC7004 Approved Spec Removed
8/16/2018 Embee Processing, LLC. (3337) CP09 - PLATING, SILVER AMS-2412 Approved Spec Added
8/9/2018 Har-Conn Chrome Co (3159) CP09 - PLATING, NICKEL - Cadmium Diffused AMS-2416 Approved Spec Added
8/9/2018 Har-Conn Chrome Co (3159) CP09 - PLATING, NICKEL - Cadmium Diffused E.S. 5.18 Approved Spec Added
8/9/2018 Imagineering Finishing Technologies (3203) CP10 - ELECTROLESS PLATING, NICKEL E.S. 6.90 Approved Spec Added
8/9/2018 Magnetic Inspection Laboratory, Inc. (3487) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) E.S. 6.45 Approved Spec Added
8/9/2018 Magnetic Inspection Laboratory, Inc. (3487) CP11 - CONVERSION COATING, ALUMINUM E.S. 6.29 Approved Spec Added
8/9/2018 Metal Improvement Co. - Addison (5455) SE - SHOT PEEN E.S. 5.30 Approved Spec Added
8/9/2018 Lake City Heat Treating (3298) HT - HEAT TREAT AMS-5659 Approved Spec Added
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) SE - MANUAL PEENING AMS-2430 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) CP15 - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) NDT - INSPECTION, MAGNETIC PARTICLE MM-5537 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) SE - SHOT PEEN MMC-137 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) SE - SHOT PEEN CP-0340 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) SE - SHOT PEEN AMS-2430 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) SE - SHOT PEEN CPC-6400 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) SE - SHOT PEEN BP-105 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) SE - SHOT PEEN AMS-S-13165 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) SE - SHOT PEEN PS-1201 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) CP02 - TEMPER ETCH INSPECTION AMS-2649 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) HT - STRESS RELIEF AMS-2759/11 Inactive Spec Removed
8/2/2018 METAL IMPROVEMENT CO. - Long Island (9990) HT - STRESS RELIEF AMS-H-6875 Inactive Spec Removed

7/31/2018 Anodizing & Paint TNM Inc. (4687) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
7/31/2018 Blackies Grinding Service (14427) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
7/31/2018 Blackies Grinding Service (14427) CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
7/31/2018 Blackies Grinding Service (14427) AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
7/30/2018 Plating Perceptions, Inc. (4563) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added
7/27/2018 Aerospace Processing India Pvt. Ltd. (API) (9772) CP12 - PASSIVATION AMS-2700 Approved Spec Added
7/27/2018 Vijaya Metal Finishers (8870) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
7/26/2018 Aerospace Processing India Pvt. Ltd. (API) (9772) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
7/26/2018 Aerospace Processing India Pvt. Ltd. (API) (9772) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
7/26/2018 Aerospace Processing India Pvt. Ltd. (API) (9772) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
7/26/2018 Aerospace Processing India Pvt. Ltd. (API) (9772) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
7/26/2018 Aerospace Processing India Pvt. Ltd. (API) (9772) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
7/26/2018 Aerospace Processing India Pvt. Ltd. (API) (9772) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
7/26/2018 Aerospace Processing India Pvt. Ltd. (API) (9772) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/26/2018 Therelek Engineers Private Limited (5999) HT - HEAT TREAT AMS-2770 Approved Spec Added
7/26/2018 Curtiss Wright Surface Technologies India Pvt Ltd (11527) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/26/2018 Curtiss Wright Surface Technologies India Pvt Ltd (11527) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/19/2018 HPF S.r.l. (11729) HT - HEAT TREAT AMS-2759/5 Inactive Spec Removed
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7/19/2018 Hi-Tech Metal Finishing, Inc. (11426) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
7/18/2018 HTG Hi Tech Aero (3196) HT - HEAT TREAT AMS-5678 Approved Spec Added
7/18/2018 HTG Hi Tech Aero (3196) HT - HEAT TREAT AMS-5737 Approved Spec Added
7/17/2018 Anoplate Corp. (4719) CP11 - CONVERSION COATING, ALUMINUM E.S. 6.29 Approved Spec Added
7/9/2018 Southwest United Industries, Inc. (4185) CT - STRIPPING, HVOF LGPS-1300 Approved Spec Modification
7/5/2018 Therelek Engineers Private Limited (5999) HT - HEAT TREAT AMS-2759 Approved Spec Added
7/5/2018 Therelek Engineers Private Limited (5999) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
7/5/2018 Therelek Engineers Private Limited (5999) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
7/5/2018 Therelek Engineers Private Limited (5999) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
7/5/2018 Therelek Engineers Private Limited (5999) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
7/5/2018 Therelek Engineers Private Limited (5999) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
7/5/2018 Therelek Engineers Private Limited (5999) HT - HEAT TREAT AMS-2759/6 Approved Spec Added
7/5/2018 Therelek Engineers Private Limited (5999) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/5/2018 Indo-MIM Pvt.Ltd.(10842) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
7/5/2018 Indo-MIM Pvt.Ltd.(10842) CP09 - PLATING, CADMIUM (LHE) E.S. 6.18 Approved Spec Added
7/5/2018 Indo-MIM Pvt.Ltd.(10842) CP09 - PLATING, CHROME E.S. 6.131 Approved Spec Added
7/5/2018 Indo-MIM Pvt.Ltd.(10842) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
7/5/2018 Vijaya Metal Finishers (8870) CP01 - COATING, PAINT APPLICATION E.S. 6.122 Approved Spec Added
7/3/2018 Amitronics Pvt. Ltd. (9222) AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Added

6/28/2018 Modern Metal Finishing Inc (8492) CP11 - CONVERSION COATING, ALUMINUM E.S. 6.29 Approved Spec Added
6/28/2018 Modern Metal Finishing Inc (8492) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
6/26/2018 Chemtron Anodize Co. (5657) CP12 - PASSIVATION E.S. 6.19 Inactive Spec Added
6/20/2018 HITEMCO (3173) CT - HVOF E.S. 6.195 Approved Spec Modification
6/20/2018 Southwest United Canada Inc. - CEEL Limited (5208) CT - HVOF E.S. 6.195 Approved Spec Modification
6/20/2018 Pelcoat LLC dba Nation Coating Systems (10545) CT - HVOF E.S. 6.195 Approved Spec Modification
6/19/2018 Har-Conn Chrome Co (3159) CP09 - PLATING, CHROME E.S. 6.131 Approved Spec Added
6/14/2018 W Pat Crow Forgings (4177) HT - HEAT TREAT BP-106 Approved Spec Added
6/11/2018 Westfield Electroplating (3443) CP09 - PLATING, CADMIUM (LHE) E.S. 6.18 Approved Spec Added
6/4/2018 CASTINGPAR S.A. AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
6/4/2018 CASTINGPAR S.A. NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
6/4/2018 CASTINGPAR S.A. NDT - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added

5/29/2018 METAL IMPROVEMENT CO-ST TRUIDEN (5534) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/29/2018 Cyclone Polska sp. z o. o. (15730) CP15 - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Added
5/28/2018 Cyclone Polska sp. z o. o. (15730) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/24/2018 Allen Aircraft Products, Inc. (4339) CP08 - ANODIZE ALUMINUM - HARD with TEFLON E.S. 6.107 Approved Spec Modification
5/22/2018 Fokker Landing Gear B.V. (7454) SE - FLAPPER / ROTO PEENING AMS-2590 Inactive Spec Added
5/18/2018 AeroTek Manufacturing Limited - (4434) CP07 - IVD, ALUMINUM AMS-2427 Approved Spec Modification
5/18/2018 AeroTek Manufacturing Limited - (4434) CP07 - IVD, ALUMINUM MIL-DTL-83488 Approved Spec Modification
5/17/2018 Abrasive Finishing Co. (5490) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Asko Processing, Inc. (3049) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Peen-Rite Inc (5311) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Hydro Honing D/B/A Peening Tech. of CT (4068) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Valence Paramount (4428) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Goodrich Landing Systems - Burlington (4420) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Hytek Finishes (4508) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Magellan Aerospace Processing - New York (4250) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 METAL IMPROVEMENT CO. - Blue Ash (4724) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Metal Improvement Co. - Brampton (5532) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Metal Improvement Co. - Grand Prairie (5535) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Metal Improvement Co. - Phoenix (4834) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Curtiss Wright Metal Improvement Co. - Santa Ana (4070) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 METAL IMPROVEMENT CO. - Twinsburg (5229) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 National Shot Peening Inc. (4558) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 3P Processing LLC. (3310) SE - MANUAL PEENING AMS-2430 Approved Spec Added
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5/17/2018 Protective Coatings, Inc. (4566) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Southwest United Canada Inc.(4197) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Southwest United Industries, Inc. (4185) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Tecnickrome Aeronautique Inc. (4760) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Aerosphere Inc. (8507) SE - SHOT PEEN AMS-2430 Approved Spec Added
5/17/2018 Southwest United de Mexico S.A de C.V (10581) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/17/2018 Metal Finishing Co. - McLean (3499) SE - MANUAL PEENING AMS-2430 Inactive Spec Added
5/17/2018 Industrial Metal Finishing (5712) SE - MANUAL PEENING AMS-2430 Approved Spec Added
5/16/2018 Southwest United Industries, Inc. (4185) SE - FLAPPER / ROTO PEENING AMS-2590 Inactive Spec Removed
5/10/2018 Mistras Services Inc (3242) NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Inactive Spec Removed
5/7/2018 GOODRICH AEROSPACE POLAND SP. Z O.O. RZESZOW (11317) NDT - INSPECTION, LIQUID PENETRANT E.S. 10.70 Approved Spec Added
5/1/2018 Aerospace Metal Finishing (4994) CP09 - PLATING, CADMIUM-TITANIUM LGPS-1103 Inactive Spec Removed
5/1/2018 Aerospace Metal Finishing (4994) CP09 - PLATING, CADMIUM-TITANIUM MIL-STD-1500 Inactive Spec Removed
5/1/2018 Hytek Finishes (4508) CP09 - PLATING, ZINC NICKEL LGPS-1106 Approved Spec Added

4/27/2018 Anoplate Corp. (4719) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) E.S. 6.16 Approved Spec Added
4/27/2018 Anoplate Corp. (4719) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.16 Approved Spec Added
4/25/2018 Ogden Air Logistics (Hill AFB) CP15 - PRE-PENETRANT ETCH See limitations Inactive Spec Added
4/19/2018 Metal Surfaces Inc. (3501) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
4/18/2018 Certified Steel Treating Corp. (4256) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
4/18/2018 Certified Steel Treating Corp. (4256) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
4/18/2018 Certified Steel Treating Corp. (4256) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
4/18/2018 Certified Steel Treating Corp. (4256) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
4/18/2018 Certified Steel Treating Corp. (4256) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
4/18/2018 Certified Steel Treating Corp. (4256) HT - HEAT TREAT AMS-2759/7 Approved Spec Added
4/18/2018 Certified Steel Treating Corp. (4256) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
4/18/2018 Dynachrome (9226) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
4/18/2018 Dynachrome (9226) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
4/18/2018 Dynachrome (9226) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
4/18/2018 Dynachrome (9226) CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP01 - COATING, DRY FILM MIL-L-81329 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP01 - COATING, DRY FILM MIL-L-23398 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP10 - ELECTROLESS PLATING, NICKEL AMS-2405 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP08 - ANODIZE, TITANIUM AMS-2488 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP12 - TITANIUM CLEANING ASTM-B-600 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
4/16/2018 Har-Conn Chrome Co (3159) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Added
4/16/2018 Westfield Electroplating (3443) HT - STRESS RELIEF AMS-H-6875 Inactive Spec Removed
4/16/2018 Westfield Electroplating (3443) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
4/16/2018 Westfield Electroplating (3443) CP08 - ANODIZE, TITANIUM AMS-2488 Approved Spec Added
4/16/2018 Anoplate Corp. (4719) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
4/16/2018 Anoplate Corp. (4719) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
4/16/2018 Anoplate Corp. (4719) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
4/16/2018 Anoplate Corp. (4719) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Added
4/16/2018 Anoplate Corp. (4719) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
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4/12/2018 Interface Welding (5594) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
4/11/2018 Hytek Finishes (4508) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Added
4/11/2018 Hytek Finishes (4508) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Approved Spec Added
4/6/2018 Westmoreland Mechanical  Testing (3445) NA - LABORATORY / TESTING AC7122 Approved Spec Added
4/6/2018 Techmetals, Inc (4210) CP10 - ELECTROLESS PLATING, NICKEL UltraKoat* Approved Spec Added
4/6/2018 Techmetals, Inc (4210) CP09 - PLATING, ZINC NICKEL E.S. 6.215 Approved Spec Added
4/6/2018 Imagineering Finishing Tech Indianapolis (9809) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/6/2018 Imagineering Finishing Tech Indianapolis (9809) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
4/6/2018 Imagineering Finishing Tech Indianapolis (9809) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
4/6/2018 Imagineering Finishing Tech Indianapolis (9809) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
4/5/2018 Hohman Plating, LLC (3175) CP01 - COATING, DRY FILM E.S. 6.156 Approved Spec Added
4/4/2018 PCC GTA - Vaughan CMSP - GRINDING, HVOF LGPS-7010 Inactive Spec Removed
4/4/2018 Southwest United Canada Inc.(4197) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Inactive Spec Removed
4/4/2018 Southwest United Canada Inc.(4197) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-A-8625 Inactive Spec Removed
4/3/2018 Valence Everett (Blue Streak Finishers) (4405) CP12 - PASSIVATION AMS-2700 Inactive Spec Removed

3/29/2018 Interface Welding (5594) WLD - WELDING LGPS-5002 Approved Spec Modification
3/29/2018 Rex Heat Treat (3749) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
3/29/2018 Rex Heat Treat (3749) HT - HEAT TREAT AMS-2771 Approved Spec Added
3/29/2018 AMZ Manufacturing (8745) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
3/29/2018 AMZ Manufacturing (8745) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Added
3/29/2018 AMZ Manufacturing (8745) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Added
3/29/2018 AMZ Manufacturing (8745) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
3/29/2018 AMZ Manufacturing (8745) CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/29/2018 AMZ Manufacturing (8745) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
3/29/2018 AMZ Manufacturing (8745) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Approved Spec Added
3/28/2018 METAL IMPROVEMENT CO. - Newbury (4526) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
3/28/2018 METAL IMPROVEMENT CO. - Newbury (4526) SE - SHOT PEEN AMS-2430 Inactive Spec Removed
3/23/2018 Taylor Certified Processing, Inc. (5114) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-A-8625 Inactive Spec Removed
3/21/2018 Fokker Landing Gear B.V. (7454) CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Approved Spec Added
3/9/2018 U.S. Chrome Corp. of Connecticut (7178) CP09 - PLATING, CHROME E.S. 6.131 Approved Spec Added
3/9/2018 U.S. Chrome Corp. of Connecticut (7178) CP09 - PLATING, CHROME E.S. 6.194 Approved Spec Added
3/9/2018 U.S. Chrome Corp. of Connecticut (7178) CP10 - ELECTROLESS PLATING, NICKEL E.S. 6.193 Approved Spec Added
3/9/2018 U.S. Chrome Corp. of Connecticut (7178) CP10 - ELECTROLESS PLATING, NICKEL E.S. 6.118 Approved Spec Added
3/7/2018 Aerocom Inspection Service Ltd (3111) NDT - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/7/2018 Aluminum Precision Products - Santa Ana - Susan (7728) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/7/2018 Aluminum Precision Products - Santa Ana - Susan (7728) HT - HEAT TREAT AMS-2772 Approved Spec Added
3/7/2018 Aluminum Precision Products - Santa Ana - Susan (7728) HT - HEAT TREAT AMS-H-6088 Approved Spec Added
3/7/2018 Aluminum Precision Products - Santa Ana - Susan (7728) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/7/2018 Aluminum Precision Products - Santa Ana - Susan (7728) NDT - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/6/2018 Micro-Tronics Inc. (7061) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/6/2018 Micro-Tronics Inc. (7061) NM - EDM (Electro Discharge Machining) N/A Approved Spec Added
3/5/2018 CAMETOID TECHNOLOGIES, INC. CP07 - IVD, ALUMINUM MIL-DTL-83488 Inactive Spec Removed
3/5/2018 CAMETOID TECHNOLOGIES, INC. AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
3/2/2018 Asahi Kinzoku Kogyo Co. Ltd. - Anpachi (5018) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 AAA Plating & Inspection, Inc. (4342) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Advanced Coating Technique (4813) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Howmet Aerospace (3316) NDT - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 All Metals Processing of Orange County, LLC (3320) CP02 - PRE-PENETRANT ETCH AC7108/02 Approved Spec Added
3/2/2018 Alp Aviation (7440) NDT - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Anodizing & Paint TNM Inc. (4687) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 PAS Technologies - Kansas City (5202) NDT - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 PAS Technologies - Phoenix (3378) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 PCC Structurals – San Leandro (3456) NDT - PRE-PENETRANT ETCH AC7108/15 Not Approved Spec Removed
3/2/2018 Barry Avenue Plating (3067) CP15 - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Added
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3/2/2018 B-G Detection Services (4490) CP02 - PRE-PENETRANT ETCH AC7108/02 Approved Spec Added
3/2/2018 Valence Everett (Blue Streak Finishers) (4405) CP15 - PRE-PENETRANT ETCH AC7108/15 Superceded Spec Added
3/2/2018 Bowman Plating, Inc (4199) CP15 - PRE-PENETRANT ETCH AC7108/02 Approved Spec Added
3/2/2018 Brampton Processing (4648) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Embee Processing, LLC. (3337) NDT - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Fokker Landing Gear B.V. (7454) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Mistras Services - Cudahy (3144) CP15 - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Added
3/2/2018 Heroux Devtek - Longueuil CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP09 - PLATING, CADMIUM (LHE) CPC-8215 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP09 - PLATING, CADMIUM (LHE) CPC-8204 Superceded Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP09 - PLATING, CADMIUM-TITANIUM MIL-STD-1500 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP09 - PLATING, CADMIUM-TITANIUM LGPS-1103 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP09 - PLATING, CHROME AMS-QQ-C-320 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP09 - PLATING, CHROME MIL-STD-1501 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP09 - PLATING, CHROME AMS-2460 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP09 - PLATING, CHROME LGPS-1101 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil SE - SHOT PEEN AMS-2430 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
3/2/2018 Heroux Devtek - Longueuil SE - SHOT PEEN CPC-6400 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil HT - STRESS RELIEF AMS-H-6875 Inactive Spec Removed
3/2/2018 Heroux Devtek - Longueuil CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
3/2/2018 Hixson Metal Finishing (3174) CP02 - PRE-PENETRANT ETCH AC7108/02 Approved Spec Added
3/2/2018 K&L Anodizing (4908) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
3/2/2018 Kamatics Corp. (4548) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 ATI Forged Products (3297) NDT - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Magellan Aerospace Processing - New York (4250) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Valence Seattle (4200) CP02 - PRE-PENETRANT ETCH AC7108/02 Approved Spec Added
3/2/2018 Magnetic Inspection Laboratory, Inc. (3487) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Mitchell Laboratories (3214) NDT - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 3P Processing LLC. (3310) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
3/2/2018 Smiths Tubular Systems - Laconia (3303) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Southwest United Canada Inc.(4197) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Southwest United Industries, Inc. (4185) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Sifco Forge Group (3777) CP15 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
3/2/2018 Sumitomo Precision Products Co. Ltd. (5058) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 SURFACE TREATMENT NEDERLAND B.V (6014) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
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3/2/2018 Taylor Certified Processing, Inc. (5114) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Tecnickrome Aeronautique Inc. (4760) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Tekalia Aeronautik (2010) Inc (7875) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Aaxon Labs, Inc. (4574) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Southwest United de Mexico S.A de C.V (10581) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Metal Finishing Co. - McLean (3499) CP15 - PRE-PENETRANT ETCH AC7108/15 Inactive Spec Added
3/2/2018 Metal Finishing Co. - Chihuahua (10847) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Fucine Umbre (8092) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Aerospace Welding Inc. - Quebec (6347) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Metal Finishing Co. - Murdock (8500) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Hi-Tech Metal Finishing, Inc. (11426) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Selmet Inc (3763) CP02 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added
3/2/2018 Vijaya Metal Finishers (8870) CP02 - PRE-PENETRANT ETCH AC7108/2 Approved Spec Added
3/2/2018 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP15 - PRE-PENETRANT ETCH AC7108/15 Approved Spec Added

2/26/2018 Aircraft X-Ray Laboratories, Inc. (3314) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Approved Spec Added
2/26/2018 Aircraft X-Ray Laboratories, Inc. (3314) CP12 - PASSIVATION AMS-2700 Approved Spec Added
2/26/2018 Aircraft X-Ray Laboratories, Inc. (3314) CP01 - COATING, DRY FILM MIL-L-46010 Approved Spec Added
2/26/2018 Bowman Plating, Inc (4199) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
2/26/2018 Metal Improvement Co. - Windsor (4852) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
2/26/2018 Metal Improvement Co. - Windsor (4852) SE - SHOT PEEN AMS-2430 Approved Spec Added
2/26/2018 Metal Improvement Co. - Windsor (4852) SE - SHOT PEEN BP-105 Not Approved Spec Added
2/26/2018 Metal Improvement Co. - Windsor (4852) SE - SHOT PEEN CP-0340 Not Approved Spec Added
2/26/2018 Metal Improvement Co. - Windsor (4852) SE - SHOT PEEN PS-1201 Not Approved Spec Added
2/16/2018 PAC - Rancho / dba Consolidated Precision Products(3569) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/16/2018 PAC - Rancho / dba Consolidated Precision Products(3569) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
2/16/2018 PAC - Rancho / dba Consolidated Precision Products(3569) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
2/7/2018 Kobe Steel Ltd (5416), HT - HEAT TREAT AMS-2770 Not Approved Spec Removed
2/7/2018 Kobe Steel Ltd (5416), HT - HEAT TREAT AMS-2772 Not Approved Spec Removed
2/7/2018 Kobe Steel Ltd (5416), NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Not Approved Spec Removed
2/7/2018 Kobe Steel Ltd (5416), AQS - QUALITY SYSTEM JISQ9100 Inactive Spec Added
2/6/2018 Heroux Devtek Laval (4589) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
2/6/2018 Heroux Devtek Laval (4589) CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
2/2/2018 Rosebank Engineering Pty Ltd (5422) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Approved Spec Added
2/1/2018 Element Cleveland (4344) AQS - QUALITY SYSTEM ISO 17025 Approved Spec Added
2/1/2018 Tensile Testing Metallurgical Laboratory (4097) NA - LABORATORY / TESTING ISO 17025 Approved Spec Modification
2/1/2018 Howmet Global Fasteners & Rings, Inc. - City of Industry (4027) HT - HEAT TREAT AMS-2769 Approved Spec Added
2/1/2018 Howmet Global Fasteners & Rings, Inc. - City of Industry (4027) HT - HEAT TREAT AMS-5629 Approved Spec Added
2/1/2018 Howmet Global Fasteners & Rings, Inc. - City of Industry (4027) HT - HEAT TREAT AMS-2801 Approved Spec Added

1/30/2018 NSL Analytical Services (3236) AQS - QUALITY SYSTEM ISO 17025 Inactive Spec Modification
1/29/2018 Phoenix Spring Company (3975) CP12 - PASSIVATION AMS-QQ-P-35 Approved Spec Added
1/29/2018 Phoenix Spring Company (3975) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
1/29/2018 Phoenix Spring Company (3975) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
1/29/2018 Phoenix Spring Company (3975) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
1/29/2018 Hercules Heat Treating Corp (3166) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
1/29/2018 Dioxid Sp. Z o.o. (12271) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
1/29/2018 Dioxid Sp. Z o.o. (12271) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Approved Spec Added
1/18/2018 Modern Industries, Inc. (3215) AQS - QUALITY SYSTEM AS 9100 Approved Spec Removed
1/18/2018 Modern Industries (7006) AQS - QUALITY SYSTEM AS 9100 Approved Spec Removed
1/17/2018 Newton Heat Treating Co. (4179) HT - HEAT TREAT AMS-H-6088 Approved Spec Added
1/17/2018 Quality Heat Treating (4407) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
1/16/2018 Tekalia Aeronautik (2010) Inc (7875) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
1/11/2018 Embee Processing, LLC. (3337) CP10 - ELECTROLESS PLATING, NICKEL AMS-2405 Inactive Spec Removed
1/11/2018 Embee Processing, LLC. (3337) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MIL-DTL-16232 Inactive Spec Removed
1/11/2018 ST&I Inc. - Surface Treatment & Inspection (3800) CP05 - CHEMICAL MILLING MIL-C-81769 Approved Spec Added
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1/11/2018 ST&I Inc. - Surface Treatment & Inspection (3800) CP05 - CHEMICAL MILLING AMS-C-81769 Approved Spec Added
1/11/2018 Electron Beam Welding - CA (3648) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
1/10/2018 Kryler Corp. (4377) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
1/10/2018 Merrill Aviation Inc. (10259) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Approved Spec Added
1/9/2018 Barry Avenue Plating (3067) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
1/9/2018 Dixon Hard Chrome, Inc (4214) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
1/9/2018 Dixon Hard Chrome, Inc (4214) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
1/9/2018 Dixon Hard Chrome, Inc (4214) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
1/6/2018 Hytek Finishes (4508) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN AMS-2481 Inactive Spec Removed
1/4/2018 Manufacturing Technology, Inc. (5530) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
1/3/2018 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT AMS-S-6090 Inactive Spec Removed
1/3/2018 Ducommun AeroStructures El Mirage (3110) CP05 - CHEMICAL MILLING AMS-C-81769 Approved Spec Added

12/4/2017 Brampton Processing (4648) CP12 - TITANIUM CLEANING LGPS-8003 Approved Spec Added
12/1/2017 Magnetic Inspection Laboratory, Inc. (3487) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
12/1/2017 Magnetic Inspection Laboratory, Inc. (3487) CP09 - PLATING, CADMIUM (LHE) E.S. 6.18 Approved Spec Added
12/1/2017 Magnetic Inspection Laboratory, Inc. (3487) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added

11/28/2017 Southwest United Canada Inc. - CEEL Limited (5208) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
11/20/2017 Mecaer America Inc. (12134) CMSP - GRINDING, HVOF LGPS-7010 Approved Spec Added
11/20/2017 GOODRICH AEROSPACE POLAND SP. Z O.O. RZESZOW (11317) CP11 - CONVERSION COATING, ALUMINUM E.S. 6.29 Inactive Spec Removed
11/17/2017 National Peening - OH (11488) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
11/1/2017 All Metals Processing of Orange County, LLC (3320) CP02 - TEMPER ETCH INSPECTION MM-5512 Approved Spec Added
11/1/2017 All Metals Processing of Orange County, LLC (3320) NDT - INSPECTION, MAGNETIC PARTICLE MM-5537 Approved Spec Added

10/31/2017 CIRCOR Aerospace Inc. (4581) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
10/27/2017 Shimadzu Corp. AQS - QUALITY SYSTEM JISQ9100 Inactive Spec Removed
10/25/2017 American Testing Services LTD (4187) NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Approved Spec Added
10/25/2017 American Testing Services LTD (4187) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
10/19/2017 Valence Paramount (4428) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
10/17/2017 All Metals Processing of Orange County, LLC (3320) CP01 - COATING, DRY FILM AS-5272 Approved Spec Added
10/17/2017 All Metals Processing of Orange County, LLC (3320) CP09 - PLATING, CADMIUM-TITANIUM MIL-STD-1500 Approved Spec Added
10/17/2017 All Metals Processing of Orange County, LLC (3320) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
10/17/2017 Universal Aerospace Company (10647) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/17/2017 Universal Aerospace Company (10647) WLD - WELDING AWS-D17.1 Approved Spec Added
10/16/2017 E/M Coating Services (3640) CP01 - COATING, DRY FILM AS-5272 Approved Spec Added
10/16/2017 E/M Coating Services (3640) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
10/16/2017 Electrolizing, Inc. (4228) CP09 - PLATING, CHROME AMS-2460 Not Approved Spec Added
10/16/2017 Electrolizing, Inc. (4228) CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
10/16/2017 Electrolizing, Inc. (4228) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
10/16/2017 K&L Anodizing (4908) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
10/13/2017 Southwest United Canada Inc. - CEEL Limited (5208) CMSP - GRINDING, HVOF AMS-2449 Approved Spec Added
10/13/2017 Southwest United Canada Inc. - CEEL Limited (5208) CT - HVOF AMS-2448 Approved Spec Added
10/13/2017 GOODRICH AEROSPACE POLAND SP. Z O.O. RZESZOW (11317) CP01 - COATING, PAINT APPLICATION E.S. 6.202 Approved Spec Added
10/13/2017 GOODRICH AEROSPACE POLAND SP. Z O.O. RZESZOW (11317) CP01 - COATING, PAINT APPLICATION E.S. 6.123 Approved Spec Added
10/13/2017 GOODRICH AEROSPACE POLAND SP. Z O.O. RZESZOW (11317) CP01 - COATING, PAINT APPLICATION E.S. 6.124 Approved Spec Added
10/13/2017 GOODRICH AEROSPACE POLAND SP. Z O.O. RZESZOW (11317) CP01 - COATING, PAINT APPLICATION E.S. 6.182 Approved Spec Added
10/13/2017 GOODRICH AEROSPACE POLAND SP. Z O.O. RZESZOW (11317) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/29/2017 B-D Industries, Inc. (3847) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 Inactive Spec Removed
9/29/2017 B-D Industries, Inc. (3847) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-A-8625 Inactive Spec Removed
9/27/2017 Weatherford Aerospace, LLC (4812) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/27/2017 Weatherford Aerospace, LLC (4812) CP05 - CHEMICAL MILLING LGPS-8003 Approved Spec Added
9/19/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) SE - SHOT PEEN AMS-2430 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP12 - TITANIUM CLEANING ASTM-B-600 Approved Spec Added
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9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP02 - TEMPER ETCH INSPECTION AMS-2649 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, CHROME AMS-2438 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP09 - PLATING, CHROME MIL-STD-1501 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN AMS-2480 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN AMS-2481 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MIL-DTL-13924 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE AMS-2485 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP12 - PASSIVATION AMS-2700 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
9/18/2017 DCI Aerotech Div. of Detroit Chrome Inc. (3616) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
8/29/2017 AAA Plating & Inspection, Inc. (4342) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 Allen Aircraft Products, Inc. (4339) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 Asko Processing, Inc. (3049) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 E/M Coating Services (3640) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 PAS Technologies - Phoenix (3378) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 Barry Avenue Plating (3067) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 B-G Detection Services (4490) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 California Metal Processing (4012) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 Diamond Chrome Plating, Inc. (3618) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 Embee Processing, LLC. (3337) CP12 - PASSIVATION ASTM-A-967 Approved Spec Removed
8/29/2017 E.M.E. Inc. (4111) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 Mistras Services - Cudahy (3144) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 Golden State Magnetic & Penetrant Lab, Inc. (4729) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 Hytek Finishes (4508) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 K&L Anodizing (4908) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 Pacific Magnetic & Penetrant Co., Inc. (3251) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 Protective Coatings, Inc. (4566) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 Southwest United Industries, Inc. (4185) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 Sumitomo Precision Products Co. Ltd. (5058) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 Southwest United de Mexico S.A de C.V (10581) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Removed
8/29/2017 Hi-Tech Metal Finishing, Inc. (11426) CP12 - PASSIVATION CP-0520 Approved Spec Removed
8/28/2017 Bodycote Thermal Processing - Rancho Dominguez (3526) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
8/28/2017 Bodycote Thermal Processing - Rancho Dominguez (3526) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
8/23/2017 Magellan Aerospace Processing - New York (4250) CP12 - PASSIVATION MIL-S-5002 Inactive Spec Modification
8/23/2017 Westfield Electroplating (3443) CP12 - PASSIVATION MIL-S-5002 Inactive Spec Modification
8/12/2017 Industrial Metal Finishing (5712) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
8/12/2017 Industrial Metal Finishing (5712) SE - SHOT PEEN AMS-2430 Approved Spec Added
8/12/2017 Industrial Metal Finishing (5712) SE - SHOT PEEN PS-1201 Approved Spec Added
8/12/2017 Industrial Metal Finishing (5712) SE - SHOT PEEN CPC-6400 Approved Spec Added
8/12/2017 Industrial Metal Finishing (5712) SE - SHOT PEEN BP-105 Approved Spec Added
8/12/2017 Industrial Metal Finishing (5712) SE - SHOT PEEN CP-0340 Approved Spec Added
8/12/2017 Industrial Metal Finishing (5712) SE - SHOT PEEN MMC-137 Approved Spec Added
8/7/2017 Central Metal Finishing (3548) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
8/5/2017 B-G Detection Services (4490) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
8/4/2017 Thermi-Garonne  (6765) HT - HEAT TREAT AMS-2770 Inactive Spec Removed
8/4/2017 Thermi-Garonne  (6765) HT - HEAT TREAT AMS-2801 Inactive Spec Removed
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8/4/2017 Thermi-Garonne  (6765) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
8/4/2017 Thermi-Garonne  (6765) HT - HEAT TREAT AMS-2759/3 Approved Spec Added

7/31/2017 Doncasters Southern Tool (4425) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/27/2017 Metal Surfaces Inc. (3501) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Added
7/27/2017 Harbor Castings, Inc. (16586) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/27/2017 Harbor Castings, Inc. (16586) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
7/25/2017 Plasma Technology (3703) CT - HVOF AMS-2447 Approved Spec Added
7/25/2017 Plasma Technology (3703) CT - GRINDING, HVOF LGPS-7010 Approved Spec Added
7/20/2017 American Testing Services LTD (4187) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/20/2017 American Testing Services LTD (4187) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
7/20/2017 American Testing Services LTD (4187) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
7/20/2017 H&S Inspection Service Inc. (3154) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
7/20/2017 H&S Inspection Service Inc. (3154) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Added
7/7/2017 Interface Welding (5594) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
7/6/2017 GOODRICH AEROSPACE POLAND SP. Z O.O. RZESZOW (11317) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.16 Approved Spec Added
7/5/2017 Ogden Air Logistics (Hill AFB) SE - SHOT PEEN AMS-2430 Inactive Spec Added
7/5/2017 Ogden Air Logistics (Hill AFB) CP09 - PLATING, NICKEL MIL-STD-868 Inactive Spec Added
7/5/2017 Ogden Air Logistics (Hill AFB) CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Inactive Spec Added
7/5/2017 Ogden Air Logistics (Hill AFB) CP09 - PLATING, CHROME MIL-STD-1501 Inactive Spec Added
7/5/2017 Ogden Air Logistics (Hill AFB) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Added
7/5/2017 Ogden Air Logistics (Hill AFB) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Added
7/5/2017 Ogden Air Logistics (Hill AFB) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Inactive Spec Added
7/5/2017 Ogden Air Logistics (Hill AFB) HT - STRESS RELIEF AMS-2759/11 Inactive Spec Added
7/5/2017 Ogden Air Logistics (Hill AFB) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Added
7/5/2017 Ogden Air Logistics (Hill AFB) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Added

6/30/2017 GOODRICH AEROSPACE POLAND SP. Z O.O. RZESZOW (11317) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
6/28/2017 Interface Welding (5594) WLD - WELDING MIL-STD-1252 Approved Spec Added
6/27/2017 Hohman Plating, LLC (3175) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added
6/26/2017 Manufacturing Technology, Inc. (5530) WLD - WELDING CPC-5306 Approved Spec Added
6/26/2017 Manufacturing Technology, Inc. (5530) WLD - WELDING LGPS-5002 Approved Spec Added
6/26/2017 Manufacturing Technology, Inc. (5530) WLD - WELDING MIL-STD-1252 Approved Spec Added
6/22/2017 GOODRICH AEROSPACE POLAND SP. Z O.O. RZESZOW (11317) SE - SHOT PEEN E.S. 5.30 Approved Spec Added
6/15/2017 Techmetals, Inc (4210) CP10 - ELECTROLESS PLATING, NICKEL AMS-2405 Approved Spec Added
6/15/2017 Techmetals, Inc (4210) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
6/15/2017 Techmetals, Inc (4210) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Added
6/15/2017 Techmetals, Inc (4210) CP09 - PLATING, CHROME E.S. 6.131 Approved Spec Added
6/15/2017 Techmetals, Inc (4210) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.16 Approved Spec Added
6/15/2017 Techmetals, Inc (4210) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added
6/15/2017 Techmetals, Inc (4210) CP11 - CONVERSION COATING, ALUMINUM E.S. 6.29 Approved Spec Added
6/13/2017 Quality Aluminum Forge (4427) HT - HEAT TREAT AMS-2772 Approved Spec Removed
6/13/2017 Quality Aluminum Forge (4427) HT - HEAT TREAT MIL-H-6088 Approved Spec Removed
6/13/2017 Quality Aluminum Forge (4427) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
6/13/2017 Quality Aluminum Forge (4427) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/31/2017 Precision Coil Spring (4041) HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
5/31/2017 Precision Coil Spring (4041) HT - HEAT TREAT AMS-2801 Inactive Spec Removed
5/30/2017 Valence Everett (Blue Streak Finishers) (4405) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
5/30/2017 Valence Everett (Blue Streak Finishers) (4405) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
5/30/2017 Valence Everett (Blue Streak Finishers) (4405) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
5/30/2017 Valence Everett (Blue Streak Finishers) (4405) SE - SHOT PEEN AMS-2430 Approved Spec Added
5/30/2017 J. D. Ott Company, Inc. (4334) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
5/30/2017 AIM Aerospace Sumner Inc. (6183) COMP - COMPOSITES N/A Approved Spec Added
5/30/2017 Southwest United Canada Inc. - CEEL Limited (5208) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
5/30/2017 Southwest United Canada Inc. - CEEL Limited (5208) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
5/30/2017 Techmetals, Inc (4210) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
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5/26/2017 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) HT - HEAT TREAT E.S. 13.3.79 Approved Spec Added
5/16/2017 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT AMS-2772 Inactive Spec Removed
5/16/2017 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT AMS-2770 Inactive Spec Removed
5/5/2017 Winston Heat Treating Inc. (3910) HT - HEAT TREAT AMS-2770 Inactive Spec Modification
5/5/2017 Winston Heat Treating Inc. (3910) HT - HEAT TREAT AMS-2772 Inactive Spec Modification
5/3/2017 Goodrich Landing Systems - Burlington (4420) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/3/2017 Goodrich Landing Systems - Burlington (4420) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
5/3/2017 Goodrich Landing Systems - Burlington (4420) SE - SHOT PEEN AMS-2430 Approved Spec Added
5/1/2017 RBC Transport Dynamics (4312) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
5/1/2017 RBC Transport Dynamics (4312) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed

4/24/2017 Burton Industries Inc. (4233) HT - HEAT TREAT AMS-2759 Inactive Spec Removed
4/20/2017 Korea Heat Treatment Co. (7385) HT - HEAT TREAT AMS-2759/1 Inactive Spec Added
4/20/2017 Korea Heat Treatment Co. (7385) HT - HEAT TREAT AMS-2759/3 Inactive Spec Added
4/20/2017 Cotec Corp. CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Inactive Spec Added
4/20/2017 Cotec Corp. CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-A-8625 Inactive Spec Added
4/20/2017 Cotec Corp. CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 Inactive Spec Added
4/20/2017 Cotec Corp. CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Added
4/20/2017 Cotec Corp. CP12 - PASSIVATION AMS-2700 Inactive Spec Added
4/20/2017 Cotec Corp. AQS - QUALITY SYSTEM AS 9100 Inactive Spec Added
4/20/2017 Xi'an Aviation Brake Technology Co (8467) CP12 - PASSIVATION AMS-2700 Approved Spec Added
4/20/2017 Xi'an Aviation Brake Technology Co (8467) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added
4/20/2017 Xi'an Aviation Brake Technology Co (8467) CP09 - PLATING, CHROME E.S. 6.131 Approved Spec Added
4/20/2017 Xi'an Aviation Brake Technology Co (8467) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
4/20/2017 Xi'an Aviation Brake Technology Co (8467) CP10 - ELECTROLESS PLATING, NICKEL E.S. 6.118 Approved Spec Added
4/19/2017 Bodycote Thermal Processing - Santa Fe Springs - Romandel Ave (3527) HT - HEAT TREAT AMS-2772 Approved Spec Modification
4/19/2017 Safran Electrical Components AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/18/2017 Bodycote Hot Isostatic Pressing (3079) HT - HEAT TREAT E.S. 13.101 Approved Spec Added
4/18/2017 Bodycote Hot Isostatic Pressing (3079) HT - HEAT TREAT E.S. 13.104 Approved Spec Added
4/18/2017 Bodycote Hot Isostatic Pressing (3079) HT - HEAT TREAT E.S. 13.105 Approved Spec Added
4/18/2017 Bodycote Hot Isostatic Pressing (3079) HT - HEAT TREAT E.S. 13.106 Approved Spec Added
4/18/2017 Bodycote Hot Isostatic Pressing (3079) HT - HOT ISOSTATIC PRESSURE E.S. 13.101 Approved Spec Added
4/18/2017 Bodycote Hot Isostatic Pressing (3079) HT - HOT ISOSTATIC PRESSURE E.S. 13.104 Approved Spec Added
4/18/2017 Bodycote Hot Isostatic Pressing (3079) HT - HOT ISOSTATIC PRESSURE E.S. 13.105 Approved Spec Added
4/18/2017 Bodycote Hot Isostatic Pressing (3079) HT - HOT ISOSTATIC PRESSURE E.S. 13.106 Approved Spec Added
4/18/2017 Bodycote Hot Isostatic Pressing (3079) HT - HOT ISOSTATIC PRESSURE AMS-4991 Approved Spec Added
4/18/2017 Bodycote Hot Isostatic Pressing (3079) HT - HEAT TREAT AMS-4991 Approved Spec Added
4/18/2017 Bodycote Hot Isostatic Pressing (3079) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
4/18/2017 Kittyhawk Products (6224) HT - HOT ISOSTATIC PRESSURE AMS-4991 Approved Spec Added
4/18/2017 Kittyhawk Products (6224) HT - HOT ISOSTATIC PRESSURE E.S. 13.101 Approved Spec Added
4/18/2017 Kittyhawk Products (6224) HT - HOT ISOSTATIC PRESSURE E.S. 13.104 Approved Spec Added
4/18/2017 Kittyhawk Products (6224) HT - HOT ISOSTATIC PRESSURE E.S. 13.105 Approved Spec Added
4/18/2017 Kittyhawk Products (6224) HT - HOT ISOSTATIC PRESSURE E.S. 13.106 Approved Spec Added
4/17/2017 HTG Hi Tech Aero (3196) HT - HEAT TREAT AMS-2759 Inactive Spec Removed
4/17/2017 HTG Hi Tech Aero (3196) HT - BRAZING AMS-2665 Approved Spec Added
4/17/2017 Vac-Aero International -Oakville (3420) WLD - WELDING MMC-380 Inactive Spec Removed
4/17/2017 Selmet Inc (3763) CP12 - TITANIUM CLEANING ASTM-B-600 Approved Spec Added
4/13/2017 Cooperative Plating (4661) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
4/11/2017 DCG Precision Mfg. AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/11/2017 DCG Precision Mfg. CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
4/11/2017 Bodycote Hot Isostatic Pressing (3079) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/11/2017 Kittyhawk Products (6224) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/7/2017 VTN WITTEN (5170) HT - HEAT TREAT LGPS-2000 Approved Spec Added
4/6/2017 Goodrich Landing Systems Services - Miami (7842) CP01 - COATING, CERAMIC METALLIC (SERMETEL®) MMC-370 Approved Spec Added
4/6/2017 Secondo Mona (7808) SE - FLAPPER / ROTO PEENING AMS-2590 Approved Spec Added
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4/6/2017 U.S. Chrome Corp. of Ohio (3405) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
4/6/2017 U.S. Chrome Corp. of Ohio (3405) CP10 - ELECTROLESS PLATING, NICKEL AMS-2405 Approved Spec Added
4/6/2017 U.S. Chrome Corp. of Ohio (3405) CP09 - PLATING, CHROME E.S. 6.131 Approved Spec Added
4/6/2017 U.S. Chrome Corp. of Ohio (3405) CP10 - ELECTROLESS PLATING, NICKEL E.S. 6.90 Approved Spec Added
4/6/2017 U.S. Chrome Corp. of Ohio (3405) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
4/5/2017 Taylor Certified Processing, Inc. (5114) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added

3/23/2017 Modern Industries, Inc. - Erie (4319) HT - HEAT TREAT AMS-2770 Approved Spec Added
3/17/2017 Goodrich Landing Systems Services - Miami (7842) AQS - QUALITY SYSTEM AS 9110 Approved Spec Added
3/9/2017 AAA Plating & Inspection, Inc. (4342) CP01 - COATING, PAINT APPLICATION MM-5748 Approved Spec Added
3/9/2017 AAA Plating & Inspection, Inc. (4342) CP07 - IVD, ALUMINUM MIL-DTL-83488 Approved Spec Added
3/9/2017 AAA Plating & Inspection, Inc. (4342) CP07 - IVD, ALUMINUM AMS-2427 Approved Spec Added
3/9/2017 AAA Plating & Inspection, Inc. (4342) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
3/9/2017 Shultz Steel Co. (4392) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
3/9/2017 Hixson Metal Finishing (3174) CP01 - COATING, PAINT APPLICATION BR-167 Approved Spec Added
3/9/2017 Hixson Metal Finishing (3174) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
3/9/2017 Hohman Plating, LLC (3175) CP10 - ELECTROLESS PLATING, NICKEL E.S. 6.118 Approved Spec Added
3/9/2017 Carlisle Brake & Friction HT - SINTERING E.S. 16.1 Approved Spec Added
3/9/2017 Carlisle Brake & Friction HT - SINTERING E.S. 16.8 Approved Spec Added
3/9/2017 Carlisle Brake & Friction HT - SINTERING E.S. 16.18 Approved Spec Added
3/9/2017 Carlisle Brake & Friction HT - SINTERING E.S. 16.59 Approved Spec Added
3/9/2017 Carlisle Brake & Friction HT - SINTERING E.S. 16.88 Approved Spec Added
3/9/2017 Carlisle Brake & Friction HT - SINTERING E.S. 16.98 Approved Spec Added
3/9/2017 Carlisle Brake & Friction HT - SINTERING E.S. 16.104 Approved Spec Added
3/9/2017 Carlisle Brake & Friction HT - SINTERING E.S. 16.111 Approved Spec Added
3/9/2017 Omni Metal Finishing Inc. (3241) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
3/7/2017 Lake City Heat Treating (3298) HT - HEAT TREAT AMS-2759/2 Inactive Spec Removed
3/7/2017 Lake City Heat Treating (3298) HT - HEAT TREAT AMS-2759/4 Inactive Spec Removed
3/7/2017 Lake City Heat Treating (3298) HT - HEAT TREAT S.S. 30.13 Approved Spec Added
3/3/2017 Exotic Tool Welding Company (5464) WLD - WELDING CPC-5204 Approved Spec Added
3/3/2017 Metallics, Inc. CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Pulled Spec Removed
3/1/2017 Hohman Plating, LLC (3175) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.16.2 Approved Spec Added
3/1/2017 Hohman Plating, LLC (3175) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.16.4 Approved Spec Added

2/28/2017 B-D Industries, Inc. (3847) CP08 - ANODIZE ALUMINUM - HARD with TEFLON E.S. 6.107 Approved Spec Added
2/28/2017 B-D Industries, Inc. (3847) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.16.2 Approved Spec Added
2/28/2017 B-D Industries, Inc. (3847) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.16.4 Approved Spec Added
2/28/2017 B-D Industries, Inc. (3847) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) E.S. 6.45 Approved Spec Added
2/28/2017 B-D Industries, Inc. (3847) CP11 - CONVERSION COATING, ALUMINUM E.S. 6.29 Approved Spec Added
2/28/2017 Parker Trutec Inc. HT - HEAT TREAT E.S. 6.183 Approved Spec Added
2/22/2017 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT BP-106 Approved Spec Added
2/21/2017 Hohman Plating, LLC (3175) CP09 - PLATING, CADMIUM (LHE) E.S. 6.18 Approved Spec Added
2/21/2017 Hohman Plating, LLC (3175) CP09 - PLATING, NICKEL - Cadmium Diffused AMS-2416 Approved Spec Added
2/21/2017 Hohman Plating, LLC (3175) CP09 - PLATING, NICKEL - Cadmium Diffused E.S. 5.18 Approved Spec Added
2/21/2017 Hohman Plating, LLC (3175) CP01 - COATING, PAINT APPLICATION E.S. 6.6 Approved Spec Added
2/21/2017 Praxair Surface Tech. - Indianapolis (3707) CT - PLASMA ARC SPRAY E.S. 6.211 Approved Spec Added
2/21/2017 Praxair Surface Tech. - Indianapolis (3707) CT - HVOF E.S. 6.212 Approved Spec Added
2/21/2017 B-D Industries, Inc. (3847) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added
2/9/2017 Manufacturing Technology, Inc. (5530) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/1/2017 All Metals Processing of Orange County, LLC (3320) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
2/1/2017 Applus RTD Canada- at 2Source NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
2/1/2017 Applus RTD Canada- at 2Source AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
2/1/2017 Bodycote Thermal Processing - Cincy (3518) HT - HEAT TREAT E.S. 5.14.2 Approved Spec Added
2/1/2017 CANTON DROP FORGE (4423) HT - HEAT TREAT E.S. 5.14.2 Approved Spec Added
2/1/2017 General Metal Heat Treating (4457) HT - HEAT TREAT E.S. 5.14.2 Approved Spec Added
2/1/2017 Kropp Forge (4373) HT - HEAT TREAT E.S. 5.14.2 Not Approved Spec Added
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2/1/2017 Sifco Forge Group (3777) HT - HEAT TREAT E.S. 5.14.2 Approved Spec Added
2/1/2017 Modern Forge Indiana, LLC (8587) HT - HEAT TREAT E.S. 5.14.2 Approved Spec Added

1/31/2017 PAS Technologies - Kansas City (5202) CT - GRINDING, HVOF LGPS-7010 Approved Spec Modification
1/31/2017 PAS Technologies - Kansas City (5202) CT - STRIPPING, HVOF LGPS-1300 Approved Spec Modification
1/31/2017 P M Testing Laboratory Inc (4535) CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
1/31/2017 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
1/30/2017 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
1/30/2017 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
1/30/2017 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT ASTM-B-194/196 Inactive Spec Removed
1/30/2017 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT AMS-H-7199 Inactive Spec Removed
1/24/2017 O&W Heat Treat Inc. (3238) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
1/17/2017 Bodycote Thermal Processing - Huntington Park (3307) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed

12/23/2016 Kryler Corp. (4377) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
12/12/2016 Aaxon Labs, Inc. (4574) CP12 - PASSIVATION AMS-2700 Approved Spec Added
12/12/2016 Aaxon Labs, Inc. (4574) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
12/12/2016 Aaxon Labs, Inc. (4574) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
12/7/2016 Southwest United Canada Inc. - CEEL Limited (5208) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
12/7/2016 Southwest United Canada Inc. - CEEL Limited (5208) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
12/5/2016 Plating Perceptions, Inc. (4563) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added

11/30/2016 Strite Precision Machining Ltd. (12234) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
11/30/2016 Temrick, Inc. CMSP - GRINDING, CHROME MM-4990-5 Not Approved Spec Removed
11/30/2016 Temrick, Inc. CMSP - GRINDING, CHROME MIL-STD-866 Not Approved Spec Removed
11/30/2016 Temrick, Inc. CMSP - GRINDING, CHROME LGPS-7000 Not Approved Spec Removed
11/30/2016 Temrick, Inc. AQS - QUALITY SYSTEM AS 9003 Not Approved Spec Removed
11/17/2016 PPI Aerospace LLC (Main) (3840) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
11/14/2016 Plasma Technology (3703) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
11/8/2016 Lego Finishing Center Inc. NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP09 - PLATING, CADMIUM (LHE) MMC-199 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP09 - PLATING, CHROME LGPS-1101 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP09 - PLATING, CHROME MIL-STD-1501 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP09 - PLATING, CHROME AMS-2460 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP09 - PLATING, CHROME AMS-QQ-C-320 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP09 - PLATING, CHROME MMC-273 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP09 - PLATING, COPPER AMS-2418 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP09 - PLATING, NICKEL AMS-2403 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP09 - PLATING, SILVER ASTM-B-700 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP09 - PLATING, THIN DENSE CHROME AMS-2438 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP12 - PASSIVATION ASTM-A-967 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP02 - TEMPER ETCH INSPECTION AMS-2649 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
11/8/2016 Lego Finishing Center Inc. CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
11/1/2016 Brampton Processing (4648) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed

10/17/2016 CIRCOR Aerospace Inc. (4581) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
9/30/2016 Hohman Plating, LLC (3175) CP10 - ELECTROLESS PLATING, NICKEL AMS-2405 Approved Spec Added
9/30/2016 Hohman Plating, LLC (3175) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Added
9/28/2016 Metcor Inc. (4781) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
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9/28/2016 Metcor Inc. (4781) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
9/28/2016 Metcor Inc. (4781) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
9/28/2016 Metcor Inc. (4781) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
9/28/2016 Metcor Inc. (4781) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
9/28/2016 Metcor Inc. (4781) HT - HEAT TREAT AMS-2759/7 Approved Spec Added
9/26/2016 ASKO Aviation Services (9435) CT - HVOF AMS-2447 Approved Spec Added
9/26/2016 ASKO Aviation Services (9435) CT - HVOF AMS-2448 Approved Spec Added
9/26/2016 ASKO Aviation Services (9435) CT - HVOF LGPS-1301 Approved Spec Added
9/26/2016 ASKO Aviation Services (9435) CMSP - GRINDING, CHROME LGPS-7000 Approved Spec Added
9/26/2016 ASKO Aviation Services (9435) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
9/26/2016 ASKO Aviation Services (9435) CMSP - GRINDING, HVOF LGPS-7010 Approved Spec Added
9/26/2016 ASKO Aviation Services (9435) CMSP - GRINDING, HVOF AMS-2449 Approved Spec Added
9/26/2016 ASKO Aviation Services (9435) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
9/23/2016 Akron Steel Treating (5068) HT - HEAT TREAT AMS-5659 Approved Spec Added
9/22/2016 UMBRAGROUP S.P.A. (5269) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
9/22/2016 UMBRAGROUP S.P.A. (5269) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
9/22/2016 UMBRAGROUP S.P.A. (5269) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
9/16/2016 Hi-Tech Metal Finishing, Inc. (11426) SE - FLAPPER / ROTO PEENING MIL-R-81841 Superceded Spec Removed
9/13/2016 Secondo Mona (7808) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/13/2016 National Rivet & Mfg Co (7289) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
9/13/2016 National Rivet & Mfg Co (7289) CP12 - PASSIVATION AMS-2700 Approved Spec Added
9/13/2016 National Rivet & Mfg Co (7289) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
9/12/2016 Hytek Finishes (4508) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
8/22/2016 Valence Seattle (4200) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
8/22/2016 Protective Coatings, Inc. (4566) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
8/22/2016 Protective Coatings, Inc. (4566) SE - MANUAL PEENING LGPS-1501 Approved Spec Added
8/22/2016 Renton Coil Spring Co. (4559) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
8/12/2016 Globe Grinding Corp (5871) CMSP - GRINDING, CHROME MM-4990-5 Approved Spec Added
8/12/2016 Metcor Inc. (4781) HT - HEAT TREAT ASTM-B-194/196 Inactive Spec Removed
8/12/2016 Southwest United Canada Inc.(4197) CP02 - TEMPER ETCH INSPECTION AMS-2649 Inactive Spec Removed
8/12/2016 Southwest United Canada Inc.(4197) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
8/12/2016 Southwest United Canada Inc.(4197) CP09 - PLATING, CADMIUM-TITANIUM MIL-STD-1500 Inactive Spec Removed
8/12/2016 Southwest United Canada Inc.(4197) CP09 - PLATING, CADMIUM-TITANIUM LGPS-1103 Inactive Spec Removed
8/12/2016 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, CHROME MM-4953 Inactive Spec Removed
8/12/2016 Tekalia Aeronautik (2010) Inc (7875) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 type 3 Inactive Spec Removed
8/10/2016 Modern Forge Indiana, LLC (8587) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
8/9/2016 PAS Technologies - Phoenix (3378) SE - SHOT PEEN AMS-2430 Approved Spec Added
8/9/2016 PAS Technologies - Phoenix (3378) SE - SHOT PEEN AMS-2432 Approved Spec Added
8/4/2016 PAS Technologies - Kansas City (5202) CP12 - TITANIUM CLEANING LGPS-8003 Inactive Spec Removed
8/3/2016 Globe Grinding Corp (5871) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
8/3/2016 Praxair Surface Technologies-Montreal AQS - QUALITY SYSTEM AS 9100 Inactive Spec Added
8/3/2016 Praxair Surface Technologies-Montreal CP01 - COATING, CERAMIC METALLIC (SERMETEL®) E.S. 6.185 Inactive Spec Added

7/29/2016 GSC Foundries, Inc. (3833) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Modification
7/28/2016 VERDUN ANODIZING INC. CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Removed
7/28/2016 VERDUN ANODIZING INC. CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
7/28/2016 VERDUN ANODIZING INC. CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 type 3 Inactive Spec Removed
7/28/2016 VERDUN ANODIZING INC. CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MMC-152 Inactive Spec Removed
7/28/2016 VERDUN ANODIZING INC. CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
7/28/2016 VERDUN ANODIZING INC. AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
7/19/2016 Asko Processing - Color Tech Div. (4626) CP01 - COATING, PAINT APPLICATION BR-167 Approved Spec Added
7/18/2016 VTN WITTEN (5170) HT - HEAT TREAT MM-5744 Inactive Spec Removed
7/18/2016 VTN WITTEN (5170) HT - HEAT TREAT AMS-2772 Approved Spec Modification
7/13/2016 Sumitomo Precision Products Co. Ltd. (5058) CP09 - PLATING, NICKEL AMS-2424 Approved Spec Added
7/12/2016 Acutec Precision Machining AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
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7/12/2016 Acutec Precision Machining NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
7/12/2016 Acutec Precision Machining NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
7/12/2016 Acutec Precision Machining CP12 - PASSIVATION ASTM-A-967 Inactive Spec Removed
7/12/2016 Acutec Precision Machining CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
7/8/2016 Valley Steel Stamp, Inc. CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
7/8/2016 Valley Steel Stamp, Inc. AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
7/7/2016 Modern Forge Indiana, LLC (8587) HT - HEAT TREAT AMS-H-6875 Approved Spec Modification
7/6/2016 Secondo Mona (7808) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added

6/28/2016 Bodycote Thermal Processing - Berlin CT (3081) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
6/28/2016 Bodycote Thermal Processing - Berlin CT (3081) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
6/28/2016 Central Metal Finishing (3548) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
6/28/2016 Central Metal Finishing (3548) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
6/27/2016 Metallurgical AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
6/27/2016 Metallurgical HT - HEAT TREAT AMS-2759/3 Approved Spec Added
6/27/2016 Metallurgical HT - HEAT TREAT AMS-2759/4 Approved Spec Added
6/27/2016 O&W Heat Treat Inc. (3238) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
6/27/2016 O&W Heat Treat Inc. (3238) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
6/27/2016 Specialty Steel Treating (3794) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
6/27/2016 Specialty Steel Treating (3794) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
6/8/2016 E/M Coating Services (3640) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Approved Spec Added
6/8/2016 Circor Aerospace Inc. (ref. only, do not use) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
6/8/2016 Circor Aerospace Inc. (ref. only, do not use) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
6/8/2016 Circor Aerospace Inc. (ref. only, do not use) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
6/7/2016 AH Plating (4930) CP09 - PLATING, CHROME E.S. 6.194 Approved Spec Added
6/7/2016 3P Processing LLC. (3310) CP11 - CONVERSION COATING, ALUMINUM E.S. 6.29 Approved Spec Added
6/7/2016 3P Processing LLC. (3310) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.16 Approved Spec Added
6/7/2016 3P Processing LLC. (3310) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added
6/2/2016 K&L Anodizing (4908) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Added
6/2/2016 K&L Anodizing (4908) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-2469 Approved Spec Added
6/2/2016 K&L Anodizing (4908) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
6/2/2016 K&L Anodizing (4908) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2472 Approved Spec Added
6/2/2016 Qing An Group Co. Ltd.(8347) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
6/2/2016 Qing An Group Co. Ltd.(8347) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
6/2/2016 Qing An Group Co. Ltd.(8347) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
6/2/2016 Qing An Group Co. Ltd.(8347) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
6/2/2016 Qing An Group Co. Ltd.(8347) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
6/2/2016 Qing An Group Co. Ltd.(8347) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
6/2/2016 Qing An Group Co. Ltd.(8347) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
6/2/2016 Qing An Group Co. Ltd.(8347) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
6/2/2016 Qing An Group Co. Ltd.(8347) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
6/2/2016 Qing An Group Co.Ltd.(10938) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
6/2/2016 Qing An Group Co.Ltd.(10938) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
6/2/2016 Qing An Group Co.Ltd.(10938) NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Approved Spec Added
6/2/2016 Qing An Group Co.Ltd.(10938) NDT - INSPECTION, TEMPER ETCH MIL-STD-867 Approved Spec Added
6/2/2016 Xi'an Aviation Brake Technology Co (8467) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
6/2/2016 Xi'an Aviation Brake Technology Co (8467) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
6/2/2016 Xi'an Aviation Brake Technology Co (8467) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
6/2/2016 Xi'an Aviation Brake Technology Co (8467) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
6/2/2016 Xi'an Aviation Brake Technology Co (8467) CP09 - PLATING, ZINC ASTM-B-633 Approved Spec Added
6/1/2016 Electrolizing, Inc. (4228) CP09 - PLATING, CHROME E.S. 6.146 Approved Spec Added
6/1/2016 Hohman Plating, LLC (3175) CP01 - COATING, DRY FILM E.S. 6.64 Approved Spec Added
6/1/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.16.4 Approved Spec Added
6/1/2016 Praxair Surface Technologies - CT (3770) CP01 - COATING, CERAMIC METALLIC (SERMETEL®) E.S. 6.185 Approved Spec Added
6/1/2016 Vijaya Metal Finishers (8870) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) E.S. 6.16.1 Approved Spec Added
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6/1/2016 Vijaya Metal Finishers (8870) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.16.2 Approved Spec Added
6/1/2016 Vijaya Metal Finishers (8870) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) E.S. 6.45 Approved Spec Added
6/1/2016 Vijaya Metal Finishers (8870) CP11 - CONVERSION COATING, ALUMINUM E.S. 6.29 Approved Spec Added
6/1/2016 Vijaya Metal Finishers (8870) CP01 - COATING, DRY FILM E.S. 6.64 Approved Spec Added
6/1/2016 Vijaya Metal Finishers (8870) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added

5/24/2016 Embee Processing, LLC. (3337) CP09 - PLATING, TIN AMS-2408 Inactive Spec Removed
5/24/2016 Embee Processing, LLC. (3337) CP09 - PLATING, TIN ASTM-B-545 Inactive Spec Removed
5/24/2016 Hohman Plating, LLC (3175) CP09 - PLATING, ZINC AMS-2402 Approved Spec Added
5/24/2016 Hohman Plating, LLC (3175) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
5/24/2016 Westfield Electroplating (3443) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Added
5/24/2016 Westfield Electroplating (3443) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Added
5/24/2016 Westfield Electroplating (3443) CP09 - PLATING, NICKEL AMS-2424 Approved Spec Added
5/24/2016 Westfield Electroplating (3443) CP12 - TITANIUM CLEANING ASTM-B-600 Approved Spec Added
5/24/2016 X-R-I Testing - Troy (3464) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/24/2016 X-R-I Testing - Troy (3464) CP12 - PASSIVATION AMS-2700 Approved Spec Added
5/24/2016 Aerospace Welding Inc. - Quebec (6347) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
5/24/2016 Aerospace Welding Inc. - Quebec (6347) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
5/24/2016 Aerospace Welding Inc. - Quebec (6347) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Approved Spec Added
5/24/2016 Techmetals, Inc (4210) CP08 - ANODIZE, TITANIUM AMS-2488 Approved Spec Added
5/24/2016 Selmet Inc (3763) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/24/2016 Selmet Inc (3763) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
5/24/2016 Selmet Inc (3763) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
5/24/2016 Selmet Inc (3763) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
5/24/2016 Selmet Inc (3763) WLD - WELDING AWS-D17.1 Approved Spec Added
5/24/2016 Valley Plating Inc. (3425) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
5/24/2016 Valley Plating Inc. (3425) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
5/24/2016 U.S. Chrome Corp. of Connecticut (7178) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
5/24/2016 U.S. Chrome Corp. of Connecticut (7178) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
5/24/2016 U.S. Chrome Corp. of Connecticut (7178) CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
5/24/2016 The Sousa Corp. (3787) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/24/2016 The Sousa Corp. (3787) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
5/24/2016 The Sousa Corp. (3787) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
5/24/2016 The Sousa Corp. (3787) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
5/24/2016 The Sousa Corp. (3787) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
5/24/2016 The Sousa Corp. (3787) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
5/24/2016 The Sousa Corp. (3787) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
5/20/2016 Ducommun LaBarge Technologies (8744) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/19/2016 Magnetic Inspection Laboratory, Inc. (3487) CP08 - ANODIZE ALUMINUM - HARD with TEFLON AMS-2482 Approved Spec Added
5/17/2016 Alfe Heat Treating (4594) HT - HEAT TREAT E.S. 5.14.29 Approved Spec Added
5/17/2016 Alfe Heat Treating (4594) HT - HEAT TREAT E.S. 13.3.64 Approved Spec Added
5/17/2016 Consolidated Precision Products Corporation (CPP) - Syracuse (do not use) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Spec Added
5/17/2016 Consolidated Precision Products Corporation (CPP) - Syracuse (do not use) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Spec Added
5/17/2016 Consolidated Precision Products Corporation (CPP) - Syracuse (do not use) AQS - QUALITY SYSTEM AS 9100 Spec Added
5/9/2016 Howmet Aerospace (3316) HT - HEAT TREAT E.S. 5.14.26 Approved Spec Added
5/6/2016 Embee Processing, LLC. (3337) CP09 - PLATING, SILVER AMS-2410 Approved Spec Added
5/6/2016 Embee Processing, LLC. (3337) CP12 - TITANIUM CLEANING ASTM-B-600 Approved Spec Added
5/6/2016 Embee Processing, LLC. (3337) CP14 - STRIPPING, HVOF AMS-2448 Approved Spec Added
5/6/2016 Spectrum Thermal Processing (3162) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
5/6/2016 U.S. Chrome Corp. of Ohio (3405) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
5/6/2016 U.S. Chrome Corp. of Ohio (3405) CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
5/6/2016 U.S. Chrome Corp. of Ohio (3405) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
5/6/2016 U.S. Chrome Corp. of Ohio (3405) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
5/5/2016 Saporito Finishing Co. (4274) CP12 - PASSIVATION AMS-2700 Approved Spec Added
5/5/2016 Saporito Finishing Co. (4274) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
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5/5/2016 Saporito Finishing Co. (4274) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
5/5/2016 Lake City Heat Treating (3298) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
5/4/2016 Allen Aircraft Products, Inc. (4339) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.16 Approved Spec Added
5/4/2016 Allen Aircraft Products, Inc. (4339) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) E.S. 6.45 Approved Spec Added
5/4/2016 Allen Aircraft Products, Inc. (4339) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.88 Approved Spec Added
5/4/2016 Allen Aircraft Products, Inc. (4339) CP11 - CONVERSION COATING, ALUMINUM E.S. 6.29 Approved Spec Added
5/4/2016 Allen Aircraft Products, Inc. (4339) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added
5/4/2016 B-G Detection Services (4490) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
5/4/2016 B-G Detection Services (4490) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
5/4/2016 B-G Detection Services (4490) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
5/4/2016 B-G Detection Services (4490) CP12 - PASSIVATION AMS-2700 Approved Spec Added
5/4/2016 Industrial Tectonics Bearings Inc. (4100) CP02 - TEMPER ETCH INSPECTION AMS-2649 Approved Spec Added
5/4/2016 Industrial Tectonics Bearings Inc. (4100) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
5/4/2016 Hoosier Spring Co., Inc (3181) HT - HEAT TREAT AMS-2774 Approved Spec Added
5/4/2016 Hoosier Spring Co., Inc (3181) HT - HEAT TREAT AMS-2801 Approved Spec Added
5/4/2016 CPP - Steel Treaters Inc. (3804) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
5/4/2016 Black Oxide Industries Inc (4326) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE AMS-2485 Approved Spec Added
5/4/2016 Black Oxide Industries Inc (4326) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MIL-F-495 Approved Spec Added
5/4/2016 Black Oxide Industries Inc (4326) CP12 - PASSIVATION AMS-2700 Approved Spec Added
5/4/2016 Black Oxide Industries Inc (4326) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
5/4/2016 Black Oxide Industries Inc (4326) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
5/4/2016 Electron Beam Welding - CA (3648) WLD - WELDING AWS-D17.1 Approved Spec Added
5/3/2016 Akron Steel Treating (5068) HT - HEAT TREAT E.S. 5.14.2 Approved Spec Added
5/2/2016 Saporito Finishing Co. (4274) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
5/2/2016 Somerville Plating (3785) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
5/2/2016 Somerville Plating (3785) CP09 - PLATING, CHROME AMS-2438 Approved Spec Added
5/2/2016 Somerville Plating (3785) CP09 - PLATING, CHROME E.S. 6.131 Approved Spec Added
5/2/2016 Weber Metals, Inc. (4218) HT - HEAT TREAT E.S. 5.14.26 Approved Spec Added
5/2/2016 Weber Metals, Inc. (4218) NDT - INSPECTION, ULTRASONIC ASTM-B-594 Approved Spec Added
5/2/2016 Incertec - Mexico (8902) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/2/2016 Incertec - Mexico (8902) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
5/2/2016 Progress Services Inc. (4671) NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Approved Spec Added
5/2/2016 Winston Heat Treating Inc. (3910) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
5/2/2016 Winston Heat Treating Inc. (3910) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
5/2/2016 Winston Heat Treating Inc. (3910) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
5/2/2016 Winston Heat Treating Inc. (3910) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
5/2/2016 Winston Heat Treating Inc. (3910) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
5/2/2016 Winston Heat Treating Inc. (3910) HT - HEAT TREAT AMS-2759/6 Approved Spec Added
5/2/2016 Winston Heat Treating Inc. (3910) HT - HEAT TREAT AMS-2759/7 Approved Spec Added
5/2/2016 Winston Heat Treating Inc. (3910) HT - HEAT TREAT AMS-2759/11 Approved Spec Added
5/2/2016 Winston Heat Treating Inc. (3910) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
5/2/2016 Winston Heat Treating Inc. (3910) HT - HEAT TREAT E.S. 5.14.2 Approved Spec Added
5/1/2016 Praxair Surface Tech. - Compton (3768) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed

4/29/2016 American Tinning & Galvanizing Co. (5255) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 Approved Spec Added
4/29/2016 American Tinning & Galvanizing Co. (5255) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-A-8625 Approved Spec Added
4/29/2016 American Tinning & Galvanizing Co. (5255) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Approved Spec Added
4/29/2016 American Tinning & Galvanizing Co. (5255) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-A-8625 Approved Spec Added
4/29/2016 American Tinning & Galvanizing Co. (5255) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 Approved Spec Added
4/29/2016 Accurate Brazing (3093) HT - HEAT TREAT AMS-5663 Approved Spec Added
4/28/2016 METAL IMPROVEMENT CO. - Blue Ash (4724) SE - SHOT PEEN E.S. 5.30 Approved Spec Added
4/28/2016 Vandergriff Technologies NDT Services (4524) NDT - INSPECTION, ULTRASONIC AMS-2631 Approved Spec Added
4/26/2016 Bodycote Thermal Processing - Westminster (3516) HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
4/26/2016 Magellan Aerospace-Kitchener CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
4/26/2016 Magellan Aerospace-Kitchener CP01 - COATING, PAINT APPLICATION LGPS-1001 Inactive Spec Removed
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4/26/2016 Magellan Aerospace-Kitchener CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Inactive Spec Removed
4/26/2016 Magellan Aerospace-Kitchener CP12 - TITANIUM CLEANING LGPS-8003 Inactive Spec Removed
4/25/2016 UTAS Power, Controls & Sensing Systems AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/21/2016 Javin Machine NA - ROLLER BURNISHING BR-163 Inactive Spec Removed
4/21/2016 Javin Machine AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
4/19/2016 A.T.L.A.S. Aeronautik Inc. CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
4/19/2016 A.T.L.A.S. Aeronautik Inc. CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
4/19/2016 A.T.L.A.S. Aeronautik Inc. CMSP - GRINDING, CHROME LGPS-7002 Inactive Spec Removed
4/19/2016 A.T.L.A.S. Aeronautik Inc. AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
4/13/2016 General Metal Heat Treating (4457) HT - HEAT TREAT AMS-5355 Approved Spec Added
4/12/2016 Imagineering Finishing Technologies (3203) CP01 - COATING, DRY FILM MIL-L-46010 Approved Spec Added
4/12/2016 Imagineering Finishing Technologies (3203) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
4/12/2016 Imagineering Finishing Technologies (3203) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
4/12/2016 Imagineering Finishing Technologies (3203) CP12 - TITANIUM CLEANING ASTM-B-600 Approved Spec Added
4/12/2016 Saporito Finishing Co. (4274) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
4/12/2016 Saporito Finishing Co. (4274) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
4/12/2016 Lake City Heat Treating (3298) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
4/12/2016 Lake City Heat Treating (3298) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
4/12/2016 Pelcoat LLC dba Nation Coating Systems (10545) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/12/2016 Pelcoat LLC dba Nation Coating Systems (10545) CT - HVOF AMS-2447 Approved Spec Added
4/12/2016 Progress Services Inc. (4671) AQS - QUALITY SYSTEM ISO 17025 Approved Spec Added
4/12/2016 Progress Services Inc. (4671) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
4/12/2016 Progress Services Inc. (4671) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
4/12/2016 Spec Plating Inc. (4293) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/12/2016 Spec Plating Inc. (4293) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Added
4/12/2016 Spectrum Thermal Processing (3162) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/12/2016 Spectrum Thermal Processing (3162) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
4/12/2016 Spectrum Thermal Processing (3162) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
4/12/2016 Spectrum Thermal Processing (3162) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
4/12/2016 Spectrum Thermal Processing (3162) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
4/12/2016 Spectrum Thermal Processing (3162) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
4/1/2016 Qing An Group Co. Ltd.(8347) CP09 - PLATING, CHROME AMS-2460 Approved Spec Modification
4/1/2016 Qing An Group Co. Ltd.(8347) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
4/1/2016 Qing An Group Co. Ltd.(8347) CP12 - PASSIVATION AMS-2700 Approved Spec Modification
4/1/2016 Qing An Group Co. Ltd.(8347) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added
4/1/2016 Qing An Group Co. Ltd.(8347) CP09 - PLATING, CHROME E.S. 6.131 Approved Spec Added
4/1/2016 Qing An Group Co. Ltd.(8347) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.16 Approved Spec Added
4/1/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP12 - PASSIVATION E.S. 6.19 Approved Spec Added
4/1/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
4/1/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP09 - PLATING, CHROME E.S. 6.131 Approved Spec Added
4/1/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) E.S. 6.16.2 Approved Spec Added
4/1/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP09 - PLATING, CADMIUM (LHE) E.S. 6.18 Approved Spec Added
4/1/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) E.S. 6.45 Approved Spec Added
4/1/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP08 - ANODIZE ALUMINUM - HARD with TEFLON E.S. 6.107 Approved Spec Modification
4/1/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP11 - CONVERSION COATING, ALUMINUM E.S. 6.29 Approved Spec Added
4/1/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) HT - HEAT TREAT AMS-H-6875 Approved Spec Added

3/30/2016 Southwest United Canada Inc. - CEEL Limited (5208) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
3/29/2016 Sumitomo Precision Products Co. Ltd. (5058) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/29/2016 Sumitomo Precision Products Co. Ltd. (5058) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Cincy (3518) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Cincy (3518) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Cincy (3518) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Cincy (3518) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Cincy (3518) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added

Page (53) of (95)



Collins Aerospace Landing Systems
Document 200 Approved Processors - Revisions

Printed: 1/30/2024

3/24/2016 Bodycote Thermal Processing - Cincy (3518) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Cincy (3518) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Cincy (3518) HT - HEAT TREAT AMS-2759/7 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Cincy (3518) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
3/24/2016 Har-Conn Chrome Co (3159) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
3/24/2016 Har-Conn Chrome Co (3159) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
3/24/2016 Har-Conn Chrome Co (3159) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/24/2016 Har-Conn Chrome Co (3159) CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
3/24/2016 Hohman Plating, LLC (3175) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
3/24/2016 Hohman Plating, LLC (3175) CP07 - IVD, CADMIUM AMS-C-8837 Approved Spec Added
3/24/2016 Hohman Plating, LLC (3175) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN AMS-2480 Approved Spec Added
3/24/2016 Hohman Plating, LLC (3175) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MIL-DTL-13924 Approved Spec Added
3/24/2016 Hohman Plating, LLC (3175) CP09 - PLATING, SILVER AMS-2410 Approved Spec Added
3/24/2016 Somerville Plating (3785) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
3/24/2016 Somerville Plating (3785) CP09 - PLATING, CHROME MIL-STD-1501 Approved Spec Added
3/24/2016 Somerville Plating (3785) CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
3/24/2016 Somerville Plating (3785) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/24/2016 Bodycote Hot Isostatic Pressing (10589) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/24/2016 Bodycote Hot Isostatic Pressing (10589) HT - HOT ISOSTATIC PRESSURE ASTM-A-1080 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Laconia (3521) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Laconia (3521) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Laconia (3521) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Laconia (3521) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Laconia (3521) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Laconia (3521) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
3/24/2016 Chemtron Anodize Co. (5657) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/24/2016 Chemtron Anodize Co. (5657) CP12 - PASSIVATION AMS-2700 Inactive Spec Added
3/24/2016 Evans Heat Treating (4418) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/24/2016 Evans Heat Treating (4418) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/24/2016 Evans Heat Treating (4418) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/24/2016 Classic Metal Finishing Inc (8903) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/24/2016 Classic Metal Finishing Inc (8903) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
3/24/2016 Classic Metal Finishing Inc (8903) CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Ipswich (3520) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Ipswich (3520) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Ipswich (3520) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Ipswich (3520) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
3/24/2016 Bodycote Thermal Processing - Ipswich (3520) HT - HEAT TREAT AMS-2774 Approved Spec Added
3/23/2016 Alfe Heat Treating (4594) HT - HEAT TREAT MIL-H-6088 Approved Spec Added
3/23/2016 Alfe Heat Treating (4594) HT - HEAT TREAT AMS-2770 Approved Spec Added
3/23/2016 Alfe Heat Treating (4594) HT - HEAT TREAT AMS-2771 Approved Spec Added
3/23/2016 Alfe Heat Treating (4594) HT - HEAT TREAT AMS-2772 Approved Spec Added
3/23/2016 Akron Steel Treating (5068) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/23/2016 Akron Steel Treating (5068) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/23/2016 Akron Steel Treating (5068) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/23/2016 Akron Steel Treating (5068) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
3/23/2016 Akron Steel Treating (5068) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
3/23/2016 Akron Steel Treating (5068) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
3/23/2016 Akron Steel Treating (5068) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/23/2016 B-D Industries, Inc. (3847) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/23/2016 B-D Industries, Inc. (3847) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Approved Spec Added
3/23/2016 B-D Industries, Inc. (3847) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-A-8625 Approved Spec Added
3/23/2016 B-D Industries, Inc. (3847) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 Approved Spec Added
3/23/2016 B-D Industries, Inc. (3847) CP08 - ANODIZE ALUMINUM - HARD with TEFLON AMS-2482 Approved Spec Added
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3/23/2016 B-D Industries, Inc. (3847) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
3/23/2016 B-D Industries, Inc. (3847) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
3/23/2016 B-D Industries, Inc. (3847) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
3/23/2016 B-D Industries, Inc. (3847) CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/23/2016 American Tinning & Galvanizing Co. (5255) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/23/2016 American Tinning & Galvanizing Co. (5255) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
3/23/2016 American Tinning & Galvanizing Co. (5255) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
3/23/2016 AMZ Manufacturing (8745) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/23/2016 AMZ Manufacturing (8745) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
3/23/2016 Anoplate Corp. (4719) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/23/2016 Anoplate Corp. (4719) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
3/23/2016 Anoplate Corp. (4719) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
3/23/2016 Anoplate Corp. (4719) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MIL-DTL-13924 Approved Spec Added
3/23/2016 Anoplate Corp. (4719) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
3/23/2016 Anoplate Corp. (4719) CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/22/2016 O'Fallon Casting LLC (3172) WLD - WELDING AWS-D17.1 Approved Spec Added
3/22/2016 O'Fallon Casting LLC (3172) WLD - WELDING AMS-2694 Approved Spec Added
3/21/2016 Vac-Aero  International Inc.-Montreal (3421) NA - LABORATORY / TESTING A2LA Approved
3/18/2016 Embee Processing, LLC. (3337) CT - HVOF AMS-2447 Approved Spec Added
3/18/2016 Embee Processing, LLC. (3337) CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
3/18/2016 Southwest United Canada Inc. - CEEL Limited (5208) CT - HVOF AMS-2447 Approved Spec Added
3/18/2016 BODYCOTE Western Europe (5241) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/18/2016 BODYCOTE Western Europe (5241) HT - HEAT TREAT AMS-2770 Approved Spec Added
3/18/2016 BODYCOTE Western Europe (5241) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/18/2016 BODYCOTE Western Europe (5241) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/18/2016 BODYCOTE Western Europe (5241) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/18/2016 BODYCOTE Western Europe (5241) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
3/18/2016 BODYCOTE Western Europe (5241) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
3/18/2016 BODYCOTE Western Europe (5241) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
3/18/2016 Thermi-Garonne  (6765) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/18/2016 Thermi-Garonne  (6765) HT - HEAT TREAT AMS-2759 Approved Spec Added
3/18/2016 South West Metal Finishing (3856) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/18/2016 South West Metal Finishing (3856) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
3/18/2016 South West Metal Finishing (3856) CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
3/18/2016 South West Metal Finishing (3856) CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/17/2016 Hadd-Co Inspection Laboratory (4223) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
3/17/2016 Hixson Metal Finishing (3174) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
3/17/2016 Hixson Metal Finishing (3174) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Added
3/17/2016 Hixson Metal Finishing (3174) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
3/17/2016 Hixson Metal Finishing (3174) CP10 - ELECTROLESS PLATING, NICKEL AMS-2405 Approved Spec Added
3/17/2016 Quality Heat Treating (4407) HT - HEAT TREAT AMS-2801 Approved Spec Added
3/17/2016 Quality Heat Treating (4407) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
3/17/2016 Element Rancho Dominguez (3657) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
3/17/2016 Globe Engineering Co. (4156) HT - HEAT TREAT AMS-2771 Approved Spec Added
3/17/2016 Globe Engineering Co. (4156) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/17/2016 Globe Engineering Co. (4156) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
3/17/2016 Globe Engineering Co. (4156) HT - HEAT TREAT AMS-2774 Approved Spec Added
3/17/2016 Globe Engineering Co. (4156) HT - HEAT TREAT AMS-2801 Approved Spec Added
3/17/2016 Electron Beam Welding - CA (3648) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/17/2016 Electron Beam Welding - CA (3648) WLD - WELDING AMS-2680 Approved Spec Added
3/17/2016 Electron Beam Welding - CA (3648) WLD - WELDING AMS-2681 Approved Spec Added
3/17/2016 Galaxy Brazing Inc. (4872) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/17/2016 Galaxy Brazing Inc. (4872) WLD - WELDING AWS-D17.1 Approved Spec Added
3/17/2016 Incotec Corp (5128) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
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3/17/2016 Incotec Corp (5128) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
3/17/2016 Aerospace Technical Metal Finishing  (4483) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/17/2016 Aerospace Technical Metal Finishing  (4483) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
3/17/2016 Nevada Heat Treating (6373) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/17/2016 Nevada Heat Treating (6373) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/17/2016 Nevada Heat Treating (6373) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/17/2016 Nevada Heat Treating (6373) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/17/2016 Nevada Heat Treating (6373) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
3/17/2016 Nevada Heat Treating (6373) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
3/17/2016 Nevada Heat Treating (6373) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
3/17/2016 Orange Coast Testing Inc (5518) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/17/2016 Orange Coast Testing Inc (5518) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/17/2016 Orange Coast Testing Inc (5518) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
3/17/2016 Orange Coast Testing Inc (5518) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
3/17/2016 Solar Atmospheres of California (10486) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/17/2016 Solar Atmospheres of California (10486) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/17/2016 Solar Atmospheres of California (10486) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/17/2016 Solar Atmospheres of California (10486) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/17/2016 Solar Atmospheres of California (10486) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
3/17/2016 Solar Atmospheres of California (10486) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
3/17/2016 Solar Atmospheres of California (10486) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
3/17/2016 Solar Atmospheres of California (10486) HT - HEAT TREAT AMS-2801 Approved Spec Added
3/17/2016 Solar Atmospheres of California (10486) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
3/17/2016 Superior Plating Inc - CA (4556) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/17/2016 Superior Plating Inc - CA (4556) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Added
3/17/2016 Superior Plating Inc - CA (4556) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
3/15/2016 Aremac Heat Treating (3044) HT - HEAT TREAT AMS-2759/1 Inactive Spec Removed
3/15/2016 Aremac Heat Treating (3044) HT - HEAT TREAT AMS-2759/2 Inactive Spec Removed
3/15/2016 AH Plating (4930) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Added
3/15/2016 AH Plating (4930) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
3/15/2016 AH Plating (4930) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/15/2016 Aerocraft Heat Treating Co., Inc. (3112) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/15/2016 Aerocraft Heat Treating Co., Inc. (3112) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/15/2016 Aerocraft Heat Treating Co., Inc. (3112) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/15/2016 Aerocraft Heat Treating Co., Inc. (3112) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
3/15/2016 Aerocraft Heat Treating Co., Inc. (3112) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
3/15/2016 Aerocraft Heat Treating Co., Inc. (3112) HT - HEAT TREAT AMS-2774 Approved Spec Added
3/15/2016 Alumiplate Inc. CP09 - PLATING, ALUMINUM (Alumiplate®) MIL-DTL-83488 Approved Spec Added
3/15/2016 Alumiplate Inc. AQS - QUALITY SYSTEM AQS Approved Spec Added
3/15/2016 Asko Processing, Inc. (3049) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/15/2016 Barry Avenue Plating (3067) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Added
3/15/2016 Bodycote Thermal Processing - Huntington Park (3307) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
3/15/2016 Bodycote Thermal Processing - Santa Fe Springs - Romandel Ave (3527) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/15/2016 Bodycote Thermal Processing - Santa Fe Springs - Romandel Ave (3527) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
3/15/2016 Bodycote Thermal Processing - Santa Fe Springs - Romandel Ave (3527) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
3/15/2016 3P Processing LLC. (3310) CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-A-8625 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-A-8625 Approved Spec Added
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3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP09 - PLATING, THIN DENSE CHROME AMS-2438 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) HT - HEAT TREAT AMS-2774 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
3/15/2016 AECC Guizhou Honglin Aero Engine Control Technology Co., Ltd. (7228) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
3/15/2016 Qingan Group Joint Venture AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/15/2016 CPP - Steel Treaters Inc. (3804) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/15/2016 CPP - Steel Treaters Inc. (3804) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/15/2016 CPP - Steel Treaters Inc. (3804) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/15/2016 CPP - Steel Treaters Inc. (3804) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/15/2016 CPP - Steel Treaters Inc. (3804) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
3/15/2016 CPP - Steel Treaters Inc. (3804) HT - HEAT TREAT AMS-2774 Approved Spec Added
3/15/2016 CPP - Steel Treaters Inc. (3804) HT - HEAT TREAT AMS-2770 Approved Spec Added
3/15/2016 CPP - Steel Treaters Inc. (3804) HT - HEAT TREAT AMS-2772 Approved Spec Added
3/15/2016 Accurate Brazing (3093) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/15/2016 Accurate Brazing (3093) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/15/2016 Accurate Brazing (3093) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
3/15/2016 Accurate Brazing (3093) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
3/15/2016 Accurate Brazing (3093) HT - HEAT TREAT AMS-2774 Approved Spec Added
3/15/2016 Accurate Brazing (3093) HT - HEAT TREAT AMS-H-7199 Approved Spec Added
3/15/2016 Black Oxide Industries Inc (4326) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/14/2016 Magellan Aerospace (Polska) (8232) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
3/14/2016 Magellan Aerospace (Polska) (8232) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/11/2016 Praxair Surface Tech. - Indianapolis (3707) CP14 - STRIPPING, HVOF LGPS-1300 Approved Spec Added
3/11/2016 Praxair Surface Tech. - Indianapolis (3707) CT - PLASMA ARC SPRAY MMC-275 Approved Spec Added
3/11/2016 Praxair Surface Tech. - Indianapolis (3707) CP01 - COATING, CERAMIC METALLIC (SERMETEL®) E.S. 6.185 Inactive Spec Removed
3/11/2016 SPS Technologies - PCC Fastener Division AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/11/2016 SPS Technologies - PCC Fastener Division HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/11/2016 SPS Technologies - PCC Fastener Division HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/11/2016 SPS Technologies - PCC Fastener Division HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/11/2016 SPS Technologies - PCC Fastener Division HT - HEAT TREAT AMS-2759/5 Approved Spec Added
3/11/2016 SPS Technologies - PCC Fastener Division HT - HEAT TREAT AMS-2770 Approved Spec Added
3/11/2016 SPS Technologies - PCC Fastener Division CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
3/11/2016 SPS Technologies - PCC Fastener Division CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
3/11/2016 SPS Technologies - PCC Fastener Division CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Approved Spec Added
3/11/2016 SPS Technologies - PCC Fastener Division CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
3/11/2016 SPS Technologies - PCC Fastener Division CP09 - PLATING, COPPER AMS-2418 Approved Spec Added
3/11/2016 SPS Technologies - PCC Fastener Division CP09 - PLATING, NICKEL AMS-2403 Approved Spec Added
3/11/2016 SPS Technologies - PCC Fastener Division CP09 - PLATING, NICKEL AMS-2424 Approved Spec Added
3/11/2016 SPS Technologies - PCC Fastener Division CP09 - PLATING, NICKEL - Cadmium Diffused AMS-2416 Approved Spec Added
3/11/2016 SPS Technologies - PCC Fastener Division CP09 - PLATING, SILVER AMS-2410 Approved Spec Added
3/11/2016 SPS Technologies - PCC Fastener Division CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/11/2016 Ankit Fasteners Pvt Ltd (9122) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/11/2016 Ankit Fasteners Pvt Ltd (9122) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/11/2016 Ankit Fasteners Pvt Ltd (9122) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/11/2016 Ankit Fasteners Pvt Ltd (9122) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
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3/11/2016 Ankit Fasteners Pvt Ltd (9122) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
3/11/2016 Ankit Fasteners Pvt Ltd (9122) HT - HEAT TREAT AMS-2801 Approved Spec Added
3/11/2016 Ankit Fasteners Pvt Ltd (9122) HT - HEAT TREAT AMS-2770 Approved Spec Added
3/11/2016 Ankit Fasteners Pvt Ltd (9122) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
3/11/2016 Ankit Fasteners Pvt Ltd (9122) CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/11/2016 Ankit Fasteners Pvt Ltd (9122) CP09 - PLATING, SILVER AMS-2411 Approved Spec Added
3/11/2016 Praxair Surface Technologies - CT (3770) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/11/2016 Praxair Surface Technologies - CT (3770) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
3/11/2016 Twist, Inc. AQS - QUALITY SYSTEM ISO9001 Approved Spec Added
3/11/2016 Twist, Inc. HT - STRESS RELIEF AMS-2759/11 Not Approved Spec Added
3/9/2016 voestalpine BÖHLER Aerospace GmbH & Co KG (4043) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
3/4/2016 EATON AEROQUIP (JACKSON) (3642) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/4/2016 EATON AEROQUIP (JACKSON) (3642) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
3/4/2016 EATON AEROQUIP (JACKSON) (3642) CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/4/2016 Praxair Surface Tech. - Indianapolis (3707) CT - HVOF AMS-2447 Approved Spec Added
3/4/2016 Praxair Surface Tech. - Indianapolis (3707) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/4/2016 Vac-Met Inc. (3422) HT - HEAT TREAT AMS-2801 Approved Spec Added
3/4/2016 Hoosier Spring Co., Inc (3181) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/4/2016 Hoosier Spring Co., Inc (3181) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/4/2016 Hoosier Spring Co., Inc (3181) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/4/2016 Hoosier Spring Co., Inc (3181) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
3/4/2016 Metaltek Industries Inc NA - COATING, VACUUM IMPREGNATED CHROME MIL-STD-276 Not Approved Spec Removed
3/4/2016 Lite Metals Company (5525) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/4/2016 Lite Metals Company (5525) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
3/4/2016 Lite Metals Company (5525) HT - HEAT TREAT AMS-2768 Approved Spec Added
3/4/2016 Lite Metals Company (5525) HT - HEAT TREAT AMS-2771 Approved Spec Added
3/4/2016 HITCHINER MANUFACTURING CO INC  (3171) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/4/2016 HITCHINER MANUFACTURING CO INC  (3171) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/4/2016 HITCHINER MANUFACTURING CO INC  (3171) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
3/4/2016 HITCHINER MANUFACTURING CO INC  (3171) WLD - WELDING AWS-D17.1 Approved Spec Added
3/3/2016 Alphacasting Inc. (5168) WLD - WELDING AWS-D17.1 Approved Spec Added
3/3/2016 PCC Structurals – San Leandro (3456) HT - HEAT TREAT AMS-H-6875 Not Approved Spec Removed
3/3/2016 PCC Structurals – San Leandro (3456) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Not Approved Spec Removed
3/3/2016 PCC Structurals – San Leandro (3456) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Not Approved Spec Removed
3/3/2016 PCC Structurals – San Leandro (3456) HT - HEAT TREAT AMS-2759/4 Not Approved Spec Removed
3/3/2016 PCC Structurals – San Leandro (3456) HT - HEAT TREAT AMS-2759/5 Not Approved Spec Removed
3/3/2016 PCC Structurals – San Leandro (3456) HT - HEAT TREAT AMS-2759/3 Not Approved Spec Removed
3/3/2016 PCC Structurals – San Leandro (3456) HT - STRESS RELIEF AMS-2759/11 Not Approved Spec Removed
3/3/2016 PCC Structurals – San Leandro (3456) CP12 - PASSIVATION AMS-2700 Not Approved Spec Modification
3/3/2016 PCC Structurals – San Leandro (3456) WLD - WELDING AWS-D17.1 Not Approved Spec Removed
3/3/2016 Industrial Tectonics Bearings Inc. (4100) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/3/2016 P B Fasteners (4949) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/3/2016 P B Fasteners (4949) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/3/2016 P B Fasteners (4949) HT - HEAT TREAT AMS-2801 Approved Spec Added
3/3/2016 P B Fasteners (4949) HT - HEAT TREAT AMS-2774 Approved Spec Added
3/3/2016 P B Fasteners (4949) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
3/3/2016 P B Fasteners (4949) CP09 - PLATING, NICKEL - Cadmium Diffused AMS-2416 Approved Spec Added
3/3/2016 P B Fasteners (4949) CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/3/2016 P B Fasteners (4949) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/3/2016 P B Fasteners (4949) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/3/2016 P B Fasteners (4949) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
3/3/2016 Consolidated Precision Products CPP - Syracuse (3151) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/3/2016 Consolidated Precision Products CPP - Syracuse (3151) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/3/2016 Consolidated Precision Products CPP - Syracuse (3151) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
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3/3/2016 Mecaero SNC (3821) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/3/2016 Mecaero SNC (3821) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/3/2016 Mecaero SNC (3821) CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/3/2016 O'Fallon Casting LLC (3172) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/3/2016 O'Fallon Casting LLC (3172) HT - HEAT TREAT AMS-2771 Approved Spec Added
3/3/2016 O'Fallon Casting LLC (3172) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
3/3/2016 National Rivet & Mfg Co (7289) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
3/3/2016 National Rivet & Mfg Co (7289) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/2/2016 CIRCOR Aerospace Inc. (4581) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/2/2016 Doncasters Southern Tool (4425) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/2/2016 Doncasters Southern Tool (4425) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
3/2/2016 Howmet Global Fasteners & Rings, Inc. - City of Industry (4027) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/2/2016 Howmet Global Fasteners & Rings, Inc. - City of Industry (4027) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
3/2/2016 Howmet Global Fasteners & Rings, Inc. - City of Industry (4027) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/2/2016 Howmet Global Fasteners & Rings, Inc. - City of Industry (4027) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
3/2/2016 Howmet Global Fasteners & Rings, Inc. - City of Industry (4027) CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/2/2016 Howmet Global Fasteners & Rings, Inc. - City of Industry (4027) CP12 - TITANIUM CLEANING ASTM-B-600 Approved Spec Added
3/2/2016 Howmet Global Fasteners & Rings, Inc. - City of Industry (4027) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/1/2016 Aerospace Metal Finishing (4994) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Inactive Spec Removed
3/1/2016 Michigan Spline Gage Co NA - CALIBRATION ISO 17025 Inactive Spec Removed

2/25/2016 HOWMET GEORGETOWN, ALCOA LTD - CAD HT - HEAT TREAT AMS-2771 Inactive Spec Removed
2/25/2016 HOWMET GEORGETOWN, ALCOA LTD - CAD NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
2/25/2016 HOWMET GEORGETOWN, ALCOA LTD - CAD NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Inactive Spec Removed
2/25/2016 HOWMET GEORGETOWN, ALCOA LTD - CAD AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
2/25/2016 Manufacturing Technology, Inc. (old site) WLD - WELDING MIL-STD-1252 Approved Spec Modification
2/25/2016 Manufacturing Technology, Inc. (old site) WLD - WELDING CPC-5306 Approved Spec Added
2/25/2016 Manufacturing Technology, Inc. (old site) WLD - WELDING LGPS-5002 Approved Spec Modification
2/25/2016 Signature Aerospace (5424) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
2/25/2016 Signature Aerospace (5424) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
2/16/2016 Praxair Surface Tech. - Compton (3768) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
2/12/2016 Wyman-Gordon-SC (12283) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
2/12/2016 Wyman-Gordon-SC (12283) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
2/11/2016 Embee Processing, LLC. (3337) CP09 - PLATING, COPPER AMS-2418 Inactive Spec Removed
2/5/2016 Bodycote Ida - Wichita (4543) AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
2/5/2016 Bodycote Ida - Wichita (4543) HT - HEAT TREAT AMS-2759/3 Inactive Spec Removed
2/1/2016 Westmoreland Mechanical  Testing (3445) NA - LABORATORY / TESTING AC7101 Approved Spec Modification

1/30/2016 MAMESTA B.V. HT - HEAT TREAT MM-4995 Not Approved
1/26/2016 Alta Precision Inc. Site 2 CP01 - COATING, PAINT APPLICATION LGPS-1001 Inactive Spec Removed
1/26/2016 Alta Precision Inc. Site 2 AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
1/19/2016 Southwest United Canada Inc. - CEEL Limited (5208) CMSP - GRINDING, HVOF LGPS-7010 Approved Spec Added
1/19/2016 Tecnickrome Aeronautique Inc. (4760) NDT - INSPECTION, MAGNETIC PARTICLE MM-5537 Approved Spec Added
1/18/2016 Southwest United Canada Inc. - CEEL Limited (5208) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
1/14/2016 Sermatech Power Solutions LP CP01 - COATING, CERAMIC METALLIC (SERMETEL®) MMC-370 Inactive Spec Removed
1/14/2016 Sermatech Power Solutions LP AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
1/5/2016 Strite Precision Machining Ltd. (12234) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
1/5/2016 Strite Precision Machining Ltd. (12234) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
1/5/2016 Strite Precision Machining Ltd. (12234) CP12 - PASSIVATION ASTM-A-967 Inactive Spec Removed

12/31/2015 Southwest United Canada Inc. - CEEL Limited (5208) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
12/31/2015 Southwest United Canada Inc. - CEEL Limited (5208) CMSP - GRINDING, CHROME LGPS-7000 Approved Spec Added
12/31/2015 Takabayashi Mfg. Co. Ltd. (10827) CMSP - GRINDING, CHROME LGPS-7000 Approved Spec Added
12/31/2015 Takabayashi Mfg. Co. Ltd. (10827) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
12/29/2015 Asashita Mekki Co., Ltd. (10370) CMSP - GRINDING, CHROME LGPS-7000 Approved Spec Added
12/29/2015 Asashita Mekki Co., Ltd. (10370) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
12/21/2015 Sierra Spray Painting Ltd. (11458) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
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12/21/2015 Sierra Spray Painting Ltd. (11458) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
12/18/2015 Anodizing & Paint TNM Inc. (4687) CP01 - COATING, DRY FILM MM-1920 Inactive Spec Removed
12/18/2015 CPS INDUSTRIES CMSP - GRINDING, CHROME LGPS-7002 Inactive Spec Removed
12/18/2015 CPS INDUSTRIES CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
12/18/2015 Magellan Aerospace, New York, Inc. CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
12/18/2015 Magellan Aerospace, New York, Inc. CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
12/18/2015 HDI Landing Gear - Springfield CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
12/18/2015 HDI Landing Gear - Springfield CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
12/18/2015 LEESTA INDUSTRIES CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
12/18/2015 LEESTA INDUSTRIES CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
12/18/2015 LEESTA INDUSTRIES AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
12/18/2015 Lego Finishing Center Inc. CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Inactive Spec Removed
12/18/2015 Lego Finishing Center Inc. CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Inactive Spec Removed
12/18/2015 TECHNIPRODEC LIMITED CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
12/18/2015 TECHNIPRODEC LIMITED CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
12/18/2015 TECHNIPRODEC LIMITED AQS - QUALITY SYSTEM AS 9100 Spec Removed
12/18/2015 Tecnickrome Aeronautique Inc. (4760) CP01 - COATING, PAINT APPLICATION MIL-STD-7179 Inactive Spec Removed
12/18/2015 Tecnickrome Aeronautique Inc. (4760) CP13 - PLATING, BRUSH CADMIUM CPC-8215 Inactive Spec Removed
12/18/2015 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, CADMIUM (LHE) MM-4951 (Superseded by LGPS 1100) Inactive Spec Removed
12/18/2015 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, CADMIUM (LHE) MM-4950 Inactive Spec Removed
12/18/2015 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, CHROME MMC-273 Inactive Spec Removed
12/18/2015 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, CHROME PS-1033 Inactive Spec Removed
12/18/2015 Tecnickrome Aeronautique Inc. (4760) CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Inactive Spec Removed
12/18/2015 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, NICKEL MMC-287 Inactive Spec Removed
12/18/2015 Tecnickrome Aeronautique Inc. (4760) SE - SHOT PEEN MM-5534 Inactive Spec Removed
12/18/2015 Tecnickrome Aeronautique Inc. (4760) SE - SHOT PEEN CP-0340 Inactive Spec Removed
12/18/2015 Tecnickrome Aeronautique Inc. (4760) SE - SHOT PEEN BP-105 Inactive Spec Removed
12/18/2015 Tekalia Aeronautik (2010) Inc (7875) CMSP - GRINDING, CHROME LGPS-7000 Approved Spec Added
12/18/2015 Tekalia Aeronautik (2010) Inc (7875) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
12/18/2015 Tekalia Aeronautik (2010) Inc (7875) CMSP - GRINDING, HVOF LGPS-7010 Approved Spec Added
12/18/2015 Tekalia Aeronautik (2010) Inc (7875) CP09 - PLATING, NICKEL MMC-287 Inactive Spec Removed
12/18/2015 Ultraspec Finishing Inc. (4686) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT MMC-160 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT CPC-6203 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT MMC-214 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT CP-0390 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT MM-5744 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT CP-0360 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT CP-0710 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT MMC-125 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT MM-4995 Not Approved Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT AMS-2759/6 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT CPC-6201 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT MMC-282 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT AMS-S-6090 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT MMC-268 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT MMC-198 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT MM-4990 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT CPC-6216 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT MMC-240 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT MMC-211 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT MM-5559 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) WLD - WELDING MMC-131 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) WLD - WELDING MMC-187 Inactive Spec Removed
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12/18/2015 Vac-Aero International -Oakville (3420) WLD - WELDING AMS-2681 Inactive Spec Removed
12/18/2015 Vac-Aero International -Oakville (3420) WLD - WELDING AMS-2680 Inactive Spec Removed
12/18/2015 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT MM-5744 Inactive Spec Removed
12/18/2015 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT MMC-198 Inactive Spec Removed
12/18/2015 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT AMS-S-6090 Inactive Spec Removed
12/18/2015 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
12/18/2015 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT MMC-214 Inactive Spec Removed
12/18/2015 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT LGPS-2002 Inactive Spec Removed
12/17/2015 Magellan Aerospace-Kitchener NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Inactive Spec Removed
12/17/2015 Magellan Aerospace-Kitchener CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Inactive Spec Removed
12/17/2015 Magellan Aerospace-Kitchener HT - STRESS RELIEF AMS-2759 Inactive Spec Removed
12/17/2015 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP09 - PLATING, NICKEL AMS-2403 Inactive Spec Removed
12/17/2015 Exactatherm Ltd. (4642) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
12/17/2015 Exactatherm Ltd. (4642) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
12/17/2015 PCC GTA - Vaughan CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
12/17/2015 PCC GTA - Vaughan CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
12/17/2015 SPECIALIZED WELDING & FABRICATION WLD - WELDING CPC-5204 Inactive Spec Removed
12/17/2015 SPECIALIZED WELDING & FABRICATION WLD - WELDING AMS-STD-2219 Inactive Spec Removed
12/17/2015 SPECIALIZED WELDING & FABRICATION WLD - WELDING AWS-D17.1 Inactive Spec Removed
12/17/2015 SPECIALIZED WELDING & FABRICATION AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
12/17/2015 Hanwha TechM NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
12/17/2015 Hanwha TechM CP01 - COATING, PAINT APPLICATION LGPS-1001 Inactive Spec Removed
12/17/2015 Hanwha TechM HT - HEAT TREAT AMS-2759/1 Inactive Spec Removed
12/17/2015 Hanwha TechM HT - HEAT TREAT AMS-2759/2 Inactive Spec Removed
12/17/2015 Hanwha TechM HT - HEAT TREAT AMS-2759/3 Inactive Spec Removed
12/17/2015 Hanwha TechM HT - HEAT TREAT AMS-2759/11 Inactive Spec Removed
12/17/2015 Hanwha TechM AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
12/17/2015 Hanwha TechM NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
12/17/2015 Hanwha TechM CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
12/17/2015 Hanwha TechM CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
12/17/2015 Hanwha TechM SE - SHOT PEEN AMS-2430 Inactive Spec Removed
12/17/2015 Therelek Engineers Private Limited (5999) HT - HEAT TREAT MIL-H-6088 Inactive Spec Removed
12/17/2015 Indo-MIM Pvt.Ltd.(10842) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
12/16/2015 Secondo Mona (7808) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Added
12/9/2015 Ultraspec Finishing Inc. (4686) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Approved Spec Added
12/9/2015 Ultraspec Finishing Inc. (4686) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Added
12/9/2015 Ultraspec Finishing Inc. (4686) CP13 - PLATING, BRUSH ZINC NICKEL LGPS-1107 Approved Spec Added
12/9/2015 Ultraspec Finishing Inc. (4686) SE - FLAPPER / ROTO PEENING AMS-2590 Approved Spec Added
12/9/2015 Ultraspec Finishing Inc. (4686) SE - FLAPPER / ROTO PEENING MIL-R-81841 Approved Spec Added
12/8/2015 W Pat Crow Forgings (4177) HT - HEAT TREAT AMS-2770 Approved Spec Added
12/8/2015 W Pat Crow Forgings (4177) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
12/2/2015 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP09 - PLATING, SILVER ASTM-B-700 Inactive Spec Removed
12/2/2015 Shaanxi Hongyuan Aviation Forging Co.Ltd. (4992) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added

11/19/2015 Tecnickrome Aeronautique Inc. (4760) CMSP - GRINDING, CHROME MM-4990 Approved Spec Added
11/17/2015 Heroux Devtek Kitchener CMSP - GRINDING, CHROME MIL-STD-866 Approved
11/17/2015 Heroux Devtek Kitchener CMSP - GRINDING, CHROME LGPS-7000 Approved
11/12/2015 PAS Technologies - Phoenix (3378) CP09 - PLATING, CADMIUM-TITANIUM LGPS-1103 Inactive Spec Removed
11/10/2015 Ultraspec Finishing Inc. (4686) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
11/6/2015 International Hardcoat Inc. (3259) CP08 - ANODIZE ALUMINUM -Thin Film Sulphuric Acid LGPS-1109 Not Approved Spec Removed
11/5/2015 Taylor Certified Processing, Inc. (5114) CP12 - PASSIVATION AMS-2700 Approved Spec Added
11/5/2015 Taylor Certified Processing, Inc. (5114) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
11/3/2015 Southwest United Canada Inc.(4197) CP08 - ANODIZE ALUMINUM -Thin Film Sulphuric Acid LGPS-1109 Approved Spec Added

10/27/2015 Continental Heat Treating Corp (3588) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
10/27/2015 Continental Heat Treating Corp (3588) HT - HEAT TREAT AMS-2759/6 Approved Spec Added
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10/27/2015 Continental Heat Treating Corp (3588) HT - HEAT TREAT AMS-2759/7 Approved Spec Added
10/15/2015 Sumitomo Precision Products Co. Ltd. (5058) CMSP - GRINDING, CHROME LGPS-7000 Approved Spec Modification
10/6/2015 Electrolizing, Inc. (4228) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
10/1/2015 Bodycote Thermal Processing - Santa Fe Springs - Romandel Ave (3527) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
10/1/2015 LEFIELL AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
10/1/2015 MAPP Technologies, LLC (10366) CP01 - COATING, PAINT APPLICATION BR-167 Not Approved Spec Removed
9/21/2015 Clackamas Tool Welding (6035) WLD - BRAZING RI-325 Approved Spec Added
8/18/2015 Sonic Industries (3786) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
8/17/2015 Aerospace Metal Finishing (4994) CP08 - ANODIZE ALUMINUM -Thin Film Sulphuric Acid LGPS-1109 Inactive Spec Removed
7/31/2015 St Louis Metallizing NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Removed
7/23/2015 Nippon Precision Casting Corp. (5418) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
7/23/2015 Nippon Precision Casting Corp. (5418) WLD - WELDING AMS-2694 Approved Spec Added
7/23/2015 Nippon Precision Casting Corp. (5418) WLD - WELDING AWS-D17.1 Approved Spec Added
7/14/2015 Omni Metal Finishing Inc. (3241) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
7/9/2015 Omni Metal Finishing Inc. (3241) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/8/2015 Diamond Chrome Plating, Inc. (3618) CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
7/6/2015 Dioxid Sp. Z o.o. (12271) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
7/6/2015 Dioxid Sp. Z o.o. (12271) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
7/6/2015 Dioxid Sp. Z o.o. (12271) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added

6/29/2015 Bennett Heat Treat (3071) HT - HEAT TREAT AMS-S-6090 Inactive Spec Removed
6/29/2015 Bennett Heat Treat (3071) HT - HEAT TREAT AMS-2759 Inactive Spec Removed
6/29/2015 Bennett Heat Treat (3071) HT - HEAT TREAT MMC-179 Inactive Spec Removed
6/29/2015 Bennett Heat Treat (3071) HT - HEAT TREAT MMC-168 Inactive Spec Removed
6/29/2015 Bennett Heat Treat (3071) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
6/29/2015 Bennett Heat Treat (3071) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
6/29/2015 Bennett Heat Treat (3071) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
6/29/2015 Bennett Heat Treat (3071) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
6/29/2015 Bennett Heat Treat (3071) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
6/29/2015 Bennett Heat Treat (3071) HT - HEAT TREAT AMS-2759/6 Approved Spec Added
6/29/2015 Bennett Heat Treat (3071) HT - HEAT TREAT AMS-2759/7 Approved Spec Added
6/29/2015 Tekalia Aeronautik (2010) Inc (7875) SE - FLAPPER / ROTO PEENING MIL-R-81841 Superceded Spec Removed
6/29/2015 Tekalia Aeronautik (2010) Inc (7875) SE - FLAPPER / ROTO PEENING AMS-2590 Approved Spec Added
6/17/2015 Praxair Surface Technologies Montreal LP, St-Laurent (3539) HT - HEAT TREAT CP-0480 Inactive Spec Removed
6/9/2015 St Louis Metallizing CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
6/9/2015 St Louis Metallizing CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
6/8/2015 Arrow Gear HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
6/8/2015 Arrow Gear HT - HEAT TREAT MMC-207 Inactive Spec Removed
6/8/2015 Arrow Gear HT - HEAT TREAT AMS-2759 Inactive Spec Removed
6/8/2015 Arrow Gear NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
6/8/2015 Arrow Gear CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
6/8/2015 Arrow Gear CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
6/8/2015 Arrow Gear AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
6/8/2015 Arrow Gear HT - HEAT TREAT AMS-2759/1 Inactive Spec Removed
6/8/2015 Arrow Gear HT - HEAT TREAT AMS-2759/2 Inactive Spec Removed
6/8/2015 Arrow Gear HT - HEAT TREAT AMS-2759/3 Inactive Spec Removed
6/8/2015 Arrow Gear HT - HEAT TREAT AMS-2759/7 Inactive Spec Removed
6/8/2015 Arrow Gear HT - HEAT TREAT AMS-2759/9 Inactive Spec Removed
6/8/2015 Arrow Gear HT - STRESS RELIEF AMS-2759/11 Inactive Spec Removed
6/3/2015 Forged Solutions – Meadowhall (4152) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
6/3/2015 Forged Solutions – Meadowhall (4152) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
6/1/2015 NMG Aerospace - OH (7197) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added

5/27/2015 Applus RTD Canada - Burlington (4740) NDT - INSPECTION, RADIOGRAPHIC, FILM MMC-142 Inactive Spec Removed
5/21/2015 Praxair Surface Technologies K. K (7339) AQS - QUALITY SYSTEM JISQ9100 Approved Spec Added
5/19/2015 Shaanxi Hongyuan Aviation Forging Co.Ltd. (4992) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
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4/29/2015 Win-Tech, Inc. CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Removed
4/29/2015 Win-Tech, Inc. CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Removed
4/29/2015 Win-Tech, Inc. AQS - QUALITY SYSTEM AS 9100 Approved Spec Removed
4/27/2015 Taiyo Metal Industries Co.Ltd. (5400) AQS - QUALITY SYSTEM JISQ9100 Approved Spec Added
4/24/2015 AeroTek Manufacturing Limited - (4434) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Modification
4/24/2015 International Hardcoat Inc. (3259) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Modification
4/24/2015 Poly Metal Finishing, Inc. (3705) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Modification
4/24/2015 Techmetals, Inc (4210) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Modification
4/24/2015 Techmetals, Inc (4210) CP11 - CONVERSION COATING, ALUMINUM, NON-HEX CHR MIL-DTL-5541 Approved Spec Modification
4/20/2015 Tecnickrome Aeronautique Inc. (4760) CP10 - ELECTROLESS PLATING, NICKEL LGPS-1108 Approved Spec Added
4/17/2015 RBC Transport Dynamics (4312) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/9/2015 Southwest United Canada Inc. - CEEL Limited (5208) CP02 - TEMPER ETCH INSPECTION AMS-2649 Approved Spec Added

3/23/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/23/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/23/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
3/23/2015 Vac-Aero International -Oakville (3420) HT - HEAT TREAT AMS-2759/11 Approved Spec Added
3/19/2015 Hi-Tech Metal Finishing, Inc. (11426) CP01 - COATING, DRY FILM MIL-L-23398 Approved Spec Added
3/10/2015 Element Rancho Dominguez (3657) NDT - INSPECTION, ULTRASONIC CPC-9104 Approved Spec Added
2/23/2015 Oerlikon Balzers Coating UK (9977) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/20/2015 Vijaya Metal Finishers (8870) CP12 - PASSIVATION AMS-2700 Approved Spec Added
2/20/2015 Vijaya Metal Finishers (8870) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
2/20/2015 Vijaya Metal Finishers (8870) CP12 - PASSIVATION ASTM-A-380 Approved Spec Added
2/20/2015 Vijaya Metal Finishers (8870) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/20/2015 Vijaya Metal Finishers (8870) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
2/20/2015 Vijaya Metal Finishers (8870) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
2/20/2015 Vijaya Metal Finishers (8870) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
2/20/2015 Vijaya Metal Finishers (8870) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
2/10/2015 TECT - Cleveland HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
2/10/2015 TECT - Cleveland AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
2/2/2015 Secondo Mona (7808) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
2/2/2015 Secondo Mona (7808) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
2/2/2015 Secondo Mona (7808) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
2/2/2015 Secondo Mona (7808) CP12 - PASSIVATION AMS-2700 Approved Spec Added
2/2/2015 Secondo Mona (7808) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
2/2/2015 Secondo Mona (7808) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
2/2/2015 Secondo Mona (7808) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
2/2/2015 Secondo Mona (7808) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added

1/22/2015 Sogo Spring Mfg. (7011) AQS - QUALITY SYSTEM JISQ9100 Approved Spec Modification
1/5/2015 Terauchi Manufacturing Co. Ltd. (7864) AQS - QUALITY SYSTEM AS 9100 Approved

12/19/2014 Techmetals, Inc (4210) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
12/19/2014 Techmetals, Inc (4210) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
12/19/2014 Techmetals, Inc (4210) CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
12/19/2014 Techmetals, Inc (4210) CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Approved Spec Added
12/19/2014 Techmetals, Inc (4210) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
12/19/2014 Techmetals, Inc (4210) CP09 - PLATING, NICKEL AMS-2424 Approved Spec Added
12/19/2014 Techmetals, Inc (4210) CP12 - PASSIVATION AMS-2700 Approved Spec Added
12/19/2014 Techmetals, Inc (4210) CP12 - PASSIVATION AMS-QQ-P-35 Approved Spec Added
12/18/2014 Taylor Certified Processing, Inc. (5114) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
12/10/2014 UTC AEROSPACE SYSTEMS WROCŁAW Sp. z o.o.  (5245) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
11/3/2014 Mecaer Aviation Group S.p.A. (10206) HT - HEAT TREAT AMS-2770 Approved Spec Added
11/3/2014 Mecaer Aviation Group S.p.A. (10206) HT - HEAT TREAT AMS-2772 Approved Spec Added
11/3/2014 Mecaer Aviation Group S.p.A. (10206) HT - HEAT TREAT MIL-H-6088 Not Approved Spec Removed

10/29/2014 Asko Processing, Inc. (3049) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Modification
10/29/2014 Asko Processing, Inc. (3049) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Approved Spec Modification
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10/29/2014 ATI ZKM Forging sp. z o.o. (8184) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
10/28/2014 Pacific Metallurgical Inc. (4268) HT - HEAT TREAT CP-0540 Approved Spec Removed
10/28/2014 Pacific Metallurgical Inc. (4268) HT - HEAT TREAT AMS-2771 Inactive Spec Removed
10/27/2014 Consolidated Precision Products - Cudahy (3585) NDT - INSPECTION, RADIOGRAPHIC, FILM AMS-2175 Inactive Spec Removed
10/17/2014 Hi-Tech Metal Finishing, Inc. (11426) CP09 - PLATING, ZINC NICKEL AMS-2417 Approved Spec Added
10/15/2014 ESNA Products (9471) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/6/2014 Southwest United Canada Inc. - CEEL Limited (5208) CP09 - PLATING, CHROME LGPS-1101 Approved Spec Added
10/3/2014 Alp Aviation (7440) CP09 - PLATING, CHROME LGPS-1101 Approved Spec Added
10/2/2014 Asko Processing, Inc. (3049) NDT - INSPECTION, LIQUID PENETRANT MM-4971 Inactive Spec Removed
10/2/2014 Kryler Corp. (4377) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
10/1/2014 Asko Processing, Inc. (3049) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Added
9/24/2014 North East Finishing Co (4560) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
9/24/2014 North East Finishing Co (4560) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
9/24/2014 North East Finishing Co (4560) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
9/24/2014 North East Finishing Co (4560) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE IIB) MIL-A-8625 Approved Spec Added
9/24/2014 North East Finishing Co (4560) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Added
9/24/2014 North East Finishing Co (4560) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Approved Spec Added
9/24/2014 North East Finishing Co (4560) CP12 - PASSIVATION AMS-2700 Approved Spec Added
9/24/2014 North East Finishing Co (4560) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
9/24/2014 North East Finishing Co (4560) CP01 - COATING, PAINT APPLICATION BR-167 Approved Spec Added
9/24/2014 Southwest United Canada Inc. - CEEL Limited (5208) CP09 - PLATING, CHROME MMC-273 Inactive Spec Removed
9/24/2014 Southwest United Canada Inc. - CEEL Limited (5208) CP09 - PLATING, NICKEL MMC-287 Inactive Spec Removed
9/18/2014 Goodrich Actuation Systems - Wolverhampton (5918) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/5/2014 Controlled Coatings, Inc. CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
9/5/2014 Controlled Coatings, Inc. CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
9/5/2014 Controlled Coatings, Inc. CP01 - COATING, DRY FILM AS-5528 Approved Spec Added
9/5/2014 Controlled Coatings, Inc. CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
9/5/2014 Controlled Coatings, Inc. CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
9/5/2014 Controlled Coatings, Inc. AQS - QUALITY SYSTEM AC7004 Approved Spec Added
9/4/2014 Hi-Tech Metal Finishing, Inc. (11426) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added

8/14/2014 HITEMCO (3173) CT - GRINDING, HVOF LGPS-7013 Approved Spec Added
7/16/2014 Fokker Landing Gear B.V. (7454) CP09 - PLATING, NICKEL AMS-2424 Approved Spec Added
7/15/2014 Nippon Precision Casting Corp. (5418) AQS - QUALITY SYSTEM JISQ9100 Approved Spec Added
7/11/2014 ALS Tribology NA - LABORATORY / TESTING ISO 17025 Approved Spec Added
7/10/2014 Hi-Tech Metal Finishing, Inc. (11426) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
7/10/2014 Hi-Tech Metal Finishing, Inc. (11426) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
7/10/2014 Hi-Tech Metal Finishing, Inc. (11426) HT - HEAT TREAT BP-124 Approved Spec Added
6/26/2014 Fonderies et Ateliers du Belier (6870) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
6/9/2014 Honeywell Aerospace Yeovil UK CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Pulled Spec Removed
6/9/2014 Honeywell Aerospace Yeovil UK NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Pulled Spec Removed
6/9/2014 Honeywell Aerospace Yeovil UK NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Pulled Spec Removed
6/9/2014 Honeywell Aerospace Yeovil UK CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Pulled Spec Removed
6/9/2014 Honeywell Aerospace Yeovil UK HT - STRESS RELIEF AMS-H-6875 Pulled Spec Removed
6/9/2014 Honeywell Aerospace Yeovil UK CP12 - PASSIVATION AMS-2700 Pulled Spec Removed

5/22/2014 Hi-Tech Metal Finishing, Inc. (11426) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
5/22/2014 Hi-Tech Metal Finishing, Inc. (11426) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
5/22/2014 Hi-Tech Metal Finishing, Inc. (11426) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Approved Spec Added
5/22/2014 Hi-Tech Metal Finishing, Inc. (11426) NDT - INSPECTION, MAGNETIC PARTICLE MM-5537 Approved Spec Added
5/21/2014 Merrill Aviation Inc. (10259) NDT - INSPECTION, MAGNETIC PARTICLE MM-5537 Approved Spec Added
5/21/2014 METAL IMPROVEMENT CO. - Twinsburg (5229) SE - MANUAL PEENING LGPS-1501 Approved Spec Added
5/20/2014 Electrolizing, Inc. (4228) CP09 - PLATING, CHROME AMS-2438 Approved Spec Added
5/20/2014 Southwest United Industries, Inc. (4185) CMSP - GRINDING, HVOF LGPS-7013 Approved Spec Added
5/19/2014 RBC AeroStructures (11247) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
5/14/2014 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
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4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP01 - COATING, DRY FILM MM-1920 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP01 - COATING, PAINT APPLICATION BR-167 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP01 - COATING, PAINT APPLICATION MM-5748 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP09 - PLATING, CADMIUM (LHE) CP-0330 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP12 - PASSIVATION AMS-2700 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
4/21/2014 Hi-Tech Metal Finishing, Inc. (11426) CP12 - PASSIVATION MIL-S-5002 Superceded Spec Added
4/11/2014 Online Graphics & Finishing (10635) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/11/2014 Online Graphics & Finishing (10635) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
4/11/2014 Safran Electrical Components USA, Inc. (11313) WLD - WELDING AWS-D17.1 Approved Spec Added
4/9/2014 Southwest United Canada Inc. - CEEL Limited (5208) CP12 - PASSIVATION AMS-2700 Approved Spec Added
4/8/2014 Alumiplate Inc. CP09 - PLATING, ALUMINUM (Alumiplate®) LGPS-1105 Inactive Spec Removed
4/7/2014 Ultraspec Finishing Inc. (4686) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
4/4/2014 Southwest United Canada Inc. - CEEL Limited (5208) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added

3/31/2014 Takabayashi Mfg. Co. Ltd. (10827) SE - SHOT PEEN AMS-2430 Approved Spec Added
3/27/2014 Forged Solutions – River Don (former Firth Rixson Forgings Ltd. River Don) (4752) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/27/2014 Forged Solutions – River Don (former Firth Rixson Forgings Ltd. River Don) (4752) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
3/27/2014 Forged Solutions – Meadowhall (4152) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/26/2014 Bodycote Thermal Processing - Huntington Park (3307) HT - HEAT TREAT BP-106 Approved Spec Added
3/25/2014 Superior Thread Rolling Co. (3944) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/24/2014 Southwest United Canada Inc. - CEEL Limited (5208) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Added
3/24/2014 Southwest United Canada Inc. - CEEL Limited (5208) CP09 - PLATING, CADMIUM-TITANIUM LGPS-1103 Approved Spec Added
3/24/2014 Southwest United Canada Inc. - CEEL Limited (5208) CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Approved Spec Added
3/24/2014 Southwest United Canada Inc. - CEEL Limited (5208) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Approved Spec Added
3/20/2014 Southwest United Industries, Inc. (4185) SE - FLAPPER / ROTO PEENING MIL-R-81841 Superceded Spec Added
3/20/2014 Merrill Fabricators CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
2/20/2014 Bennett Heat Treat (3071) HT - HEAT TREAT AMS-2772 Approved Spec Added
2/18/2014 Alaxia Aerosystems CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Added
2/18/2014 Alaxia Aerosystems AQS - QUALITY SYSTEM AS 9100 Inactive Spec Added
2/17/2014 Landing-Gear Advanced Manufacturing Corp CP11 - CONVERSION COATING, ALUMINUM MIL-C-5541 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp HT - HEAT TREAT AMS-2759/3 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp HT - HEAT TREAT AMS-H-6875 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp NA - LABORATORY / TESTING A2LA Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp CP01 - COATING, PAINT APPLICATION LGPS-1001 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Inactive Spec Modification
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2/17/2014 Landing-Gear Advanced Manufacturing Corp CP09 - PLATING, CADMIUM-TITANIUM CPC-8225 Not Approved Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp CP09 - PLATING, CADMIUM-TITANIUM MIL-STD-1500 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp CP09 - PLATING, CADMIUM-TITANIUM LGPS-1103 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp CP09 - PLATING, CHROME AMS-QQ-C-320 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp CP09 - PLATING, CHROME LGPS-1101 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp CP09 - PLATING, CHROME AMS-2460 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp AQS - QUALITY SYSTEM AS 9100 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp SE - SHOT PEEN AMS-S-13165 Superceded Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp SE - SHOT PEEN AMS-2430 Inactive Spec Modification
2/17/2014 Landing-Gear Advanced Manufacturing Corp CP12 - PASSIVATION AMS-2700 Inactive Spec Modification
2/17/2014 Southwest Aluminum (Group) Co. Ltd. HT - HEAT TREAT AMS-H-6088 Inactive Spec Modification
2/17/2014 Southwest Aluminum (Group) Co. Ltd. NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Inactive Spec Modification
2/17/2014 Southwest Aluminum (Group) Co. Ltd. NDT - INSPECTION, ULTRASONIC CPC-9104 Inactive Spec Modification
2/17/2014 AVIC Aircraft Corporation Xian Aircraft Company HT - HEAT TREAT AMS-2759/3 Inactive Spec Modification
2/17/2014 AVIC Aircraft Corporation Xian Aircraft Company HT - HEAT TREAT AMS-2759/1 Inactive Spec Modification
2/17/2014 AVIC Aircraft Corporation Xian Aircraft Company HT - HEAT TREAT AMS-2759/2 Inactive Spec Modification
2/17/2014 AVIC Aircraft Corporation Xian Aircraft Company HT - HEAT TREAT AMS-2759 Inactive Spec Modification
2/17/2014 AVIC Aircraft Corporation Xian Aircraft Company SE - SHOT PEEN AMS-2430 Inactive Spec Modification
2/10/2014 Fokker Landing Gear B.V. (7454) CMSP - GRINDING, CHROME MM-4990-5 Inactive Spec Added
2/10/2014 PRAXAIR SURFACE TECH. - Swindon CT - HVOF LGPS-1301 Inactive
2/10/2014 PRAXAIR SURFACE TECH. - Swindon CMSP - GRINDING, HVOF LGPS-7010 Inactive
2/10/2014 PRAXAIR SURFACE TECH. - Swindon CP14 - STRIPPING, HVOF LGPS-1300 Inactive Spec Modification
2/10/2014 PRAXAIR SURFACE TECH. - Swindon AQS - QUALITY SYSTEM AS 9100 Inactive Spec Added
2/3/2014 Stack Metallurgical Services, Inc. (3801) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification

1/30/2014 Brenco Aerospace Pty. Ltd AQS - QUALITY SYSTEM AC7004 Not Approved Spec Added
1/30/2014 Brenco Aerospace Pty. Ltd CT - HVOF LGPS1301 Not Approved Spec Added
1/16/2014 American Stress Technologies NA - LABORATORY / TESTING ISO 17025 Approved Spec Modification
1/15/2014 Asko Processing, Inc. (3049) CP09 - PLATING, CHROME AMS-2438 Approved Spec Added
1/15/2014 Westmoreland Mechanical  Testing (3445) NA - LABORATORY / TESTING A2LA Approved Spec Added
1/15/2014 Lambda Technologies NA - LABORATORY / TESTING ISO 17025 Approved Spec Added
1/15/2014 Instron NA - LABORATORY / TESTING ISO 17025 Approved Spec Added
1/14/2014 Southwest United Canada Inc.(4197) SE - MANUAL PEENING LGPS-1501 Approved Spec Added
1/14/2014 Jet Processing - Div of PCC (3269) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
1/13/2014 Southwest United Industries, Inc. (4185) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
1/8/2014 HTA Aerospace and Defense Pty Ltd - Brisbane (9678) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
1/8/2014 X-R-I Testing - (Troy MI) DO NOT USE AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
1/3/2014 Shaanxi Hongyuan Aviation Forging Co.Ltd. (4992) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added

12/12/2013 Abrasive Finishing Co. (5490) SE - MANUAL PEENING LGPS-1501 Approved Spec Added
12/12/2013 Merrill Aviation Inc. (10259) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
12/12/2013 Merrill Aviation Inc. (10259) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
12/12/2013 Merrill Aviation Inc. (10259) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
12/10/2013 Burton Industries Inc. (4233) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
12/10/2013 Burton Industries Inc. (4233) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
12/9/2013 Brampton Processing (4648) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Approved Spec Added
12/9/2013 Brampton Processing (4648) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Added
12/9/2013 Brampton Processing (4648) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
12/7/2013 SURFACE TREATMENT NEDERLAND B.V (6014) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
12/6/2013 Metal Finishing Co. - Chihuahua (10847) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 Approved Spec Added
12/6/2013 Metal Finishing Co. - Chihuahua (10847) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
12/3/2013 Bodycote Thermal Processing - Huntington Park (3307) HT - HEAT TREAT AMS-2759/6 Approved Spec Added

11/22/2013 Alphacasting Inc. (5168) HT - HEAT TREAT AMS-2771 Approved Spec Added
11/22/2013 Alphacasting Inc. (5168) WLD - WELDING AMS-2694 Approved Spec Added
11/19/2013 Metal Finishing Co. - Chihuahua (10847) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
11/19/2013 Metal Finishing Co. - Chihuahua (10847) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
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11/14/2013 St Louis Metallizing CP14 - STRIPPING, HVOF LGPS-1300 Approved Spec Added
11/6/2013 PPI Aerospace LLC (Main) (3840) CP01 - COATING, DRY FILM MIL-PRF-46010 Not Approved Spec Removed
11/6/2013 Westfield Electroplating (3443) HT - HEAT TREAT AMS-2759/9 Inactive Spec Removed
11/5/2013 Fokker Landing Gear B.V. (7454) CMSP - GRINDING, HVOF LGPS-7010 Inactive Spec Removed

10/29/2013 Crestview Aerospace (was) Impresa Aerospace, LLC (10372) AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Added
10/28/2013 ATI Forged Products (3297) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
10/28/2013 ATI Forged Products (3297) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
10/28/2013 ATI Forged Products (3297) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/28/2013 ATI Forged Products (3297) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
10/18/2013 Precision CNC NA - ROLLER BURNISHING BR-163 Approved Spec Added
10/16/2013 Praxair Surface Tech. - Compton (3768) CP01 - COATING, CERAMIC METALLIC (SERMETEL®) See Limitations Inactive Spec Added
10/11/2013 Embee Processing, LLC. (3337) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MIL-DTL-13924 Approved Spec Modification
10/11/2013 Ogden Air Logistics (Hill AFB) AQS - QUALITY SYSTEM AS 9100 Inactive Spec Modification
10/11/2013 Ogden Air Logistics (Hill AFB) CT - HVOF LGPS-1301 Inactive Spec Modification
10/11/2013 Ogden Air Logistics (Hill AFB) CMSP - GRINDING, HVOF LGPS-7010 Inactive Spec Modification
10/11/2013 Ogden Air Logistics (Hill AFB) NA - LABORATORY / TESTING A2LA Inactive Spec Modification
10/11/2013 Ogden Air Logistics (Hill AFB) CP14 - STRIPPING, HVOF LGPS-1300 Inactive Spec Modification
10/11/2013 Fukada Netsusyori Kogyo Co., Ltd. (10823) AQS - QUALITY SYSTEM JISQ9100 Approved Spec Added
10/10/2013 Asashita Mekki Co., Ltd. (10370) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
10/10/2013 Asashita Mekki Co., Ltd. (10370) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
10/7/2013 Astro Aluminum Treating Co. (3051) HT - HEAT TREAT AMS-2772 Approved Spec Added
10/6/2013 Taylor Certified Processing, Inc. (5114) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
9/30/2013 Metal Finishing Co. - McLean (3499) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Modification
9/30/2013 Metal Finishing Co. - McLean (3499) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Inactive Spec Modification
9/30/2013 Metal Finishing Co. - McLean (3499) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Added
9/30/2013 Metal Finishing Co. - McLean (3499) CP11 - CONVERSION COATING, ALUMINUM MIL-C-5541 Inactive Spec Added
9/30/2013 Metal Finishing Co. - McLean (3499) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Added
9/30/2013 Metal Finishing Co. - McLean (3499) CP12 - PASSIVATION AMS-2700 Inactive Spec Added
9/30/2013 Metal Finishing Co. - McLean (3499) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Added
9/30/2013 Metal Finishing Co. - McLean (3499) SE - SHOT PEEN AMS-2430 Inactive Spec Added
9/30/2013 Metal Finishing Co. - Murdock (8500) CP11 - CONVERSION COATING, ALUMINUM MIL-C-5541 Approved Spec Added
9/30/2013 Metal Finishing Co. - Murdock (8500) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
9/30/2013 Metal Finishing Co. - Murdock (8500) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
9/30/2013 Metal Finishing Co. - Murdock (8500) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 Approved Spec Added
9/30/2013 Metal Finishing Co. - Murdock (8500) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
9/25/2013 Globe Engineering Co. (4156) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/25/2013 Globe Engineering Co. (4156) HT - HEAT TREAT AMS-2770 Approved Spec Added
9/23/2013 Diamond Chrome Plating, Inc. (3618) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Added
9/10/2013 Exactatherm Ltd. (4642) HT - HEAT TREAT AMS-2759/2 Approved Spec Modification
9/10/2013 Exactatherm Ltd. (4642) HT - HEAT TREAT AMS-2759/3 Approved Spec Modification
9/9/2013 AAA Plating & Inspection, Inc. (4342) CP07 - IVD, ALUMINUM MIL-DTL-83488 Inactive Spec Modification
9/9/2013 AAA Plating & Inspection, Inc. (4342) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MM-4922 Inactive Spec Removed
9/9/2013 Embee Processing, LLC. (3337) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MM-4922 Inactive Spec Removed
9/5/2013 Valence Seattle (4200) CP12 - PASSIVATION CP-0520 Superceded Spec Removed

8/28/2013 Wellman Dynamics (3128) AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Added
8/28/2013 Wellman Dynamics (3128) HT - HEAT TREAT AMS-2771 Approved Spec Added
8/28/2013 Wellman Dynamics (3128) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
8/28/2013 Wellman Dynamics (3128) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
8/20/2013 Continental Heat Treating Corp (3588) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
8/19/2013 Kryler Corp. (4377) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
8/14/2013 PAS Technologies - Kansas City (5202) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
8/14/2013 PAS Technologies - Kansas City (5202) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
8/5/2013 Aerospace Welding Inc. - Quebec (6347) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
8/5/2013 Aerospace Welding Inc. - Quebec (6347) WLD - WELDING AWS-D17.1 Approved Spec Added
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7/15/2013 Fucine Umbre (8092) HT - HEAT TREAT AMS-2770 Approved Spec Added
7/15/2013 Fucine Umbre (8092) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
7/15/2013 Fucine Umbre (8092) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
7/15/2013 Fucine Umbre (8092) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
7/15/2013 Fucine Umbre (8092) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Approved Spec Added
7/15/2013 Fucine Umbre (8092) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/11/2013 Hi-Tech Metal Finishing (OLD LOCATION) CP01 - COATING, DRY FILM MM-1920 Approved Spec Added
7/8/2013 Southwest United de Mexico S.A de C.V (10581) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 Approved Spec Added

6/13/2013 Southwest United de Mexico S.A de C.V (10581) SE - SHOT PEEN AMS-2430 Approved Spec Added
6/13/2013 Southwest United de Mexico S.A de C.V (10581) SE - MANUAL PEENING LGPS-1501 Approved Spec Added
6/12/2013 Magellan Aerospace Processing - New York (4250) SE - SHOT PEEN CPC-6400 Approved Spec Added
6/12/2013 Magellan Aerospace Processing - New York (4250) SE - SHOT PEEN BP-105 Approved Spec Added
6/11/2013 Metal Finishing Co. - Chihuahua (10847) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
6/11/2013 Metal Finishing Co. - Chihuahua (10847) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
6/7/2013 Unitech Composites Inc. (6886) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
6/5/2013 GE AVIATION MSSA CP01 - COATING, PAINT APPLICATION BR-167 Inactive Spec Removed
6/5/2013 GE AVIATION MSSA CP01 - COATING, PAINT APPLICATION MM-5748 Inactive Spec Removed
6/5/2013 GE AVIATION MSSA CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed

5/30/2013 Advanced Coating Technique (4813) HT - STRESS RELIEF AMS-2759/3 Inactive Spec Removed
5/23/2013 Bodycote Thermal Processing - Kitchener AQS - QUALITY SYSTEM AS 9100 Approved Spec Removed
5/22/2013 Bodycote Thermal Processing - Kitchener HT - HEAT TREAT AMS-2759 Approved Spec Removed
5/22/2013 Bodycote Thermal Processing - Kitchener HT - HEAT TREAT AMS-H-6875 Approved Spec Removed
5/21/2013 Advanced Coating Technique (4813) CP12 - PASSIVATION AMS-2700 Approved Spec Added
5/14/2013 Burton Industries Inc. (4233) HT - HEAT TREAT AMS-5629 Approved Spec Added
5/14/2013 Hercules Heat Treating Corp (3166) HT - HEAT TREAT AMS-5629 Approved Spec Added
5/7/2013 Dynamic Technology, Inc. - FTW NA - CALIBRATION ISO 17025 Approved Spec Added
5/2/2013 OVS Villella (8001) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/1/2013 OVS Villella (8001) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
5/1/2013 OVS Villella (8001) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
5/1/2013 OVS Villella (8001) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE IB) MIL-A-8625 Approved Spec Added
5/1/2013 OVS Villella (8001) CP12 - PASSIVATION AMS-2700 Approved Spec Added

4/30/2013 howmet aerospace AQS - QUALITY SYSTEM AC7004 Inactive Spec Modification
4/23/2013 Arrow Gear CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
4/23/2013 Arrow Gear CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
4/22/2013 Embee Processing, LLC. (3337) CP07 - IVD, CADMIUM MM-4949 Inactive Spec Removed
4/22/2013 Embee Processing, LLC. (3337) NDT - INSPECTION, TEMPER ETCH CP-0350 Inactive Spec Removed
4/6/2013 Alp Aviation (7440) CMSP - GRINDING, CHROME LGPS-7000 Approved Spec Added
4/6/2013 Alp Aviation (7440) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
4/6/2013 Alp Aviation (7440) CP09 - PLATING, CHROME MIL-STD-1501 Approved Spec Added
4/6/2013 Alp Aviation (7440) CP09 - PLATING, CADMIUM-TITANIUM LGPS-1103 Approved Spec Added
4/6/2013 Alp Aviation (7440) CP09 - PLATING, CADMIUM-TITANIUM MIL-STD-1500 Approved Spec Added
4/3/2013 Orbit Industries at GLG Marble AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
4/3/2013 Orbit Industries at GLG Marble NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
4/3/2013 Orbit Industries at GLG Marble NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
4/2/2013 Tektronix Service Solutions NA - CALIBRATION ISO17025 Not Approved Spec Removed

3/28/2013 Advanced Coating Technique (4813) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
3/27/2013 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT CPC-6203 Superceded Spec Modification
3/27/2013 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT CPC-6216 Superceded Spec Modification
3/27/2013 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT CPC-6201 Inactive Spec Modification
3/27/2013 Southwest United de Mexico S.A de C.V (10581) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
3/27/2013 Southwest United de Mexico S.A de C.V (10581) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Approved Spec Added
3/27/2013 Fukada Netsusyori Kogyo Co., Ltd. (10823) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/27/2013 Fukada Netsusyori Kogyo Co., Ltd. (10823) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/18/2013 Phoenix Spring Company (3975) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
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3/18/2013 Phoenix Spring Company (3975) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/18/2013 Phoenix Spring Company (3975) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
3/18/2013 Phoenix Spring Company (3975) CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/12/2013 Metal Surfaces Inc. (3501) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/6/2013 Valence Everett (Blue Streak Finishers) (4405) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
3/4/2013 Rex Heat Treat (3749) HT - HEAT TREAT AMS-2801 Approved Spec Added
3/4/2013 Rex Heat Treat (3749) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/4/2013 Rex Heat Treat (3749) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
3/4/2013 Rex Heat Treat (3749) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/4/2013 Rex Heat Treat (3749) HT - HEAT TREAT AMS-2759/11 Approved Spec Added
3/4/2013 Rex Heat Treat (3749) HT - HEAT TREAT AMS-2759 Inactive Spec Modification

2/28/2013 Weber Metals, Inc. (4218) HT - HEAT TREAT AMS-2772 Approved Spec Added
2/20/2013 Merrill Fabricators AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Modification
2/15/2013 Air Industries Machining Corp NA - ROLLER BURNISHING BR-163 Approved Spec Modification
2/14/2013 Mecaer Aviation Group S.p.A. (10206) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Not Approved Spec Removed
2/12/2013 Stack Metallurgical Services, Inc. (3801) HT - HEAT TREAT LGPS-2002 Approved Spec Added
2/11/2013 J. D. Ott Company, Inc. (4334) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/4/2013 Magellan Aerospace Processing - New York (4250) NDT - INSPECTION, MAGNETIC PARTICLE MM-5537 Approved Spec Added

1/31/2013 Advanced Coating Technique (4813) CP01 - COATING, PAINT APPLICATION BR-167 Approved Spec Modification
1/31/2013 Advanced Coating Technique (4813) NDT - INSPECTION, MAGNETIC PARTICLE MM-5537 Approved Spec Added
1/31/2013 Embee Processing, LLC. (3337) CP01 - COATING, PAINT APPLICATION MIL-P-24441 Inactive Spec Removed
1/31/2013 Magellan Aerospace Processing - New York (4250) CP01 - COATING, DRY FILM MIL-L-23398 Approved Spec Modification
1/31/2013 Southwest United Industries, Inc. (4185) CP01 - COATING, PAINT APPLICATION MIL-C-8514 Inactive Spec Removed
1/30/2013 Aerosphere Inc. (8507) SE - MANUAL PEENING LGPS-1501 Approved Spec Added
1/25/2013 Alp Aviation (7440) CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Approved Spec Added
1/25/2013 General Metal Heat Treating (4457) HT - HEAT TREAT AMS-2759/1 Approved Spec Modification
1/25/2013 General Metal Heat Treating (4457) HT - HEAT TREAT BP-118 Inactive Spec Removed
1/25/2013 General Metal Heat Treating (4457) HT - HEAT TREAT BP-109 Inactive Spec Removed
1/25/2013 General Metal Heat Treating (4457) HT - HEAT TREAT BP-123 Inactive Spec Removed
1/25/2013 General Metal Heat Treating (4457) HT - HEAT TREAT BP-106 Inactive Spec Removed
1/25/2013 General Metal Heat Treating (4457) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
1/25/2013 General Metal Heat Treating (4457) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
1/25/2013 General Metal Heat Treating (4457) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
1/25/2013 General Metal Heat Treating (4457) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
1/22/2013 UMBRAGROUP S.P.A. (5269) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
1/16/2013 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT BP-106 Approved Spec Added
1/14/2013 Howmet Aerospace (3316) NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Approved Spec Added
1/7/2013 Embee Processing, LLC. (3337) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification

12/21/2012 Brampton Processing (4648) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
12/21/2012 Southwest United Canada Inc.(4197) CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Approved Spec Added
12/19/2012 Pacific Metallurgical Inc. (4268) HT - HEAT TREAT ES-0744 Approved Spec Added
12/19/2012 Southwest United de Mexico S.A de C.V (10581) CP12 - PASSIVATION AMS-2700 Approved Spec Modification
12/19/2012 Southwest United de Mexico S.A de C.V (10581) CP12 - PASSIVATION ASTM-A-967 Approved Spec Modification
12/19/2012 Southwest United de Mexico S.A de C.V (10581) CP12 - PASSIVATION ASTM-A-380 Approved Spec Modification
12/17/2012 Advanced Coating Technique (4813) CP01 - COATING, PAINT APPLICATION MM-5748 Approved Spec Added
12/17/2012 Bluewater Thermal Solutions (8118) HT - HEAT TREAT AMS-2759/1 Approved Spec Modification
12/17/2012 Bluewater Thermal Solutions (8118) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
12/17/2012 Bluewater Thermal Solutions (8118) HT - HEAT TREAT AMS-2759/7 Approved Spec Added
12/17/2012 Bluewater Thermal Solutions (8118) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
12/17/2012 V & M PRECISION MACHINE & GRINDING CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
12/17/2012 V & M PRECISION MACHINE & GRINDING CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
12/17/2012 V & M PRECISION MACHINE & GRINDING CMSP - GRINDING, CHROME MM-5759 Inactive Spec Removed
12/17/2012 V & M PRECISION MACHINE & GRINDING AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
12/14/2012 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT MM-4995 Approved Spec Added
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12/14/2012 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT AMS-H-7199 Inactive Spec Removed
12/14/2012 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT PS-2101 Approved Spec Added
12/14/2012 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
12/14/2012 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT MM-4990 Approved Spec Added
12/14/2012 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
12/14/2012 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT BP-124 Approved Spec Added
12/14/2012 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
12/14/2012 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
12/14/2012 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
12/14/2012 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
12/14/2012 Bodycote Thermal Processing - (FTW) Haltom City (3519) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
12/11/2012 Superior Plating Company - CT (4160) CP14 - STRIPPING, HVOF LGPS-1300 Approved Spec Added
12/7/2012 Cedtech Testing Laboratories (3547) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
12/7/2012 Element Rancho Dominguez (3657) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
12/6/2012 Takabayashi Mfg. Co. Ltd. (10827) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
12/6/2012 Takabayashi Mfg. Co. Ltd. (10827) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
12/5/2012 Phoenix Heat Treating, Inc. (3698) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
12/5/2012 Phoenix Heat Treating, Inc. (3698) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
12/5/2012 Phoenix Heat Treating, Inc. (3698) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
12/5/2012 Phoenix Heat Treating, Inc. (3698) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
12/5/2012 Phoenix Heat Treating, Inc. (3698) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
12/5/2012 Phoenix Heat Treating, Inc. (3698) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
12/4/2012 Yura Sansho Co., Ltd. (10859) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
12/4/2012 Yura Sansho Co., Ltd. (10859) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added

11/28/2012 Bowman Plating, Inc (4199) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Inactive Spec Removed
11/27/2012 Sumitomo Precision Products Co. Ltd. (5058) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Modification
11/27/2012 Asashita Mekki Co., Ltd. (10370) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
11/27/2012 Asashita Mekki Co., Ltd. (10370) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Added
11/27/2012 Asashita Mekki Co., Ltd. (10370) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
11/27/2012 Asashita Mekki Co., Ltd. (10370) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
11/27/2012 Asashita Mekki Co., Ltd. (10370) CP12 - PASSIVATION AMS-2700 Approved Spec Added
11/27/2012 Asashita Mekki Co., Ltd. (10370) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
11/27/2012 Takabayashi Mfg. Co. Ltd. (10827) AQS - QUALITY SYSTEM JISQ9100 Approved Spec Added
11/27/2012 Yura Sansho Co., Ltd. (10859) AQS - QUALITY SYSTEM JISQ9100 Approved Spec Added
11/26/2012 Curtiss-Wright Controls Integrated Sensing Inc AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
11/26/2012 Curtiss-Wright Controls Integrated Sensing Inc WLD - WELDING AMS-W-6858 Inactive Spec Removed
11/19/2012 Sargent Controls Aerospace (4716) CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
11/19/2012 Sargent Controls Aerospace (4716) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
11/19/2012 Sargent Mexico - Airtomic (6932) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
11/19/2012 Sargent Mexico - Airtomic (6932) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
11/13/2012 Fukada Netsusyori Kogyo Co., Ltd. (10823) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
11/12/2012 AeroTek Manufacturing Limited - (4434) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MIL-DTL-13924 Inactive Spec Removed
11/12/2012 Applus RTD Canada - Burlington (4740) NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Pulled Spec Removed
11/12/2012 Vac-Aero International -Oakville (3420) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
11/6/2012 Ultratech Sp.z o.o. (9278) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
11/5/2012 Air Industries Machining Corp CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
11/2/2012 Tecnickrome Aeronautique Inc. (4760) CP13 - PLATING, BRUSH ZINC NICKEL LGPS-1107 Approved Spec Added
11/2/2012 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, ZINC NICKEL LGPS-1106 Approved Spec Added

10/22/2012 CPP - Port Hueneme (3608) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
10/22/2012 CPP - Port Hueneme (3608) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
10/22/2012 CPP - Port Hueneme (3608) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
10/19/2012 Alp Aviation (7440) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
10/15/2012 Sumitomo Precision Products Co. Ltd. (5058) AQS - QUALITY SYSTEM JISQ9100 Approved Spec Added
10/12/2012 PAS Technologies - Phoenix (3378) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Added
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10/12/2012 Dixon Hard Chrome, Inc (4214) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Not Approved Spec Removed
10/10/2012 Magellan Aerospace Processing - New York (4250) SE - SHOT PEEN PS-1201 Approved Spec Added
10/10/2012 Curtiss Wright Metal Improvement Co. - Santa Ana (4070) SE - SHOT PEEN PS-1201 Approved Spec Added
10/9/2012 Mistras Services Inc (3242) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
10/3/2012 Howmet Aerospace (3316) HT - HEAT TREAT AMS-H-6088 Superceded Spec Removed
10/3/2012 Howmet Aerospace (3316) HT - HEAT TREAT AMS-2770 Approved Spec Added
10/3/2012 Bennett Heat Treat (3071) HT - HEAT TREAT AMS-H-6088 Superceded Spec Removed
10/3/2012 Bennett Heat Treat (3071) HT - HEAT TREAT AMS-2770 Approved Spec Added
10/3/2012 Consolidated Industries, Inc. (3587) HT - HEAT TREAT AMS-H-6088 Superceded Spec Removed
10/3/2012 Consolidated Industries, Inc. (3587) HT - HEAT TREAT AMS-2770 Approved Spec Added
10/3/2012 Wyman-Gordon - MA (3454) HT - HEAT TREAT AMS-H-6088 Superceded Spec Removed
9/20/2012 Alp Aviation (7440) CP02 - TEMPER ETCH INSPECTION AMS-2649 Approved Spec Added
9/20/2012 Tecnickrome Aeronautique Inc. (4760) SE - MANUAL PEENING LGPS-1501 Approved Spec Added
9/19/2012 Bodycote Thermal Processing - Burke St. WLD - BRAZING AMS-2665 Inactive Spec Modification
9/18/2012 Precision Coil Spring (4041) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
9/17/2012 Cook Induction Heating (5069) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
9/13/2012 Tekalia Aeronautik (2010) Inc (7875) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Approved Spec Added
9/11/2012 Southwest United de Mexico S.A de C.V (10581) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Removed
9/11/2012 Southwest United de Mexico S.A de C.V (10581) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Removed
9/4/2012 MAMESTA B.V. HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed

8/29/2012 SURFACE TREATMENT NEDERLAND B.V (6014) CP05 - CHEMICAL MILLING CPC-8224 Inactive Spec Removed
8/27/2012 Plating Perceptions, Inc. (4563) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
8/23/2012 Valence Lynwood (4110) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 type 3 Not Approved Spec Removed
8/14/2012 Hytek Finishes (4508) SE - MANUAL PEENING LGPS-1501 Approved Spec Added
8/14/2012 Solar Atmospheres of Western PA (4155) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
8/14/2012 Solar Atmospheres of Western PA (4155) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
8/14/2012 Solar Atmospheres of Western PA (4155) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
8/14/2012 Solar Atmospheres of Western PA (4155) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
8/14/2012 Solar Atmospheres of Western PA (4155) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
8/10/2012 METAL IMPROVEMENT CO. - Bensalem CP01 - COATING, PAINT APPLICATION LGPS-1001 Inactive Spec Removed
8/10/2012 METAL IMPROVEMENT CO. - Bensalem CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
8/10/2012 METAL IMPROVEMENT CO. - Bensalem CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
8/10/2012 METAL IMPROVEMENT CO. - Bensalem AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
8/10/2012 METAL IMPROVEMENT CO. - Bensalem SE - SHOT PEEN AMS-2430 Inactive Spec Removed
8/8/2012 PPI Aerospace LLC (Main) (3840) CP09 - PLATING, SILVER AMS-2410 Approved Spec Added
8/7/2012 Magellan Aerospace Processing - New York (4250) CP09 - PLATING, COPPER AMS-2418 Inactive Spec Removed
8/6/2012 International Hardcoat Inc. (3259) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Inactive Spec Removed
8/6/2012 International Hardcoat Inc. (3259) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Approved Spec Modification
8/6/2012 Vac-Met Inc. (3422) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
8/6/2012 Vac-Met Inc. (3422) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
8/6/2012 Vac-Met Inc. (3422) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
8/6/2012 Vac-Met Inc. (3422) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
8/1/2012 Ultraspec Finishing Inc. (4686) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added

7/27/2012 Southwest United Ind. at Daniluk Corp. CMSP - GRINDING, HVOF LGPS-7010 Inactive Spec Removed
7/23/2012 Phoenix Heat Treating, Inc. (3698) HT - HEAT TREAT CPC-6203 Superceded Spec Removed
7/23/2012 Phoenix Heat Treating, Inc. (3698) HT - HEAT TREAT CPC-6201 Superceded Spec Removed
7/23/2012 Phoenix Heat Treating, Inc. (3698) HT - HEAT TREAT CPC-6216 Superceded Spec Removed
7/23/2012 Phoenix Heat Treating, Inc. (3698) HT - HEAT TREAT LGPS-2002 Approved Spec Added
7/23/2012 Burton Industries Inc. (4233) HT - HEAT TREAT CPC-6216 Superceded Spec Removed
7/23/2012 Burton Industries Inc. (4233) HT - HEAT TREAT CPC-6203 Superceded Spec Removed
7/23/2012 Burton Industries Inc. (4233) HT - HEAT TREAT CPC-6201 Superceded Spec Removed
7/23/2012 Burton Industries Inc. (4233) HT - HEAT TREAT CPC-6205 Superceded Spec Removed
7/23/2012 Burton Industries Inc. (4233) HT - HEAT TREAT LGPS-2002 Approved Spec Added
7/23/2012 Engineered Heat Treat, Inc. (3341) HT - HEAT TREAT CPC-6201 Superceded Spec Removed
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7/23/2012 Engineered Heat Treat, Inc. (3341) HT - HEAT TREAT CPC-6216 Superceded Spec Removed
7/23/2012 Engineered Heat Treat, Inc. (3341) HT - HEAT TREAT CPC-6203 Superceded Spec Removed
7/23/2012 Engineered Heat Treat, Inc. (3341) HT - HEAT TREAT LGPS-2002 Approved Spec Added
7/23/2012 General Metal Heat Treating (4457) HT - HEAT TREAT CPC-6216 Superceded Spec Removed
7/23/2012 General Metal Heat Treating (4457) HT - HEAT TREAT CPC-6201 Superceded Spec Removed
7/23/2012 General Metal Heat Treating (4457) HT - HEAT TREAT CPC-6203 Superceded Spec Removed
7/23/2012 General Metal Heat Treating (4457) HT - HEAT TREAT LGPS-2002 Approved Spec Added
7/23/2012 Hercules Heat Treating Corp (3166) HT - HEAT TREAT CPC-6201 Superceded Spec Removed
7/23/2012 Hercules Heat Treating Corp (3166) HT - HEAT TREAT CPC-6216 Superceded Spec Removed
7/23/2012 Hercules Heat Treating Corp (3166) HT - HEAT TREAT CPC-6203 Superceded Spec Removed
7/23/2012 Hercules Heat Treating Corp (3166) HT - HEAT TREAT CPC-6205 Superceded Spec Removed
7/23/2012 Hercules Heat Treating Corp (3166) HT - HEAT TREAT LGPS-2002 Approved Spec Added
7/20/2012 Applus RTD Canada - Burlington (4740) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/20/2012 Sierra Spray Painting Ltd. (11458) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/20/2012 Mecaer America Inc. (12134) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/20/2012 PCC GTA - Vaughan AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
7/20/2012 Vac Developments (5576) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/18/2012 UMBRAGROUP S.P.A. (5269) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Not Approved Spec Removed
7/18/2012 UMBRAGROUP S.P.A. (5269) CP01 - COATING, PAINT APPLICATION MIL-PRF-22750 Not Approved Spec Removed
7/18/2012 UMBRAGROUP S.P.A. (5269) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MIL-DTL-13924 Not Approved Spec Removed
7/18/2012 UMBRAGROUP S.P.A. (5269) CP13 - PLATING, BRUSH CADMIUM AMS-QQ-P-416 Not Approved Spec Removed
7/18/2012 UMBRAGROUP S.P.A. (5269) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Not Approved Spec Removed
7/18/2012 UMBRAGROUP S.P.A. (5269) CP09 - PLATING, CHROME AMS-QQ-C-320 Not Approved Spec Removed
7/18/2012 UMBRAGROUP S.P.A. (5269) CP09 - PLATING, CHROME AMS-2460 Not Approved Spec Removed
7/18/2012 UMBRAGROUP S.P.A. (5269) CP09 - PLATING, COPPER AMS-2418 Not Approved Spec Removed
7/18/2012 UMBRAGROUP S.P.A. (5269) CP12 - TITANIUM CLEANING LGPS-8003 Approved Spec Added
7/16/2012 Taylor Certified Processing, Inc. (5114) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/11/2012 Brooks Instrument Div. NA - CALIBRATION ISO 10012-1 Inactive Spec Removed
7/9/2012 Superior Plating Company - CT (4160) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
7/3/2012 AeroTek Manufacturing Limited - (4434) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/3/2012 Alphacasting Inc. (5168) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/3/2012 Anodizing & Paint TNM Inc. (4687) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/3/2012 CPS INDUSTRIES AQS - QUALITY SYSTEM AS 9100 Pulled Spec Removed
7/3/2012 Heroux Devtek Kitchener AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/3/2012 Aerosphere Inc. (8507) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/2/2012 Cygnus, Inc. (4388) CP12 - PASSIVATION ASTM-A-967 Approved Spec Modification

6/26/2012 Alp Aviation (7440) CP10 - ELECTROLESS PLATING, NICKEL LGPS-1108 Approved Spec Added
6/19/2012 Modern Industries, Inc. - Erie (4319) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
6/19/2012 Modern Industries, Inc. - Erie (4319) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
6/19/2012 Modern Industries, Inc. - Erie (4319) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
6/19/2012 Modern Industries, Inc. - Erie (4319) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
6/19/2012 Modern Industries, Inc. - Erie (4319) HT - HEAT TREAT AMS-2759/11 Approved Spec Added
6/19/2012 Modern Industries, Inc. - Erie (4319) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
6/15/2012 Southwest United Industries, Inc. (4185) SE - MANUAL PEENING LGPS-1501 Approved Spec Added
6/12/2012 Diamond Chrome Plating, Inc. (3618) CP10 - ELECTROLESS PLATING, NICKEL LGPS-1108 Approved Spec Added
6/11/2012 Dayton T. Brown, Inc. NA - LABORATORY / TESTING ISO 17025 Approved Spec Added
6/8/2012 Stack Metallurgical Services, Inc. (3801) HT - HEAT TREAT AMS-2770 Approved Spec Modification
6/8/2012 Stack Metallurgical Services, Inc. (3801) HT - HEAT TREAT AMS-H-6875 Approved Spec Modification
6/8/2012 Stack Metallurgical Services, Inc. (3801) HT - HEAT TREAT AMS-H-81200 Approved Spec Modification
6/7/2012 Bodycote Thermal Processing - Huntington Park (3307) HT - HEAT TREAT CPC-6201 Superceded Spec Modification
6/7/2012 Bodycote Thermal Processing - Huntington Park (3307) HT - HEAT TREAT CPC-6216 Superceded Spec Modification
6/7/2012 Bodycote Thermal Processing - Huntington Park (3307) HT - HEAT TREAT AMS-2759 Inactive Spec Modification
6/7/2012 Bodycote Thermal Processing - Huntington Park (3307) HT - HEAT TREAT CPC-6203 Superceded Spec Modification
6/7/2012 Bodycote Thermal Processing - Huntington Park (3307) HT - HEAT TREAT LGPS-2002 Approved Spec Added
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6/7/2012 Bodycote Thermal Processing - Huntington Park (3307) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
6/7/2012 Bodycote Thermal Processing - Huntington Park (3307) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
6/7/2012 Bodycote Thermal Processing - Huntington Park (3307) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
6/7/2012 Bodycote Thermal Processing - Huntington Park (3307) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
6/7/2012 Bodycote Thermal Processing - Huntington Park (3307) HT - HEAT TREAT AMS-2759/7 Approved Spec Added
6/7/2012 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT AMS-2759 Inactive Spec Modification
6/7/2012 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT CPC-6216 Superceded Spec Modification
6/7/2012 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT CPC-6203 Superceded Spec Modification
6/7/2012 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT CPC-6201 Superceded Spec Modification
6/7/2012 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
6/7/2012 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
6/7/2012 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
6/7/2012 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
6/7/2012 Continental Heat Treating Corp (3588) HT - HEAT TREAT LGPS-2002 Approved Spec Modification
6/7/2012 Continental Heat Treating Corp (3588) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
6/7/2012 Continental Heat Treating Corp (3588) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
6/7/2012 Continental Heat Treating Corp (3588) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
6/7/2012 Continental Heat Treating Corp (3588) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
6/7/2012 Continental Heat Treating Corp (3588) HT - HEAT TREAT AMS-2759 Inactive Spec Modification
6/7/2012 Continental Heat Treating Corp (3588) HT - HEAT TREAT CPC-6205 Superceded Spec Modification
6/7/2012 Continental Heat Treating Corp (3588) HT - HEAT TREAT CPC-6203 Superceded Spec Modification
6/7/2012 Embee Processing, LLC. (3337) HT - STRESS RELIEF CPC-6203 Superceded Spec Modification
6/7/2012 Embee Processing, LLC. (3337) HT - STRESS RELIEF LGPS-7000 Inactive Spec Added
6/7/2012 Pacific Metallurgical Inc. (4268) HT - HEAT TREAT AMS-2759 Inactive Spec Modification
6/7/2012 Pacific Metallurgical Inc. (4268) HT - HEAT TREAT CPC-6201 Superceded Spec Removed
6/7/2012 Pacific Metallurgical Inc. (4268) HT - HEAT TREAT CPC-6203 Superceded Spec Removed
6/7/2012 Pacific Metallurgical Inc. (4268) HT - HEAT TREAT CPC-6216 Superceded Spec Removed
6/7/2012 Pacific Metallurgical Inc. (4268) HT - HEAT TREAT LGPS-2002 Approved Spec Added
6/7/2012 Pacific Metallurgical Inc. (4268) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
6/7/2012 Pacific Metallurgical Inc. (4268) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
6/7/2012 Pacific Metallurgical Inc. (4268) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
6/7/2012 Pacific Metallurgical Inc. (4268) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
6/7/2012 Precision Coil Spring (4041) HT - HEAT TREAT CPC-6201 Superceded Spec Removed
6/7/2012 Precision Coil Spring (4041) HT - HEAT TREAT CPC-6216 Superceded Spec Removed
6/7/2012 Precision Coil Spring (4041) HT - HEAT TREAT AMS-2759/4 Approved Spec Modification
6/7/2012 Precision Coil Spring (4041) HT - HEAT TREAT CPC-6203 Superceded Spec Removed

5/31/2012 MEARS MACHINE NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
5/31/2012 MEARS MACHINE AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
5/31/2012 MEARS MACHINE WLD - WELDING MIL-W-22248 Inactive Spec Removed
5/31/2012 NP PRECISION, INC. CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
5/31/2012 NP PRECISION, INC. CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
5/31/2012 NP PRECISION, INC. NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
5/31/2012 NP PRECISION, INC. NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
5/31/2012 NP PRECISION, INC. CP01 - COATING, PAINT APPLICATION LGPS-1001 Inactive Spec Removed
5/31/2012 NP PRECISION, INC. CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
5/31/2012 NP PRECISION, INC. AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
5/30/2012 A1 Calibration Laboratory NA - CALIBRATION ISO 17025 Inactive Spec Removed
5/30/2012 Kimball Labs NA - CALIBRATION ISO 17025 Approved Spec Added
5/28/2012 ATI ZKM Forging sp. z o.o. (8184) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/28/2012 MB Aerospace Technologies (Poland) Sp.  Z o.o. plant No 2 Rzeszow (10907) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/25/2012 CPP - Port Hueneme (3608) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/25/2012 CPP - Port Hueneme (3608) HT - HEAT TREAT AMS-2771 Approved Spec Added
5/25/2012 ST&I Inc. - Surface Treatment & Inspection (3800) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
5/23/2012 Shultz Steel Co. (4392) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
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5/23/2012 Bodycote Thermal Processing - Vernon (3308) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/23/2012 GE AVIATION MSSA AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/23/2012 Triumph Actuation Systems - Yakima (3937) AQS - QUALITY SYSTEM AS 9100 Superceded Spec Added
5/22/2012 Air Industries Machining Corp AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/22/2012 Sargent Controls Aerospace (4716) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/22/2012 Magnetic Inspection Laboratory, Inc. - Annex (10392) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/22/2012 Southwest United de Mexico S.A de C.V (10581) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/21/2012 PAS Technologies - Kansas City (5202) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
5/21/2012 PAS Technologies - Kansas City (5202) CP02 - TEMPER ETCH INSPECTION AMS-2649 Inactive Spec Removed
5/21/2012 PAS Technologies - Kansas City (5202) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Inactive Spec Removed
5/21/2012 PAS Technologies - Kansas City (5202) CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Inactive Spec Removed
5/21/2012 Clackamas Tool Welding (6035) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/18/2012 DECCO CASTINGS NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
5/18/2012 DECCO CASTINGS NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Inactive Spec Removed
5/15/2012 Quality Heat Treating (4407) HT - HEAT TREAT BP-118 Inactive Spec Removed
5/15/2012 Quality Heat Treating (4407) HT - HEAT TREAT BP-123 Inactive Spec Removed
5/15/2012 Quality Heat Treating (4407) HT - HEAT TREAT BP-109 Inactive Spec Removed
5/15/2012 Quality Heat Treating (4407) HT - HEAT TREAT BP-106 Inactive Spec Removed
5/10/2012 Aero-Safe Processing Inc. CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Pulled Spec Removed
5/10/2012 Aero-Safe Processing Inc. CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Pulled Spec Removed
5/10/2012 Aero-Safe Processing Inc. CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 type 3 Pulled Spec Removed
5/10/2012 Aero-Safe Processing Inc. CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Pulled Spec Removed
5/10/2012 Aero-Safe Processing Inc. CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Pulled Spec Removed
5/10/2012 Aero-Safe Processing Inc. CP09 - PLATING, COPPER AMS-2418 Pulled Spec Removed
5/10/2012 Aero-Safe Processing Inc. CP10 - ELECTROLESS PLATING, NICKEL MIL-C-26074 Pulled Spec Removed
5/10/2012 Aero-Safe Processing Inc. CP12 - PASSIVATION AMS-2700 Pulled Spec Removed
5/10/2012 Aero-Safe Processing Inc. CP12 - PASSIVATION ASTM-A-967 Approved Spec Removed
5/9/2012 Modern Industries, Inc. (3215) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
5/9/2012 Vac-Aero  International Inc.-Montreal (3421) HT - HEAT TREAT AMS-2759/6 Approved Spec Added
5/9/2012 Modern Industries (7006) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
5/9/2012 Modern Industries (7006) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
5/8/2012 Anodic Inc. (3038) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-2469 Not Approved Spec Modification
5/7/2012 Westfield Electroplating (3443) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Added
5/7/2012 Westfield Electroplating (3443) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
5/7/2012 Westfield Electroplating (3443) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-2469 Approved Spec Added
5/1/2012 TRU-TONE METAL PRODUCT, INC. CP01 - COATING, PAINT APPLICATION MM-5748 Inactive Spec Removed
5/1/2012 TRU-TONE METAL PRODUCT, INC. CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
5/1/2012 TRU-TONE METAL PRODUCT, INC. CP01 - COATING, PAINT APPLICATION LGPS-1001 Inactive Spec Removed
5/1/2012 TRU-TONE METAL PRODUCT, INC. AQS - QUALITY SYSTEM ISO9000 Inactive Spec Removed
4/30/2012 Superior Plating Company - CT (4160) CP10 - ELECTROLESS PLATING, NICKEL LGPS-1108 Approved Spec Added
4/27/2012 Hi-Tech Metal Finishing (OLD LOCATION) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
4/27/2012 Hi-Tech Metal Finishing (OLD LOCATION) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
4/27/2012 Hi-Tech Metal Finishing (OLD LOCATION) HT - HEAT TREAT BP-124 Approved Spec Added
4/27/2012 Hi-Tech Metal Finishing (OLD LOCATION) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
4/25/2012 Vac Aero Kalisz CT - HVOF LGPS-1301 Not Approved Spec Added
4/23/2012 voestalpine BÖHLER Aerospace GmbH & Co KG (4043) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Added
4/12/2012 Modern Industries, Inc. (3215) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 Approved Spec Added
4/12/2012 Modern Industries, Inc. (3215) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 Approved Spec Added
4/12/2012 Modern Industries, Inc. (3215) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
4/12/2012 Modern Industries, Inc. (3215) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-2469 Approved Spec Added
4/12/2012 Modern Industries, Inc. (3215) CP12 - PASSIVATION AMS-2700 Approved Spec Added
4/11/2012 Southwest United de Mexico S.A de C.V (10581) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
4/10/2012 Bodycote Thermal Processing - Santa Fe Springs - Romandel Ave (3527) HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
4/10/2012 Weber Metals, Inc. (4218) HT - HEAT TREAT AMS-2770 Approved Spec Added
4/10/2012 Weber Metals, Inc. (4218) HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
3/30/2012 Hi-Tech Metal Finishing (OLD LOCATION) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Added
3/28/2012 Embee Processing, LLC. (3337) CMSP - GRINDING, CHROME MM-4990-5 Approved Spec Added
3/23/2012 Smiths Tubular Systems - Laconia (3303) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
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3/21/2012 Fisher Scientific Canada NA - CALIBRATION ISO 10012-1 Inactive Spec Added
3/21/2012 Metrohm NA - CALIBRATION ISO 10012-1 Inactive Spec Added
3/20/2012 Aubert & Duval (5258) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
3/20/2012 voestalpine BÖHLER Aerospace GmbH & Co KG (4043) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
3/20/2012 voestalpine BÖHLER Aerospace GmbH & Co KG (4043) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
3/20/2012 METAL IMPROVEMENT CO-ST TRUIDEN (5534) SE - FLAPPER / ROTO PEENING MIL-R-81841 Not Approved Spec Removed
3/20/2012 METAL IMPROVEMENT CO-ST TRUIDEN (5534) SE - MANUAL PEENING LGPS-1501 Approved Spec Added
3/20/2012 Hi-Tech Metal Finishing (OLD LOCATION) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Added
3/20/2012 Hi-Tech Metal Finishing (OLD LOCATION) CP02 - TEMPER ETCH INSPECTION AMS-2649 Approved Spec Added
3/20/2012 Hi-Tech Metal Finishing (OLD LOCATION) SE - FLAPPER / ROTO PEENING MIL-R-81841 Approved Spec Added
3/20/2012 Hi-Tech Metal Finishing (OLD LOCATION) SE - FLAPPER / ROTO PEENING AMS-2590 Approved Spec Added
3/20/2012 Hi-Tech Metal Finishing (OLD LOCATION) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Approved Spec Added
3/19/2012 Westfield Electroplating (3443) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
3/15/2012 Hi-Tech Metal Finishing (OLD LOCATION) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
2/28/2012 R. B. Annis Co., Inc. NA - CALIBRATION ISO 10012-1 Pulled Spec Removed
2/27/2012 Tecnickrome Aeronautique Inc. (4760) CP14 - STRIPPING, HVOF LGPS-1300 Approved Spec Added
2/27/2012 W Pat Crow Forgings (4177) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/20/2012 SURFACE TREATMENT NEDERLAND B.V (6014) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
2/13/2012 Fokker Landing Gear B.V. (7454) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Modification
2/9/2012 Curtiss Wright Metal Improvement Co. - Santa Ana (4070) SE - SHOT PEEN MM-5534 Inactive Spec Removed
2/1/2012 Hytek Finishes (4508) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Modification
1/27/2012 Asahi Kinzoku Kogyo Co. Ltd. - Anpachi (5018) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
1/27/2012 Deloro Stellite Surface Technologies CT - HVOF LGPS-1301 Inactive Spec Removed
1/27/2012 Deloro Stellite Surface Technologies CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
1/27/2012 Deloro Stellite Surface Technologies CMSP - GRINDING, HVOF LGPS-7010 Inactive Spec Removed
1/27/2012 Deloro Stellite Surface Technologies AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
1/27/2012 Deloro Stellite Surface Technologies CP14 - STRIPPING, HVOF LGPS-1300 Inactive Spec Removed
1/27/2012 Tecnickrome Aeronautique Inc. (4760) CMSP - GRINDING, HVOF LGPS-7010 Approved Spec Added
1/27/2012 Terauchi Manufacturing Co. Ltd. (7864) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
1/27/2012 Taiyo Metal Industries Co.Ltd. (5400) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
1/24/2012 Exotic Tool Welding Company (5464) WLD - WELDING AWS-D17.1 Approved Spec Modification
1/24/2012 HTG Hi Tech Aero (3196) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
1/24/2012 HTG Hi Tech Aero (3196) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
1/24/2012 HTG Hi Tech Aero (3196) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
1/24/2012 HTG Hi Tech Aero (3196) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
1/20/2012 MB Aerospace Technologies (Poland) Sp.  Z o.o. plant No 2 Rzeszow (10907) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
1/20/2012 MB Aerospace Technologies (Poland) Sp.  Z o.o. plant No 2 Rzeszow (10907) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
1/16/2012 Metallurgical Processing, Inc. (3504) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
1/16/2012 Metallurgical Processing, Inc. (3504) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
1/16/2012 Metallurgical Processing, Inc. (3504) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
1/16/2012 Metallurgical Processing, Inc. (3504) HT - HEAT TREAT AMS-2759/4 Approved Spec Added
1/16/2012 Metallurgical Processing, Inc. (3504) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
1/16/2012 Metallurgical Processing, Inc. (3504) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
1/4/2012 Advanced Coating Technique (4813) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Added
1/4/2012 PG Imtech of California, LLC NA - COATING, VACUUM IMPREGNATED CHROME MIL-STD-276 Approved Spec Modification

12/20/2011 Alta Precision Inc. CP01 - COATING, PAINT APPLICATION LGPS-1001 Inactive Spec Added
12/9/2011 Alp Aviation (7440) CT - HVOF LGPS-1301 Approved Spec Modification
12/8/2011 Hohman Plating, LLC (3175) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Modification
12/8/2011 Hohman Plating, LLC (3175) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Approved Spec Modification
12/8/2011 Hohman Plating, LLC (3175) CP09 - PLATING, CHROME AMS-2460 Approved Spec Modification
12/8/2011 Hohman Plating, LLC (3175) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Modification
12/8/2011 Hohman Plating, LLC (3175) CP09 - PLATING, NICKEL AMS-2424 Approved Spec Modification
12/8/2011 Hohman Plating, LLC (3175) CP09 - PLATING, TIN ASTM-B-545 Approved Spec Modification
12/8/2011 Hohman Plating, LLC (3175) CP09 - PLATING, TIN AMS-2408 Approved Spec Modification
12/8/2011 Hohman Plating, LLC (3175) CP12 - PASSIVATION AMS-2700 Approved Spec Modification
12/8/2011 Sumitomo Precision Products Co. Ltd. (5058) CP01 - COATING, DRY FILM AS-5528 Approved Spec Added
12/7/2011 Alp Aviation (7440) CP12 - TITANIUM CLEANING LGPS-8003 Approved Spec Added
12/7/2011 Southwest United de Mexico S.A de C.V (10581) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
12/7/2011 Southwest United de Mexico S.A de C.V (10581) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added

11/29/2011 ILCO Industries (5334) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
11/9/2011 Allen Aircraft Products, Inc. (4339) CP01 - COATING, DRY FILM AS-5528 Approved Spec Added
11/9/2011 Hexagon Metrology NA - CALIBRATION ISO17025 Approved Spec Modification
11/3/2011 Anodizing & Paint TNM Inc. (4687) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
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11/3/2011 Southwest United Canada Inc. - CEEL Limited (5208) CP09 - PLATING, CADMIUM-TITANIUM MIL-STD-1500 Approved Spec Added
11/1/2011 UMBRAGROUP S.P.A. (5269) HT - HEAT TREAT AMS-2759/3 Approved Spec Added

10/28/2011 Dan's Certified Welding (5177) WLD - WELDING RI-743 Inactive Spec Removed
10/28/2011 PRAXAIR SURFACE TECH. - Hieligenhaus CP01 - COATING, PAINT APPLICATION MMC-370 Inactive Spec Removed
10/21/2011 Embee Processing, LLC. (3337) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Added
10/21/2011 Interface Welding (5594) WLD - WELDING CPC-5306 Inactive Spec Removed
10/17/2011 Alp Aviation (7440) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
10/17/2011 PAS Technologies - Phoenix (3378) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
10/17/2011 Fokker Landing Gear B.V. (7454) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
10/17/2011 Magnetic Inspection Laboratory, Inc. (3487) CP01 - COATING, DRY FILM CP-0420 Inactive Spec Removed
10/17/2011 Magnetic Inspection Laboratory, Inc. (3487) CP01 - COATING, DRY FILM MIL-PRF-46010 Inactive Spec Removed
10/17/2011 Magnetic Inspection Laboratory, Inc. (3487) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
10/17/2011 Mecaer Aviation Group S.p.A. (10206) HT - STRESS RELIEF AMS-2759/11 Not Approved Spec Added
10/17/2011 Southwest United Industries, Inc. (4185) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
10/17/2011 Magnetic Inspection Laboratory, Inc. - Annex (10392) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
10/17/2011 Magnetic Inspection Laboratory, Inc. - Annex (10392) CP01 - COATING, DRY FILM CP-0420 Approved Spec Added
10/17/2011 Magnetic Inspection Laboratory, Inc. - Annex (10392) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
10/13/2011 California Metal Processing (4012) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
10/13/2011 Rosebank Engineering Pty Ltd (5422) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
10/12/2011 Asko Processing, Inc. (3049) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
10/11/2011 ATI Forged Products (3297) NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Inactive Spec Removed
10/11/2011 Parker Aerospace NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
10/11/2011 Parker Aerospace NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
10/11/2011 Parker Aerospace CP01 - COATING, PAINT APPLICATION LGPS-1001 Inactive Spec Removed
10/6/2011 Aerosphere Inc. (8507) SE - MANUAL PEENING AMS-2430 Approved Spec Added
10/4/2011 Burton Industries Inc. (4233) HT - HEAT TREAT BP-124 Approved Spec Added
10/4/2011 Burton Industries Inc. (4233) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
10/4/2011 Burton Industries Inc. (4233) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
10/4/2011 Burton Industries Inc. (4233) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
10/4/2011 Diamond Chrome Plating, Inc. (3618) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Added
10/4/2011 Diamond Chrome Plating, Inc. (3618) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Approved Spec Added
10/3/2011 Diamond Chrome Plating, Inc. (3618) CP09 - PLATING, NICKEL MIL-P-27418 Inactive Spec Removed
9/26/2011 Hi-Tech Metal Finishing (OLD LOCATION) HT - STRESS RELIEF PS-1001 Approved Spec Added
9/18/2011 Tekalia Aeronautik (2010) Inc (7875) CP02 - TEMPER ETCH INSPECTION AMS-2649 Approved Spec Added
9/16/2011 Har-Conn Chrome Co (3159) HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
9/16/2011 Har-Conn Chrome Co (3159) CP09 - PLATING, CHROME BP-102 Superceded Spec Removed
9/16/2011 Har-Conn Chrome Co (3159) CP09 - PLATING, CHROME LGPS-1101 Not Approved Spec Removed
9/16/2011 Har-Conn Chrome Co (3159) CP09 - PLATING, SILVER ASTM-B-700 Inactive Spec Removed
9/2/2011 Hercules Heat Treating Corp (3166) HT - HEAT TREAT AMS-2759/7 Approved Spec Added
9/2/2011 PPI Aerospace LLC (Main) (3840) CP09 - PLATING, CHROME AMS-QQ-C-320 Inactive Spec Removed
9/2/2011 PPI Aerospace LLC (Main) (3840) CP09 - PLATING, CHROME LGPS-1101 Inactive Spec Removed
9/2/2011 PPI Aerospace LLC (Main) (3840) CP09 - PLATING, CHROME AMS-2460 Inactive Spec Removed
9/2/2011 PPI Aerospace LLC (Main) (3840) CP09 - PLATING, CHROME AMS-2406 Inactive Spec Removed
9/2/2011 Conrad Kacsik NA - CALIBRATION ISO 17025 Approved Spec Added
8/24/2011 Quality Steel Treating LLC (4005) WLD - WELDING RI-141 Inactive Spec Removed
8/16/2011 Kamatics Corp. (4548) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
8/16/2011 Kamatics Corp. (4548) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
8/16/2011 Kamatics Corp. (4548) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
8/16/2011 Kamatics Corp. (4548) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Approved Spec Added
8/16/2011 Kamatics Corp. (4548) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Approved Spec Added
8/16/2011 Kamatics Corp. (4548) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
8/16/2011 Kamatics Corp. (4548) CP12 - PASSIVATION AMS-2700 Approved Spec Added
8/16/2011 Kamatics Corp. (4548) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
8/15/2011 PAS Technologies - Phoenix (3378) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Approved Spec Added
8/3/2011 Bodycote Thermal Processing - Berlin CT (3081) HT - HEAT TREAT AMS-2759 Inactive Spec Removed
8/3/2011 Bodycote Thermal Processing - Berlin CT (3081) HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
8/3/2011 METALS TESTING CO., INC. NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
8/3/2011 METALS TESTING CO., INC. NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
8/3/2011 METALS TESTING CO., INC. CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
8/3/2011 METALS TESTING CO., INC. AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
7/29/2011 Measurement Specialties, Inc. NA - CALIBRATION ISO17025 Inactive Spec Removed
7/27/2011 PPI Aerospace LLC (Main) (3840) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Added
7/27/2011 Superior Plating Company - CT (4160) CP09 - PLATING, NICKEL AMS-QQ-N-290 Approved Spec Added
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7/22/2011 Atek Corporation NA - CALIBRATION ISO17025 Inactive Spec Removed
7/21/2011 Southwest United Industries, Inc. (4185) CP08 - ANODIZE ALUMINUM - HARD with TEFLON AMS-2515 Inactive Spec Removed
7/6/2011 Hercules Heat Treating Corp (3166) HT - HEAT TREAT AMS-2759 Approved Spec Added
7/6/2011 Hercules Heat Treating Corp (3166) HT - HEAT TREAT BP-124 Approved Spec Added
7/6/2011 Hercules Heat Treating Corp (3166) HT - HEAT TREAT PS-2101 Approved Spec Added
7/6/2011 Hercules Heat Treating Corp (3166) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
7/6/2011 Hercules Heat Treating Corp (3166) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
7/6/2011 Hercules Heat Treating Corp (3166) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
7/6/2011 Hercules Heat Treating Corp (3166) HT - HEAT TREAT AMS-2759/11 Approved Spec Added
7/1/2011 Cygnus, Inc. (4388) CP12 - PASSIVATION AMS-2700 Approved Spec Added
6/29/2011 Vac Developments (5576) WLD - WELDING AWS-D17.1 Approved Spec Modification
6/24/2011 Magellan Aerospace Processing - New York (4250) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Approved Spec Added
6/24/2011 Sargent Controls Aerospace (4716) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
6/24/2011 Sargent Controls Aerospace (4716) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
6/6/2011 Exactatherm Ltd. (4642) NA - LABORATORY / TESTING A2LA Inactive Spec Removed
5/31/2011 P M Testing Laboratory Inc (4535) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 Not Approved Spec Removed
5/18/2011 MATERIAL METINGEN TESTGROEP B.V. (MME B.V.) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
5/18/2011 MATERIAL METINGEN TESTGROEP B.V. (MME B.V.) NDT - INSPECTION, MAGNETIC PARTICLE MM-5537 Inactive Spec Removed
5/18/2011 MATERIAL METINGEN TESTGROEP B.V. (MME B.V.) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
5/9/2011 Embee Processing, LLC. (3337) HT - STRESS RELIEF BP-106 Inactive Spec Added
5/3/2011 PAS Technologies - Phoenix (3378) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
5/3/2011 PAS Technologies - Phoenix (3378) CP12 - PASSIVATION AMS-2700 Approved Spec Added
4/29/2011 Embee Processing, LLC. (3337) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
4/29/2011 Final Finish Corp (20156) CP01 - COATING, PAINT APPLICATION MM-5748 Approved Spec Added
4/21/2011 Multi-Flex Plating Co. (4618) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Inactive Spec Removed
4/21/2011 Multi-Flex Plating Co. (4618) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Inactive Spec Removed
4/21/2011 Multi-Flex Plating Co. (4618) CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
4/19/2011 Merrill Fabricators CP01 - COATING, PAINT APPLICATION LGPS-1001 Not Approved Spec Added
3/30/2011 howmet aerospace CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 type 3 Pulled Spec Removed
3/30/2011 howmet aerospace CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Pulled Spec Removed
3/21/2011 WSK PZL-Rzeszow S.A. HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
3/21/2011 WSK PZL-Rzeszow S.A. NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
3/21/2011 WSK PZL-Rzeszow S.A. AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
3/7/2011 Semiray Special Process Division (3277) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
3/7/2011 Semiray Special Process Division (3277) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
3/7/2011 Semiray Special Process Division (3277) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Inactive Spec Removed
3/7/2011 Semiray Special Process Division (3277) NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Inactive Spec Removed
3/7/2011 Semiray Special Process Division (3277) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
3/7/2011 Semiray Special Process Division (3277) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) RI-140 Inactive Spec Removed
3/7/2011 Semiray Special Process Division (3277) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
3/7/2011 Semiray Special Process Division (3277) AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
3/7/2011 Semiray Special Process Division (3277) CP12 - PASSIVATION ASTM-A-967 Inactive Spec Removed
3/7/2011 Semiray Special Process Division (3277) CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
3/3/2011 TRIUMPH ACTUATION SYS VALENCIA CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
3/3/2011 TRIUMPH ACTUATION SYS VALENCIA CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
3/3/2011 TRIUMPH ACTUATION SYS VALENCIA AQS - QUALITY SYSTEM AS 9100 Inactive Spec Added
2/28/2011 Magellan Aerospace (Polska) (8232) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Pulled Spec Removed
2/28/2011 Magellan Aerospace (Polska) (8232) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
2/28/2011 Magellan Aerospace (Polska) (8232) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Pulled Spec Removed
2/28/2011 Magellan Aerospace (Polska) (8232) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Pulled Spec Removed
2/28/2011 Magellan Aerospace (Polska) (8232) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Pulled Spec Removed
2/28/2011 Magellan Aerospace (Polska) (8232) CP09 - PLATING, CHROME AMS-QQ-C-320 Pulled Spec Removed
2/28/2011 Magellan Aerospace (Polska) (8232) CP09 - PLATING, CHROME AMS-2406 Pulled Spec Removed
2/28/2011 Magellan Aerospace (Polska) (8232) CP12 - PASSIVATION AMS-2700 Pulled Spec Removed
2/21/2011 Dan's Certified Welding (5177) WLD - WELDING RI-141 Approved Spec Added
2/21/2011 Dan's Certified Welding (5177) WLD - WELDING AWS-D17.1 Approved Spec Added
2/16/2011 GTTOnSET NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Not Approved Spec Removed
2/16/2011 GTTOnSET NDT - INSPECTION, LIQUID PENETRANT MIL-STD-6866 Not Approved Spec Removed
2/16/2011 GTTOnSET NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Not Approved Spec Removed
2/16/2011 GTTOnSET AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Removed
2/15/2011 Westfield Electroplating (3443) CP09 - PLATING, COPPER MMC-194 Inactive Spec Removed
2/14/2011 Hi-Tech Metal Finishing (OLD LOCATION) HT - STRESS RELIEF AMS-2759/1 Approved Spec Added
2/14/2011 Hi-Tech Metal Finishing (OLD LOCATION) HT - STRESS RELIEF AMS-2759/2 Approved Spec Added
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2/4/2011 Embee Processing, LLC. (3337) CP09 - PLATING, CHROME CPC-8221 Inactive Spec Removed
2/4/2011 Embee Processing, LLC. (3337) CP09 - PLATING, CHROME ES-0602 Inactive Spec Removed
2/1/2011 Fokker Landing Gear B.V. (7454) SE - SHOT PEEN MMC-137 Inactive Spec Added
1/31/2011 Poly Metal Finishing, Inc. (3705) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-2469 Approved Spec Added
1/31/2011 Poly Metal Finishing, Inc. (3705) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
1/31/2011 Wyman-Gordon - MA (3454) NDT - INSPECTION, ULTRASONIC MM-4972 Inactive Spec Removed
1/31/2011 Wyman-Gordon - MA (3454) NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Inactive Spec Removed
1/31/2011 Wyman-Gordon - MA (3454) NDT - INSPECTION, ULTRASONIC CPC-9104 Inactive Spec Removed
1/20/2011   Hitemco (at CP Tech) CT - HVOF LGPS-1301 Inactive Spec Removed
1/20/2011   Hitemco (at CP Tech) CMSP - GRINDING, HVOF LGPS-7010 Inactive Spec Removed
1/20/2011 Manufacturing Technology, Inc. (old site) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
1/20/2011 NATIONAL SPECTROGRAPHIC LAB NA - LABORATORY / TESTING A2LA Inactive Spec Removed
1/20/2011 NATIONAL SPECTROGRAPHIC LAB AQS - QUALITY SYSTEM AQS Inactive Spec Removed
1/18/2011 Embee Processing, LLC. (3337) CT - HVOF LGPS-1301 Approved Spec Added
1/18/2011 Embee Processing, LLC. (3337) CMSP - GRINDING, HVOF LGPS-7010 Approved Spec Added
1/18/2011 Embee Processing, LLC. (3337) CP14 - STRIPPING, HVOF LGPS-1300 Approved Spec Added
1/13/2011 Embee Processing, LLC. (3337) HT - STRESS RELIEF PS-1001 Inactive Spec Added

12/17/2010 Alp Aviation (7440) CMSP - GRINDING, HVOF LGPS-7010 Approved Spec Added
12/17/2010 Alp Aviation (7440) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Approved Spec Added
12/17/2010 Alp Aviation (7440) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
12/17/2010 Alp Aviation (7440) CP14 - STRIPPING, HVOF LGPS-1300 Approved Spec Added
12/17/2010 Strite Precision Machining Ltd. (12234) HT - HEAT TREAT AMS-2759/11 Approved Spec Added
12/2/2010 NU-PRO SURFACE TREATMENTS CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Inactive Spec Removed
12/2/2010 NU-PRO SURFACE TREATMENTS CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Inactive Spec Removed
12/2/2010 NU-PRO SURFACE TREATMENTS AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed

11/22/2010 Magellan Aerospace Processing - New York (4250) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Inactive Spec Removed
11/22/2010 Magellan Aerospace Processing - New York (4250) NDT - INSPECTION, ULTRASONIC CPC-9104 Inactive Spec Removed
11/22/2010 Magellan Aerospace Processing - New York (4250) NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Inactive Spec Removed
11/22/2010 Magellan Aerospace Processing - New York (4250) HT - STRESS RELIEF CPC-6203 Inactive Spec Removed
11/22/2010 Magellan Aerospace Processing - New York (4250) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
11/15/2010 Applus RTD Canada - Burlington (4740) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Inactive Spec Removed
11/11/2010 VTN WITTEN (5170) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
11/11/2010 VTN WITTEN (5170) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
11/11/2010 VTN WITTEN (5170) HT - HEAT TREAT LGPS-2001 Approved Spec Added
11/8/2010 DutchAero B.V. AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
10/5/2010 DANLY IEM NA - ROUGH MACHINING TBD Inactive Spec Removed
9/30/2010 PCC Structurals – San Leandro (3456) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Not Approved Spec Removed
9/28/2010 Dip Braze, Inc. (3620) HT - BRAZING AMS-2673 Approved Spec Added
9/28/2010 Dip Braze, Inc. (3620) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
9/28/2010 Tecnickrome Aeronautique Inc. (4760) CMSP - GRINDING, CHROME LGPS-7000 Approved Spec Added
9/28/2010 Tecnickrome Aeronautique Inc. (4760) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
9/28/2010 Tecnickrome Aeronautique Inc. (4760) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
9/21/2010 DESIGN. MET. CONN. (DMC) HT - HEAT TREAT AMS-6088 Not Approved Spec Removed
9/21/2010 DESIGN. MET. CONN. (DMC) HT - HEAT TREAT AMS-H-6875 Not Approved Spec Removed
9/21/2010 DESIGN. MET. CONN. (DMC) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Not Approved Spec Removed
9/21/2010 GOODRICH - ALS CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
9/21/2010 GOODRICH - ALS AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
9/10/2010 National Process Industries (5091) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
9/10/2010 National Process Industries (5091) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
9/9/2010 Applus RTD Canada - Burlington (4740) NA - CALIBRATION ISO17025 Inactive Spec Removed
9/9/2010 Diamond Chrome Plating, Inc. (3618) CP12 - PASSIVATION ES-091 Superceded Spec Removed
9/9/2010 Tekalia Aeronautik (2010) Inc (7875) CP09 - PLATING, CADMIUM-TITANIUM LGPS-1103 Approved Spec Added
9/9/2010 Cal-Matrix Metrology Inc. NA - CALIBRATION ISO 17025 Approved Spec Added
9/9/2010 Hi-Tech Metal Finishing (OLD LOCATION) CP12 - PASSIVATION ES-091 Superceded Spec Removed
9/2/2010 HTG Thermal Treatment Center HT - HEAT TREAT AMS-2759/1 Inactive Spec Removed
9/2/2010 HTG Thermal Treatment Center HT - HEAT TREAT AMS-2759/2 Inactive Spec Removed
9/2/2010 HTG Thermal Treatment Center HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
9/2/2010 HTG Thermal Treatment Center HT - HEAT TREAT AMS-2759/3 Inactive Spec Removed
9/2/2010 HTG Thermal Treatment Center HT - HEAT TREAT BP-123 Inactive Spec Removed
9/2/2010 HTG Thermal Treatment Center AQS - QUALITY SYSTEM AC7004 Inactive Spec Removed
8/27/2010 CANYON WELDING WLD - WELDING AWS-D17.1 Not Approved Spec Removed
8/27/2010 CANYON WELDING WLD - WELDING AMS-STD-2219 Not Approved Spec Removed
8/24/2010 Quality Heat Treating (4407) HT - HEAT TREAT AMS-H-6088 Not Approved Spec Removed
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8/23/2010 Quality Heat Treating (4407) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
8/23/2010 Quality Heat Treating (4407) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
8/23/2010 Quality Heat Treating (4407) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
8/23/2010 Quality Heat Treating (4407) HT - HEAT TREAT AMS-2759/5 Approved Spec Added
8/6/2010 RONTGEN TECHNISCHE DIENST NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
8/6/2010 RONTGEN TECHNISCHE DIENST AQS - QUALITY SYSTEM AQS Inactive Spec Removed
8/3/2010 Cleveland Specialty Inspection Service, Inc. NA - CALIBRATION ISO 10012 Approved Spec Modification
8/2/2010 Mecaer Aviation Group S.p.A. (10206) CP12 - PASSIVATION AMS-2700 Not Approved Spec Removed
8/2/2010 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, CADMIUM-TITANIUM CPC-8225 Superceded Spec Removed
7/29/2010 Aircraft X-Ray Laboratories, Inc. (3314) CP01 - COATING, DRY FILM MM-1920 Inactive Spec Modification
7/29/2010 Aircraft X-Ray Laboratories, Inc. (3314) CP01 - COATING, DRY FILM MIL-PRF-46010 Inactive Spec Modification
7/26/2010 AeroTek Manufacturing Limited - (4434) CP09 - PLATING, SILVER ASTM-B-700 Approved Spec Modification
7/26/2010   ChangwonSPECIALITY STEEL HT - HEAT TREAT Inactive Spec Removed
7/26/2010   ChangwonSPECIALITY STEEL AQS - QUALITY SYSTEM Inactive Spec Removed
7/20/2010 PAS Technologies - Phoenix (3378) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN AMS-2481 Approved Spec Added
7/20/2010 PAS Technologies - Phoenix (3378) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Approved Spec Added
7/20/2010 Hytek Finishes (4508) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
7/20/2010 Metal Surfaces Inc. (3501) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Removed
7/20/2010 Metal Surfaces Inc. (3501) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Inactive Spec Removed
7/20/2010 Metal Surfaces Inc. (3501) CP09 - PLATING, COPPER AMS-2418 Inactive Spec Removed
7/20/2010 Metal Surfaces Inc. (3501) CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Inactive Spec Removed
7/20/2010 Metal Surfaces Inc. (3501) CP09 - PLATING, SILVER ASTM-B-700 Inactive Spec Removed
7/20/2010 Metal Surfaces Inc. (3501) CP12 - PASSIVATION MIL-S-5002 Inactive Spec Removed
7/20/2010 Metal Surfaces Inc. (3501) CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
7/19/2010 Southwest United Industries, Inc. (4185) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN MIL-DTL-16232 Approved Spec Added
7/15/2010 H&N Finishers Inc. HT - HEAT TREAT AMS-2759 Not Approved Spec Removed
7/15/2010 H&N Finishers Inc. NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Not Approved Spec Removed
7/15/2010 H&N Finishers Inc. NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Not Approved Spec Removed
7/6/2010 Southwest United Industries, Inc. (4185) CP11 - CONVERSION COATING, ALUMINUM PS-1034 Approved Spec Added
6/29/2010 MAPP Technologies, LLC (10366) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Not Approved Spec Removed
6/29/2010 3P Processing LLC. (3310) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Modification
6/25/2010 E/M Coating Services (3640) AQS - QUALITY SYSTEM AS 9100 Approved Spec Removed
6/23/2010 ST&I Inc. - Surface Treatment & Inspection (3800) CP05 - CHEMICAL MILLING MM-5527 Approved Spec Added
6/21/2010 RBC Transport Dynamics (4312) HT - HEAT TREAT CPC-6216 Inactive Spec Removed
6/21/2010 RBC Transport Dynamics (4312) HT - HEAT TREAT CPC-6201 Inactive Spec Removed
6/21/2010 RBC Transport Dynamics (4312) HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
6/21/2010 RBC Transport Dynamics (4312) HT - HEAT TREAT CPC-6203 Inactive Spec Removed
6/14/2010 AeroTek Manufacturing Limited - (4434) CP09 - PLATING, TIN ASTM-B-545 Approved Spec Added
6/14/2010 AeroTek Manufacturing Limited - (4434) CP09 - PLATING, TIN MIL-T-10727 Superceded Spec Removed
6/14/2010 Embee Processing, LLC. (3337) CP09 - PLATING, TIN MIL-T-10727 Superceded Spec Removed
6/14/2010 Hohman Plating, LLC (3175) CP09 - PLATING, TIN MIL-T-10727 Superceded Spec Removed
6/14/2010 Hohman Plating, LLC (3175) CP09 - PLATING, TIN BP-104 Superceded Spec Removed
6/2/2010 Embee Processing, LLC. (3337) CP01 - COATING, PAINT APPLICATION MIL-C-22750 Inactive Spec Removed
6/2/2010 Golden State Magnetic & Penetrant Lab, Inc. (4729) CP01 - COATING, PAINT APPLICATION MIL-PRF-22750 Inactive Spec Removed
6/2/2010 Metcor Inc. (4781) HT - HEAT TREAT AMS-2753 Approved Spec Added
6/2/2010 PACIFIC PISTON RING CO., INC. HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
6/2/2010 PACIFIC PISTON RING CO., INC. AQS - QUALITY SYSTEM AQS Inactive Spec Removed
5/20/2010 Asko Processing, Inc. (3049) CP01 - COATING, DRY FILM MIL-PRF-46010 Inactive Spec Removed
5/19/2010 Bodycote Heat Treatment LTD. - UK HT - HEAT TREAT AMS-2759/1 Inactive Spec Removed
5/19/2010 Bodycote Heat Treatment LTD. - UK HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
5/19/2010 METAL IMPROVEMENT CO. - Newbury (4526) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
5/19/2010 METAL IMPROVEMENT CO. -CHESTER AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
5/19/2010 METAL IMPROVEMENT CO. -CHESTER SE - SHOT PEEN AMS-2430 Inactive Spec Removed
5/19/2010 Sumitomo Precision Products Co. Ltd. (5058) CP09 - PLATING, CHROME LGPS-1101 Approved Spec Added
5/18/2010 X-R-I Testing - Cleveland (3467) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Inactive Spec Removed
5/17/2010 Diamond Chrome Plating, Inc. (3618) CP07 - IVD, CADMIUM AMS-C-8837 Approved Spec Modification
5/17/2010 Diamond Chrome Plating, Inc. (3618) CP07 - IVD, CADMIUM CPC-8210 Approved Spec Modification
5/17/2010 Dixon Hard Chrome, Inc (4214) CP09 - PLATING, COPPER AMS-2418 Not Approved Spec Removed
5/14/2010 Cook Induction Heating (5069) WLD - BRAZING AWS-C3.6 Not Approved Spec Removed
5/14/2010 Cook Induction Heating (5069) WLD - BRAZING AWS-C-3.7 Not Approved Spec Removed
5/12/2010 Embee Processing, LLC. (3337) HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
5/11/2010 Dixon Hard Chrome, Inc (4214) CP09 - PLATING, CHROME ES-0602 Pulled Spec Removed
5/11/2010 Dixon Hard Chrome, Inc (4214) CP09 - PLATING, CHROME CPC-8221 Not Approved Spec Removed
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5/11/2010 Dixon Hard Chrome, Inc (4214) CP09 - PLATING, CHROME MM-4953 Not Approved Spec Removed
5/10/2010 Modern Industries, Inc. (3215) CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
5/10/2010 Modern Industries, Inc. (3215) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
5/10/2010 Modern Industries (7006) CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
5/10/2010 Modern Industries (7006) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
5/7/2010 Acroturn Industries, Inc. CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
5/7/2010 Acroturn Industries, Inc. CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
5/7/2010 GRAMBY PLATING INC CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Not Approved Spec Removed
5/7/2010 GRAMBY PLATING INC CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Not Approved Spec Removed
5/7/2010 GRAMBY PLATING INC CP12 - PASSIVATION AMS-2700 Not Approved Spec Removed
5/7/2010 GRAMBY PLATING INC CP12 - PASSIVATION ASTM-A-967 Not Approved Spec Removed
5/7/2010 MIDDLESEX GROUP LTD NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
5/7/2010 Tekalia Aeronautik (2010) Inc (7875) CP09 - PLATING, CHROME AMS-2406 Approved Spec Added
5/7/2010 Tekalia Aeronautik (2010) Inc (7875) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
5/7/2010 Tekalia Aeronautik (2010) Inc (7875) CP09 - PLATING, CHROME AMS-2438 Approved Spec Added
5/7/2010 Tekalia Aeronautik (2010) Inc (7875) CP09 - PLATING, CHROME MIL-STD-1501 Approved Spec Added
5/7/2010 Tekalia Aeronautik (2010) Inc (7875) CP09 - PLATING, NICKEL AMS-2424 Approved Spec Added
5/7/2010 Tekalia Aeronautik (2010) Inc (7875) CP09 - PLATING, NICKEL MIL-STD-868 Approved Spec Added
5/7/2010 Tekalia Aeronautik (2010) Inc (7875) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Added
5/3/2010 METAL IMPROVEMENT CO. - Lynwood (used to be Vernon) (5188) SE - SHOT PEEN AMS-S-13165 Inactive Spec Removed
5/3/2010 METAL IMPROVEMENT CO. - Lynwood (used to be Vernon) (5188) SE - SHOT PEEN CPC-6400 Inactive Spec Removed
5/3/2010 METAL IMPROVEMENT CO. - Lynwood (used to be Vernon) (5188) SE - SHOT PEEN AMS-2430 Inactive Spec Removed
4/28/2010 HARK LABS NA - LABORATORY / TESTING A2LA Pulled Spec Removed
4/26/2010 Magnetic Inspection Laboratory, Inc. (3487) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Added
4/26/2010 Magnetic Inspection Laboratory, Inc. (3487) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-2469 Approved Spec Added
4/26/2010 Magnetic Inspection Laboratory, Inc. (3487) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
4/24/2010 General Dynamics Ordnance & Tactical Systems (4129) HT - HEAT TREAT AMS-H-6088 Superceded Spec Removed
4/24/2010 General Dynamics Ordnance & Tactical Systems (4129) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Inactive Spec Removed
4/24/2010 NDE, Inc. (3224) NDT - INSPECTION, ULTRASONIC CPC-9104 Approved Spec Added
4/8/2010 Dan's Certified Welding (5177) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
4/1/2010 Embee Processing, LLC. (3337) CP09 - PLATING, CADMIUM-TITANIUM F-T402 Inactive Spec Removed
4/1/2010 Vac-Met Inc. (3422) WLD - BRAZING AMS-2670 Inactive Spec Removed
3/30/2010 Alp Aviation (7440) CP01 - COATING, PAINT APPLICATION MIL-PRF-85582 Inactive Spec Removed
3/30/2010 Embee Processing, LLC. (3337) CP01 - COATING, PAINT APPLICATION MIL-C-46168 Inactive Spec Removed
3/30/2010 Golden State Magnetic & Penetrant Lab, Inc. (4729) CP01 - COATING, PAINT APPLICATION MIL-PRF-85582 Inactive Spec Removed
3/30/2010 Golden State Magnetic & Penetrant Lab, Inc. (4729) CP01 - COATING, PAINT APPLICATION MIL-C-46168 Inactive Spec Removed
3/30/2010 UMBRAGROUP S.P.A. (5269) CP01 - COATING, PAINT APPLICATION MIL-PRF-85582 Inactive Spec Removed
3/29/2010 Southwest United Industries, Inc. (4185) CP01 - COATING, DRY FILM CP-0420 Inactive Spec Removed
3/29/2010 Southwest United Industries, Inc. (4185) CP01 - COATING, DRY FILM MMC-155 Inactive Spec Removed
3/26/2010 Multichrome/Microplate Certified Processing Lab, Inc. CP09 - PLATING, CHROME AMS-2460 Inactive Spec Modification
3/26/2010 Multichrome/Microplate Certified Processing Lab, Inc. CP09 - PLATING, CHROME AMS-QQ-C-320 Inactive Spec Modification
3/26/2010 Multichrome/Microplate Certified Processing Lab, Inc. AQS - QUALITY SYSTEM AC7004 Inactive Spec Modification
3/26/2010 SOUTHWEST GRINDING CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
3/26/2010 SOUTHWEST GRINDING AQS - QUALITY SYSTEM AQS Inactive Spec Removed
3/19/2010 PZL Mielec Sp. z o.o. (8265) HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
3/19/2010 RATIER FIGEAC HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
3/19/2010 RATIER FIGEAC NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
3/19/2010 RATIER FIGEAC CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
3/19/2010 RATIER FIGEAC CP09 - PLATING, CHROME AMS-2460 Inactive Spec Removed
3/19/2010 RATIER FIGEAC CP09 - PLATING, CHROME AMS-QQ-C-320 Inactive Spec Removed
3/19/2010 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, CADMIUM (LHE) BP-101 Superceded Spec Removed
3/19/2010 Hi-Tech Metal Finishing (OLD LOCATION) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
3/19/2010 Hi-Tech Metal Finishing (OLD LOCATION) CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Approved Spec Added
3/15/2010 Phoenix Heat Treating, Inc. (3698) HT - HEAT TREAT AMS-2770 Approved Spec Modification
3/8/2010 Howmet Aerospace (3316) HT - HEAT TREAT AMS-H-81200 Inactive Spec Removed
3/8/2010 Howmet Aerospace (3316) HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
3/8/2010 Howmet Aerospace (3316) HT - HEAT TREAT AMS-2772 Approved Spec Added
3/8/2010 International Hardcoat Inc. (3259) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) AMS-2469 Approved Spec Added
3/8/2010 International Hardcoat Inc. (3259) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
3/8/2010 Solar Atmospheres of Western PA (4155) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
3/8/2010 Solar Atmospheres of Western PA (4155) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
3/8/2010 Solar Atmospheres of Western PA (4155) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
3/8/2010 Solar Atmospheres of Western PA (4155) HT - HEAT TREAT AMS-2801 Approved Spec Added
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3/3/2010 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
3/3/2010 PPI Aerospace LLC (Main) (3840) CP01 - COATING, PAINT APPLICATION LGPS-1001 Inactive Spec Removed
3/1/2010 Newton Heat Treating Co. (4179) HT - HEAT TREAT AMS-2772 Approved Spec Added
2/24/2010 Bodycote Thermal Processing - Tulsa (4341) HT - HEAT TREAT AMS-2759 Pulled Spec Removed
2/24/2010 Bodycote Thermal Processing - Tulsa (4341) HT - HEAT TREAT AMS-H-6875 Pulled Spec Removed
2/24/2010 Bodycote Thermal Processing - Tulsa (4341) HT - HEAT TREAT MIL-H-6088 Pulled Spec Removed
2/24/2010 Bodycote Thermal Processing - Tulsa (4341) AQS - QUALITY SYSTEM AS 9100 Pulled Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP05 - CHEMICAL MILLING LGPS-8003 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CMSP - GRINDING, CHROME MMC-233 Superceded Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno HT - HEAT TREAT MMC-282 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno HT - HEAT TREAT AMS-2759 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 type 3 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP09 - PLATING, CADMIUM-TITANIUM MIL-STD-1500 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP09 - PLATING, CADMIUM-TITANIUM LGPS-1103 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP09 - PLATING, CHROME AMS-2460 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP09 - PLATING, CHROME LGPS-1101 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP09 - PLATING, CHROME MIL-STD-1501 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP09 - PLATING, CHROME AMS-QQ-C-320 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP10 - ELECTROLESS PLATING, NICKEL LGPS-1104 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno SE - SHOT PEEN MMC-137 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno SE - SHOT PEEN AMS-2430 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Krosno CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville CP02 - TEMPER ETCH INSPECTION MMC-190 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville CP09 - PLATING, CADMIUM (LHE) MMC-250 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville CP09 - PLATING, CADMIUM-TITANIUM MMC-195 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville CP09 - PLATING, CHROME AMS-2460 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville CP09 - PLATING, CHROME AMS-QQ-C-320 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville CP09 - PLATING, CHROME MMC-273 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville CP09 - PLATING, COPPER MMC-254 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville CP09 - PLATING, COPPER AMS-2418 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville SE - SHOT PEEN AMS-2430 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
2/24/2010 GOODRICH LANDING GEAR - Oakville CP12 - TITANIUM CLEANING AMS-2700 Inactive Spec Removed
2/10/2010 N.D.T. Products Limited NA - CALIBRATION ISO17025 Inactive Spec Removed
2/8/2010 W Pat Crow Forgings (4177) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
2/8/2010 W Pat Crow Forgings (4177) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
2/3/2010 E/M Coating Services (3640) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
2/3/2010 E/M Coating Services (3640) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Not Approved Spec Removed
2/1/2010 Spectronics Corporation NA - CALIBRATION ISO17025 Approved Spec Added
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1/25/2010 Element Cleveland (4344) HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
1/25/2010 Element Cleveland (4344) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
1/21/2010 Allen Aircraft Products, Inc. (4339) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) AMS-2471 Approved Spec Added
1/21/2010 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT CPC-6203 Inactive Spec Modification
1/21/2010 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT CPC-6201 Inactive Spec Modification
1/21/2010 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT CPC-6216 Inactive Spec Modification
1/21/2010 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT CP-0710 Inactive Spec Modification
1/21/2010 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT AMS-H-6088 Inactive Spec Modification
1/21/2010 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT ES-0744 Inactive Spec Modification
1/21/2010 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT GSS-5100 Inactive Spec Modification
1/21/2010 Bodycote Thermal Processing - (FTW) Haltom City (3519) HT - HEAT TREAT CP-0360 Inactive Spec Modification
1/21/2010 Ducommun AeroStructures El Mirage (3110) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
1/21/2010 Size Control Plating Co. (3952) CP09 - PLATING, CHROME MIL-STD-1501 Inactive Spec Removed
1/21/2010 Size Control Plating Co. (3952) AQS - QUALITY SYSTEM AQS Inactive Spec Removed
1/5/2010 UMBRAGROUP S.P.A. (5269) HT - HEAT TREAT AMS-2759/5 Approved Spec Added

12/18/2009 Alp Aviation (7440) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Added
12/18/2009 Alp Aviation (7440) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
12/18/2009 Alp Aviation (7440) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Approved Spec Added
12/18/2009 Fokker Landing Gear B.V. (7454) CP01 - COATING, PAINT APPLICATION MM-5748 Approved Spec Added
12/18/2009 METAL IMPROVEMENT CO-ST TRUIDEN (5534) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
12/15/2009 Hytek Finishes (4508) CP09 - PLATING, CADMIUM-TITANIUM LGPS-1103 Inactive Spec Modification
12/14/2009 Agilent Technologies Test & Measurements NA - CALIBRATION ISO17025 Inactive Spec Removed
12/14/2009 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT AMS-2801 Approved Spec Added
12/14/2009 Test Systems International, Inc. NA - CALIBRATION ISO 10012-1 Approved Spec Added
12/3/2009 Asko Processing, Inc. (3049) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
12/3/2009 Brampton Processing (4648) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
12/3/2009 Diamond Chrome Plating, Inc. (3618) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
12/3/2009 KHI GmbH & Co.KG Kunstharz Imprägnierung AQS - QUALITY SYSTEM ISO9001 Approved Spec Modification
12/3/2009 Vac-Aero  International Inc.-Montreal (3421) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
12/2/2009 Alro Machine Co., Inc. CMSP - GRINDING, HVOF LGPS-7010 Inactive Spec Removed
12/2/2009 Alro Machine Co., Inc. AQS - QUALITY SYSTEM ISO9000 Inactive Spec Removed

11/30/2009 Alp Aviation (7440) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Added
11/30/2009 Alp Aviation (7440) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Added
11/30/2009 Size Control Plating Co. (3952) CP09 - PLATING, CHROME LGPS-1001 Not Approved Spec Removed
11/18/2009 Applied Scale Technology NA - CALIBRATION ISO17025 Approved Spec Modification
11/16/2009 St Louis Metallizing CT - HVOF LGPS-1301 Approved Spec Added
11/11/2009 Deloro Stellite Surface Technologies CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
11/7/2009 Alp Aviation (7440) HT - HEAT TREAT LGPS-2000 Approved Spec Added
11/7/2009 Tekalia Aeronautik (2010) Inc (7875) CP14 - STRIPPING, HVOF LGPS-1300 Approved Spec Added
11/4/2009 Exova - Burlington NA - LABORATORY / TESTING ISO 17025 Approved Spec Modification
11/4/2009 Exova - Pointe Claire NA - LABORATORY / TESTING ISO 17025 Approved Spec Modification

10/29/2009 DESIGN. MET. CONN. (DMC) HT - HEAT TREAT AMS-6512 Not Approved Spec Removed
10/29/2009 DESIGN. MET. CONN. (DMC) HT - HEAT TREAT AMS-H-81200 Not Approved Spec Removed
10/28/2009 Alp Aviation (7440) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
10/28/2009 Alp Aviation (7440) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
10/28/2009 Alp Aviation (7440) HT - HEAT TREAT AMS-2759 Approved Spec Added
10/28/2009 Applus RTD Canada - Schomberg (5190) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Inactive Spec Removed
10/28/2009 Applus RTD Canada - Schomberg (5190) NDT - INSPECTION, ULTRASONIC MIL-STD-2154 Inactive Spec Removed
10/27/2009 SONIC INDUSTRIES (Old C&H) CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
10/27/2009 SONIC INDUSTRIES (Old C&H) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
10/26/2009 Taylor Certified Processing, Inc. (5114) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
10/22/2009 PAS Technologies - Kansas City (5202) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/22/2009 Plating Perceptions, Inc. (4563) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
10/22/2009 Poly Metal Finishing, Inc. (3705) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
10/22/2009 PRECIOUS METAL PLATING CO. AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
10/22/2009 Rex Heat Treat (3749) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
10/22/2009 S&L Aerospace Metals LLC (3756) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/22/2009 Smiths Tubular Systems - Laconia (3303) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/22/2009 Solar Atmospheres of Western PA (4155) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
10/22/2009 Sifco Forge Group (3777) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/22/2009 Superior Plating Company - CT (4160) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
10/22/2009 Westfield Electroplating (3443) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
10/22/2009 Wolkerstorfer Co., Inc. (4026) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
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10/21/2009 Hydro Honing D/B/A Peening Tech. of CT (4068) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
10/21/2009 CANTON DROP FORGE (4423) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/21/2009 Consolidated Industries, Inc. (3587) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/21/2009 Magellan Aerospace, New York, Inc. AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/21/2009 GODFREY & WING, INC. AQS - QUALITY SYSTEM TS16949 Approved Spec Added
10/21/2009 Bluewater Thermal Solutions (8118) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/21/2009 HDI Landing Gear AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/21/2009 HDI Landing Gear - Springfield AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/21/2009 HITEMCO (3173) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
10/21/2009 Hohman Plating, LLC (3175) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/21/2009 HSM MACHINE WORKS INC AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/21/2009 Imagineering Finishing Technologies (3203) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/21/2009 Klinge Enameling Company (3287) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/21/2009 Kropp Forge (4373) AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Added
10/21/2009 Magnetic Inspection Laboratory, Inc. (3487) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/21/2009 METAL IMPROVEMENT CO. - Blue Ash (4724) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/21/2009 Metal Improvement Co. - Phoenix (4834) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
10/21/2009 Nassau Chrome Plating (4972) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
10/21/2009 NDE, Inc. (3224) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
10/21/2009 New Hampshire Ball Bearings Inc (3229) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/14/2009 Tekalia Aeronautik (2010) Inc (7875) CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Approved Spec Added
10/12/2009 Burton Industries Inc. (4233) HT - HEAT TREAT MIL-H-6088 Superceded Spec Removed
10/2/2009 Metal improvement Co. - Romulus (5013) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
10/2/2009 Met-L-Test Laboratory, Inc. (3497) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
10/2/2009 Newton Heat Treating Co. (4179) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
10/2/2009 PPI Aerospace LLC (Main) (3840) CP14 - STRIPPING, HVOF LGPS-1300 Approved Spec Added
10/1/2009 Bowman Plating, Inc (4199) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
10/1/2009 DICKSON TESTING CO NA - LABORATORY / TESTING ISO 17025 Approved Spec Modification
10/1/2009 NSL Central Testing LLC NA - LABORATORY / TESTING ISO 17025 Approved Spec Modification
10/1/2009 Hi-Tech Metal Finishing (OLD LOCATION) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
9/22/2009 Sumitomo Precision Products Co. Ltd. (5058) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
9/21/2009 Magellan Aerospace Processing - New York (4250) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN AMS-2486 Inactive Spec Removed
9/4/2009 American Airlines - Tulsa CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
9/4/2009 American Airlines - Tulsa CMSP - GRINDING, HVOF LGPS-7010 Inactive Spec Removed
8/31/2009 ANOD-TECH FINISHING INC. CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Removed
8/31/2009 ANOD-TECH FINISHING INC. CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
8/31/2009 ANOD-TECH FINISHING INC. CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
8/31/2009 ANOD-TECH FINISHING INC. CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
8/31/2009 ANOD-TECH FINISHING INC. CP12 - PASSIVATION ASTM-A-967 Inactive Spec Removed
8/31/2009 ANOD-TECH FINISHING INC. CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
8/31/2009 Magellan Aerospace, New York, Inc. HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
8/31/2009 Southwest United Canada Inc.(4197) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
8/31/2009 Southwest United Canada Inc.(4197) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
8/31/2009 TM Stewart Inc CP08 - ANODIZE ALUMINUM - HARD with TEFLON CR-1260 Inactive Spec Removed
8/20/2009 Aerospace Metal Finishing (4994) CP08 - ANODIZE, TITANIUM MMC-205 Inactive Spec Removed
8/20/2009 Brampton Processing (4648) CP08 - ANODIZE, TITANIUM MMC-205 Inactive Spec Removed
8/17/2009 Alp Aviation (7440) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
8/10/2009 Southwest United Canada Inc.(4197) SE - SHOT PEEN AMS-2430 Approved Spec Added
8/10/2009 Tekalia Aeronautik (2010) Inc (7875) HT - STRESS RELIEF AMS-2759/11 Approved Spec Added
8/4/2009 Valence Lynwood (4110) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
8/3/2009 PTI Industries Inc (3735) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
7/31/2009 Bodycote HIT Metal Technologies - FR AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
7/31/2009 Metcor Inc. (4781) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
7/29/2009 AIM Aerospace Sumner Inc. (6183) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/28/2009 VSMPO-AVISMA Corporation (4653) CP02 - TEMPER ETCH INSPECTION AMS-2643 Inactive Spec Removed
7/27/2009 CONNELL PROCESSING CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Removed
7/27/2009 CONNELL PROCESSING CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
7/27/2009 CONNELL PROCESSING AQS - QUALITY SYSTEM AS 9100 Inactive Spec Removed
7/27/2009 Dan's Certified Welding (5177) WLD - WELDING CPC-5204 Inactive Spec Removed
7/27/2009 Dan's Certified Welding (5177) WLD - WELDING AMS-STD-2219 Inactive Spec Removed
7/27/2009 Hohman Plating, LLC (3175) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Modification
7/27/2009 Southwest United Canada Inc. - CEEL Limited (5208) CP14 - STRIPPING, HVOF LGPS-1300 Approved Spec Added
7/15/2009 Southwest United Industries, Inc. (4185) SE - SHOT PEEN CPC-6400 Approved Spec Added
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7/14/2009 Alp Aviation (7440) CP01 - COATING, PAINT APPLICATION MIL-PRF-23377 Inactive Spec Removed
7/14/2009 Cygnus, Inc. (4388) CP01 - COATING, PAINT APPLICATION MIL-PRF-23377 Inactive Spec Removed
7/14/2009 Embee Processing, LLC. (3337) CP01 - COATING, PAINT APPLICATION MIL-PRF-23377 Inactive Spec Removed
7/14/2009 Golden State Magnetic & Penetrant Lab, Inc. (4729) CP01 - COATING, PAINT APPLICATION MIL-PRF-23377 Inactive Spec Removed
7/14/2009 Hytek Finishes (4508) CP01 - COATING, PAINT APPLICATION MIL-PRF-23377 Inactive Spec Removed
7/14/2009 Southwest United Industries, Inc. (4185) CP01 - COATING, PAINT APPLICATION MIL-PRF-23377 Inactive Spec Removed
7/14/2009 UMBRAGROUP S.P.A. (5269) CP01 - COATING, PAINT APPLICATION MIL-PRF-23377 Inactive Spec Removed
7/14/2009 Hi-Tech Metal Finishing (OLD LOCATION) CP01 - COATING, PAINT APPLICATION MIL-PRF-23377 Inactive Spec Removed
7/13/2009 Sumitomo Precision Products Co. Ltd. (5058) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Approved Spec Added
7/13/2009 Superior Plating Company - CT (4160) CP10 - ELECTROLESS PLATING, NICKEL LGPS-1104 Approved Spec Added
7/13/2009 Ultraspec Finishing Inc. (4686) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
7/1/2009 Embee Processing, LLC. (3337) CMSP - GRINDING, CHROME MMC-233 Superceded Spec Removed
7/1/2009 HDI Landing Gear - Springfield CMSP - GRINDING, CHROME MMC-233 Superceded Spec Removed
7/1/2009 PCC GTA - Vaughan CMSP - GRINDING, CHROME MMC-233 Superceded Spec Removed
7/1/2009 A.T.L.A.S. Aeronautik Inc. CMSP - GRINDING, CHROME MMC-233 Superceded Spec Removed
7/1/2009 Temrick, Inc. CMSP - GRINDING, CHROME MMC-233 Superceded Spec Removed
6/30/2009 Bodycote Thermal Processing - Gardena HT - HEAT TREAT AMS-H-6088 Not Approved Spec Removed
6/30/2009 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT AMS-H-6088 Not Approved Spec Removed
6/30/2009 Fokker Landing Gear B.V. (7454) CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Modification
6/30/2009 S & E Machine and Investments, LLC CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Approved Spec Removed
6/29/2009 Southwest United Industries, Inc. (4185) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Approved Spec Added
6/19/2009 S&L Aerospace Metals LLC (3756) CMSP - GRINDING, CHROME CPC-6505 Inactive Spec Removed
6/14/2009 CANTON DROP FORGE (4423) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Inactive Spec Removed
6/14/2009 CANTON DROP FORGE (4423) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
6/10/2009 Bodycote Belgium (5610) HT - HEAT TREAT CP-0710 Not Approved Spec Removed
6/10/2009 Bodycote Belgium (5610) HT - HEAT TREAT AMS-H-6875 Not Approved Spec Removed
6/8/2009 Barry Avenue Plating (3067) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
6/8/2009 National Scale Technology NA - CALIBRATION ISO17025 Inactive Spec Removed
6/3/2009 PAS Technologies - Phoenix (3378) CMSP - GRINDING, CHROME LGPS-7002 Inactive Spec Removed
6/3/2009 Duval Precision Grinding Inc. (12095) CMSP - GRINDING, CHROME LGPS-7002 Inactive Spec Removed
6/3/2009 Embee Processing, LLC. (3337) CMSP - GRINDING, CHROME LGPS-7002 Inactive Spec Removed
6/3/2009 Mecaer America Inc. (12134) CMSP - GRINDING, CHROME LGPS-7000 Approved Spec Modification
6/3/2009 National Technical Systems, Inc. NA - LABORATORY / TESTING ISO 17025 Approved Spec Added
6/3/2009 PCC GTA - Vaughan CMSP - GRINDING, CHROME LGPS-7002 Inactive Spec Removed
6/3/2009 Southwest United Industries, Inc. (4185) CMSP - GRINDING, CHROME LGPS-7002 Inactive Spec Removed
6/2/2009 PAS Technologies - Kansas City (5202) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Not Approved Spec Removed
6/2/2009 PRODEM-BONNAS s.a. NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
6/2/2009 PRODEM-BONNAS s.a. NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
6/2/2009 PRODEM-BONNAS s.a. CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
6/2/2009 PRODEM-BONNAS s.a. CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
6/2/2009 PRODEM-BONNAS s.a. CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Inactive Spec Removed
6/2/2009 PRODEM-BONNAS s.a. CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
6/2/2009 PRODEM-BONNAS s.a. CP12 - TITANIUM CLEANING LGPS-8003 Inactive Spec Removed
6/2/2009 Taylor Certified Processing, Inc. (5114) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
6/2/2009 Taylor Certified Processing, Inc. (5114) SE - SHOT PEEN AMS-2430 Inactive Spec Removed
5/21/2009 Valence Seattle (4200) CP12 - TITANIUM CLEANING MIL-S-5002 Approved Spec Added
5/18/2009 RTI Claro Precision CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
5/13/2009 Tecnickrome Aeronautique Inc. (4760) CP10 - ELECTROLESS PLATING, NICKEL LGPS-1104 Approved Spec Added
5/8/2009 Asahi Kinzoku Kogyo Co. Ltd. - Anpachi (5018) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
5/8/2009 Asahi Kinzoku Kogyo Co. Ltd. - Kyoto (5162) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
5/8/2009 Asko Processing, Inc. (3049) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
5/8/2009 Brampton Processing (4648) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
5/8/2009 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP12 - PASSIVATION AMS-QQ-P-35 Superceded Spec Removed
5/8/2009 Embee Processing, LLC. (3337) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
5/8/2009 Final Finish Corp (20156) CP01 - COATING, PAINT APPLICATION BR-167 Approved Spec Added
5/8/2009 Fokker Landing Gear B.V. (7454) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
5/8/2009 Hytek Finishes (4508) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
5/8/2009 Strite Precision Machining Ltd. (12234) CP12 - PASSIVATION AMS-QQ-P-35 Superceded Spec Removed
5/8/2009 Sumitomo Precision Products Co. Ltd. (5058) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
5/8/2009 Superior Plating Company - CT (4160) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
5/8/2009 Tecnickrome Aeronautique Inc. (4760) CP12 - PASSIVATION AMS-QQ-P-35 Superceded Spec Removed
5/8/2009 Westfield Electroplating (3443) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
5/7/2009 Magnetic Inspection Laboratory, Inc. (3487) CP05 - CHEMICAL MILLING CPC-8224 Approved Spec Added
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5/6/2009 Rosebank Engineering Pty Ltd (5422) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
5/6/2009 Rosebank Engineering Pty Ltd (5422) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
5/5/2009 Barta's Precision Granite Surface Plate Co NA - CALIBRATION ISO17025 Approved Spec Modification
4/27/2009 Valence Paramount (4428) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Modification
4/27/2009 Valence Paramount (4428) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Inactive Spec Modification
4/23/2009 HEIPLEX SPRINGS INC - CAD HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
4/23/2009 KHI GmbH & Co.KG Kunstharz Imprägnierung NA - COATING, VACUUM IMPREGNATED CHROME PS-11501 Approved Spec Removed
4/21/2009 AR Services NA - CALIBRATION ISO17025 Not Approved Spec Removed
4/16/2009 Bodycote Thermal Processing - Santa Fe Springs - Romandel Ave (3527) HT - HEAT TREAT AMS-2759/3 Approved Spec Modification
4/16/2009 Certified Steel Treating Corp. (4256) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
3/31/2009 Aerospace Metal Finishing (4994) CP01 - COATING, PAINT APPLICATION LGPS-1001 Inactive Spec Removed
3/31/2009 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MMC-274 Inactive Spec Removed
3/31/2009 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MMC-270 Inactive Spec Removed
3/31/2009 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MIL-F-495 Inactive Spec Removed
3/31/2009 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP09 - PLATING, TIN MIL-T-10727 Inactive Spec Removed
3/31/2009 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP09 - PLATING, TIN AMS-2408 Inactive Spec Removed
3/30/2009 Klinge Enameling Company (3287) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
3/27/2009 Ramball Testlab NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/27/2009 Ramball Testlab NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
3/27/2009 Ramball Testlab AQS - QUALITY SYSTEM AC7004 Approved Spec Added
3/27/2009 Wolkerstorfer Co., Inc. (4026) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
3/27/2009 Wolkerstorfer Co., Inc. (4026) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Approved Spec Added
3/24/2009 New Hampshire Ball Bearings Inc (3229) HT - HEAT TREAT AMS-2770 Approved Spec Added
3/23/2009 Almet HT - HEAT TREAT AMS-2771 Inactive Spec Removed
3/23/2009 Almet HT - HEAT TREAT AMS-2770 Inactive Spec Removed
3/23/2009 Almet HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
3/23/2009 Almet AQS - QUALITY SYSTEM AQS Inactive Spec Removed
3/23/2009 PAS Technologies - Kansas City (5202) CP12 - PASSIVATION LGPS-8003 Inactive Spec Modification
3/23/2009 GOODRICH ACTUATION SYS HT - HEAT TREAT CP-0710 Inactive Spec Modification
3/23/2009 GOODRICH ACTUATION SYS HT - HEAT TREAT AMS-2759 Inactive Spec Modification
3/23/2009 GOODRICH ACTUATION SYS NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Modification
3/23/2009 GOODRICH ACTUATION SYS CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Modification
3/23/2009 GOODRICH ACTUATION SYS CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Modification
3/23/2009 GOODRICH ACTUATION SYS CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Inactive Spec Modification
3/23/2009 GOODRICH ACTUATION SYS CP09 - PLATING, NICKEL LGPS-1104 Inactive Spec Modification
3/23/2009 GOODRICH ACTUATION SYS AQS - QUALITY SYSTEM AS 9100 Inactive Spec Modification
3/23/2009 GOODRICH ACTUATION SYS CP12 - PASSIVATION AMS-2700 Inactive Spec Modification
3/23/2009 GOODRICH ACTUATION SYS CP12 - TITANIUM CLEANING LGPS-8003 Inactive Spec Modification
3/23/2009 Plating Perceptions, Inc. (4563) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
3/20/2009 MinebeaMitsumi Inc. - Fujisawa (5406) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/20/2009 MinebeaMitsumi Inc. - Fujisawa (5406) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
3/20/2009 MinebeaMitsumi Inc. - Fujisawa (5406) AQS - QUALITY SYSTEM JISQ9100 Approved Spec Added
3/20/2009 MinebeaMitsumi Inc. - Nagano (5405) HT - HEAT TREAT AMS-2759/3 Approved Spec Modification
3/20/2009 MinebeaMitsumi Inc. - Nagano (5405) HT - HEAT TREAT AMS-2759/5 Approved Spec Modification
3/20/2009 MinebeaMitsumi Inc. - Nagano (5405) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Modification
3/20/2009 MinebeaMitsumi Inc. - Nagano (5405) AQS - QUALITY SYSTEM JISQ9100 Approved Spec Modification
3/20/2009 MinebeaMitsumi Inc. - Nagano (5405) CP12 - PASSIVATION AMS-2700 Approved Spec Modification
3/20/2009 Nippon Precision Casting Corp. (5418) HT - HEAT TREAT AMS-2771 Approved Spec Added
3/20/2009 Nippon Precision Casting Corp. (5418) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
3/18/2009 MinebeaMitsumi Inc. - Fujisawa (5406) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
3/18/2009 Valence Lynwood (4110) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Approved Spec Added
3/17/2009 Asahi Kinzoku Kogyo Co. Ltd. - Anpachi (5018) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
3/17/2009 Asahi Kinzoku Kogyo Co. Ltd. - Anpachi (5018) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/17/2009 Asahi Kinzoku Kogyo Co. Ltd. - Anpachi (5018) CP09 - PLATING, CHROME MIL-STD-1501 Approved Spec Added
3/17/2009 Asahi Kinzoku Kogyo Co. Ltd. - Anpachi (5018) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
3/17/2009 Asahi Kinzoku Kogyo Co. Ltd. - Anpachi (5018) SE - SHOT PEEN AMS-2430 Approved Spec Added
3/17/2009 Asahi Kinzoku Kogyo Co. Ltd. - Anpachi (5018) CP12 - PASSIVATION AMS-2700 Approved Spec Added
3/17/2009 Asahi Kinzoku Kogyo Co. Ltd. - Kyoto (5162) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
3/17/2009 Asahi Kinzoku Kogyo Co. Ltd. - Kyoto (5162) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Added
3/17/2009 Asahi Kinzoku Kogyo Co. Ltd. - Kyoto (5162) CP09 - PLATING, CHROME MIL-STD-1501 Approved Spec Added
3/17/2009 Advanced Coating Technique (4813) CP09 - PLATING, CADMIUM (LHE) CPC-8204 Superceded Spec Removed
3/17/2009 Asko Processing, Inc. (3049) CP09 - PLATING, CHROME BP-102 Superceded Spec Removed
3/17/2009 Bowman Plating, Inc (4199) CP09 - PLATING, CADMIUM (LHE) CPC-8204 Superceded Spec Removed
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3/17/2009 Diamond Chrome Plating, Inc. (3618) CP09 - PLATING, CADMIUM (LHE) CPC-8204 Superceded Spec Removed
3/17/2009 Dixon Hard Chrome, Inc (4214) CP09 - PLATING, CADMIUM (LHE) CPC-8204 Superceded Spec Removed
3/17/2009 Embee Processing, LLC. (3337) CP09 - PLATING, CADMIUM (LHE) CPC-8204 Superceded Spec Removed
3/17/2009 Hixson Metal Finishing (3174) CP09 - PLATING, CADMIUM (LHE) CPC-8204 Superceded Spec Removed
3/17/2009 Hytek Finishes (4508) CP09 - PLATING, CADMIUM (LHE) CPC-8204 Superceded Spec Removed
3/17/2009 Magellan Aerospace Processing - New York (4250) CP09 - PLATING, CADMIUM (LHE) CPC-8204 Superceded Spec Removed
3/17/2009 Lego Finishing Center Inc. CP09 - PLATING, CADMIUM (LHE) CPC-8204 Superceded Spec Removed
3/17/2009 Plating Perceptions, Inc. (4563) CP09 - PLATING, CADMIUM (LHE) CPC-8204 Superceded Spec Removed
3/17/2009 Plating Perceptions, Inc. (4563) CP09 - PLATING, CHROME BP-102 Superceded Spec Removed
3/17/2009 Sumitomo Precision Products Co. Ltd. (5058) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Modification
3/17/2009 Sumitomo Precision Products Co. Ltd. (5058) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Modification
3/17/2009 Superior Plating Company - CT (4160) CP09 - PLATING, CHROME BP-102 Superceded Spec Removed
3/17/2009 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, CADMIUM (LHE) CPC-8204 Superceded Spec Removed
3/17/2009 Hi-Tech Metal Finishing (OLD LOCATION) CP09 - PLATING, CADMIUM (LHE) CPC-8204 Superceded Spec Removed
3/16/2009 BASF Catalysts LLC NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Not Approved Spec Removed
3/16/2009 Tekalia Aeronautik (2010) Inc (7875) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Added
3/16/2009 Tekalia Aeronautik (2010) Inc (7875) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Approved Spec Added
3/16/2009 Tekalia Aeronautik (2010) Inc (7875) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
3/16/2009 Tekalia Aeronautik (2010) Inc (7875) CP09 - PLATING, CHROME LGPS-1101 Approved Spec Added
3/11/2009 GE AVIATION MSSA WLD - WELDING MIL-W-22248 Not Approved Spec Removed
3/11/2009 Taylor Certified Processing, Inc. (5114) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/10/2009 Parker Aerospace CP01 - COATING, DRY FILM MIL-PRF-46010 Inactive Spec Removed
3/6/2009 Phoenix Heat Treating, Inc. (3698) CP12 - PASSIVATION ASTM-A-967 Inactive Spec Removed
3/6/2009 Phoenix Heat Treating, Inc. (3698) CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
3/4/2009 Alloyweld Inspection Company HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
3/4/2009 Alloyweld Inspection Company CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
3/4/2009 Alloyweld Inspection Company CP02 - TEMPER ETCH INSPECTION BP-108 Inactive Spec Removed
3/4/2009 Alloyweld Inspection Company CP12 - PASSIVATION MIL-S-5002 Inactive Spec Removed
3/4/2009 Cygnus, Inc. (4388) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
3/4/2009 Cygnus, Inc. (4388) HT - HEAT TREAT AMS-2770 Approved Spec Added
3/4/2009 Cygnus, Inc. (4388) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/4/2009 Tekalia Aeronautik (2010) Inc (7875) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Modification
3/3/2009 GTTOnSET NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Inactive Spec Removed
3/3/2009 GTTOnSET NDT - INSPECTION, ULTRASONIC MIL-STD-2154 Inactive Spec Removed
3/3/2009 MECACHROME MONTREAL-NORD INC CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
3/3/2009 MECACHROME MONTREAL-NORD INC AQS - QUALITY SYSTEM AQS Inactive Spec Removed
2/27/2009 TECHNICAL METAL FINISHING, INC. CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Removed
2/27/2009 TECHNICAL METAL FINISHING, INC. CP01 - COATING, DRY FILM MIL-PRF-46010 Inactive Spec Removed
2/27/2009 TECHNICAL METAL FINISHING, INC. CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
2/27/2009 TECHNICAL METAL FINISHING, INC. CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
2/27/2009 TECHNICAL METAL FINISHING, INC. CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 type 3 Inactive Spec Removed
2/27/2009 TECHNICAL METAL FINISHING, INC. CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
2/27/2009 TECHNICAL METAL FINISHING, INC. AQS - QUALITY SYSTEM AQS Inactive Spec Removed
2/19/2009 AAA Plating & Inspection, Inc. (4342) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/19/2009 AeroTek Manufacturing Limited - (4434) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/19/2009 All Metals Processing of Orange County, LLC (3320) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/19/2009 Anodizing & Paint TNM Inc. (4687) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/19/2009 Asko Processing - Color Tech Div. (4626) CP01 - COATING, DRY FILM MIL-L-46010 Superceded Spec Removed
2/19/2009 E/M Coating Services (3640) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/19/2009 California Metal Processing (4012) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/19/2009 E/M Coating Services - CT (3639) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/19/2009 Embee Processing, LLC. (3337) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/19/2009 Hytek Finishes (4508) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/19/2009 Magellan Aerospace Processing - New York (4250) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/19/2009 Protective Coatings, Inc. (4566) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/19/2009 Southwest United Canada Inc.(4197) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/19/2009 Southwest United Industries, Inc. (4185) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/19/2009 Tecnickrome Aeronautique Inc. (4760) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/19/2009 Westfield Electroplating (3443) CP01 - COATING, DRY FILM MIL-PRF-46010 Inactive Spec Modification
2/19/2009 Hi-Tech Metal Finishing (OLD LOCATION) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/19/2009 Westfield Electroplating (10561) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
2/17/2009 Fokker Landing Gear B.V. (7454) SE - SHOT PEEN AMS-2430 Inactive Spec Modification
2/17/2009 Raymor Industries CT - HVOF LGPS-1301 Pulled Spec Removed
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2/17/2009 VTN WITTEN (5170) HT - STRESS RELIEF AMS-2759/11 Approved Spec Modification
2/16/2009 PPI Aerospace LLC (Main) (3840) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MIL-DTL-13924 Approved Spec Modification
2/16/2009 VACUUM DEPOSIT COATING INC. CP07 - IVD, CADMIUM CP-0200 Inactive Spec Removed
2/16/2009 VACUUM DEPOSIT COATING INC. CP07 - IVD, CADMIUM CP-0400 Inactive Spec Removed
2/13/2009 P M Testing Laboratory Inc (4535) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Approved Spec Added
2/11/2009 P M Testing Laboratory Inc (4535) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
2/9/2009 Dixon Hard Chrome, Inc (4214) NDT - INSPECTION, MAGNETIC PARTICLE MM-5537 Inactive Spec Removed
2/9/2009 Dixon Hard Chrome, Inc (4214) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Inactive Spec Removed
2/6/2009 Bodycote Thermal Processing - Westminster (3516) HT - HEAT TREAT AMS-2771 Approved Spec Added
2/6/2009 Bodycote Thermal Processing - Westminster (3516) HT - HEAT TREAT AMS-2770 Approved Spec Added
2/6/2009 Bodycote Thermal Processing - Westminster (3516) HT - HEAT TREAT AMS-2772 Approved Spec Added
2/6/2009 Bodycote Thermal Processing - Westminster (3516) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
2/5/2009 Asahi Kinzoku Kogyo Co. Ltd. - Kyoto (5162) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
2/5/2009 Sogo Spring Mfg. (7011) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
2/5/2009 Sogo Spring Mfg. (7011) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
2/5/2009 Sumitomo Precision Products Co. Ltd. (5058) CP09 - PLATING, CADMIUM-TITANIUM AMS-2419 Approved Spec Added
2/5/2009 Terauchi Manufacturing Co. Ltd. (7864) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
2/5/2009 S & E Machine and Investments, LLC SE - FLAPPER / ROTO PEENING MIL-R-81841 Inactive Spec Removed
1/27/2009 Southwest United Canada Inc.(4197) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
1/26/2009 Pacific Metallurgical Inc. (4268) HT - HEAT TREAT AMS-2770 Approved Spec Added
1/26/2009 Pacific Metallurgical Inc. (4268) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
1/23/2009 Sumitomo Precision Products Co. Ltd. (5058) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
1/22/2009 Hytek Finishes (4508) CP12 - TITANIUM CLEANING ASTM-B-600 Approved Spec Added
1/22/2009 Tekalia Aeronautik (2010) Inc (7875) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
1/22/2009 Tekalia Aeronautik (2010) Inc (7875) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
1/20/2009 JAN-KENS CO. AQS - QUALITY SYSTEM AQS Inactive Spec Modification
1/20/2009 Kryler Corp. (4377) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
1/19/2009 Certified Steel Treating Corp. (4256) HT - HEAT TREAT AMS-H-7199 Approved Spec Added
1/15/2009 Aerospace Metal Finishing (4994) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
1/15/2009 AeroTek Manufacturing Limited - (4434) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/15/2009 Aircraft X-Ray Laboratories, Inc. (3314) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/15/2009 All Metals Processing of Orange County, LLC (3320) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/15/2009 Alp Aviation (7440) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Inactive Spec Removed
1/15/2009 Anodizing & Paint TNM Inc. (4687) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/15/2009 PAS Technologies - Phoenix (3378) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Inactive Spec Removed
1/15/2009 PAS Technologies - Phoenix (3378) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Modification
1/15/2009 Aviation Technical Services CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Modification
1/15/2009 Barry Avenue Plating (3067) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/15/2009 Bowman Plating, Inc (4199) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/15/2009 California Metal Processing (4012) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/15/2009 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Inactive Spec Removed
1/15/2009 Diamond Chrome Plating, Inc. (3618) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Modification
1/15/2009 Embee Processing, LLC. (3337) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Inactive Spec Removed
1/15/2009 E.M.E. Inc. (4111) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/15/2009 Final Finish Corp (20156) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/15/2009 Fokker Landing Gear B.V. (7454) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Inactive Spec Removed
1/15/2009 GE AVIATION MSSA CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Inactive Spec Removed
1/15/2009 Golden State Magnetic & Penetrant Lab, Inc. (4729) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Inactive Spec Removed
1/15/2009 Hixson Metal Finishing (3174) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/15/2009 Hixson Metal Finishing (3174) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Modification
1/15/2009 Hytek Finishes (4508) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/15/2009 Valence Seattle (4200) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/15/2009 3P Processing LLC. (3310) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/15/2009 NORTHSTAR AEROSPACE INC. CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Modification
1/15/2009 Protective Coatings, Inc. (4566) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/15/2009 Saporito Finishing Co. (4274) CP09 - PLATING, NICKEL AMS-2403 Inactive Spec Modification
1/15/2009 Southwest United Canada Inc. - CEEL Limited (5208) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Modification
1/15/2009 Southwest United Industries, Inc. (4185) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Inactive Spec Removed
1/15/2009 Southwest United Industries, Inc. (4185) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Modification
1/15/2009 Sumitomo Precision Products Co. Ltd. (5058) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/15/2009 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, NICKEL AMS-2403 Approved Spec Modification
1/15/2009 Westfield Electroplating (3443) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Modification
1/15/2009 Wolkerstorfer Co., Inc. (4026) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
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1/15/2009 Hi-Tech Metal Finishing (OLD LOCATION) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Inactive Spec Removed
1/15/2009 Valence Lynwood (4110) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/13/2009 AAA Plating & Inspection, Inc. (4342) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
1/13/2009 Metlab Potero HT - HEAT TREAT AMS-2759 Approved Spec Added
1/13/2009 Ultraspec Finishing Inc. (4686) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
1/13/2009 Ultraspec Finishing Inc. (4686) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 type 3 Inactive Spec Removed
1/13/2009 Ultraspec Finishing Inc. (4686) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
1/13/2009 Ultraspec Finishing Inc. (4686) CP12 - PASSIVATION AMS-2700 Approved Spec Modification
1/13/2009 Ultraspec Finishing Inc. (4686) CP12 - PASSIVATION ASTM-A-967 Approved Spec Modification
1/12/2009 NORTHSTAR AEROSPACE INC. HT - HEAT TREAT AMS-2759 Inactive Spec Removed
1/12/2009 NORTHSTAR AEROSPACE INC. NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
1/12/2009 NORTHSTAR AEROSPACE INC. NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
1/12/2009 NORTHSTAR AEROSPACE INC. CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
1/12/2009 NORTHSTAR AEROSPACE INC. CP12 - TITANIUM CLEANING LGPS-8003 Inactive Spec Removed
1/12/2009 WSK PZL-Rzeszow S.A. HT - HEAT TREAT AMS-2759/3 Inactive Spec Removed
1/12/2009 WSK PZL-Rzeszow S.A. HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
1/12/2009 WSK PZL-Rzeszow S.A. NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
1/12/2009 WSK PZL-Rzeszow S.A. CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
1/12/2009 WSK PZL-Rzeszow S.A. CP09 - PLATING, NICKEL AMS-2424 Inactive Spec Removed
1/6/2009 Asahi Kinzoku Kogyo Co. Ltd. - Anpachi (5018) AQS - QUALITY SYSTEM JISQ9100 Approved Spec Added
1/6/2009 Asahi Kinzoku Kogyo Co. Ltd. - Kyoto (5162) AQS - QUALITY SYSTEM JISQ9100 Approved Spec Added
1/6/2009 Tekalia Aeronautik (2010) Inc (7875) CP12 - PASSIVATION AMS-2700 Approved Spec Added
1/6/2009 Hi-Tech Metal Finishing (OLD LOCATION) HT - STRESS RELIEF CP-0540 Approved Spec Modification
1/6/2009 Hi-Tech Metal Finishing (OLD LOCATION) HT - STRESS RELIEF AMS-2759/3 Approved Spec Modification
1/6/2009 Hi-Tech Metal Finishing (OLD LOCATION) HT - STRESS RELIEF AMS-H-6875 Approved Spec Modification

12/18/2008 Hadd-Co Inspection Laboratory (4223) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
12/18/2008 Hadd-Co Inspection Laboratory (4223) AQS - QUALITY SYSTEM AC7004 Approved Spec Added
12/8/2008 HDI Landing Gear SE - FLAPPER / ROTO PEENING MIL-R-81841 Inactive Spec Removed
12/3/2008 S&L Aerospace Metals LLC (3756) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Not Approved Spec Removed
12/3/2008 S&L Aerospace Metals LLC (3756) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Not Approved Spec Removed
12/3/2008 S&L Aerospace Metals LLC (3756) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Not Approved Spec Removed
12/3/2008 S&L Aerospace Metals LLC (3756) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Not Approved Spec Removed
12/3/2008 S&L Aerospace Metals LLC (3756) CP12 - PASSIVATION ES-091 Not Approved Spec Removed
12/3/2008 S&L Aerospace Metals LLC (3756) CP12 - PASSIVATION ASTM-A-967 Not Approved Spec Removed
12/3/2008 S&L Aerospace Metals LLC (3756) CP12 - PASSIVATION AMS-2700 Not Approved Spec Removed
12/2/2008 Exactatherm Ltd. (4642) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
12/1/2008 Asko Processing, Inc. (3049) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added

11/17/2008 Alp Aviation (7440) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 ASCO Industries (5321) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Asko Processing, Inc. (3049) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 PAS Technologies - Kansas City (5202) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Peen-Rite Inc (5311) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Hydro Honing D/B/A Peening Tech. of CT (4068) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Valence Paramount (4428) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Aviation Technical Services SE - SHOT PEEN AMS-2430 Inactive Spec Modification
11/17/2008 Praxair Surface Technologies Montreal LP, St-Laurent (3539) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Fokker Landing Gear B.V. (7454) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Hytek Finishes (4508) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 IMPACT FINISHERS SE - SHOT PEEN AMS-S-13165 Inactive Spec Removed
11/17/2008 Magellan Aerospace Processing - New York (4250) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Valence Seattle (4200) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Metal Improvement Co. - Addison (5455) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 METAL IMPROVEMENT CO. - Bayone France SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 METAL IMPROVEMENT CO. - Bensalem SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 METAL IMPROVEMENT CO. - Blue Ash (4724) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Metal Improvement Co. - Brampton (5532) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Metal Improvement Co. - Grand Prairie (5535) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Metal Improvement Co. - Phoenix (4834) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Metal improvement Co. - Romulus (5013) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Curtiss Wright Metal Improvement Co. - Santa Ana (4070) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 METAL IMPROVEMENT CO. - Twinsburg (5229) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 METAL IMPROVEMENT CO. -CHESTER SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 METAL IMPROVEMENT CO-ST TRUIDEN (5534) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
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11/17/2008 National Peening - NC (4447) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 National Shot Peening Inc. (4558) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 3P Processing LLC. (3310) SE - SHOT PEEN AMS-2430 Approved Spec Modification
11/17/2008 Protective Coatings, Inc. (4566) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Rosebank Engineering Pty Ltd (5422) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
11/17/2008 Southwest United Industries, Inc. (4185) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Sumitomo Precision Products Co. Ltd. (5058) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/17/2008 Taylor Certified Processing, Inc. (5114) SE - SHOT PEEN AMS-S-13165 Inactive Spec Removed
11/17/2008 Tecnickrome Aeronautique Inc. (4760) SE - SHOT PEEN MIL-S-13165 Superceded Spec Removed
11/14/2008 Abrasive Finishing Co. (5490) SE - SHOT PEEN AMS-S-13165 Superceded Spec Removed
11/6/2008 DutchAero B.V. CT - HVOF LGPS-1301 Inactive Spec Added
11/3/2008 Asko Processing - Color Tech Div. (4626) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
11/3/2008 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP12 - PASSIVATION MMC-117 Superceded Spec Removed
11/3/2008 Strite Precision Machining Ltd. (12234) CP12 - PASSIVATION MMC-117 Superceded Spec Removed
11/3/2008 Tecnickrome Aeronautique Inc. (4760) CP12 - PASSIVATION MMC-117 Superceded Spec Removed

10/24/2008 HTG Thermal Treatment Center HT - HEAT TREAT CPC-6201 Pulled Spec Removed
10/24/2008 HTG Thermal Treatment Center HT - HEAT TREAT MM-4990 Pulled Spec Removed
10/24/2008 HTG Thermal Treatment Center HT - HEAT TREAT CPC-6205 Pulled Spec Removed
10/24/2008 HTG Thermal Treatment Center HT - HEAT TREAT MIL-H-7199 Pulled Spec Removed
10/24/2008 HTG Thermal Treatment Center HT - HEAT TREAT MM-4995 Pulled Spec Removed
10/24/2008 HTG Thermal Treatment Center HT - HEAT TREAT CPC-6203 Pulled Spec Removed
10/24/2008 HTG Thermal Treatment Center HT - HEAT TREAT CPC-6216 Pulled Spec Removed
10/17/2008 Duval Precision Grinding Inc. (12095) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
10/17/2008 Duval Precision Grinding Inc. (12095) CMSP - GRINDING, CHROME LGPS-7000 Approved Spec Added
10/17/2008 Duval Precision Grinding Inc. (12095) CMSP - GRINDING, HVOF LGPS-7010 Approved Spec Added
10/15/2008 EAGLETRONIC CMSP - GRINDING, CHROME MIL-STD-866 Pulled Spec Removed
10/15/2008 Strite Precision Machining Ltd. (12234) CMSP - GRINDING, CHROME LGPS-7000 Approved Spec Added
10/15/2008 Strite Precision Machining Ltd. (12234) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
10/15/2008 Tekalia Aeronautik (2010) Inc (7875) CT - HVOF LGPS-1301 Approved Spec Added
10/15/2008 Tekalia Aeronautik (2010) Inc (7875) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
10/15/2008 Tekalia Aeronautik (2010) Inc (7875) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Approved Spec Added
10/14/2008 Allen Aircraft Products, Inc. (4339) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Modification
10/7/2008 NSL Analytical Services (3236) NA - LABORATORY / TESTING ISO 17025 Approved Spec Modification
10/7/2008 Vac-Aero International -Oakville (3420) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
10/7/2008 X-R-I Testing - Cleveland (3467) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
10/6/2008 Hercules Heat Treating Corp (3166) NA - LABORATORY / TESTING A2LA Not Approved Spec Removed
10/6/2008 Metcor Inc. (4781) NA - LABORATORY / TESTING A2LA Not Approved Spec Removed
10/3/2008 Fokker Landing Gear B.V. (7454) CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Modification
10/3/2008 Fokker Landing Gear B.V. (7454) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Modification
10/2/2008 e2b Teknologies NA - CALIBRATION ISO 17025 Approved Spec Added
10/2/2008 Quality Heat Treating (4407) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
10/2/2008 Rosebank Engineering Pty Ltd (5422) CP01 - COATING, DRY FILM MIL-PRF-46010 Approved Spec Added
10/2/2008 Rosebank Engineering Pty Ltd (5422) SE - SHOT PEEN AMS-2430 Approved Spec Added
10/2/2008 Service & Sales, Inc. (3773) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
10/2/2008 Service & Sales, Inc. (3773) WLD - WELDING AWS-D17.1 Approved Spec Added
9/30/2008 Aerocraft Heat Treating Co., Inc. (3112) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/29/2008 Hercules Heat Treating Corp (3166) HT - HEAT TREAT AMS-H-6088 Superceded Spec Removed
9/24/2008 KLUNE INDUSTRIES CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Not Approved Spec Removed
9/23/2008 Rosebank Engineering Pty Ltd (5422) CMSP - GRINDING, CHROME MIL-STD-866 Approved Spec Added
9/22/2008 Dixon Hard Chrome, Inc (4214) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Not Approved Spec Removed
9/22/2008 Dixon Hard Chrome, Inc (4214) CP09 - PLATING, NICKEL AMS-QQ-N-290 Inactive Spec Removed
9/22/2008 Dixon Hard Chrome, Inc (4214) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
9/22/2008 Dixon Hard Chrome, Inc (4214) CP12 - PASSIVATION ASTM-A-967 Inactive Spec Removed
9/22/2008 Dixon Hard Chrome, Inc (4214) CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
9/22/2008 Dixon Hard Chrome, Inc (4214) CP12 - PASSIVATION MIL-S-5002 Not Approved Spec Removed
9/22/2008 Hixson Metal Finishing (3174) AQS - QUALITY SYSTEM AS 9100 Approved Spec Modification
9/17/2008 D & R INDUSTRIES INC. CMSP - GRINDING, CHROME LGPS-7000 Not Approved Spec Removed
9/17/2008 D & R INDUSTRIES INC. CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
9/17/2008 D & R INDUSTRIES INC. CMSP - GRINDING, CHROME CPC-6505 Not Approved Spec Removed
9/17/2008 Duval Precision Grinding Inc. (12095) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/17/2008 Hixson Metal Finishing (3174) CP07 - IVD, CADMIUM CPC-8210 Approved Spec Modification
9/10/2008 DutchAero B.V. NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Added
9/10/2008 Valence Seattle (4200) CP12 - TITANIUM CLEANING LGPS-8003 Approved Spec Added
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9/10/2008 Precision Analytical, Inc. NA - LABORATORY / TESTING N/A Approved Spec Added
9/10/2008 Tekalia Aeronautik (2010) Inc (7875) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
9/10/2008 Tekalia Aeronautik (2010) Inc (7875) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
9/10/2008 Tekalia Aeronautik (2010) Inc (7875) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/10/2008 Tekalia Aeronautik (2010) Inc (7875) SE - SHOT PEEN AMS-2430 Approved Spec Added
9/9/2008 Hytek Finishes (4508) CP12 - TITANIUM CLEANING LGPS-8003 Not Approved Spec Removed
9/9/2008 Tecnickrome Aeronautique Inc. (4760) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
9/6/2008 Ircon, Inc. NA - CALIBRATION ISO 10012-1 Pulled Spec Removed
9/6/2008 SIFCO Applied Surface Concepts HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
9/6/2008 SIFCO Applied Surface Concepts CP13 - PLATING, BRUSH, OTHER AMS-2451 Inactive Spec Removed
9/6/2008 SIFCO Applied Surface Concepts CP13 - PLATING, BRUSH CADMIUM CPC-8215 Not Approved Spec Removed
9/6/2008 SIFCO Applied Surface Concepts CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Inactive Spec Removed
9/6/2008 SIFCO Applied Surface Concepts CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Inactive Spec Removed
9/5/2008 Allen Aircraft Products, Inc. (4339) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
9/5/2008 General Metal Heat Treating (4457) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
8/20/2008 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, NICKEL LGPS-1104 Not Approved Spec Removed
8/18/2008 Rosebank Engineering Pty Ltd (5422) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Added
8/18/2008 Rosebank Engineering Pty Ltd (5422) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Added
8/12/2008 American Aircraft Parts Mfg. (3332) CMSP - GRINDING, CHROME CPC-6505 Superceded Spec Removed
8/12/2008 Magellan Aerospace, New York, Inc. CMSP - GRINDING, CHROME CPC-6505 Superceded Spec Removed
8/12/2008 Embee Processing, LLC. (3337) CMSP - GRINDING, CHROME CPC-6505 Superceded Spec Removed
8/12/2008 Globe Grinding Corp (5871) CMSP - GRINDING, CHROME CPC-6505 Superceded Spec Removed
8/12/2008 HDI Landing Gear CMSP - GRINDING, CHROME CPC-6505 Superceded Spec Removed
8/12/2008 HDI Landing Gear - Springfield CMSP - GRINDING, CHROME CPC-6505 Superceded Spec Removed
8/12/2008 Heroux Devtek Kitchener CMSP - GRINDING, CHROME CPC-6505 Superceded Spec Removed
8/12/2008 V & M PRECISION MACHINE & GRINDING CMSP - GRINDING, CHROME CPC-6505 Superceded Spec Removed
8/6/2008 Sermatech - Oakville CT - HVOF LGPS-1301 Inactive Spec Removed
8/6/2008 Sermatech - Oakville CMSP - GRINDING, HVOF LGPS-7010 Inactive Spec Removed
8/4/2008 Missouri Metals HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
7/31/2008 GODFREY & WING, INC. NA - COATING, VACUUM IMPREGNATED CHROME PS-11501 Inactive Spec Removed
7/28/2008 Hytek Finishes (4508) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
7/17/2008 Embee Processing, LLC. (3337) HT - STRESS RELIEF PS-2101 Inactive Spec Added
7/16/2008 Abrasive Finishing Co. (5490) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Alp Aviation (7440) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Asko Processing, Inc. (3049) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 PAS Technologies - Kansas City (5202) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Peen-Rite Inc (5311) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Hydro Honing D/B/A Peening Tech. of CT (4068) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Hytek Finishes (4508) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 IMPACT FINISHERS SE - SHOT PEEN AMS-2430 Inactive Spec Removed
7/16/2008 Magellan Aerospace Processing - New York (4250) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Valence Seattle (4200) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Mecaer Aviation Group S.p.A. (10206) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Metal Improvement Co. - Addison (5455) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 METAL IMPROVEMENT CO. - Bayone France SE - SHOT PEEN AMS-2430 Inactive Spec Added
7/16/2008 METAL IMPROVEMENT CO. - Blue Ash (4724) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Metal Improvement Co. - Brampton (5532) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Metal Improvement Co. - Grand Prairie (5535) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Metal Improvement Co. - Phoenix (4834) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Metal improvement Co. - Romulus (5013) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Curtiss Wright Metal Improvement Co. - Santa Ana (4070) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 METAL IMPROVEMENT CO. - Twinsburg (5229) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 METAL IMPROVEMENT CO-ST TRUIDEN (5534) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 National Shot Peening Inc. (4558) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Protective Coatings, Inc. (4566) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Southwest United Industries, Inc. (4185) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/16/2008 Sumitomo Precision Products Co. Ltd. (5058) SE - SHOT PEEN AMS-2430 Approved Spec Added
7/15/2008 Arrow Gear CP02 - TEMPER ETCH INSPECTION MMC-190 Superceded Spec Removed
7/15/2008 Magellan Aerospace-Kitchener CP02 - TEMPER ETCH INSPECTION MMC-190 Superceded Spec Removed
7/15/2008 Magellan Aerospace Processing - New York (4250) CP02 - TEMPER ETCH INSPECTION MMC-190 Superceded Spec Removed
7/15/2008 Magellan Aerospace Processing - New York (4250) CP09 - PLATING, CADMIUM-TITANIUM MM-5542 Superceded Spec Removed
7/15/2008 Magellan Aerospace Processing - New York (4250) CP09 - PLATING, CADMIUM-TITANIUM MMC-195 Superceded Spec Removed
7/15/2008 Element Middleburg Heights (3243) CP02 - TEMPER ETCH INSPECTION MMC-190 Superceded Spec Removed
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7/15/2008 RATIER FIGEAC CP02 - TEMPER ETCH INSPECTION MMC-190 Superceded Spec Removed
7/15/2008 Southwest United Industries, Inc. (4185) CP09 - PLATING, CADMIUM-TITANIUM MMC-195 Superceded Spec Removed
7/15/2008 Strite Precision Machining Ltd. (12234) CP02 - TEMPER ETCH INSPECTION MMC-190 Superceded Spec Removed
7/15/2008 Tecnickrome Aeronautique Inc. (4760) CP02 - TEMPER ETCH INSPECTION MMC-190 Superceded Spec Removed
7/15/2008 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, CADMIUM-TITANIUM MM-5542 Superceded Spec Removed
7/15/2008 WSK PZL-Rzeszow S.A. CP02 - TEMPER ETCH INSPECTION MMC-190 Superceded Spec Removed
7/11/2008 Sermatech Power Solutions LP CT - HVOF LGPS-1301 Not Approved Spec Removed
7/8/2008 HTA Aerospace and Defense Pty Ltd - Brisbane (9678) HT - HEAT TREAT LGPS-2000 Approved Spec Added
6/26/2008 Heroux Devtek Kitchener CP02 - TEMPER ETCH INSPECTION LGPS-3000 Not Approved Spec Removed
6/26/2008 Heroux Devtek Kitchener CP13 - PLATING, BRUSH, OTHER MIL-STD-865 Not Approved Spec Removed
6/25/2008 HDI Landing Gear CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Inactive Spec Removed
6/25/2008 HDI Landing Gear CP13 - PLATING, BRUSH CADMIUM MIL-STD-865 Inactive Spec Removed
6/12/2008 Cal-Corr Services & Repairs NA - CALIBRATION ISO17025 Approved Spec Modification
6/12/2008 Inspec, Inc. NA - CALIBRATION ISO 17025 Approved Spec Added
6/12/2008 Valence Seattle (4200) CP12 - PASSIVATION ASTM-A-967 Approved Spec Added
6/11/2008 PAS Technologies - Phoenix (3378) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
6/11/2008 PAS Technologies - Phoenix (3378) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Modification
6/11/2008 Diamond Chrome Plating, Inc. (3618) CP09 - PLATING, CHROME AMS-2460 Approved Spec Modification
6/11/2008 Diamond Chrome Plating, Inc. (3618) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Modification
6/11/2008 Dixon Hard Chrome, Inc (4214) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Modification
6/11/2008 Dixon Hard Chrome, Inc (4214) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
6/11/2008 Electrolizing, Inc. (4228) CP09 - PLATING, CHROME AMS-QQ-C-320 Superceded Spec Removed
6/11/2008 Hohman Plating, LLC (3175) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Modification
6/11/2008 Hytek Finishes (4508) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Modification
6/11/2008 Kryler Corp. (4377) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
6/11/2008 Kryler Corp. (4377) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Modification
6/11/2008 Size Control Plating Co. (3952) CP09 - PLATING, CHROME AMS-2460 Inactive Spec Added
6/11/2008 Size Control Plating Co. (3952) CP09 - PLATING, CHROME AMS-QQ-C-320 Inactive Spec Modification
6/11/2008 Southwest United Canada Inc. - CEEL Limited (5208) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Modification
6/11/2008 Southwest United Canada Inc. - CEEL Limited (5208) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
6/11/2008 Southwest United Industries, Inc. (4185) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
6/11/2008 Southwest United Industries, Inc. (4185) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Modification
6/9/2008 KING & FOWLER LTD. NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
6/9/2008 KING & FOWLER LTD. NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
6/9/2008 KING & FOWLER LTD. CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
6/9/2008 KING & FOWLER LTD. CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Removed
6/9/2008 KING & FOWLER LTD. CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Not Approved Spec Removed
6/9/2008 KING & FOWLER LTD. CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
6/4/2008 Aero-Safe Processing Inc. NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Pulled Spec Modification
6/4/2008 Engineered Heat Treat, Inc. (3341) HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
6/3/2008 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP09 - PLATING, CHROME CPC-8207 Inactive Spec Removed
6/3/2008 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP09 - PLATING, CHROME LGPS-1101 Inactive Spec Removed
6/3/2008 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP09 - PLATING, CHROME AMS-QQ-C-320 Inactive Spec Removed
6/3/2008 Deloro Stellite Surface Technologies CT - HVOF LGPS-1301 Inactive Spec Removed
6/3/2008 Deloro Stellite Surface Technologies AQS - QUALITY SYSTEM AS 9100 Inactive Spec Added
6/3/2008 Deloro Stellite Surface Technologies CP14 - STRIPPING, HVOF LGPS-1300 Inactive Spec Modification
5/30/2008 Applied Technical Services, Inc. NA - CALIBRATION ISO17025 Approved Spec Modification
5/28/2008 HYDROMASH HT - HEAT TREAT AMS-H-81200 Inactive Spec Removed
5/28/2008 HYDROMASH NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
5/28/2008 HYDROMASH CP12 - TITANIUM CLEANING LGPS-8003 Inactive Spec Removed
5/27/2008 Rosebank Engineering Pty Ltd (5422) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Added
5/27/2008 Rosebank Engineering Pty Ltd (5422) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
5/27/2008 Rosebank Engineering Pty Ltd (5422) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
5/27/2008 Rosebank Engineering Pty Ltd (5422) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Approved Spec Added
5/27/2008 Rosebank Engineering Pty Ltd (5422) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
5/27/2008 Rosebank Engineering Pty Ltd (5422) CP12 - PASSIVATION AMS-2700 Approved Spec Added
5/27/2008 UMBRAGROUP S.P.A. (5269) HT - HEAT TREAT AMS-2759 Approved Spec Modification
5/27/2008 UMBRAGROUP S.P.A. (5269) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Modification
5/27/2008 UMBRAGROUP S.P.A. (5269) CP12 - PASSIVATION AMS-2700 Approved Spec Modification
5/20/2008 Embee Processing, LLC. (3337) CP01 - COATING, PAINT APPLICATION BR-167 Approved Spec Added
5/16/2008 Asko Processing, Inc. (3049) CT - HVOF AMS-2447 Inactive Spec Removed
5/16/2008 Asko Processing, Inc. (3049) CT - HVOF AMS-2448 Inactive Spec Removed
5/16/2008 Asko Processing, Inc. (3049) CT - HVOF LGPS-1301 Inactive Spec Removed
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5/16/2008 Asko Processing, Inc. (3049) CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
5/16/2008 Asko Processing, Inc. (3049) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
5/16/2008 Asko Processing, Inc. (3049) CMSP - GRINDING, CHROME CPC-6505 Inactive Spec Removed
5/16/2008 Asko Processing, Inc. (3049) CMSP - GRINDING, HVOF LGPS-7010 Inactive Spec Removed
5/16/2008 Asko Processing, Inc. (3049) CMSP - GRINDING, HVOF AMS-2449 Inactive Spec Removed
5/16/2008 Asko Processing, Inc. (3049) CP01 - COATING, PAINT APPLICATION LGPS-1001 Inactive Spec Removed
5/16/2008 Asko Processing, Inc. (3049) CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Inactive Spec Removed
5/12/2008 Imagineering Finishing Technologies (3203) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
5/8/2008 Avofix NDT LTD NA - CALIBRATION ISO17025 Approved Spec Modification
5/8/2008 Electronic Metrology Laboratory NA - CALIBRATION ISO 17025 Approved Spec Added
5/6/2008 HSM MACHINE WORKS INC NA - ROUGH MACHINING TBD Inactive Spec Removed
5/5/2008 GOODRICH ACTUATION SYSTEMS - Huyton HT - HEAT TREAT AMS-2759/3 Inactive Spec Removed
5/5/2008 GOODRICH ACTUATION SYSTEMS - Huyton NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
5/5/2008 GOODRICH ACTUATION SYSTEMS - Huyton NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
5/5/2008 GOODRICH ACTUATION SYSTEMS - Huyton CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
5/5/2008 GOODRICH ACTUATION SYSTEMS - Huyton CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Inactive Spec Removed
5/5/2008 GOODRICH ACTUATION SYSTEMS - Huyton CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
5/2/2008 BODYCOTE THERMAL PROCESSING - Tarzana HT - HEAT TREAT MM-4990 Inactive Spec Added
5/1/2008 Magellan Aerospace-Kitchener CP01 - COATING, DRY FILM MMC-155 Inactive Spec Removed
5/1/2008 Magellan Aerospace-Kitchener CP01 - COATING, DRY FILM MIL-L-46010 Inactive Spec Removed
4/30/2008 HTA Aerospace and Defense Pty Ltd - Brisbane (9678) HT - HEAT TREAT AMS-2759/1 Approved Spec Added
4/30/2008 HTA Aerospace and Defense Pty Ltd - Brisbane (9678) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
4/29/2008 RAMICK WELDING AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Removed
4/29/2008 RAMICK WELDING WLD - WELDING MIL-W-22248 Not Approved Spec Removed
4/29/2008 RAMICK WELDING WLD - WELDING AWS-D17.1 Not Approved Spec Removed
4/25/2008 Bodycote Thermal Processing - Huntington Park (3307) CP09 - PLATING, COPPER AMS-2418 Inactive Spec Added
4/24/2008 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
4/24/2008 Radius Aerospace – Ft. Worth (4651) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
4/23/2008 PPI Aerospace LLC (Main) (3840) AQS - QUALITY SYSTEM AC7004 Approved Spec Modification
4/22/2008 Anodyne, Inc. CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Pulled Spec Modification
4/22/2008 Anodyne, Inc. CP11 - CONVERSION COATING, ALUMINUM MM-5516 Pulled Spec Modification
4/22/2008 Anodyne, Inc. CP01 - COATING, DRY FILM MIL-L-46010 Pulled Spec Modification
4/22/2008 Anodyne, Inc. CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Pulled Spec Modification
4/22/2008 Anodyne, Inc. CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Pulled Spec Modification
4/22/2008 Anodyne, Inc. CP09 - PLATING, CADMIUM (LHE) CPC-8204 Pulled Spec Modification
4/22/2008 Anodyne, Inc. CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Pulled Spec Modification
4/22/2008 Anodyne, Inc. CP09 - PLATING, COPPER AMS-2418 Pulled Spec Modification
4/22/2008 Anodyne, Inc. CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Pulled Spec Modification
4/22/2008 Anodyne, Inc. CP09 - PLATING, NICKEL AMS-QQ-N-290 Pulled Spec Modification
4/22/2008 Anodyne, Inc. AQS - QUALITY SYSTEM AS 9100 Pulled Spec Modification
4/22/2008 Anodyne, Inc. CP12 - PASSIVATION MIL-S-5002 Pulled Spec Modification
4/22/2008 PAS Technologies - Phoenix (3378) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MIL-DTL-13924 Approved Spec Added
4/22/2008 DESIGN. MET. CONN. (DMC) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Not Approved Spec Removed
4/18/2008 Fokker Landing Gear B.V. (7454) NDT - INSPECTION, MAGNETIC PARTICLE MM-5537 Inactive Spec Added
4/18/2008 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, NICKEL MMC-176 Superceded Spec Modification
4/17/2008 RONALDSWAY AIRCRAFT HT - HEAT TREAT AMS-2759 Inactive Spec Removed
4/17/2008 RONALDSWAY AIRCRAFT NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
4/17/2008 RONALDSWAY AIRCRAFT CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
4/17/2008 RONALDSWAY AIRCRAFT NA - LABORATORY / TESTING A2LA Inactive Spec Removed
4/17/2008 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, CHROME AMS-2460 Approved Spec Added
4/17/2008 Tecnickrome Aeronautique Inc. (4760) CP09 - PLATING, CHROME AMS-QQ-C-320 Superceded Spec Modification
4/14/2008 HTA Aerospace and Defense Pty Ltd - Brisbane (9678) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
4/14/2008 NASSAU TOOL WORKS, INC. CMSP - GRINDING, CHROME MIL-STD-866 Not Approved Spec Removed
4/14/2008 NASSAU TOOL WORKS, INC. CMSP - GRINDING, CHROME LGPS-7000 Not Approved Spec Removed
4/14/2008 NASSAU TOOL WORKS, INC. CMSP - GRINDING, CHROME CPC-6505 Not Approved Spec Removed
4/14/2008 Tecnickrome Aeronautique Inc. (4760) SE - SHOT PEEN AMS-2430 Approved Spec Added
4/11/2008 AECC Xi’an Engine Control Technology Co.Ltd. (7151) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
4/10/2008 Magellan Aerospace-Kitchener CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
4/10/2008 Magellan Aerospace-Kitchener CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
4/10/2008 Magellan Aerospace-Kitchener CMSP - GRINDING, CHROME CPC-6505 Inactive Spec Removed
4/4/2008 CANTON DROP FORGE (4423) NDT - INSPECTION, ULTRASONIC AMS-STD-2154 Inactive Spec Removed
4/2/2008 Southwest United Canada Inc. - CEEL Limited (5208) CT - HVOF LGPS-1301 Approved Spec Added
3/31/2008 SOUTHWEST GRINDING CMSP - GRINDING, CHROME CPC-6505 Inactive Spec Removed
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3/30/2008 Magnetic Inspection Laboratory, Inc. (3487) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 type 3 Approved Spec Added
3/28/2008 E.M.E. Inc. (4111) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MIL-DTL-13924 Inactive Spec Removed
3/26/2008 Fokker Landing Gear B.V. (7454) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Modification
3/26/2008 Fokker Landing Gear B.V. (7454) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Modification
3/26/2008 Fokker Landing Gear B.V. (7454) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Modification
3/26/2008 Fokker Landing Gear B.V. (7454) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Modification
3/26/2008 Fokker Landing Gear B.V. (7454) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Modification
3/26/2008 Fokker Landing Gear B.V. (7454) CP13 - PLATING, BRUSH CADMIUM LGPS-1102 Approved Spec Modification
3/26/2008 Fokker Landing Gear B.V. (7454) CP09 - PLATING, CADMIUM (LHE) MM-4951 (Superceded by LGPS 1100) Approved Spec Modification
3/26/2008 Fokker Landing Gear B.V. (7454) CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Approved Spec Modification
3/26/2008 Fokker Landing Gear B.V. (7454) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Approved Spec Modification
3/26/2008 Fokker Landing Gear B.V. (7454) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Modification
3/26/2008 Fokker Landing Gear B.V. (7454) CP09 - PLATING, CHROME AMS-QQ-C-320 Approved Spec Modification
3/26/2008 Fokker Landing Gear B.V. (7454) CP12 - PASSIVATION AMS-2700 Approved Spec Modification
3/25/2008 E.M.E. Inc. (4111) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Approved Spec Modification
3/25/2008 E.M.E. Inc. (4111) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN CPC-8218 Inactive Spec Removed
3/17/2008 Southwest United Industries, Inc. (4185) CP09 - PLATING, CHROME PS-1033 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) NDT - INSPECTION, MAGNETIC PARTICLE CPC-9108 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) CP02 - TEMPER ETCH INSPECTION AMS-2649 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) CP01 - COATING, PAINT APPLICATION LGPS-1001 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) CP09 - PLATING, CHROME LGPS-1101 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) CP09 - PLATING, CHROME MIL-STD-1501 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) CP10 - ELECTROLESS PLATING, NICKEL AMS-C-26074 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) CP09 - PLATING, NICKEL AMS-2424 Approved Spec Added
3/15/2008 PAS Technologies - Phoenix (3378) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/13/2008 AAA Plating & Inspection, Inc. (4342) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/13/2008 Aluminum Precision Products - Santa Ana - Warner (4666) HT - HEAT TREAT MIL-H-6088 Approved Spec Added
3/13/2008 Aluminum Precision Products - Santa Ana - Warner (4666) AQS - QUALITY SYSTEM AS 9100 Approved Spec Added
3/13/2008 Continental Heat Treating Corp (3588) HT - HEAT TREAT ES-0744 Approved Spec Added
3/12/2008 S&L Aerospace Metals LLC (3756) HT - HEAT TREAT AMS-H-6875 Not Approved Spec Modification
3/12/2008 S&L Aerospace Metals LLC (3756) HT - HEAT TREAT AMS-H-6088 Not Approved Spec Modification
3/12/2008 S&L Aerospace Metals LLC (3756) HT - HEAT TREAT BP-106 Not Approved Spec Modification
3/12/2008 S&L Aerospace Metals LLC (3756) HT - HEAT TREAT BP-109 Not Approved Spec Modification
3/12/2008 S&L Aerospace Metals LLC (3756) HT - HEAT TREAT AMS-2759 Not Approved Spec Modification
3/12/2008 S&L Aerospace Metals LLC (3756) HT - HEAT TREAT BP-123 Not Approved Spec Modification
3/12/2008 S&L Aerospace Metals LLC (3756) HT - HEAT TREAT BP-118 Not Approved Spec Modification
3/11/2008 Continental Heat Treating Corp (3588) HT - HEAT TREAT PS-2101 Approved Spec Added
3/4/2008 JAN-KENS CO. CP01 - COATING, PAINT APPLICATION MIL-STD-7179 Inactive Spec Added
3/4/2008 JAN-KENS CO. CP01 - COATING, PAINT APPLICATION MIL-F-18264 Inactive Spec Added
2/29/2008 E.M.E. Inc. (4111) CP02 - TEMPER ETCH INSPECTION MIL-STD-867 Inactive Spec Removed
2/29/2008 E.M.E. Inc. (4111) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Inactive Spec Removed
2/29/2008 RBC Transport Dynamics (4312) CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Inactive Spec Removed
2/29/2008 RBC Transport Dynamics (4312) CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Inactive Spec Removed
2/29/2008 RBC Transport Dynamics (4312) CP13 - PLATING, BRUSH, OTHER CPC-8215 Inactive Spec Removed
2/29/2008 RBC Transport Dynamics (4312) CP13 - PLATING, BRUSH, OTHER MIL-STD-865 Inactive Spec Removed
2/29/2008 RBC Transport Dynamics (4312) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Inactive Spec Removed
2/29/2008 RBC Transport Dynamics (4312) CP09 - PLATING, CADMIUM (LHE) CPC-8204 Inactive Spec Removed
2/29/2008 RBC Transport Dynamics (4312) CP12 - PASSIVATION AMS-2700 Inactive Spec Removed
2/28/2008 Allen Aircraft Products, Inc. (4339) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
2/28/2008 ELEB EMBRARER LIEBHERR HT - HEAT TREAT AMS-2759 Not Approved Spec Removed
2/28/2008 ELEB EMBRARER LIEBHERR NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Not Approved Spec Removed
2/28/2008 ELEB EMBRARER LIEBHERR NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Not Approved Spec Removed
2/28/2008 ELEB EMBRARER LIEBHERR CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Not Approved Spec Removed
2/28/2008 ELEB EMBRARER LIEBHERR CP09 - PLATING, CHROME AMS-QQ-C-320 Not Approved Spec Removed
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2/28/2008 ELEB EMBRARER LIEBHERR AQS - QUALITY SYSTEM AQS Not Approved Spec Removed
2/28/2008 ELEB EMBRARER LIEBHERR SE - SHOT PEEN AMS-S-13165 Not Approved Spec Removed
2/27/2008 Vac-Aero International -Oakville (3420) WLD - BRAZING AWS-C3.3 Approved Spec Added
2/27/2008 Vac-Aero International -Oakville (3420) HT - HEAT TREAT AMS-H-6875 Approved Spec Added
2/27/2008 Vac-Aero International -Oakville (3420) HT - HEAT TREAT AMS-H-6088 Approved Spec Added
2/27/2008 Vac-Aero International -Oakville (3420) HT - HEAT TREAT LGPS-2000 Approved Spec Added
2/27/2008 Vac-Aero International -Oakville (3420) HT - HEAT TREAT AMS-H-81200 Approved Spec Added
2/27/2008 Vac-Aero International -Oakville (3420) NA - LABORATORY / TESTING ISO 17025 Approved Spec Added
2/27/2008 Vac-Aero International -Oakville (3420) WLD - WELDING AWS-D17.1 Inactive Spec Removed
2/26/2008 2Source Manufacturing INC. WLD - BRAZING MMC-370 Inactive Spec Removed
2/25/2008 BODYCOTE THERMAL PROCESSING - Tarzana HT - HEAT TREAT MIL-H-7199 Inactive Spec Modification
2/25/2008 BODYCOTE THERMAL PROCESSING - Tarzana HT - HEAT TREAT BP-118 Inactive Spec Removed
2/25/2008 BODYCOTE THERMAL PROCESSING - Tarzana HT - HEAT TREAT AMS-H-6088 Inactive Spec Removed
2/25/2008 BODYCOTE THERMAL PROCESSING - Tarzana HT - HEAT TREAT BP-109 Inactive Spec Removed
2/25/2008 BODYCOTE THERMAL PROCESSING - Tarzana HT - HEAT TREAT CPC-6201 Inactive Spec Removed
2/25/2008 BODYCOTE THERMAL PROCESSING - Tarzana HT - HEAT TREAT BP-123 Inactive Spec Removed
2/25/2008 BODYCOTE THERMAL PROCESSING - Tarzana HT - HEAT TREAT MM-4995 Inactive Spec Removed
2/25/2008 BODYCOTE THERMAL PROCESSING - Tarzana HT - HEAT TREAT CPC-6203 Inactive Spec Removed
2/25/2008 BODYCOTE THERMAL PROCESSING - Tarzana HT - HEAT TREAT CP-0710 Inactive Spec Removed
2/25/2008 BODYCOTE THERMAL PROCESSING - Tarzana HT - HEAT TREAT CPC-6216 Inactive Spec Removed
2/25/2008 BODYCOTE THERMAL PROCESSING - Tarzana HT - HEAT TREAT CP-0360 Inactive Spec Removed
2/19/2008 Tritech Laboratories NA - LABORATORY / TESTING ISO 17025 Inactive Spec Removed
2/19/2008 JOHNSON ENGINEERING PRODUCTS NA - CALIBRATION ISO17025 Not Approved Spec Removed
2/19/2008 Reska Spline Products Co NA - CALIBRATION ISO 10012-1 Not Approved Spec Removed
2/19/2008 Smithers Scientific Services NA - LABORATORY / TESTING ISO 17025 Approved Spec Added
2/18/2008 Kalt Manufacturing Co NA - CALIBRATION ISO 10012-1 Approved Spec Modification
2/15/2008 MAHR FEDERAL, INC. NA - CALIBRATION ISO17025 Inactive Spec Removed
2/14/2008 PCC Structurals - Carson City HT - HEAT TREAT AMS-H-6875 Inactive Spec Removed
2/14/2008 PCC Structurals - Carson City NDT - INSPECTION, LIQUID PENETRANT ASTM-E-1417 Inactive Spec Removed
2/14/2008 PCC Structurals - Carson City NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Inactive Spec Removed
2/14/2008 PCC Structurals - Carson City NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Inactive Spec Removed
2/14/2008 PCC Structurals - Carson City WLD - WELDING AMS-STD-1595 Inactive Spec Removed
2/14/2008 PTR Precision Technologies Inc WLD - WELDING Inactive Spec Removed
2/13/2008 COUSSO s.a. HT - HEAT TREAT AMS-2759/2 Not Approved Spec Removed
2/13/2008 COUSSO s.a. HT - HEAT TREAT CP-0710 Not Approved Spec Removed
2/13/2008 COUSSO s.a. CP02 - TEMPER ETCH INSPECTION LGPS-3000 Not Approved Spec Removed
2/13/2008 LAMSCO WEST, INC. CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Not Approved Spec Removed
2/13/2008 VAHL, INC. CMSP - GRINDING, CHROME LGPS-7000 Not Approved Spec Removed
2/13/2008 VAHL, INC. CMSP - GRINDING, CHROME CPC-6505 Not Approved Spec Removed
2/13/2008 VAHL, INC. CMSP - GRINDING, CHROME MIL-STD-866 Not Approved Spec Removed
2/12/2008 Quality Steel Treating LLC (4005) WLD - WELDING RI-849 Inactive Spec Removed
2/12/2008 Quality Steel Treating LLC (4005) WLD - WELDING RI-850 Inactive Spec Removed
2/12/2008 Quality Steel Treating LLC (4005) WLD - WELDING RI-744 Inactive Spec Removed
2/11/2008 Alp Aviation (7440) HT - HEAT TREAT AMS-2770 Approved Spec Added
2/11/2008 Alp Aviation (7440) HT - HEAT TREAT AMS-2759/3 Approved Spec Added
2/8/2008 Acroturn Industries, Inc. NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Not Approved Spec Removed
2/7/2008 Allen Aircraft Products, Inc. (4339) CP11 - CONVERSION COATING, STEEL, PHOSPHATE MANG/ZN CPC-8218 Inactive Spec Removed
2/7/2008 Allen Aircraft Products, Inc. (4339) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Inactive Spec Removed
2/7/2008 Allen Aircraft Products, Inc. (4339) CP08 - ANODIZE ALUMINUM - HARD (TYPE III) BP-111 Inactive Spec Removed
2/7/2008 METAL IMPROVEMENT CO-ST TRUIDEN (5534) SE - SHOT PEEN MMC-137 Approved Spec Added
2/6/2008 E.W. JOHNSON COMPANY CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Not Approved Spec Removed
2/6/2008 E.W. JOHNSON COMPANY CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Not Approved Spec Removed
2/6/2008 E.W. JOHNSON COMPANY CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) MIL-A-8625 type 1 Not Approved Spec Removed
2/6/2008 E.W. JOHNSON COMPANY AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Removed
2/1/2008 Pioneer Metal Finishing - DO NOT USE CP11 - CONVERSION COATING, ALUMINUM MIL-DTL-5541 Pulled Spec Removed
2/1/2008 Pioneer Metal Finishing - DO NOT USE CP08 - ANODIZE ALUMINUM - HARD (TYPE III) MIL-A-8625 type 3 Pulled Spec Removed
2/1/2008 Pioneer Metal Finishing - DO NOT USE CP08 - ANODIZE ALUMINUM - SULFURIC (TYPE II) MIL-A-8625 type 2 Pulled Spec Removed
2/1/2008 Pioneer Metal Finishing - DO NOT USE AQS - QUALITY SYSTEM AS 9100 Pulled Spec Removed
2/1/2008 Fokker Landing Gear B.V. (7454) CP09 - PLATING, CADMIUM-TITANIUM MMC-195 Not Approved Spec Removed
2/1/2008 Fokker Landing Gear B.V. (7454) CP09 - PLATING, CADMIUM-TITANIUM LGPS-1103 Not Approved Spec Removed
2/1/2008 Fokker Landing Gear B.V. (7454) CP09 - PLATING, CADMIUM-TITANIUM MIL-STD-1500 Not Approved Spec Removed
1/31/2008 Engineered Heat Treat, Inc. (3341) HT - HEAT TREAT LGPS-2000 Approved Spec Added
1/29/2008 Aerospace Testing Lab Inc. (3117) CP02 - TEMPER ETCH INSPECTION LGPS-3000 Not Approved Spec Removed
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1/29/2008 AeroTek Manufacturing Limited - (4434) CP09 - PLATING, CADMIUM (LHE) AMS-QQ-P-416 Approved Spec Modification
1/29/2008 AeroTek Manufacturing Limited - (4434) CP09 - PLATING, CADMIUM (LHE) MIL-STD-870 Approved Spec Modification
1/29/2008 AeroTek Manufacturing Limited - (4434) CP09 - PLATING, CADMIUM (LHE) LGPS-1100 Approved Spec Added
1/29/2008 AeroTek Manufacturing Limited - (4434) CP09 - PLATING, CADMIUM (LHE) AMS-2400 Approved Spec Added
1/29/2008 ATI ZKM Forging sp. z o.o. (8184) HT - HEAT TREAT AMS-2759/2 Approved Spec Added
1/29/2008 ATI ZKM Forging sp. z o.o. (8184) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
1/28/2008 PRO COATING COMPANY CP01 - COATING, DRY FILM MIL-L-46010 Not Approved Spec Removed
1/28/2008 PRO COATING COMPANY CP01 - COATING, DRY FILM MM-1920 Not Approved Spec Removed
1/28/2008 PRO COATING COMPANY CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Not Approved Spec Removed
1/28/2008 PRO COATING COMPANY AQS - QUALITY SYSTEM AS 9100 Not Approved Spec Removed
1/28/2008 Technical Maintenance, Inc. NA - CALIBRATION ISO 17025 Approved Spec Added
1/28/2008 VTN WITTEN (5170) HT - HEAT TREAT AMS-H-6088 Inactive Spec Added
1/24/2008 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT CP-0390 Approved
1/24/2008 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT AMS-H-6875 Approved
1/24/2008 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT AMS-H-81200 Approved
1/24/2008 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT MM-5744 Approved Spec Added
1/24/2008 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT MM-5510 Approved Spec Added
1/24/2008 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT MM-4995 Approved Spec Added
1/24/2008 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT CP-0360 Approved
1/24/2008 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT CP-0710 Approved
1/24/2008 Bodycote Thermal Processing - Vernon (3308) HT - HEAT TREAT MM-4990 Approved Spec Added
1/24/2008 HITEMCO (3173) CT - GRINDING, HVOF LGPS-7010 Approved Spec Added
1/8/2008 RBC Transport Dynamics (4312) CMSP - GRINDING, CHROME MIL-STD-866 Inactive Spec Removed
1/8/2008 RBC Transport Dynamics (4312) CMSP - GRINDING, CHROME LGPS-7000 Inactive Spec Removed
1/8/2008 RBC Transport Dynamics (4312) CMSP - GRINDING, CHROME CPC-6505 Inactive Spec Removed
1/4/2008 Element Middleburg Heights (3243) SE - SHOT PEEN BP-105 Inactive

12/20/2007 Burton Industries Inc. (4233) HT - HEAT TREAT MM-4995 Approved
12/20/2007 Pacific Metallurgical Inc. (4268) HT - HEAT TREAT PS-2101 Approved
12/19/2007 KANSAS PLATING INC CP01 - COATING, DRY FILM MIL-L-46010 Inactive
12/19/2007 KANSAS PLATING INC AQS - QUALITY SYSTEM AQS Inactive
12/12/2007 Asko Processing, Inc. (3049) CP09 - PLATING, NICKEL AMS-2424 Approved
12/11/2007 KANSAS PLATING INC DO NOT USE, use CP01 - COATING, DRY FILM instead n/a Inactive
12/11/2007 Ulrich Metrology NA - CALIBRATION ISO17025 Approved
12/4/2007 Rex Heat Treat (3749) HT - HEAT TREAT AMS-2770 Approved

10/23/2007 AeroTek Manufacturing Limited - (4434) CP10 - ELECTROLESS PLATING, NICKEL AMS-2404 Not Approved Spec Removed
10/23/2007 AeroTek Manufacturing Limited - (4434) CP09 - PLATING, NICKEL AMS-2424 Not Approved Spec Added
10/23/2007 CHROMAL PLATING CO. CP09 - PLATING, CHROME CPC-8207 Not Approved Spec Removed
10/23/2007 CHROMAL PLATING CO. CP09 - PLATING, CHROME CPC-8221 Not Approved Spec Removed
10/23/2007 CHROMAL PLATING CO. CP09 - PLATING, CHROME MIL-STD-1501 Not Approved Spec Removed
10/23/2007 CHROMAL PLATING CO. CP09 - PLATING, CHROME AMS-QQ-C-320 Not Approved Spec Removed
10/23/2007 CHROMAL PLATING CO. CP09 - PLATING, CHROME MM4953 TYPE 1 QNLY Not Approved Spec Removed
10/5/2007 Embee Processing, LLC. (3337) CP09 - PLATING, TIN BP-104 Superceded Spec Removed
8/28/2007 DIRAT'S LABORATORIES - remove NA - LABORATORY / TESTING A2LA Pulled Spec Removed
4/16/2007 Praxair Surface Technologies Montreal LP, St-Laurent (3539) CP11 - CONVERSION COATING, STEEL, BLACK OXIDE MIL-C-13924 Superceded Spec Removed
2/20/2007 Wesco Aircraft - Toronto CP01 - COATING, PAINT APPLICATION MIL-PRF-85285 Not Approved Spec Removed
8/21/2006 Quality Steel Treating LLC (4005) WLD - BRAZING RI-325 Inactive Spec Removed
5/1/2006 Alp Aviation (7440) CP01 - COATING, PAINT APPLICATION MIL-F-18264 Approved Spec Added
8/10/2005 Poly Metal Finishing, Inc. (3705) CP08 - ANODIZE ALUMINUM - CHROMIC (TYPE I) AMS-2470 Approved Spec Modification
1/1/2000 Mistras Services Inc (3242) NDT - INSPECTION, MAGNETIC PARTICLE ASTM-E-1444 Approved Spec Added
1/1/2000 Mistras Services Inc (3242) NDT - INSPECTION, RADIOGRAPHIC, FILM ASTM-E-1742 Approved Spec Added
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